




MATERIALS SCIENCE AND TECHNOLOGIES 
 
 
 
 
 
 
 
 

TEXTILES: TYPES, USES AND 
PRODUCTION METHODS 

 
 

No part of this digital document may be reproduced, stored in a retrieval system or transmitted in any form or
by any means. The publisher has taken reasonable care in the preparation of this digital document, but makes no
expressed or implied warranty of any kind and assumes no responsibility for any errors or omissions. No
liability is assumed for incidental or consequential damages in connection with or arising out of information
contained herein. This digital document is sold with the clear understanding that the publisher is not engaged in
rendering legal, medical or any other professional services. 



MATERIALS SCIENCE AND TECHNOLOGIES 
 
 

Additional books in this series can be found on Nova’s website  
under the Series tab. 

 
 

Additional E-books in this series can be found on Nova’s website  
under the E-book tab. 



MATERIALS SCIENCE AND TECHNOLOGIES 
 
 
 
 
 
 
 
 

TEXTILES: TYPES, USES AND 
PRODUCTION METHODS 

 
 
 
 
 
 
 

AHMED EL NEMR 
EDITOR 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Nova Science Publishers, Inc. 
New York 

 









 

 
 
 
 
 
 
 
 
 

PREFACE 
 
 
Fiber is a class of materials that are continuous filaments or are in discrete elongated 

pieces, similar to lengths of thread. Fibers are very important in the biology of both plants and 
animals, for holding tissues together. Plants yielding fibers have been only second to food 
plants in their usefulness to humans and their influence on the furthering of civilization. 
Primitive humans in their attempts to obtain the three most important necessities for life 
(food, clothing and shelter) focused on plants. Even though animal products were available, 
some forms of clothing were needed that were lighter and cooler than hides. It was easier to 
obtain from plants such items as nets, snares, etc. Also plant products were available from the 
leaves, stems and roots of many plants to construct human’s shelter. Therefore, mankind was 
utilized the natural fibers significantly earlier than metals, alloys, and ceramics and it can be 
supposed that the natural fibers were used by humans long before recorded history.  

Textiles stand next to agriculture as an income generation activity for most of the rural 
population. The structure of the fabric is as much a determining factor in its functions, as it is 
the choice of raw material. Some structures of the fabric lend themselves to any specific end 
use where as many other structures are versatile lending them to a variety of functions and 
end users. Good understandings of simple woven structures make it possible to apply them in 
the woven cloth in a variety of ways. This review book designed to cover the resent research 
in different branches of textile research. Chapter 1 shows the most known natural fibers and 
the way to synthetic fibers. It also reported the history of fiber production and uses as well as 
the modifications made to natural fibers to produce more comfortable fibers. Textile products, 
which incorporate with different sciences, are taking part in different application areas 
including industry, military, space, medical to perform needing for health, protection, 
defense, communication and automation. 

Excavated textiles are generally characterized by a poor condition, as a result of the 
effects of burial on their physical and chemical properties. Knowledge of the new physical 
and chemical properties, by the application of instrumental analysis, is necessary for material 
identification and conservation. However, more often than not, only minute fragments have 
been preserved. This makes the selection of non-destructive methods of analysis a 
prerequisite for excavated textiles. Chapter 2 presents guidelines for the non-destructive 
analysis of textiles, based on a study of four textile finds excavated in Greece. 

The use of computational methods to simulate the textile dyeing process provides a 
powerful tool to allow an understanding of the mass transfer kinetics in aqueous solutions 
during the dyeing process. Moreover, analysis of the time scales associated with the main 
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phenomena can lead to a precise knowledge of the dyeing kinetics during the process, which 
in turn can be used to improve the process control, reliability and, perhaps most importantly, 
the environmental impact of the dyeing process. Traditionally, dyeing techniques are carried 
out in a batch process. The bobbins of thread are fixed to perforated supports and receive dye 
from the liquid passing across the bobbins and re-circulating to a mixing tank. Inside the 
bobbins dye has to be transported by convection and dispersion to the inner core of the 
threads. Under normal operating conditions the dye is added at the beginning of a dyeing 
cycle in the mixing bath and the process runs under batch conditions, that is, without 
changing the amount of dye in the system. In general, dye distribution factor (DDF) and dye 
uptake (CDEP) benefit from high recirculation flux values and low dispersion resistances. In 
order to investigate possible improvements to the traditional dyeing process, the effect of 
periodic variations in the boundary conditions (reverse flow operation) on the bobbin thread 
dyeing process was studied in Chapter 3. The system is operated by periodically reversing the 
conditions of the dyeing bath fluid external to the thread bobbins and inside the bobbins. The 
periodic forcing is modeled by an ad hoc discontinuous periodic function and a partial 
differential equations mathematical model that takes this function into account is developed. 
A comparison between the forced and unforced processes was conducted by analyzing the 
dye distribution factor and the total amount of dye adsorbed during the transient regime for 
the two processes.  

Technological advances during the past decade have opened many new doors for the 
Textile and Apparel industries, especially in the area of rapid prototyping and related 
activities. Chapter 4 reported the recent developments in the textile industry include designing 
entirely new fibrous materials incorporating carbon nanotubes, composites, biocompatible 
textile scaffolds, conducting polymers and electrospun nanofibres. High strength, elasticity, 
conductivity, controlled porosity and giant surface areas can be combined to provide new 
materials with revolutionary properties. The future success of nanotechnology in textile 
applications lies in areas where new functionalities are combined into durable, 
multifunctional textile systems without comprising the inherent favorable textile properties, 
including process-ability, flexibility, wash-ability and softness.   

Recently, medical textile constructs for tissue replacement or release of drugs and faster 
healing of wounds are of increasing interest. They belong to the smart textiles concept, 
derived from material design, textile engineering and chemical finishing. Advances in 
electrospinning techniques have permitted the generation of continuous fibers at the 
nanometer scale with a high surface area to volume ratio. Nanofiber matrices have been found 
a large number of applications in the industrial sector and also in biomedical field. Natural 
polymers possess proven tissue compatibility and usually contain domains that can send 
important signals to guide cells at various stages of their development. The most used sources 
of natural derived polymers include proteins, especially from extracellular matrices (ECM) 
(e.g. collagen), polypeptides, and polysaccharides (including chitosan, cellulose, starch, 
hyaluronic acid, heparin and alginate). It has been shown that nanofibrous matrices can better 
mimic the target tissues than their bulk equivalents, as cells attach and proliferate well in 
micro and nanostructured materials and there is also the ability to modify the structure, 
composition and the chemistry at the nanoscale. Chapter 5 examines briefly the use of 
nanofibrous mats in regenerative medicine from the textile materials point of view, having as 
scope to introduce the reader to this constantly emerging sector. The nanofiber production of 
the main natural derived polymers, which have been used or have the potential to be used in 



Preface ix 

regenerative medicine, is reviewed in relation to their structure and correlated to the 
application possibilities, according to the type of engineered tissue. 

During the ancient Roman civilization, discrete fibers were used to reinforce brittle 
matrices such as mortar and clay in order to improve the tensile load carrying capacity of the 
brittle matrices. Natural fibers such as: horse hair, sisal, and grass were employed in their 
natural form. The development of fiber reinforced cementitious composites can be traced 
back to the 1960’s when straight short discrete steel fibers were mixed into mortar and 
concrete for construction of slabs on grade. Later, other fiber types were accepted for use in 
cementitious matrices. This insight was the driving force in innovations that occurred in mid 
1970’s involving new techniques of production of polypropylene fibers.  Since 1990’s, the 
manufacture and processing of different fiber types has been customized for cement-based 
applications. Among these fibers are steel, Alkali Resistant (AR) glass, carbon, polymeric 
fibers, as well as naturally occurring fibers. Similarly, for textiles, the innovations in the 
individual fibers has led to new processing and manufacturing techniques aimed at making 
the textiles adaptable to cementitious composites. To date, the use of fibers and textiles in 
cementitious composites have been adopted  in many countries, for example,  South Africa, 
India, United States of America, Germany, as well as in Kenya and other East African 
countries. Chapter 6 describes the development of the unique technology of manufacture of 
firstly the basic fibers, and secondly, textiles woven from the fibers for application in 
cementitious matrices. Chapter 6 is dealt with the advantages of treated sisal fibers and also 
discussed the manufacturing techniques of the fibers and textiles for adaptation in 
cementitious matrices. 

Clothing thermal engineering design is an effective and economical solution of designing 
clothing with superior thermal performance for people to live in various environments with a 
feeling of comfort. To achieve desirable thermal functions, the clothing design process is not 
traditional trial and error but a functional engineering process which involves multi-
disciplinary knowledge and computer-aided design (CAD) technologies to investigate, 
simulate and preview the physical thermal behaviors in the clothing. Clothing designers can 
thus scientifically evaluate with computer before the produce of real products that if their 
design concepts are achieved and suitable for the expected wearing environment. Chapter 7 
gives a systematical review on the related research and methods in clothing thermal 
engineering design. The accomplishment of clothing thermal engineering design is on the 
fundaments of the computational simulation of the thermal behaviors and CAD technologies. 

Chapter 8 attempts to give an introduction on surface modifications of textiles with non-
thermal plasmas. A non-thermal (or cold or low temperature) plasma is a partially ionized gas 
with electron temperatures much higher than ion temperatures. The high-energy electrons and 
low-energy molecular species can initiate reactions in the plasma volume without excessive 
heat causing substrate degradation. Non-thermal plasmas are particularly suited to apply to 
textile processing because most textile materials are heat sensitive polymers. In addition, it is 
a versatile technique, where a large variety of chemically active functional groups can be 
incorporated into the textile surface. Possible aims are improved wettability, adhesion of 
coatings, printability, induced hydro-and/or oleophobic properties, changing physical and/or 
electrical properties, cleaning or disinfection of fiber surfaces etc. Moreover, non-thermal 
plasma surface modifications can be achieved over large textile areas. Chapter 8 starts after 
general introduction with a short overview of different plasma sources used for surface 
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modification of textiles. Thereafter, different effects that can be induced on a textile product 
by a plasma treatment and ways to obtain these effects are reviewed. 

Conductive textiles also have interesting application areas due to their excellent 
properties that are provided by smart materials and a variety of manufacturing techniques. 
Conductive textile materials have a big role in production of sensors, electromechanical 
shielding, monitoring, static dissipation, anti-dust and anti-bacterial applications, data transfer 
and so on. Researchers focus on novel products, which have such smart and intelligent 
properties in applications for different requirements of humankind, over the last several years. 
Conductive fibers can be inherently conductive or gain conductive properties after some 
applications. Metal fibers can be obtained from metal plates or strips. Conductive yarns can 
be obtained from conductive filaments or wires, staple metal fibers or spinning traditional 
textile fibers with conductive filaments/wires. Metal filaments or wires also can be wrapped 
around the traditional textile yarns to develop conductive technical yarns. Chapter 9 aims to 
present novel designs, techniques and materials used for developing technical textile yarns 
containing metal filaments for smart textile applications. The review is organized as follows: 
In the first section, an overview of metal fibers, production methods and usage fields will be 
presented. In the second section, a general introduction to yarns containing metal 
filaments/wires and their features in terms of materials and manufacturing techniques used 
will be given. In addition, advancements and application areas with recent studies will be 
recounted. Finally, suggestions on future studies and the conclusions will be given. 

Micromechanical schemes are elaborated for analyzing the mechanical behavior of 
woven structures at the scale of the weave pattern, which defines the repetitive unit cell for a 
quasi periodical textile at a mesoscopic scale. The mechanical behavior of the dry fabric 
before impregnation by the resin is the object of those analysis, with the general objective of 
calculating the overall effective mechanical properties versus the unit cell geometry and the 
mechanical properties of the micro-constituents, namely the weft and warp yarns. 
Micromechanical analyses further provide a quantitative understanding of the deformation 
mechanisms of woven, allowing relating the macroscopic overall response to the underlying 
microscopic behavior. Two parallel strategies are exposed in Chapter 10, the first one basing 
on the minimization of the total potential energy of the woven structure, and the second one 
relying on discrete homogenization techniques specific to architectured materials. Simulations 
of the overall tensile response of serge and fabric highlight the effect of geometrical 
nonlinearities for fabric, due to the crimp changes, leading to a J-shape tensile response; by 
contrast, serge exhibits a quasi linear response, as the initial yarn profile is flatter. The impact 
of the yarn mechanical properties on the overall mechanical behavior is assessed; especially, 
the Poisson’s ratio of fabric is evaluated versus the applied load and the respective properties 
of both sets of yarns. Discrete homogenization techniques are developed in the last part of 
Chapter 10, basing on an analysis of a repetitive unit cell, representing the pattern in the case 
of textile. The equivalent behavior of a Cauchy or Cosserat type continuum is obtained in 
algorithmic format as an outcome. The simulation of the tensile response of the crimp 
changes of fabric by a perturbative approach reproduces the J-shape curve measured 
behavior. Those micromechanical analyses provide overall a guideline for the design and 
optimization of woven structures.     

Chapter 11 reviews the research that has been done for the functionalization of textile 
with inorganic nanoparticles by sonochemical method. Sonochemistry is one of the most 
efficient techniques for creation of nanosized compounds. Ultrasonic waves in the frequency 
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range of 20 kHz - 1 MHz are the driving force for chemical reaction. The sonochemical 
reaction is dependent on the acoustic cavitation, which means creation, growing and 
explosion collapse of a bubble in the solution. Extreme conditions are developed when this 
bubble collapses, and that is the reason of break and formation of chemical bonds.  The 
nanoparticles have been deposited on the surface of various fabrics (cotton, nylon, polyester) 
using ultrasound irradiation. This process produces a uniform coating of nanoparticles on 
surfaces with different functional groups. The coating can be performed by an in-situ process 
where the nanoparticles are formed and immediately thrown to the surface of the fabrics. This 
approach was used for Ag, ZnO and CuO. In addition, the sonochemical process can be used 
as a "throwing stone" technique, namely, previously synthesized nanoparticles will be placed 
in the sonication bath and sonicated in the presence of the fabric. This process has been 
shown with MgO and Al2O3 nanoparticles. The nanoparticles are thrown to the surface by the 
microjets and strongly adhered to the textile. This phenomenon was explained because of the 
local melting of the substrate due to the high rate and temperature of nanoparticles thrown at 
the solid surface by sonochemical microjets. The antibacterial activities of the nanocoated 
fabric composites were tested against Gram negative and Gram positive cultures. A 
significant bactericidal effect, even with low concentration of the nanoparticles, less than 
1wt%, was demonstrated. 

The use of textiles in medicine has a long tradition. Because there are a huge number of 
diverse applications of medical textiles, in Chapter 12 only the new trends in this field are 
attaining. The attention focused on biopolymers as alginate, collagen, chitin, chitosan, 
cellulose and bacterial cellulose, gelatine and others which have already their place in 
advanced biomedical applications. The use of fibers and textiles in medicine has increased 
exponentially as new types of fibers, new innovative structures and new therapies have been 
developed. Also, the progress accomplished in the new emerging technologies like 
nanotechnology, electrospinning and biotechnology are underlined.  Chapter 12 also 
presented the progress achieved in the advanced materials for regenerative medicine, wound 
healing and drug delivery. The development of wound dressing has changed from passive to 
actives types, having some specific functions in order to enhance wound healing without 
trauma for the patient. Textile structures for wound dressing can contain specialized additives 
with various properties, such as antibacterial properties. Among these, silver in different 
forms is the most well known, being used in medical applications.  

Anatase containing TiO2 sols are prepared by a solvothermal process and used as liquid 
coating agents for textiles. This solvothermal process is driven at temperatures of 140°C and 
180°C, which are adequate process conditions for the formation of the crystalline TiO2 
species anatase out of an amorphous TiO2 pre-compound. By using this liquid coating agent 
for textile treatment, functionalized textiles with photoactive and antimicrobial properties are 
realized. For these materials different potential applications are thinkable as for example the 
wastewater treatment in a process with photoactive functionalized textiles or medical 
applications with antimicrobial functionalized textiles. In Chapter 13, the pure TiO2 sol is 
modified by copper doping. To perform this modification, a copper containing precursor was 
added to the sol before the solvothermal process. Under the chosen solvothermal conditions 
the copper precursor is proposed to be transformed to antimicrobial active copper containing 
compounds, probably a Cu-Ti crystalline phase. The formation of the crystalline TiO2 type 
anatase is clearly determined by XRD. Also by XRD at least one unidentified copper 
containing phase is determined which could be probably an intermetalic phase of Cu:Ti as 
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oxide, nitride or carbide. Additional hints for the formation of those species are also found by 
UV/VIS-spectroscopy. The modified TiO2-sols are applied as coating agent onto textile 
fabrics. The photoactivity of coated textile is determined by degradation of the organic dye 
stuff Acid Orange 7. The effect of photocatalytic dye degradation is also investigated in 
presence of H2O2. The antimicrobial property of the coated textiles can be clearly verified and 
is mainly the result of the metal component added to the TiO2 coating. The high photoactivity 
observed in presence of H2O2 could be of high interest for applications in oxidative 
wastewater treatment. The developed high antimicrobial active textiles should also be of great 
relevance for the application in the medical sector to avoid the spreading of harmful germs. 

The presented research thematic focuses on cellulose fibers’ functionalization by means 
of introducing new, naturally alternative polysaccharides as coatings for natural cellulose 
material. In this way, new advanced sanitary and medical cellulose materials could be 
developed with significant absorption, antiviral, and antimicrobial properties. Chapter 14 
covers the physico-chemical and structural properties of cellulose fibers (natural and 
regenerated) and the influence of both properties on the adsorption of polysaccharides, in 
order to introduce new bioactive functionalities. It examines which properties predominately 
influence specific fiber functionality. Moreover, relevant methods are presented for revealing 
the structural and physico-chemical properties (with an emphasis on the charge 
determination) of non-functionalized, as well as functionalized, cellulose fibers (natural and 
regenerated). Finally, the applicability of these new materials for different hygiene and health 
care segments (skin and hygiene care, skin and gynecological infections, wound treatment, 
etc.) are discussed. 

Clothing is composed by textile fibers, coupling and fixer agents, finish products, dyes 
and complements. Contact dermatitis is produced by the contact between these clothing 
components and the skin. Chapter 15 shows that two types of textile contact dermatitis have 
been reported; irritant and allergic, being irritant contact dermatitis more frequent than 
allergic. Dyes are the main cause of allergic contact dermatitis. Disperse dyes are the most 
frequent sensitizers among textile dyes, followed by the reactive dyes. Acid, direct and basic 
dyes are less common sensitizers. The use of the different dyes depends on the kind of fiber 
used in the fabric. Disperse dyes are more common in industrialized countries, because 
people from these countries usually wear clothes with nylon and polyester/cotton fibers. 
Finish products are the second most common textile sensitizers; they are used in natural and 
mixed fibers. Resins belong to this group, being Kaurit and Fix the most allergenic 
formaldehyde resins. Exact incidence of textile dermatitis is unknown because of the lack of 
controlled epidemiological studies. Textile dye sensitization has an estimated incidence rate 
from 1.4% to 5.8%. Women have a greater prevalence of allergic reactions to textile dyes and 
resins than men; this may be due to the use of tighter fitting synthetic and dark-colored 
clothing. Contact textile dermatitis is increasing, probably as a result of the wide use of new 
dyes in clothes production. Many clinical manifestations of textile dermatitis have been 
described. Usually, patients are affected by an acute or chronic dermatitis, of localized or 
generalized distribution of lesions. Unusual forms can also be seen: purpuric lesions, 
hyperpigmented patches, papular rash, papulopustular lesions, urticaria, erythema 
multiforme-like lesions, nummular-like lesions, lichenification and erythroderma.  Topical or 
systemic corticosteroids can be used in the treatment of textile contact dermatitis. In addition, 
the patient should avoid the offending allergen or irritant source, wearing 100% natural based 
fabrics, use loose fitting clothing, and avoid synthetic spandex, lycra, acetate, polyester fibers 
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and nylon. It is recommended washing clothes three times before wearing them the first time. 
Contact textile dermatitis may be undiagnosed because the atypical clinical manifestations do 
not give rise to suspicion of textile dermatitis. Clinical history, clinical findings and patch test 
are the best elements in the diagnosis. Therefore, the physician should suspect a contact 
dermatitis in patients showing suggestive clinical signs, which might lead to an early 
diagnosis and appropriate treatment. 

Textile materials have many advantages which make them useful for clothing and 
technical applications. They can be used in different forms, be permeable to air or fluids if 
needed, and additionally textiles have good mechanical parameters. They have a large surface 
in comparison to their mass. In many cases they offer a solution to problems, which are 
beneficial in terms of price and given application parameters. That is why surface 
modification, significantly increasing the range of textiles’ applications, is an important 
research topic in textiles materials. Systematically grows a need to produce new materials or 
products with improved characteristics. In Chapter 16 the latest methods which improve 
surface properties in a more effective way than conventional were described. One of the 
newest methods of textile surface modification is the layer-by layer method. Initially this 
method has been used for different materials than textiles; however it is currently 
implemented in the textile industry. The use of multilayered polymeric films offers the 
possibility of creating new type of materials with great levels of reproducibility and 
controlled architectures. Fundamental and representative methods used for textile surface 
modification on the basis of layer-by-layer method were characterized. Theoretical 
assumptions, textile characteristic and practical conditions were discussed. Methods for 
specific applications were analyzed as far as application and difficulties in their usage are 
concerned.  

Several haute couture contemporary textiles from museum collections exhibit serious 
conservation problems due to the high complexity of materials and production methods used 
in their conception. Conservation of contemporary textiles with new materials and production 
methods requires scientific research into the identification of materials and new conservation 
techniques. This was the case of the spectacular golden coat made by the French fashion 
designer Jean-Paul Gaultier, currently in MUDE (Museum of Fashion and Design), in Lisbon. 
The coat is an excellent example of Gaultier’s eclectic selection of materials and technical 
versatility. It was created with a golden combined textile, with several attached golden 
polymeric and glass materials. Despite the importance of this piece, little information was 
available in the archives of Maison Gaultier. In order to understand the creative processes and 
identify the coat’s materials that could provide important information for the stabilization and 
treatment of the piece, an interdisciplinary research was carried out. Chapter 17 reviews the 
Characterization of the coat’s materials with several analytical techniques, which revealed 
that the golden combined textile was a poly(ethylene terephthalate) canvas covered with 
apoly(dimethylsiloxane) (PDMS) layer and a yellow brass pigment hand-stitched to a yellow 
silk lining. The golden coat exhibits several pathologies, namely oxidation of the brass 
pigment and a significant deterioration of the PDMS layer due to humidity action. Indeed, the 
cohesion and adhesion properties of the PDMS layer are fragile inducing considerable 
material loss of the attached materials. The consolidation of the PDMS layer as well as its 
protection from a humidity environment was considered fundamental to stabilize the 
degradation of the golden coat. With a similar PDMS chemical nature, sol-gel silica was 
considered a potential candidate for a coating application in order to enhance the PDMS 
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properties. Silica sols were prepared by the sol-gel method with tetraetoxysilane using 
ethanol, water and an acid and/or a base as catalyzers. Different additives were used to 
improve the PDMS properties such as hydrofobicity, flexibility and adherence. The films 
containing SiO2 were applied to test samples. Homogeneous thin films with few micro-cracks 
were obtained using spin coating and vapor-spraying on the film deposition. Moreover, 
minimal differences in pH and color were observed. The contact angle value improved 
slightly, indicating that the films exert in some extent a protection against the humidity.  

The polymer-derived SiC fiber is one of the most important reinforcing materials for high 
performance ceramic matrix composites (CMC). Three generation of SiC fibers have been 
developed over the past thirty years. The first generation fiber produced was an amorphous 
SiC fiber, next was a low-oxygen content SiC fiber, and nearly stoichiometric SiC fiber was 
developed. In Chapter 18, the preparation method, microstructure, and performance of three 
generation fibers are described. The representative properties of these fibrous materials and 
their expected applications are also described. 

Chapter 19 explores ways to improve the properties of polyester material in the 
processing of its surface temperature plasma at atmospheric pressure. The plasma discharge 
was generated in a sodium hydroxide solution. During the modification process, a fiber was 
extending through the diaphragm which placed into electrolyte solution. Electric current was 
passed through the diaphragm which caused the appearance of the gas-vapor bubble. If the 
voltage applied to the diaphragm was 0.5 – 1.5 kV, a breakdown of the gas-vapor case is 
generated and discharge is allowed. The method of surface modification of polymers requires 
relatively low voltage, and allows concentrating zone of plasma near the surface of the 
sample. It is shown that plasma in the liquid environment is non-equilibrium and contains the 
components from the liquid substance. The influence of diaphragm size and broaching speed 
of polyester fiber through the plant for the plasma-chemical modification to the physical-
mechanical characteristics of the finished polyester fibers was studied. The main criterion for 
successful modification of polyethylene terephthalate material was considered to be a 
formation the maximum possible number of active groups on its surface with the maximum 
preservation of strength parameters. It is shown that the use of such method of modification 
provides a formation of active hydroxyl and carboxyl groups on the surface of the polymeric 
material which are required for fixation of functional products. Their application on the 
surface of fibrous material can give it some new properties (hydrophobic, antimicrobial, 
deodorizing, etc.). 

Cleaning of solid rigid materials is one of the older applications of high-intensity 
ultrasound. Nevertheless the use of ultrasonic energy for washing textiles was explored over 
several years without achieving successful development. Besides the specific problems 
related with softness of the fabric material, the strategies for ultrasonic washing of textiles 
were generally directed towards the production of washing machines to wash laundry by 
generating high-intensity ultrasonic waves in the entire volume of the basket containing the 
fabrics to be washed. Such strategies offer significant inconveniences because of the practical 
difficulties to achieve a homogeneous distribution of the ultrasonic energy in the entire 
washing volume. Then in the areas of low acoustic energy the cleaning effect is not reached 
and it causes the washing to be irregular. During the last twenty years the use of ultrasonic 
technologies for cleaning textiles in domestic and industrial washing machines has been 
reinvestigated and new important advances in this area has been achieved. In fact, it has been 
found out that by diminishing the amount of dissolved air or removing the big bubbles in the 
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wash liquor the application of ultrasonic energy improved wash results in comparison to 
conventional methods. It has been also shown that a high proportion of water with respect to 
the wash load is required to assure efficiency and homogeneity in the wash performance. The 
application of such requirements in domestic washing machines or even in large scale 
machines similar in design to them doesn’t seem a realistic and economically viable option. 
However for specific industrial applications a new ultrasonic process has been developed in 
which the textiles are exposed to the ultrasonic field in flat format and within a thin layer of 
liquid by applying specific ultrasonic plate transducers. Such process has been implemented 
at laboratory and semi-industrial stage. Chapter 20 deals with the progressive advances in the 
use of the ultrasonic energy for washing textiles and in particular with the new process and 
the structure and performance of the systems developed for its implementation. 
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1. INTRODUCTION 
 
Fiber is a class of materials that are continuous filaments or are in discrete elongated 

pieces, similar to lengths of thread. Fibers are very important in the biology of both plants and 
animals, for holding tissues together. Plants yielding fibers have been only second to food 
plants in their usefulness to humans and their influence on the furthering of civilization. 
Primitive humans in their attempts to obtain the three most important necessities for life 
(food, clothing and shelter) focused on plants. Even though animal products were available, 
some forms of clothing were needed that were lighter and cooler than hides. It was easier to 
obtain from plants such items as nets, snares, etc. Also plant products used to construct 
human’s shelter were available from the leaves, stems and roots of many plants. Therefore, 
mankind was utilized the natural fibers significantly earlier than metals, alloys, and ceramics 
and it can be supposed that the natural fibers were used by humans long before recorded 
history. The cultivation of flax, for example, dates back to the Stone Age of Europe, as 
discovered in the remains of the Swiss Lake Dwellers. Linen was used in Ancient Egypt and 
cotton was the ancient national textile of India, being used by all the aboriginal peoples of the 
New World as well. Ramie or China grass has been grown in the orient many thousands of 
years. Fibers from natural sources, twisted by hand into yarns, and then woven into textile 
fabrics, constitute a materials technology which dates back over 10000 years [1, 2]. However, 
the utilization of history of fibers is much harder to trace than that of metals and ceramics due 
to deterioration of fibers through rot, mildew, and bacterial action and only a few specimens 
of early fibers have been found so far. Some animals produce fibers whereas others collect 
them from different sources for their needs. They use fibers when building nests such as birds 
and some mammals, webs such as spiders, for protection during reproduction such as 
caterpillars and silkworms, or for retrieving insects out of narrow holes such as chimpanzees. 
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manufacturing world as well as by the hand spinners. Also very popular are alpaca 
fiber and mohair from Angora goats. Unusual fibers such as Angora wool from 
rabbits [13-16] and Chiengora from dogs also exist, but are rarely used for mass 
production (Chiengora, pronounced “she-an-gora”, refers to yarn spun from dog hair. 
Chien is the French word for dog, and gora is derived from “angora”, which is the 
soft fur of a rabbit. The spinning of dog hair is an ancient art form dating back to pre-
historic Scandinavia. It was the main fiber spun on the North American continent 
before the Spaniards introduced sheep wool. Chiengora is up to 1.8 warmer than 
wool and sheds water well. Its fiber is not elastic like wool, and is characterized by 
its fluffiness, known as a halo effect. It has a similar appearance to angora and is 
luxuriously soft) (http://chiengorafibers.com/). Not all animal fibers have the same 
properties even within same species. Merino is very soft and fine wool, while 
Cotswold is coarser, and yet both merino and Cotswold are types of sheep. This 
comparison can be continued on the microscopic level, comparing the diameter and 
structure of the fiber. With animal fibers, and natural fibers in general, the individual 
fibers look different, whereas all synthetic fibers look the same. This provides an 
easy way to differentiate between natural and synthetic fibers under a microscope. 
All animal fibers do not contain cellulose and are therefore more vulnerable to 
chemical damage and unfavorable environmental conditions than cellulose. After 
extraction of the fibers, the individual fibers are arranged in parallel to overlap each 
other, yielding a ribbon. These ribbons are then softened with mineral oil, lubricated, 
and eventually drawn down to the desired sizes and twisted for securing the position 
of the fibers and the yarn is eventually woven into fabrics. 

II. Vegetable fibers - generally based on arrangements of cellulose, often with lignin - 
examples include cotton, hemp, jute, flax, kenaf, roselle, coir, henequen, abaca, 
fique, phormium, ramie, and sisal. Plant fibers are employed in the manufacture of 
paper and textile (cloth), and dietary fiber is an important component of human 
nutrition. Indeed, it is estimated that in the Western Hemisphere alone, more than 
1000 species of plants or parts of plants are utilized in one way or another to create 
utilitarian products. Most of them, however, are consumed locally or in such small 
quantities. 

III. Wood fiber - distinguished from vegetable fiber - is from tree sources. Forms include 
ground-wood, thermo-mechanical pulp (TMP) and bleached or unbleached Kraft or 
sulfite pulps. Kraft and sulfite refer to the type of pulping process used to remove the 
lignin bonding the original wood structure, thus freeing the fibers for use in paper 
and engineered wood products such as fiberboard.  

IV. Mineral fibers comprise asbestos. Asbestos is the only naturally occurring long 
mineral fiber. Short, fiber-like minerals include wollastonite [CaSiO3, which may 
contain small amounts of iron, magnesium, and manganese substituting for calcium 
and it is usually white, colorless or gray and it is formed when impure limestone or 
dolostone is subjected to high temperature and pressure in the presence of silica-
bearing fluids as in skarns or contact metamorphic rocks. Associated minerals 
include garnets, vesuvianite, diopside, tremolite, epidote, plagioclase feldspar, 
pyroxene and calcite. It is named after the English chemist and mineralogist W.H. 
Wollaston (1766–1828)] [17-21], attapulgite (magnesium aluminium phyllosilicate 
with formula “(Mg, Al)2Si4O10(OH)·4(H2O)” which occurs in a type of clay soil 
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common to the Southeastern United States) [22, 23] and halloysite (a 1:1 
aluminosilicate clay mineral with the empirical formula Al2Si2O5(OH)4. Its main 
constituents are aluminum (20.90%), silicon (21.76%), and hydrogen (1.56%). It is 
typically forms by hydrothermal alteration of alumino-silicate minerals. It can occur 
intermixed with dickite, kaolinite, montmorillonite and other clay minerals) [24-31]. 
Mineral fibers can be particular strong because they are formed with a low number of 
surface defects.  

 
Table 1. Major sources of natural fibers, usage, and raw 

 
Fiber Usage Principal growing countries  
Flax/linen raw, 
retted  

Fine textiles, cordage, yarn  Belgium, Netherlands, Russia, France, 
China  

Ramie  Garment blend with cotton  China, Taiwan, Korea, Philippines, Brazil  
Cotton  Garments, paper, explosives, 

oil, padding  
China, USA, Pakistan, India, Uzbekistan, 
Brazil  

Wool 7.5 cm and 
up  

Knitting yarn, tweeds, 
flannels, carpets, blankets, 
upholstery, felts  

Australia, New Zealand, China, South 
Africa, Russia, Argentina  

Source: Department of Commerce, U.S. Census Bureau, Foreign Trade Statistics. 
 
Textile fibers must be long and possess a high tensile strength and cohesiveness with 

pliability. They must have a fine, uniform, lustrous staple and must be durable and abundantly 
available. Only a small number of the different kinds of fibers possess these traits and are thus 
of commercial importance. The principal textile fibers are grouped into three classes: surface 
fibers, soft fibers and hard fibers, with the last two often referred to as long fibers. Surface or 
short fibers include the so-called cottons. The soft fibers are the bast fibers that are found 
mainly in the pericycle or secondary phloem of dicotyledon stems. Bast fibers are capable of 
subdivision into very fine flexible strands and are used for the best grades of cordage and 
fabrics. Included are hemp, jute, flax and ramie. Hard or mixed fibers are structural elements 
found mainly in the leaves of many tropical monocots, although they may be found in fruits 
and stems. They are used for the more coarse textiles. Sisal, abaca, henequen, agaves, coconut 
and pineapple are examples of plants with hard fibers. 

Synthetic or man-made fibers generally come from synthetic materials such as 
petrochemicals. But some types of synthetic fibers are manufactured from natural cellulose; 
including rayon, modal, and the more recently developed Lyocell (a regenerated cellulose 
fiber made from dissolving pulp (bleached wood pulp). It was first manufactured in 1987 by 
Courtaulds Fibres UK and first went on public sale as a type of rayon in 1991. It is also 
manufactured by Lenzing AG of Lenzing, Austria in 2010, under the brand name "Lyocell by 
Lenzing", and under the brand name Tencel by the Tencel group, now owned by Lenzing 
AG) [32-36]. Cellulose-based fibers are of two types, regenerated or pure cellulose such as 
from the cupro-ammonium process and modified cellulose such as the cellulose acetates [37-
40]. Cellulose fibers are a subset of man-made fibers, regenerated from natural cellulose, 
which comes from various sources. Modal is made from beech trees, bamboo fiber is a 
cellulose fiber made from bamboo, seacell is made from seaweed, etc. Synthetic fibers can 
often be produced very cheaply and in large amounts compared to natural fibers, but for 
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clothing natural fibers can give some benefits, such as comfort, over their man-made 
counterparts. 

Fiberglass, made from specific glass, and optical fiber, made from purified natural quartz, 
are also man-made fibers that come from natural raw materials, silica fiber, made from 
sodium silicate (water glass) and basalt fiber made from melted basalt. Metallic fibers can be 
drawn from ductile metals such as copper, gold or silver and extruded or deposited from more 
brittle ones, such as nickel, aluminum or iron. Carbon fibers are often based on oxidized and 
carbonized polymers, but the end product is almost pure carbon. 

The uses of textile fibers contain three categories; the first and second categories are 
clothing and furnishing fabrics. They are somewhat unusual in materials technology, since 
color and the other esthetic features of pattern and feel, which are determined by the fiber and 
textile structures, are as important as the functional requirements for cover, protection, 
warmth, and durability. The third category of technical textiles includes some old and simple 
uses, ranging from ropes to wiping cloths, but is becoming of increasing importance in 
demanding engineering and medical applications. The global textile fiber consumption is 
reported in Figure 2 [4].  

The history of communication via fiber optics is also reported via the relatively recent 
advancement within the context of communication through history and the reported review 
article also offers projections of where this continuing advancement in communication 
technology may lead us over the next half century [41, 42]. 

 

 

Figure 2. The global textile fibers average consumption. 

 
2. WOOL 

 
Wool probably was the first raw material turned by humane into fabrics, which suppose 

to be during the Old Stone Age, about 2 million years ago. Fabric from wool may have been 
produced by felting, a process that yields a nonwoven mat by the application of heat, 
moisture, and mechanical action to some animal fibers. That there was trade in wool dating 
back to 4200 B.C, which proved by documents and seals found in Tall Al-Asmar (Iraq) [1]. 
Breeding sheep producing-wool obviously started in Central Asia and extends from there to 

Cotton
31.2%

Wool
4.1%
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5.4%

Synthetic
51.3%

other
8%
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other areas of the world, which come from the fact that sheep easily adapt to different 
climates. For example, it is reported that the Phoenicians brought the Merino sheep ancestors 
from Asia Minor to Spain several millennia ago. Now, Merino sheep are raised essentially on 
all of the continents, for example, New Zealand, with a population of only 4.0 million people, 
hosts more than 50 million sheep of various breeds, whose were introduced there by British 
settlers about 150 years ago. Wild sheep have long, coarse hairs and a softer undercoat of 
short and fine hairs which provides thermal insulation. The Merino sheep has been bred to 
eliminate the outer coat and the annual shedding, allowing instead a continuously growing 
fine and soft fleece which can be shorn off repeatedly [1].  

 
 

2.1. Wool fibers 
 
Wool is protein-based fiber obtained mostly from sheep and other animals such as 

mohair from the fleece of the Angora goat (named after the ancient province of Angora, 
today’s Ankara, in Turkey), cashmere wool (stemming from the fine and soft undercoat of 
Kashmir goats which live in the mountains of Asia), and camel hair (which is collected 
during molting). In order for a natural goat fiber to be considered Cashmere, it must be under 
18.5 µm in diameter and be at least 3.175 cm long. Cashmere is characterized by its 
luxuriously soft fibers, with high napability, loft, and it is noted as providing natural light-
weight insulation without bulk. Cashmere fibers are highly adaptable and are easily 
constructed into fine or thick yarns, and light to heavy-weight fabrics [43-46]. Other specialty 
animal fibers stem from the llama and the alpaca, which are close relatives of the camel and 
live predominantly in the high grasslands of the Andes in South America. Further, one uses 
hair from horses, cows, and angora rabbits. There are many types of Angora rabbits - 
English, French, German and Giant. Angora is prized for its softness, thin fibers of around 
12-16 µm for quality fiber, and what knitters refer to as a halo (fluffiness). The fiber felts very 
easily. Angora fiber comes in white, black, and various shades of brown. 

Bison down is the soft wool undercoat of the American Bison, which contains two 
different types of fiber. The main Bison coat is made up of coarse fibers (~ 59 µm) called 
guard hairs, and the downy undercoat (~18.5 µm). This undercoat is shed annually and 
consists of fine, soft fibers which are very warm and protect the animal from severe winter 
conditions [9]. 

Alpaca fiber is that of an alpaca. It is warmer than sheep's wool and lighter in weight. It is 
soft, fine, glossy, and luxurious. The thickness of quality fiber is between 12-29 µm. Most 
alpaca fiber is white, but it also comes in various shades of brown and black [47-49]. 

Mohair is a silk-like fabric or yarn made from the hair of the Angora goat. Mohair is both 
durable, resilient and high luster and sheen, and is often used in fiber blends to add these 
qualities to a textile. Mohair also takes dye exceptionally well. 

Qiviut is the fine underwool of the muskox and is 5 to 8 cm long, between 15 and 20 µm 
in diameter, and relatively smooth. It is approximately eight times warmer than sheep's wool 
and does not felt or shrink [50, 51]. 

The animal protein keratin, which is common in the outermost layers of the skin, nails, 
hooves, feathers, and hair, is the main component of wool. Keratin is completely insoluble in 
cold or hot water and is not attacked by proteolytic-enzymes that break proteins. Keratin in 
wool is composed of a mixture of peptides [52-54]. When wool is heated in water to about 
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90°C, it shrinks irreversibly, which is attributed to the breakage of hydrogen bonds and other 
non-covalent bonds [7, 8, 55]. 

Wool fibers are range in diameter between 15 and 60 µm and are coarser than those of 
silk, rayon, cotton, or linen, and depending on their lengths. Fine wool fibers are 4.0–7.5 cm 
long, whereas coarse fibers measure up to 35 cm. Unlike vegetable fibers, wool has a lower 
breaking point when wet and the fibers are elastic to a certain extent, that is, they return to 
their original length after stretching or compression and thus resist wrinkling in garments. The 
low density of wool results in light-weight fabrics and wool can retain up to 18% of its weight 
in moisture. Still, wool has slow water absorption and release that allows the wool wearer not 
to feel damp or chilled [7, 8, 55]. Wool is essentially mildew-resistant and is little deteriorated 
when properly stored. However, clothes moths and carpet beetles feed on wool fibers, and 
extensive exposure to sunlight may cause decomposition. Further, wool deteriorates in strong 
alkali solutions and chars at 300°C [7, 8, 55]. 

Subjection of wet and hot wool to mechanical action leads to Felting shrinkage. 
Therefore, washing of wool in hot water with extensive mechanical action is harmful. On the 
other hand, felting produces a nonwoven fabric that is possible due to the fact that animal 
fibers (except silk) are covered with an outer layer of unidirectional overlapping scales, as 
depicted in Figure 3.  

 

 

Figure 3. Scanning electron micrographs of (a) wool fiber, (b) silk fibers, (c) Wood fiber, and (d) Corn 
fiber. 
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merinos.com.au/history.asp). The finest and most valuable wool comes from Merino 
hogget. Wool taken from sheep produced for meat is typically coarser, and has fibers that are 
3.5 to 15 cm in length. Damage or breaks in the wool can occur if the sheep is stressed while 
it is growing its fleece, resulting in a thin spot where the fleece is likely to break 
(http://www.midstateswoolgrowers.com/management.htm). Wool is also separated into 
grades based on the measurement of the wool's diameter in microns and also its style (Table 
2) [62]. These grades may vary depending on the breed or purpose of the wool.  

 
Table 2. Wool grades identification 

 
Wool grades Diameter (µm) 
Ultrafine Merino 15.5 
Superfine Merino 15.6-18.5 
Fine Merino 18.6-20 
Medium Merino 20.1-23 
Strong Merino >23 
Comeback 21-26 white, 90–180 mm long 
Fine crossbred 27-31 
Medium crossbred 32–35 
Downs 23-34, typically lacks luster and brightness 

(e.g. Aussiedown, Dorset Horn, Suffolk) 
Coarse crossbred 36 
Carpet wools 35-45 

Source: http://en.wikipedia.org/wiki/Wool; Australian Wool Exchange (AWEX), 2010. 
 
Wool diameter finer than 25 µm are used for garments, while coarser grades are used for 

outerwear or rugs. The finer the wool, the softer it is, while coarser grades are more durable 
and less prone to pilling. The finest Australian and New Zealand Merino wools are known as 
1PP which is the industry benchmark of excellence for Merino wool that is 16.9 µm and finer. 
This style represents the top level of fineness, character, color, and style as determined on the 
basis of a series of parameters in accordance with the original dictates of British Wool as 
applied today by the Australian Wool Exchange (AWEX) Council. Only a few dozen of the 
millions of bales auctioned every year can be classified and marked 1PP 
(http://www.awex.com.au/scripts). 

 
 

2.4. Uses of Wool 
 
In addition to clothing, wool has been used for blankets, horse rugs, saddle cloths, 

carpeting, felt, wool insulation and upholstery. Wool felt covers piano hammers, and it is used 
to absorb odors and noise in heavy machinery and stereo speakers. Ancient Greeks lined their 
helmets with felt, and Roman legionnaires used breastplates made of wool felt. Wool has also 
been traditionally used to cover cloth diapers. Wool fiber exteriors are hydrophobic (repel 
water) and the interior of the wool fiber is hygroscopic (attracts water); this makes a wool 
garment able to cover a wet diaper while inhibiting wicking, so outer garments remain dry. 
Wool felted and treated with lanolin is water resistant, air permeable, and slightly 
antibacterial, so it resists the buildup of odor. Some modern cloth diapers use felted wool 
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fabric for covers, and there are several modern commercial knitting patterns for wool diaper 
covers. Initial studies of woolen underwear have found it prevented heat and sweat rashes 
because it more readily absorbs the moisture than other fibers. Merino wool has been used in 
baby sleep products such as swaddle baby wrap blankets and infant sleeping bags. As wool is 
an animal protein so it can be used as a soil fertilizer, being a slow release source of nitrogen 
and readymade amino acids [63, 64]. 

 
 

3. SILK 
 
Silk is a "natural" protein fiber obtained from some insects; some forms of silk can be 

woven into textiles. The cultivation of the larva of Bombyx mori (commonly called mulberry 
silkworm), which produce of the silk, is attributed to the Chinese empress, Hsi-ling Shih, 
who, in 2640 B.C., discovered that the silk filament from a cocoon could be unwound. There 
is another sources claim that Japan was the first country in which silkworms were 
domesticated at about 3,000 B.C. The technique of silk-making (called sericulture) was kept a 
secret by the Chinese for about 3,000 years but eventually transferred to Japan, Persia, and 
India. Legend has it that two Persian monks smuggled some silkworm eggs and seeds of the 
mulberry tree (on whose leaves the larva feed) out of China. This triggered a silk industry in 
Byzantium during the reign of emperor Justinian (A.D. 527–565) and in Arabic countries 
beginning with the eighth century A.D. Eventually, the art of sericulture spread in the twelfth 
century to Italy and thus to Europe. Silk was and is still regarded even today as a highly 
esteemed, luxury fabric because it is the finest of all natural fibers and its production is 
cumbersome. The highest regarded animal fiber, however, is silk, which is spun by a 
caterpillar [1]. 

Chinese silk textiles manufactured during the Han dynasty (206 B.C. – 220 A.D.) have 
been found in graves located in northern Mongolia, Chinese Turkistan and Egypt. In the 
eighteenth and nineteenth centuries, during the industrial revolution years, a number of 
machines were invented and put into service which transferred spinning, weaving, and other 
fiber-processing techniques from individual homes to centralized factories with consequential 
economic hardships for some people and concomitant social upheavals. These machines 
which produced relatively inexpensive fabrics triggered lead to an increase in fiber demand 
and production.  

Silks are produced by several other insects, but only the silk of moth caterpillars has been 
used for textile manufacturing [65-67]. There are some researchs into other silks, which differ 
at the molecular level. Silks are mainly produced by the larvae of insects undergoing 
complete metamorphosis, but also by some adult insects such as web-spinners [68]. Silk 
production is especially common in the Hymenoptera (bees, wasps, and ants), and is 
sometimes used in nest construction. Other types of arthropod produce silk, most notably 
various arachnids such as spiders [67, 69-71]. 
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technology and increasing control of world markets allowed British traders to develop a 
commercial chain in which raw cotton fibers were (at first) purchased from colonial 
plantations, processed into cotton cloth in the mills of Lancashire, and then exported on 
British ships to captive colonial markets in West Africa, India, and China (via Shanghai and 
Hong Kong) [1, 89-95]. 

 
Table 3. History of old cotton-spinning 

 
Invented Date Inventor, Country 

First cotton-spinning factory 1641 England 

First flying shuttle  1733  Kay  

Patented the roller spinning machine 1738 Paul and Wyatt, UK 

First spinning wheel operating several spindles (spinning-Jenny)  1764  Hargreaves  

Water-powered machine to draw out and turn the cotton thread 
(water-frame)  

1767  Arkwright  

Enabled British weavers to produce cotton yarn and cloth at much 
higher rates 

1769 England 

Invention of the cotton gin  1793  Eli Whitney, USA  

Automatic weaving loom endowed with a chain of cards with holes 
punched in. The loom could weave several patterns  

1805  Jacquard  

 
 

4.1. Cotton Plant Species and Cottonseed Composition 
 
Cotton is a natural fiber of vegetable origin, like linen, jute or hemp and mostly 

composed of 95 % cellulose (a carbohydrate plant substance, Figure 6). Cotton formed by 
twisted, ribbon-like shaped fibers and it is the fruit of a shrubby plant commonly referred to 
as the "cotton plant". The cotton plant, a variety of plants of the genus Gossypium, belongs to 
the Malvaceae family, which approximately comprises 1,500 species, also including the 
baobab tree, the bombax or the mallow. The plant, growing up to 10 m high in the wild, has 
been domesticated to range between 1 to 2 m under commercial cultivation in order to 
facilitate picking. Either herbaceous or ligneous, it thrives in dry tropical and subtropical 
areas. Whereas by nature the plant is a perennial tree (lasting about 10 years), under extensive 
cultivation it is mostly grown as an annual shrub. The cotton flower has five large petals 
(showy, white, white-creamy, or even rose in color), which soon fall off, leaving capsules, or 
"cotton bolls", having a thick and rigid external layer. The capsule bursts open upon maturity, 
revealing the seeds and masses of white-creamy and downy fibers. Cotton fibers of the 
Gossypium hirsutum species range from about 2 to 3 cm in length, whereas Gossypium 
barbadense cotton produces long-staple fibers up to 5 cm length. Their surface is finely 
indented, and they become kinked together and interlocked. The cotton plant is almost 
exclusively cultivated for its oleaginous seeds and for the seminal fibers growing from them 
(i.e. cotton, strictly speaking). In ordinary usage, the term "cotton" also makes reference to 
fibers that are made into fabric wires suitable for use in the textile industry [1, 96]. 
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Figure 6. Cellulose structure. 

Cotton plants have about 50 species in general (included 40 species of wild cotton) and 
only four species are domestically cultivated for their fibers. The most commonly cultivated 
species of cotton in the world include Gossypium barbadense of Peruvian origin, Gossypium 
arboreum (which originated in the Indo-Pakistan subcontinent), Gossypium herbaceum (from 
southern Africa) and Gossypium hirsutum originated in Mexico. The later species is the most 
important agricultural cotton, accounting for more than 90% of world fiber production, while 
Gossypium barbadense accounts for about 5% of world fiber. It includes cotton fibers of the 
highest quality, such as the Jumel variety (from the Barbados), among the finest cotton in 
terms of quality and fiber length. The remaining two species of cotton have short staple-
length fiber with no commercial value per second (only 5% of world production all-together) 
[97-101]. 

 
 

4.2. Cultivation of Cotton  
 
Cotton is a warm climate crop primarily grown at temperatures between 11 and 25°C in 

dry tropical and subtropical climates, and threatened by heat or freezing temperatures (below 
5°C or above 25°C), although its resistance varies from species to species. Excessive 
exposure to dryness or moisture at latest two months from the plant growing may be harmful 
to cotton quality and yields, and in some cases might also kill the plant. The cotton seeds 
should be planted in well-prepared moist soil with high nutrient supplying capacity. 
Certainly, the cotton plant is particularly weak and its moisture and nutrient uptake is 
significant [102, 103]. Cotton production tends to weaken the soil, which may require some 
soil management practices typically by means of physical adjustments, fertilization, and crop 
rotation such as culture of leguminous plant and one of cereal. Furthermore, the root system 
of the cotton plant is particularly developed and penetrates downward deeply which 
sometimes led to double the height of its stem. Therefore, cotton should be planted in rich 
seedbeds that are muddy or argillaceous-sandy, where the taproot would grow downward 
deeply and develop under favorable conditions. Seedling appearance can occur between one 
to four weeks after planting. During germination, appearance and seedling growth of cotton 
plant, it needs warm temperature and 7,000 to 9,000 m3/ha water supplied by nature or by 
means of irrigation [102, 104]. Cotton leaves length and width are about 12-15 cm and 
develop along the main stem in a spiral arrangement. Each new leaf commonly develops 5 to 
8 cm above the preceding leaf. Cotton flowering generally starts six to eight weeks after the 
crop is planted and continues regularly for several weeks, even months, depending on 
growing conditions. After flowering, the inner part of the bloom gradually develops into a 
fruit (cotton’s boll), which keep growing until full size (2 to 3 cm width). It is required about 
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two months after first flower blooming to reach the first opening of the bolls. Cotton bolls 
burst open upon maturity, revealing soft masses of fibers [105, 106]. Cotton harvesting is then 
possible, the relevant timeframe is detailed in the Table 4 [88].  

The cotton soft masses of fibers are picked either manually or mechanically. Manual 
picking is time-consuming task, a very labor intensive and may be rather expensive but it 
generally produces quality lint with limited amount of trash. Cotton is harvested mechanically 
by cotton pickers or strippers, which remove all the cotton bolls and are generally used after 
application of a defoliant. Mechanical harvesting is faster than the manual picking of cotton 
but it collected unwanted leaves and twins with the cotton soft fibers. Therefore, cotton 
picked by a stripper might thus need sorting of the trash in order to obtain quality lint. After 
the cotton is picked it is transported to a cotton gin to separate the cotton fibers (lint) from the 
cottonseeds and the cotton lint is then compacted in bales and stored. Although irrigated 
cotton farming tends to be more expensive than "dry land" cotton (which relies on rainfall), it 
generally produces higher quality lint with greater uniformity and yield potential. 
Furthermore, the maturation period tends to be shorter than for dry land cotton [107-109]. 

Although the cotton plant is native to tropical countries, cotton production is not limited 
to the tropics. Indeed, the emergence of new varieties, as well as advances in cultivation 
techniques led to the expansion of its culture within an area straddling from approximately 47 
degrees North latitude (Ukraine) to 32 degrees South (Australia). Although cotton is widely 
planted in both hemispheres, it remains a sun-loving plant highly vulnerable to freezing 
temperatures. Cotton is crucially important to several developing countries. Out of the 65 
cotton-producing countries in 2007/08, 52 were developing countries, 21 of which were 
indexed by the United Nations among the least developed countries (LDCs) (Table 5) [88]. 

Cotton is of utmost importance for developing countries, particularly in West and Central 
Africa, where around 10 million people depend on the sector for their revenues. Besides being 
a major natural fiber crop, cotton also provides edible oil and seed by-products for livestock 
food. Cottonseed oil is a vegetable oil countering of about 4% of world consumption of 
vegetable oil and ranking fifth in world use among edible oils. The cottonseed meal is usually 
used as roughage in the diet of cattle for its high energetic and proteinic value. 

 
 

4.3. Genetically Modified Cotton 
 
Genetically modified cotton (GMC) was developed to reduce the heavy reliance on 

pesticides. The bacterium Bacillus thuringiensis naturally produces a chemical harmful only 
to a small fraction of insects, most notably the larvae of moths and butterflies, beetles, and 
flies, and harmless to other forms of life. Inserting the gene coding of B. thuringiensis toxin 
into cotton seeds led cotton plant to produce the above natural insecticide in its tissues. In 
many regions, the main pests in commercial cotton are lepidopteran larvae, which are killed 
by the B. thuringiensis protein in the transgenic cotton they eat. This reduces the need to use 
large amounts of broad-spectrum insecticides to kill lepidopteran pests. This releases natural 
insect predators in the farm ecology and further contributes to non-insecticide pest 
management. However, B. thuringiensis cotton is ineffective against many cotton pests, such 
as plant bugs, stink bugs, and aphides; depending on circumstances it may still be desirable to 
use insecticides against these [110-116].  

 



 

Table 4. Planting and harvesting times for cotton, by producing country 
 

  Jan Feb Mar Apr May Jun Jul Aug Sept Oct Nov Dec 

African Countries 

Africa CFA franc Area West                 

Angola                     

Centrafrican Rep                   

Dem Rep Congo North                     

Dem Rep Congo South                   

Egypt                 

Madagascar North West                         

Madagascar South West                     

Mozambique                   

South Africa                   

Tanzania                 

Zimbabwe               

Asian Countries 

China                   

India       

Iran                     

Lao People's Democratic Republic                     

Union of Myanmar                   

Pakistan               

Republic of Uzbekistan               

South and North America 

Argentina                 



 

  Jan Feb Mar Apr May Jun Jul Aug Sept Oct Nov Dec 

Brazil Center                   

Brazil North East                 

Paraguay               

United States             

Europe and other Countries  

Greece                 

Turkey                   

Australia                   
  Planting period 
  Harvest time 
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Table 5. Cotton-growing countries by geographical area 
 

Geographical area 
Developed 
countries  

Developing countries  
Total 

LDCs  Transition  Other  
 Africa     18     9   27  
 North and Central America   1       1   2  
 South America         8   8  
 Caribbean         1   1  
 Asia   1   3   6   12   22  
 Europe   3     1     4  
 Oceania   1         1  
 Total   6   21   7   31   65  
 
A study done by Chinese researchers at the Center for Chinese Agricultural Policy and 

the Chinese Academy of Science in 2006 on B. thuringiensis cotton farming in China found 
that after seven years these secondary pests that were normally controlled by pesticide had 
increased, necessitating the use of pesticides at similar levels to non B. thuringiensis cotton 
and causing less profit for farmers because of the extra expense of GM seeds. However a 
more recent study in 2009 by the Chinese Academy of Sciences, Stanford University and 
Rutgers University refutes this. They concluded that the GM cotton effectively controlled 
bollworm. The secondary pests were mostly plant bugs (miridae) whose increase was related 
to local temperature and rainfall and only continued to increase in half of the studied villages. 
Furthermore, the increase in insecticide use for the control of these secondary insects was far 
smaller than the reduction in total insecticide use due to B. thuringiensis cotton adoption 
[117-119].  

Cotton has also been genetically modified for resistance to glyphosate (marketed as 
Roundup in North America), an inexpensive and highly effective, but broad-spectrum 
herbicide. Originally, it was only possible to achieve glyphosate resistance when the plant 
was young, but with the development of Roundup Ready Flex, it is possible to achieve 
glyphosate resistance much later in the growing season [120-122]. 

GMC is widely used throughout the world, with claims of requiring up to 80% less 
pesticide than ordinary cotton. The International Service for the Acquisition of Agri-biotech 
Applications (ISAAA) said that, worldwide, GMC was planted on an area of 16 million 
hectares in 2009 (http://www.isaaa.org/). This was 49% of the worldwide total area planted in 
cotton. The U.S.A. cotton crop was 93% GMC in 2010 and the Chinese cotton crop was 68% 
GMC in 2009. The initial introduction of GMC proved to be a huge success in Australia - the 
yields were equivalent to the no transgenic varieties and the crop used much less pesticide to 
produce (85% reduction). The subsequent introduction of a second variety of GMC led to 
increases in GMC production until 95% of the Australian cotton crop was GMC in 2009. 

In India, GMC cultivation continues to grow at a rapid rate, increasing from 50,000 
hectares in 2002 to 8.4 million hectares in 2009. The total cotton area in India was 9.6 million 
hectares (the largest in the world or, about 35% of world cotton area), so GMC was grown on 
87% of the cotton area in 2009. This makes India the country with the largest area of GMC in 
the world, surpassing China (3.7 million hectares in 2009). The major reasons for this 
increase are a combination of increased farm income and a reduction in pesticide use to 
control the cotton bollworm. Cotton has gossypol, a toxin that makes it inedible. However, 
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scientists have silenced the gene that produces the toxin, making it a potential food crop [113, 
114, 123]. 

 
 

4.4. Organic Cotton 
 
Organic cotton is generally understood as cotton, from plants not genetically modified, 

that is certified to be grown without the use of any synthetic agricultural chemicals, such as 
fertilizers or pesticides. Its production also promotes and enhances biodiversity and biological 
cycles. Organic cotton is used to manufacture everything from handkerchiefs to kimono 
robes. Different levels of certification exist, but at a minimum, a crop must be grown in soil 
that has been chemical-free for at least three years [124-126]. 

United States cotton plantations are required to enforce the National Organic Program 
(NOP). This institution determines the allowed practices for pest control, growing, fertilizing, 
and handling of organic crops. As of 2007, 265,517 bales of organic cotton were produced in 
24 countries, and worldwide production was growing at a rate of more than 50% per year. 

In 2003, Ibrahim Abouleisch and the SEKEM (the most important grower of organic 
cotton in Egypt) initiative were awarded the alternative Nobel Prize for their activities in 
sustainable development. The prize was awarded in recognition of their development of 
organic cultivation methods. Apart from eco-textiles made from Egyptian cotton, SEKEM 
also produces herbal teas and organic foodstuffs. The initiative was particularly praised for its 
work in the field of fair trade, the income from which is used to finance Kindergarten, 
Waldorf Schools and soon, a free University (http://www.pan-
germany.org/download/africaprojects.pdf). 

 
 

4.5. Production of Cotton 
 
Cotton remained a fairly minor crop until the invention of the cotton gin in 1793 by 

American inventor Eli Whitney. The cotton gin was a simple machine that removed the 
cotton fiber from the seeds so that part of the work no longer had to be done by hand. This led 
to a great reduction in the amount of labor and therefore the cost of producing cotton. About 
the same time new machines were being developed, especially in England, which likewise 
reduced the cost of spinning the fiber into thread and weaving it into cloth. This led to a 
tremendous increase in the amount of land used for cotton cultivation in the American South 
[127]. In 1850, cotton accounted for just over half the value of all goods exported from the 
United States [128]. From 1850 to 1860, the value of the American cotton crop doubled and 
was ten times the value of the tobacco crop, which had been the main cash crop of the South 
in the century before [128]. 

Since the early 1960s, the world annual yield production of cotton seed has increased in a 
constant manner with an annual average 2.2%. Therefore the seed cotton yields were rose 
from 0.86 t/ha in 1960 to 2.14 t/ha in 2007. During the 1960-1980, however, seed cotton 
yields in developed countries were on average 2.5 times more than those of developing 
countries. In 2005, the gap between developed and developing countries in seed cotton yields 
has been narrowed to a ratio of 1.4 times, which can be attributed to improved yields in 
China, mainly as a result of investment in research and innovation. Cotton fiber yields have 
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also followed the same path of seed cotton yields. Over 1960-2007 period, world average of 
fiber output per hectare was grown from 0.3 to 0.8 tons and a world average around 0.86 t/ha 
is forecasted for 2012/13 by International Cotton Advisory Committee (ICAC). In the period 
1990-2006, the five largest producers by order of importance were China, USA, India, 
Pakistan and Uzbekistan. Since the beginning of the 2000s, China recorded higher yields per 
hectare compared to the other countries with an average of 3.5 tons per hectare for seed 
cotton (almost 2.5 times of the American yield over the period) and 1.1 t/ha for cotton fiber 
compared to 0.82 t/ha for the United States) [1]. 

Indian cotton seed yields have dramatically increased since 2002, the average yield from 
2003 to 2007 jumped by more than 50% compared to its level over the previous period (1990-
2002). Indian ginning output is particularly high compared to other major producing countries 
(Table 6). In regard to United States, second world producing country with 11.1 million tons 
of cottonseed since the beginning of the 2000s, productivity rate is far above world average 
yields (+16% above the world yield since the beginning of the decade). Despite this pretty 
high level, American yields per hectare are remaining far below the ones recorded by China 
(–14%) or Uzbekistan (–32%) for instance [1]. 

While a large number of African countries remain heavily dependent on cotton, cotton 
production in Africa is not significant on a global scale, For example, cotton accounts for 
60% of foreign exchange earnings in Benin. West African countries reported approximately 
1.1 t/ha cotton yield during the period between 1990 and 2007. Recently the cotton yield 
production in African countries have been improved by about +15% in 2000s compared to the 
average of the 1990s years, but globally remain below the ones of other producing countries. 
However, cotton production and productivity levels vary considerably among African 
countries, for example yield in Chad is 0.6 t/ha compared to 1.95 t/ha in Niger and 2.4 t/ha in 
Egypt, which deserves special consideration that is to say, Egypt produced per hectare more 
than double the cotton of the average West African countries. Indeed, production and 
productivity levels were remarkably higher in Egypt than in any other African cotton 
producing country. Egypt produces nearly 740,000 tons of cotton over the period 1990-2007 
that about a fifth of the African production. This performance originates in the fact that cotton 
is grown under irrigation in Egypt, a way of cultivation that is generally not used in West 
Africa [1]. 

 
 

4.6. Competition between Cotton and Synthetic Fibers 
 
In the 1890s, the manufactured fibers era started with the development of rayon in 

France. Rayon is derived from natural cellulose by extensive processing in a manufacturing 
process, which produces the less expensive replacement of more naturally derived materials. 
Acetate in fiber form was developed in 1924. A succession of new synthetic fibers was 
introduced by the chemicals industry in the following decades. The first fiber synthesized 
entirely from petrochemicals was Nylon, which introduced as a sewing thread by DuPont in 
1936 and followed in 1944 by DuPont's acrylic [129]. Some clothes were created from Nylon 
and acrylic fibers, such as women's hosiery from nylon, but it was not effective on the cotton 
marketplace until the introduction of polyester into the fiber marketplace in the early 1950s, 
which strongly affected the cotton marketplace. The rapid uses of polyester clothes in the 
1960s caused economic hardship in cotton-exporting economies between 1950 and 1965. 
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Cotton production recovered in the 1970s, but crashed to pre-1960 levels in the early 1990s. 
Beginning as a self-help program in the mid-1960s, the Cotton Research and Promotion 
Program (CRPP) was organized by U.S. cotton producers in response to cotton's steady 
decline in market share. At that time, producers voted to set up a per-bale assessment system 
to fund the program, with built-in safeguards to protect their investments. With the passage of 
the Cotton Research and Promotion Act of 1966, the program joined forces and began 
battling synthetic competitors and re-establishing markets for cotton. Today, the success of 
this program has made cotton the best-selling fiber in the U.S. and one of the best-selling 
fibers in the world [8, 130].  

 
Table 6. Cotton yield in some countries during 1990-2007 

 
 Year 1990-2000 2000-2006 2007 

Country 
SCY 
(t/ha) 

CFY 
(t/ha) 

GO 
(%) 

SCY 
(t/ha) 

CFY 
(t/ha) 

GO 
(%) 

SCY 
(t/ha) 

CFY 
(t/ha) 

GO 
(%) 

China 2.61 0.84 32 3.95 1.28 32 4.21 1.29 31 
Uzbekistan 2.41 0.79 33 2.61 0.85 33 2.28 0.82 36 
India 0.71 0.30 42 0.99 0.43 44 1.02 0.52 51 
United States 1.88 0.72 39 2.50 0.93 37 2.82 0.91 32 
Pakistan 1.73 0.57 33 2.22 0.73 33 1.99 0.67 34 
Africa 1.03 0.41 40 1.19 0.39 33 0.99 0.35 35 
World 1.63 0.57 35 1.93 0.69 36 1.73 0.62 36 

SCY: Seed cotton yields; CFY: Cotton fiber yields; GO%: Ginning output (%); t: tons; ha: hectare. 
The African data analysis draws on figures for nine francophone African countries: Benin, Burkina 

Faso Cameroon, Centrafrican republic, Chad, Côte d'Ivoire, Mali, Senegal, Togo, Madagascar, and 
Niger. 
 
 

4.7. Uses of Cotton 
 
The cotton fiber is made primarily into yearns and threads for use in the textile and 

apparel sectors. The major end uses for cotton fiber include wearing apparel (approximately 
60% of cotton consumption), home furnishings such as draperies (eventually the third major 
end use) or professional garments (about 5% of cotton fiber demand), and other industrial 
uses such as medical supplies and hygienic uses. Most notably, the fiber is used to 
manufacture hydrophile cotton (cotton wool), compress, gauze bandages, tampons or sanitary 
towels, and cotton swabs. The first medical use of cotton wool was by Dr. J. S. Gamgee at the 
Queen's Hospital (later the General Hospital) in Birmingham, England. In this field, the most 
suitable cotton variety is the species Gossypium herbaceum with short-staple thick fibers. 
Cotton is used to make a number of textile products. These include terrycloth for highly 
absorbent bath towels and robes; denim for blue jeans; chambray, popularly used in the 
manufacture of blue work shirts (from which we get the term "bluecollar"); and corduroy, 
seersucker, and cotton twill. Socks, underwear, and most T-shirts are made from cotton. Bed 
sheets often are made from cotton. Cotton also is used to make yarn used in crochet and 
knitting. Fabric also can be made from recycled or recovered cotton that otherwise would be 
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thrown away during the spinning, weaving, or cutting process. While many fabrics are made 
completely of cotton, some materials blend cotton with other fibers, including rayon and 
synthetic fibers such as polyester (Figure 7 and 8). It can either be used in knitted or woven 
fabrics, as it can be blended with elastine to make a stretchier thread for knitted fabrics, and 
apparel such as stretch jeans [131]. 

Besides traditional uses and as a result of different finishing processes that have been 
applied to the cotton fiber, cotton is made into specialty materials suitable for a great variety 
of uses. Cotton fabrics with specialty applications such as flame resistant apparel (chemical 
treated cotton), which is suitable for professional uses and provides effective protection 
against potential risks associated with high temperature and particularly flashover. Cotton 
without chemical treatment would burn up releasing very strong heat, just like the major part 
of synthetic fibers, which melt when they are exposed to high temperatures. Fire hoses were 
once made of cotton [132-138]. In addition to the textile industry, cotton is used in fishnets, 
coffee filters, tents, gunpowder (see nitrocellulose), cotton paper, and in bookbinding. The 
first Chinese paper was made of cotton fiber [1].  

The cottonseed which remains after the cotton is ginned is used to produce cottonseed oil, 
which, after refining, can be consumed by humans like any other vegetable oil (Table 7). The 
cottonseed meal that is left generally is fed to ruminant livestock; the gossypol remaining in 
the meal is toxic to monogastric animals. Cottonseed hulls can be added to dairy cattle rations 
for roughage. During the American slavery period, cotton root bark was used in folk remedies 
as an abortifacient, that is, to induce a miscarriage [139-143]. 

 

 

Figure 7. Products derived from seed cotton. 
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Table 7. Cottonseed composition 
 

 Content  Whole seed   Oil-meal (deoiled 
and partially peeled)  

 Oilcake expeller 
(partially peeled)  

 Hull  

 Dry matter (%)   92   90   93   92  

 Proteins (%) MS   22 (19-25)   42 (35-53)   40 (28-49)   5 (3-7)  

 Rough cellulose (%) 
MS  

 28 (23-37)   18 (11-23)   15 (11-23)   53 (49-62)  

 Fatty matter (%) MS   20 (10-28)   3 (0.4-6)   7 (4-11)   3 (0.6-5)  

 Ashes (%) MS   4   7   7   3  

 Calcium (%) MS   0.2   0.3   0.2   0.15  

 Phosphorus (%) MS   0.6   1.3   1.2   0.19  

 
Cotton linters are fine, silky fibers which adhere to the seeds of the cotton plant after 

ginning. These curly fibers typically are less than 1/8 in (3 mm) long. The term also may 
apply to the longer textile fiber staple lint as well as the shorter fuzzy fibers from some 
upland species. Linters are traditionally used in the manufacture of paper and as a raw 
material in the manufacture of cellulose. In the UK, linters are referred to as "cotton wool". 
This can also be a refined product (absorbent cotton in U.S. usage) which has medical, 
cosmetic and many other practical uses (Figure 8) [1].  

 

 

Figure 8. Major uses of cotton linters. 
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Shiny cotton is a processed version of the fiber that can be made into cloth resembling 
satin for shirts and suits. However, it is hydrophobic (does not absorb water easily), which 
makes it unfit for use in bath and dish towels. 

The term “Egyptian cotton” refers to the extra long staple cotton grown in Egypt and 
favored for the luxury and up-market brands worldwide. During the U.S. Civil War, with 
heavy European investments, Egyptian-grown cotton became a major alternate source for 
British textile mills. Egyptian cotton is more durable and softer than American Pima cotton 
(that is grown in the southwestern states of the U.S.A.), which is why it is more expensive.  

 
 

4.8. Cotton Pests and Diseases 
 
The principal cause of cotton yield losses, which is about 15% of world annual 

production, is cotton insects [144-146]. More than 1300 different species of insect pests 
attack the crop. Among the most common and endogenous species found in cotton fields are: 

 
I. The pink bollworm (Pectinophora gossypiella) was first described in 1843 by W.W. 

Saunders as Depressaria gossypiella, from specimens found to be damaged cotton in 
India in 1842. The pink worm withdraws nutrients from the inside of the cottonseed 
and may cause serious yield losses. Although the most sever infestations have 
occurred in Africa and India, the pink bollworm has been recorded in nearly all 
cotton-producing countries and is a key pest in many of these areas. Infestations may 
be reduced by the heating of cottonseeds at about 55°C, as well as by other 
management tactics, including plantation treatment and destruction of the infested 
crop [147-151]. 

II. The boll weevil (Anthonomus grandis), also known as bollworm, is most common in 
American cotton plantations [152-155]. 

III. The Egyptian (spiny) bollworm (Earias insulana) and the red bollworm (Diparopsis 
castanea) feed on the developing cotton bolls [156-158]. 

IV. Cotton stainers (Dysdercus superstitious) attack maturing cotton bolls and seeds. 
They may cause the staining of the lint. In addition, feeding wounds may allow the 
entry to the boll of saprophytic fungi (organisms which draw nutrients from the host, 
but do not harm it, contrary to parasites) [159, 160]. 

V. Other insect pests of cotton, such as the white flies (Bemisia tabaci), may adversely 
affect lint quality and yield potential [161, 162]. They suck sap from leaves and pose 
the most serious threat in India and Africa. 

VI. The cotton aphid (Aphis gossypii), also known as the melon aphid, infests the cotton 
seedlings. Cotton aphids are among the most injuring insects found in cotton. They 
suck sap from leaves and secrete honeydew (Liquid excretions of Homoptera, 
consisting largely of sugars and amino acids. Honeydew causes a scorching of 
leaves, the photosynthetic activity of which is reduced by the presence of sooty 
moulds) on the undersides of leaves. Honeydew secretions may burn the leaves and 
interfere with photosynthesis. In addition, aphid is a vector of viruses and a carrier of 
other insects. In Africa, aphid infestations are among the most injuring insect pests in 
terms of economic yield lost [163-166]. 
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VII. Nematodes: There are approximately 128 species of nematodes associated with 
cotton. Five parasitic forms pose the most serious threat to the crop, including the 
Meloidogyne incognita (or root knot nematode) and the Rotylenchulus reniformis (or 
reniform nematode) [167]. These two species can become serious pests (in the 
United States, particularly in the State of Virginia, they accounted for 99% of the 
damage caused by cotton parasitic nematodes). These parasites live in the soil (the 
root knot nematode favors rough and Sandy “arenaceous” soil) and withdraw 
nutrients from the plant roots. Symptom patterns associated with nematodes include 
stunting, potassic deficiency or early maturity. Nematodes can reduce yields (in 
Alabama, United States, yield losses are estimated to average 10% or 20%, but can 
peak to 50% in arenaceous dry soil). Also, depending upon the stage of development 
of the infested crop, they can hamper the quality of cotton. Root knot nematodes do 
produce plant damage symptoms that are rather easy to recognize, such as the 
yellowing or whitening of normally green plant tissue because of a decreased amount 
of chlorophyll. Damage symptoms caused by other kinds of nematodes (for example, 
the reniform nematode) are more difficult to detect, since they are generally small 
and sparse. Besides the direct damage, nematodes are also an important factor in the 
incidence of Fusarium and other wilts of cotton. Nematodes may be controlled by 
cultural practices, such as crop rotations, soil tilling, and use of resistant varieties, or 
by chemical treatment through nematicides. The two types of nematodes seldom 
coexist in the same fields [164, 168].  
 
 

4.9. Most Common Diseases in the Cotton Plant 
 
I. Bacterial blight of cotton, also called angular leaf spot (Xanthomonas malvacearum) 

is favored by wet weather (temp. >25°C and humidity >85%). Disease incidence is 
higher in plants with injured tissues (due to insect pests or cold temperatures). The 
disease causes stunting and yellowing of the leaves (mainly lower leaves). As 
diseases progresses, it may result in defoliation. Affected bolls are smaller than 
normal and exhibit small black spots on their surface. Bolls may fail to open or 
produce bad quality lint [169-171]. 

II. Boll rot (Diplodia gossyina, Colletotrichum spp., Fusarium spp.) attacks lower bolls 
near maturity. Warm, humid conditions favor the disease. Affected bolls are dark 
brown, with a white to salmon-pink overgrowth. The fungus is capable of giving a 
brownish tint to the lint. This disease is a stress-related one, in the sense that it infects 
plants that have been previously damaged by insect pests. Management practices 
include seed treatment, as well as the use of resistant varieties [172]. 

III. The Verticillium dahliae, a common soil inhabitant, penetrates though roots and 
grow up along the stem tissue. The fungus is favored by cooler temperatures, 
excessive soil moisture and excessive soil nitrogen levels. Symptoms first appear on 
the lower leaves, which turn yellow. Larger plants are stunted (as diseases 
progresses, defoliation may occur), whereas younger seedlings may die. Management 
strategies include proper management of irrigation and the selection of resistant 
varieties. Under conditions favorable to the development of the disease, yield 
reductions of up to 30% are possible [173-175]. 
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IV. Seedling diseases (fungi Rhizoctonia solani, Pythium spp.) cause seed and root 
rotting. In the case of Rhizoctonia solani, girdling of the stem at ground level is 
observed. Pythium spp. is characterized by the similar symptom patterns, with a 
water soaked lesion at the soil line [176-179]. 

V. Fusarium wilt (Fusarium oxysporum, F. vasinfectum) was first discovered in the 
United States in 1892, in Egypt ten years later. Wet weather conditions (temperature 
above 23°C and relative humidity exceeding 85%) are particularly conducive to 
disease development. Disease incidence can be higher in plants with injured tissues 
(for example, plants damaged by nematodes). Plants can be affected by the disease at 
any stage during the season. The vascular tissue of infected plants exhibits a 
brown/chocolate discoloration through the main stem. Infected water-conducting 
stem tissues become inactive, causing wilted foliage. Plant death, wilting, yellowing 
and defoliation are typical of disease symptoms. Leaves turn yellow between veins 
and eventually shed to leave bare stems. Once the fungus has colonized the plant 
(diagnosis is confirmed by splitting the stem to reveal dark brown), it most likely 
causes the death of the host. There is no commercially viable way to eradicate the 
disease once established (apart from soil fumigation, which is excessively 
expensive). The impact of the disease may nonetheless be reduced by the use of 
varieties with high levels of resistance to Fusarium wilt, or by avoiding crop stresses 
such as over-irrigation and over-application of nitrogen. Fusarium wilt is now an 
important constraint to sustainable cotton production, especially in Australia [180-
185]. 

VI. Of all diseases known to occur in cotton, cotton root rot (Phymatotrichum 
omnivorum) is one of the most destructive and difficult to control. The fungus lives 
in alkaline soils low in organic matter. It occurs only at elevations below 1500 m. 
The fungus has unique biological characteristics that contribute to management 
difficulties. First of all, Phymatotrichum omnivorum has a remarkably wide host 
range (infecting over 2300 species alongside cotton), although it attacks only mature 
plants and does not easily spread from field to field. Second, the fungus survives for 
long periods of time in the soil (much of the fungus is found as deep as 60 cm to 2 m 
in soils). This explains why fungicides are not effective treatment. The fungus is only 
active when air and soil temperatures are high (respectively above 40 and 27°C). 
When environmental conditions are conducive to its development, the fungus 
invades the pants through their root system. Infected plants can die in two weeks. 
The first disease symptom is slight yellowing of the leaves, which then quickly turn 
to a bronze color and begin to wilt [186-188]. 

 
 

4.10. Consumption of Cotton  
 
World cotton consumption has an average annual growth rate of about 2% since the 

beginning of the 1940s. The demand growth for cotton was comparatively higher in the 1950s 
and 1980s, with an average growth rate of 4.6% a year during the 1950s and 3% in the 1980s. 
Since the end of the Second World War, the developing countries have absorbed much of 
global cotton output and their share in global consumption has become even more significant 
since the beginning of 2000s. They accounted for approximately 78% of global cotton 
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consumption between 1981 and 1999; their ratio has been above 80% since 2000 and the 
International Cotton Advisory Committee (ICAC) projection figures expected more increase 
in their consumption to reach 94% in 2012, therefore, they would absorb almost of global 
cotton output. Cotton consumption has shifted to developing countries mainly as a reflection 
of rising wage levels in developed countries [189].  

In the textile sector, labor accounts for about sixth of production costs. This means that 
raising labor costs eroded the competitive edge of developed countries, and contributed to the 
shifting of cotton processing to low-cost economies. Following specialization, certain 
countries were able to forge new patterns of comparative advantages out of competitive 
differences in quality. These countries built on the competitiveness and dynamism of the 
textile sector, which became the foundation stone of their development. Other exogenous 
factors (such as the development of new technologies and improved infrastructures) favored 
delocalization of production by multinational companies based in developed countries. The 
main cotton producing economies also account for a large part of consumption. According to 
ICAC data, China, the United States, India, and Pakistan as a whole have accounted for 
approximately more than 55% of global cotton consumption over the period 1980 to 2008. 
Their overall consumption has risen considerably in volume. For example, consumption in 
China and India was multiplied by 3 and more than 3, respectively. Pakistan has had the 
largest increase 6 times in volume between 1980 and 2008 in order to respond to export-
driven demand for textiles [189]. 

 
 

5. BAST PLANTS AS A FIBER RESOURCE 
 
Bast fibers or skin fibers have been grown for centuries throughout the world. They are 

plant fibers collected from the phloem (the "inner bark" or the skin) or bast surrounding the 
stem of certain plants. They support the conductive cells of the phloem and provide strength 
to the stem. Bast plants are characterized by long, strong fiber bundles that comprise the outer 
portion of the stalk [190-193]. The word "bast" refers to the outer portion of the stem of these 
plants. Bast fibers are taken from tall reed like the plants stems. This stringy, vascular portion 
comprises 10 - 40% of the mass of the stem depending upon the species of bast plant, as well 
as the particular variety, or cultivar, within a bast plant. The remainder of the stem inside this 
bast layer is a different type of fibrous material, which has different names depending upon 
the species selected. This inner material is known as shives when referring to flax and 
sometimes hemp, as hurd in the context of hemp, and as core when from kenaf. The fibers are 
cemented together by gums and need to be separated by a decomposing process called retting, 
which can be achieved by water retting (soaking the plants in water) or by dew retting 
(spreading them out and thus exposing them to the weather) or by chemicals (for instance 
high pH and chelating agents) or by pectinolytic enzymes. These two methods lead to 
eventually broken down the gummy substance by microbiological agents, which allow 
separating the fibers within one to five weeks. Subsequent vigorous mechanical action splits 
the fibers further apart into even finer fibrils, which are soft and fine, that is, hair-like. The 
longer ones are called line fibers. They are particularly suitable for processing into yarns, 
textiles, and cordage. The shorter pieces are called tow. The fibrils of bast consist of a large 
number of elongated cells whose ends are cemented together.  
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Most of the technically important bast fibers are obtained from herbs cultivated in 
agriculture, as for instance flax, hemp, or ramie, but also bast fibers from wild plants, as 
stinging nettle, and trees such as the Tilia, have been used to some extent. Examples for fibers 
from plants are jute, hemp, flax (linen), ramie, kenaf, kudzu, nettle, okra, paper mulberry, 
roselle hemp, rattan, and wisteria [190-193]. Since the valuable fibers are located in the 
phloem, they must often be separated from the xylem material (woody core), and sometimes 
also from epidermis. Often bast fibers have higher tensile strength than other kinds. Bast 
fibers are processed for use in rope, paper, burlap, high-quality textiles, carpet yarn, 
traditional carpets, geotextile (netting or matting), hessian or burlap, paper, sacks, etc. Bast 
fibers are also used in the non-woven, molding, and composite technology industries for the 
manufacturing of non-woven mats and carpets, composite boards as furniture materials, 
automobile door panels and headliners, etc. A special property of bast fibers is that they 
contain a special structure, the fiber node, which represents a weak point, while seed hairs, 
such as cotton, do not have nodes (Figure 9). From prehistoric times through at least the early 
20th century, bast shoes were woven from bast strips in the forest areas of Eastern Europe. 
Table 8 compares the chemical composition of these bast plants with that of wood [1, 194-
198]. 

 

 

Figure 9. Photo of bast fibers. 

Table 8. Comparative chemical composition of some bast fibers 
 

Fibrous material  cellulose  hemi-cellulose  lignin  extractives  ash  
Coniferous  48.0  15.0  25.3  11.5  0.2  
Deciduous  52.8  21.8  22.3  2.7  0.4  
Flax  78.5  9.2  8.5  2.3  1.5  
Hemp  68.1  15.1  10.6  3.6  2.5  
Kenaf (bast)  60.8  20.3  11.0  3.2  4.7  

 
Bast plants possess the following overall advantages: 
 
I. High tensile strength in bast portions, especially in fiber varieties,  
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II. Bast plants have a relatively low specific gravity of 0.28-0.62, yielding an especially 
high specific strength, i.e. strength to weight ratio,  

III. Generally high fiber productivity rates, rivaling and even surpassing that of the most 
commercial tree Species, and 

IV. Potential for even greater productivity, bast portions, and mechanical properties 
through focused genetic breeding. 

 
Bast plants also have the following overall limitations: 
 
I. Rotations at least every other year generally required, 
II. Limited research for composite applications in North America, 
III. Lack of related agricultural infrastructure in North America, 
IV. Relatively high absorption of moisture in core portion, 
V. Diminished board properties when using core for particleboard, 
VI. Difficulty in handling long fiber bundle lengths for processing, and 
VII. Difficulty in applying binder to long fiber bundle lengths. 
 
 
Bast fibers Applications: 
 

I. Reinforcing fibers to other materials such as concrete, wood, or straw, 
II. Pultrusion products, 

III. Reinforcements for thermoplastics, 
IV. Insulation, and 
V. Additional proprietary pursuits. 

 
Nevertheless, certain potential applications of the core material are possible. These 

include: 
 

I. Low-density insulation boards, 
II. Ceiling tiles, 

III. Substrate for lightweight furniture, 
IV. Components in manufactured housing, 
V. Office partitions, 

VI. Core materials for doors, and 
VII. Possibly particleboard and MDF. 

 
 

5.1. Hemp 
 
Hemp (from Old English hænep) is the name of the soft, durable fiber that is cultivated 

from plants of the Cannabis genus. Hemp is also a name for the Cannabis plant. Fibers 
retrieved from hemp plants likewise played an important role in early civilizations because of 
their usefulness for clothing, cordage, storage and shelter (e.g., tents). Hemp was first grown 
in Southeast Asia and in approximately 4500 B.C. transferred to China. There are some 
records indicate that hemp was presumably the oldest cultivated plant for fiber applications 
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IV. With proper leaf removal, hemp has low net nutrient requirements and requires 
minimal cultivation. 

V. Hemp provides greater fiber yields in areas generally north of the 40th latitude than 
most other fiber crops, generally surpassing flax by 10%. 

 
Hemp also has the following weaknesses: 
 
 
I. Restrictions of its growth and cultivation in North America, especially in the United 

States. 
II. Lower fiber yields than kenaf and other tropical species in the warmer portions of the 

United States and more southerly regions. 
III. Lower bast fiber portions relative to kenaf and flax. 
 

5.1.1. Hemp Fiber 
The fiber is one of the most valuable parts of the hemp plant. It is commonly called bast, 

which refers to the fibers that grow on the outside of the woody interior of the plant's stalk, 
and under the outer most part (the bark). Bast fibers give the plants strength. Hemp fibers can 
be between approximately 0.91 and 4.6 m long, running the length of the plant. Depending on 
the processing used to remove the fiber from the stem, the hemp may naturally be creamy 
white, brown, gray, black or green. Hemp was a popular fiber before the industrial revolution 
because it is strong and grows quickly; it produces roughly 10% more fiber than cotton or flax 
when grown on the same land. Hemp has been used to make paper. It was often used to make 
sail canvas, and the word canvas derives from Cannabis [204]. Abaca, or "Manila hemp", a 
relative of the banana plant, replaced its use for rope. Burlap, made from jute, took over the 
sacking market. The paper industry began using wood pulp. The carpet industry switched 
over to wool, sisal, and jute, then nylon. Netting and webbing applications were taken over by 
cotton and synthetics. 

 
5.1.2. Uses of Hemp  

Hemp plant is used for a wide variety of purposes. It has been used for centuries to make 
rope, canvas and paper. Long hemp fibers can be spun and woven to make crisp, linen-like 
fabric used in clothing, home furnishing textiles and floor coverings. In China, hemp is de-
gummed for processing on flax or cotton machinery. Blending with cotton, linen, silk and 
wool gives hemp a softer feel, while adding resistance and durability to the product. In 
Europe, hemp fibers are mainly used in the special paper industry - thanks to lower lignin 
content, it can be pulped using fewer chemicals than wood. Hemp fibers are also used to 
reinforce molded thermoplastics in the automobile industry. The short core fibers go into 
insulation products, fiberboard and erosion control mats, while the fibrous core can be 
blended with lime to make strong, lightweight concrete [203].  

In the United States an estimated 50,000 products can be produced from hemp including 
the manufacture of cordage of varying tensile strength, everlasting clothing, and nutritional 
products. The bast fibers can be used in 100% hemp products, but are commonly blended 
with other organic fibers such as flax, cotton or silk, for apparel and furnishings, most 
commonly at a 55%/45% hemp/cotton blend. The inner two fibers of hemp are woodier, and 
are often more used in non-woven items and other industrial applications, such as mulch, 
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animal bedding and litter. The oil from the fruits ("seeds") oxidizes (commonly, though 
inaccurately, called "drying") to become solid on exposure to air, similar to linseed oil, and is 
sometimes used in the manufacture of oil-based paints, in creams as a moisturizing agent, for 
cooking, and in plastics. Hemp seeds have been used in bird seed mix as well [205]. 
Hempseed is also used as fishing bait [206, 207]. 

Hemp seeds contain all the essential amino acids and essential fatty acids necessary to 
Tables maintain healthy human life (Tables 9 and 10). The seeds can be eaten raw, ground 
into a meal, sprouted, made into hemp milk (akin to soy milk), prepared as tea, and used in 
baking. The fresh leaves can also be eaten in salads. Products include cereals, frozen waffles, 
hemp tofu, and nut butters, to name a few. A few companies produce value added hemp seed 
items that include the seed oils, whole hemp grain (which is sterilized by law), dehulled hemp 
seed (the whole seed without the mineral rich outer shell), hemp flour, hemp cake (a by-
product of pressing the seed for oil) and hemp protein powder. Hemp Seed appears on the UK 
market as a legal food product, and cultivation licenses are available for this purpose. In 
North America, hemp seed food products are sold, typically in health food stores or through 
mail order [208-212]. 

 
Table 9. Typical nutritional analysis of shelled hempseed 

 
Nutritional Amount Nutritional Amount 
Arachidic 20:0 0.28% PeroxideValue <2 meq/Kg 
Ash  6.6%  Polyunsaturated fat  36.2%  
Calcium  74 mg  Protein (Nx5.46)  30.6%  
Calories/100 g  567 kcal  Pseudomonas <10/ g 
Carbohydrate  10.9%  Riboflavin (Vit B2)  0.33 mg/100 g  
Coliforms <10/g Salmonella neg in 25 g 
Dietary fiber  6.0  Saturated fat  5.2%  
Fat  47.2%  Sodium  9.0 mg/100 g  
Fructose 0.47% Standard Plate Count 4000/g 
Linoleic 18:2 (Omega-6)  27.6%  Stearic 18:0  1.46% 
Gamma-Linolenic 18:3 
(Omega-6)  0.8  Sucrose 1.24% 

Glucose 0.30% Sugars 1.99% 
Iron  4.7 mg/100 g  Tetrahyrocannabinol neg in 60 mg 
Lactose <0.1% Thiamine (Vit B1)  1.38 mg/100 g  
Linolenic 18:3 (Omega-3)  8.68% Total Dietary fiber 6.0% 
Maltose <0.1% Vitamin A (B-Carotene)  4 IU/100 g  
Monounsaturated fat  5.8%  Vitamin B6 0.12 mg/100 g 
Moisture  4.7%  Vitamin C  1.0 mg /100 g 
Oleic 18:1 (Omega-9)  5.8%  Vitamin D 2277.5 IU/100 g 

Molds 30/g Vitamin E (dl-A-
Tocopherol) 8.96 IU/100 g  

Palmitic 16:0  3.44%  Yeast <10/g 
Source: http://www.wcranchohemp.com/info.php. 
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Approximately 44% of the weight of hempseed is healthy edible oils (Figure 10), 
containing about 80% essential fatty acids (EFAs); i.e., linoleic acid, omega-6 (LA, 55%), 
alpha-linolenic acid, omega-3 (ALA, 22%), in addition to gamma-linolenic acid, omega-6 
(GLA, 1–4%) and stearidonic acid, omega-3 (SDA, 0–2%). Protein is the other major 
component (33%), second only to soy (35%), but more easily digestible because it's primarily 
globular proteins, 33% albumin and 65% edestin (a Greek word meaning edible) (Tables 9 
and 10). Its amino acid profile is close to complete when compared to more common sources 
of proteins such as meat, milk, eggs and soy.The proportions of linoleic acid and alpha-
linolenic acid in one tablespoon (15 ml) per day of hemp oil easily provides human daily 
requirements for EFAs. Unlike flaxseed oil, hemp oil can be used continuously without 
developing a deficiency or other imbalance of EFAs. This has been demonstrated in a clinical 
study, where the daily ingestion of flaxseed oil decreased the endogenous production of GLA 
[213]. 

Hempseed is an adequate source of dietary fiber, calcium and iron, and contains 
antioxidants and chlorophyll. Whole hempseeds are also a good source of phosphorus, 
magnesium, zinc, copper and manganese. Hempseed is usually very safe for those unable to 
tolerate nuts, gluten, lactose, and sugar [210, 212].  

 
Table 10. Amino acid assay of shelled hempseed 

 
Amino acid % amount Amino acid % amount 
Alanine 1.22% Proline 1.43% 
Arginine 3.35% Serine 1.60% 
Aspartic acid 2.97% Threonine 1.03% 
Cystine/cysteine 0.39% Tryptophan 0.39% 
Glutamic acid 5.31% Tyrosine 1.04% 
Glycine 1.21% Valine 1.42% 
Histidine 0.90% Meth + cys 0.96% 
Isoleucine 1.14% Phen + tyr 2.19% 
Leucine 1.88%   
Lysine 0.91% Protein Digestibility 0.93 
Methionine 0.57% PDCAAS 0.46 
Phenylalanine 1.14% PER 1.87 

Source: http://www.wcranchohemp.com/info.php. 
 
 

5.2. Flax  
 
Flax (linseed) is a bast fiber that is an annual plant which grows in the north and south 

temperate zones where the soil is fertile and sandy, and the weather is cool and damp during 
the summer. Flax is any plant of the genus Linum in the family Linaceae, especially L. 
usitatissimum, a slender, erect, annual plant having narrow, lance-shaped leaves and blue 
flowers, cultivated for its fiber and seedmes. Flax, Linum usitatissimum, is one of the bast 
fibers grown in temperate regions. Flax plants range in height from 30 to 120 cm, and have 
shallow taproots, with slender stems and slender lanceolate glaucous green leaves, which 
have 20–40 mm long and 3 mm broad. The flowers are pure pale blue, 15–25 mm diameter, 
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5.2.1. Flax Fiber 
Textile flax often has a relative high percentage of its stem that is bast fiber, up to 40%. 

Flax fiber is extracted from the bast or skin of the stem of the flax plant. Water retting (retting 
is the process of rotting away the inner stalk, leaving the outer fibers intact) yields the best 
linen (the fabric made from flax) and takes about 8–14 days, whereas dew retting (2–5 weeks) 
yields lesser qualities. The subsequent scutching mechanically crushes the retted stems into 
small pieces called shives, which are then beaten for separation. The long fibers (30–90 cm 
long and 0.05–0.5 mm in diameter) are used for fine textiles. The shorter pieces, which 
constitute one-third of the fiber yield, are used for coarse yarn, cordage, and shoe-stitching 
threads. Linen is characterized by high water absorption, pronounced swelling when wet, high 
strength, and low stretch. A new textile hybrid, Heiya 8, has been developed which has a stem 
yield of 6.5 t/ha and is drought resistant [219]. This indicates that certain varieties of flax 
when grown for textile can produce moderate yields. Decorticated textile bast fiber 
demonstrates exceptional mechanical properties including high tensile strength as well as a 
large proportion of bast material. 

An estimated 12 million hectares grow textile flax, while 500,000 hectares are cultivated 
for the oil-seed variety [220]. This crop has a specific gravity of 0.32 - 0.68, somewhat 
greater than jute and hemp, but comparable to bagasse. In light of nutrient requirements, flax 
can only be grown once every five years on a particular acreage, [190]. Textile flax is 
primarily grown in Europe and the major flax-producing countries are western part of 
Belgium, The Netherlands, and Luxembourg. Virtually all the flax grown in North America is 
for seed-oil. Argentina, India, The Commonwealth of Independent States, and China also 
grow flax for oil-seed, [221]. Saskatchewan and Manitoba are the primary regions that grow 
flax in North America, although Alberta, North Dakota, and South Dakota grow flax as well. 
Over two million acres are grown in Canada, with lesser amounts grown in the United States. 
Of this 26% (65,000 tons) are used for pulp in specialty applications such as cigarette papers. 
Oil-seed flax is somewhat distinctive from the other temperate bast fibers, kenaf and hemp, 
on several different fronts. First, the diameter of the stalk of the oil seed flax is much less than 
kenaf or hemp, making the flax stalks much more slender. Secondly, the bast fiber yields per 
acre are also considerably lower than other bast varieties, generally reaching only 1,000 - 
1,500 bone dry pounds per acre [220]. 

Flax fiber is soft, lustrous and flexible; bundles of fiber have the appearance of blonde 
hair, hence the description "flaxen". It is stronger than cotton fiber but less elastic. The best 
grades are used for linen fabrics such as damasks, lace and sheeting. Coarser grades are used 
for the manufacturing of twine and rope. Flax fiber is also a raw material for the high-quality 
paper industry for the use of printed banknotes and rolling paper for cigarettes and tea bags. 
Flax mills for spinning flaxen yarn were invented by John Kendrew and Thomas Porthouse of 
Darlington in 1787 [217].  

 
5.2.2. Flax Seed 

Flax seeds have two basic varieties, first are brown seeds and second are yellow or 
golden seeds, which are in most types, have similar nutritional characteristics and equal 
amounts of short-chain omega-3 fatty acids. Yellow flax seed called solin (trade name Linola) 
is the only exception type, which has a completely different oil profile and is very low in 
omega-3 fatty acids. Although brown seed can be consumed as readily as yellow seed, and 
has been for thousands of years, it is better known as an ingredient in paints, fiber and cattle 
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feed. Flax seeds produce a vegetable oil known as flaxseed or linseed oil, which is one of the 
oldest commercial oils, and solvent-processed flax seed oil has been used for centuries as a 
drying oil in painting and varnishing [206, 222-224].  

One hundred grams of ground flax seed supplies about 450 kilocalories, 41 grams of fat, 
28 grams of fiber, and 20 grams of protein. Flax seeds contain high levels of dietary fiber 
including lignans, an abundance of micronutrients and omega-3 fatty acids (Table 11). Flax 
seeds are chemically stable while whole and milled flax seed can be stored at least 4 months 
at room temperature with minimal or no changes in taste, smell, or chemical markers of 
rancidity, which can start with its seed coat becoming bitter.  

Flax seeds may lower cholesterol levels, especially in women [225] and Initial studies 
suggest that flax seeds may benefit individuals with certain types of breast [226, 227] and 
prostate tumors [228]. Flax may also lessen the severity of diabetes by stabilizing blood-sugar 
levels [229].  

 
Table 11. Nutritional in 100 g of flaxseed or linseed oil 

 
Nutritional Nutritional value 

per 100 g 
Recommendations % of 
USA for adults 

Energy  2234 kJ (534 kcal)   
Calcium  255 mg  26 
Carbohydrates  28.88 g   
Dietary fiber  27.3 g   
Fat  42.16 g   
Iron  5.73 mg  46 
Magnesium  392 mg  106 
Niacin (Vit. B3)  3.08 mg  21 
Pantothenic acid (B5)  0.985 mg  20 
Phosphorus  642 mg  92 
Potassium  813 mg  17 
Protein  18.29 g   
Riboflavin (Vit. B2)  0.161 mg 11 
Sugars  1.55 g   
Thiamine (Vit. B1)  1.644 mg  126 
Vitamin B6  0.473 mg  36 
Vitamin C  0.6 mg  1 
Zinc  4.34 mg  43 

Source: USDA Nutrient database (http://www.nal.usda.gov/fnic/foodcomp/search/). 
 

5.2.3. Cultivation and Harvesting of Flax  
The major flax producing countries are Canada (~34%), China (~25.5%), India (~9%), 

USA (~8%) and Ethiopia (~3.5%) and throughout Europe (Figure 11). Most of the United 
States crop is from the states of North Dakota, South Dakota, Minnesota, and Montana, where 
the soils are most suitable for flax, besides the alluvial kind, are deep loams, and containing a 
large proportion of organic matter. However, farming flax requires few fertilizers and 
pesticides. On the other hand, heavy clays as all soils of a gravelly or dry sandy nature are 
unsuitable for flax production. Flax plant will reach 10–15 cm in height within first 8 weeks 
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5.2.5. Uses of Flax 
Flax is grown both for its seeds and fibers since it has two general markets, first group 

grown for its textile, and a second group grown for its seed (Table 11). The use of flax for 
heavier grade purposes, such as canvas and towelling, has declined in recent times and its 
main use now is for finer fabric yarns including blending with wool and synthetic materials. 
Lower grades are also used in the paper industry such as cigarette paper manufacture; as well 
as in the automobile industry and for insulation purposes. Various parts of the plant have been 
used to make dye, medicines, fishing nets, hair gels, and soap. Flax seed is converted to 
linseed oil for paints and other industrial products, with a smaller but growing portion 
converted into linseed meal and oil as a health supplement [236-241]. The same species is 
used for both fiber and seed, with breeding of specialized cultivars for the two different 
products. The seed-producing varieties have shorter stems and are heavily branched. The fiber 
varieties pursue stem development resulting in a taller plant more sparsely branched. Flax is 
also grown as an ornamental plant in gardens. 

The flax husks are often used as feed for chickens and other livestock. The seeds provide 
animals with much needed fiber and protein. Eggs from chickens that were fed flax seeds are 
often purported to be high in omega fatty acids and have added health benefits [242, 243]. 

 
 

5.3. Kenaf 
 
Kenaf, Hibiscus cannabinus [244], originating from Africa, has traditionally been a 

source of bast fiber in India, China, The Commonwealth of Independent States, Iran, Nigeria, 
and Thailand. Kenaf is a member of the Malvaceae family, and may grow 2.4 to 6.0 m in 
height and is generally unbranched in thick stands. Kenaf is a newer crop to the United States 
that shows good potential as a raw material for use in composite products. In 1965, the areas 
of adaptation without supplementary water supply were low-elevations sections of North 
Carolina, South Carolina, Georgia, Florida, Alabama, Mississippi, Louisiana, and eastern 
Texas. Excellent yield potentials should exist in warm, dry areas with irrigation, [245]. 
Currently, around 4,300 acres of kenaf are cultivated in the United States; 2,000 acres are 
grown in Mississippi, 1,200 acres in Texas, 560 acres in California, with lesser amounts in 
Louisiana, New Mexico, and Georgia. Traditionally, kenaf has been known as a cordage crop 
or jute substitute. In 1957, research on kenaf was started in the United States and has 
continued occasionally since that time [190, 246]. The development in decortication 
equipments, which separates the core from the bast fiber, combined with fiber shortages has 
renewed recent interest in kenaf as a fiber source.  

No known diseases or insect pests seriously injure kenaf and it is a fast-growing and 
competitive crop [247-249]. Kenaf chemical weed control is highly advisable in most 
production areas with exceptions being wide and bedded rows in Florida flat-wood soils. 
Nutrient requirements for kenaf cultivation are low, with no significant improvement in 
production yield at nitrogen levels above 33.5 pounds per acre. A growing period of 90 -150 
days is needed, with fastest growth at temperatures of 20 - 22°C, and nearly 6000 m3 water 
per hectare. Growth becomes quite minimal when temperatures reach below 2°C, [245, 250-
256]. 

Kenaf is grown these days as a minor fiber crop in some Asian countries, but also in the 
US and recently in Southern European countries such as Italy. In the US and Europe a 
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profitable outlet for the remaining woody core after fiber extraction is important for 
economical production of the crop. The use of kenaf core as animal bedding material is 
considered here as potential market outlet. An important aspect for this application is the 
moisture absorption capacity of the material [252, 256, 257]. 

The yield of extracted bast fibers is below 1/3 (26 - 35% of dry weight) of that of the 
kenaf stem weight [258]. Kenaf crop shows potential as a substitute for hardwood species as 
shortages may become more pronounced in various locales of the Southeast and Mid-South. 
Kenaf fibers average 2.5 mm in length, very similar to southern pine species, while the core, 
with lengths of 0.5 mm closely matches that of hardwoods. This composition provides a 
desirable blend for many pulp and paper applications, spurring continued interest and 
development, [259-264]. 

A limiting factor in the production of bast fiber from kenaf is retting, the process by 
which the fiber is freed from the non-fibrous tissue. A study was made to evaluate the 
variation in cell wall chemistry with maturity for different cultivars, particularly in relation to 
lignin and retting [194, 265, 266]. 

Kenaf possesses the following advantages: 
 
i. Excellent yields in southern regions. For example, 15 tons/acre were grown at 

College Station, Texas in research plots, [200]. Actual production yields of 7 -9 
bone dry tons/acres can be expected in the warmer regions of Texas.  

ii. Low harvested whole stalk costs in favorable climatic regions such as southern 
Texas. 

iii. Genetic strains have been developed which yield 35% or greater bast portions. This 
is a relatively high proportion [267-269].  

iv. Considerable progress has been made in developing nematode resistance in the 
Texas growing region. Nematode susceptibility has long been an encumbrance to 
the viability of kenaf development [247, 248, 270].  

v. Is competitive showing favorable weeds control characteristics.  
vi. Is viewed favorably by the U.S. Department of Agriculture (USDA) as a prime 

candidate for alternative fiber development and has consequently received greater 
research funding.  

vii. Strong federal political support. 
 
Kenaf also has the following limitations: 
 
i. Low productivity in cooler climates. Its growing season can be as short as 90 - 120 

days, and consequently it will grow in almost any region of North America if 
sufficient moisture is available. The yields of kenaf in Rosemount, Minnesota, south 
of the Twin Cities, yielded only 2.5 tons/acre in a research plot, compared to the 15 
ton/acre yield in College Station, Texas, [246, 250]. Actual production yields are 
roughly 60-70% of those in test plots.  

ii. High moisture requirements. 600 mm, (23.6 in) of water is preferable during its 
growing cycle of 120-150 days, [251, 254]. 
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5.4. Ramie 
 
Ramie (Boehmeria nivea) is a flowering plant in the nettle family Urticaceae native to 

eastern Asia (Nettles are between 30-45 species of flowering plants of the genus Urtica in the 
family Urticaceae, with a cosmopolitan though mainly temperate distribution [76, 271-274]. 
They are mostly herbaceous perennial plants, but some are annual and a few are shrubby. It 
can be harvested up to 6 times a year and it produces a large number of unbranched stems 
from underground rhizomes and has a crop life from 6 to 20 years. The bark contains gums 
and pectin causing the fibers to be useable only after chemical treatment. Most of the species 
have stinging hairs on the stems and leaves). Ramie is growing to 1–2.5 m tall and its leaves 
are heart-shaped with 7–15 cm long and 6–12 cm broad, and white on the underside with 
dense small hairs, which gives it a silvery appearance; unlike nettles, the hairs do not sting. 
White ramie is the Chinese cultivated plant also called the true ramie or China Grass. Green 
ramie (Boehmeria nivea var. tenacissima) is the second type also known as rhea and is 
believed to have originated in the Malay Peninsula. This type has smaller leaves which are 
green on the underside, and it appears to be better suited to tropical conditions. Ramie fiber is 
produced from the stalk of a plant and is processed like linen from flax. 

Ramie is one of the oldest textile fibers. It was used in mummy cloths in Egypt during the 
period 5000 - 3000 B.C., and has been grown in China for many centuries. While ramie fiber 
has been relatively unknown for garments in the western part of the world, it was used for 
Chinese burial shrouds over 2000 years ago. Ramie fibers are very fine and silk-like, naturally 
white, and of high luster (Tables 12). Ramie is now often blended with cotton and resembles 
fine linen to coarse canvas. Ramie is resistant to bacteria, mildew, and insect attack. It is 
extremely absorbent, dyes easily, increases in strength when wet, does not shrink, and 
improves its luster with washing. However, ramie has a low elasticity, lacks resiliency, 
wrinkles easily, and is stiff and brittle and tends to break when a garment made of it is 
pressed too sharply [275, 276]. 

The main producers of ramie today are China, Brazil, Philippines, India, South Korea and 
Thailand. Only a small percentage of the ramie produced is available on the international 
market [277]. Japan, Germany, France and the UK are the main importers; the remaining 
supply is used domestically (in the country in which it is produced). 

Ramie fiber is very durable, is pure white in color and has a silky luster. It is reported to 
have a tensile strength eight times that of cotton and seven times greater than silk. However, 
other reports claim that the tensile strengths of cotton, flax, hemp and ramie are similar. These 
discrepancies can be partly attributed to the effects of source of supply, method of processing, 
the test conditions, temperature and humidity, on the fiber strength. The ultimate fibers are 
exceptionally long and are claimed to be the longest of vegetable origin, with one report 
claiming the fibers range up to 580 mm, averaging about 125 mm. For the hand spinner, 
ramie is treated similar to flax in that it can be either wet or dry spun. A wet spun yarn will 
produce a smooth softer yarn with high luster, while a dry spun yarn will feel hairier; have 
lesser luster and a harsher handle. It can readily be blended with other fibers such as wool or 
silk, although the length of ramie can sometimes cause difficulties. 
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Table 12. Properties of selected fibers 
 

   Fineness   Tenacity  Tensile St.   Elongation    
 Fiber   (den)a   (g/den)   (MPa)   (strain) (%)  Color range  
Bast Fibers 
Jute   20   3   39   1.5  Creamy white to brown  
Flax (Linen)   5   5   66   1.5  White to brown  
Hemp   6   4   52   2.0  Light to grayish brown  
Ramie 
(China grass)   5   5   67   4.0  White to grayish brown  
Leaf Fibers 
Sisal   290   4   51   3.0  Creamy white to yellowish  

Henequen   370   3   39   5.0  
Creamy white to reddish 
brown 

Abaca   190   5   64   3.0  Creamy white to  
(Manila 
hemp)          dark brown  
Istle   360   2.5   32   5.0  White to reddish yellow  
Seed Fiber 
Cotton   2   2.5   300   8.0  Creamy to grayish, white, 
          brown, purple, blue, red  
Animal Fibers 
Wool   4–20   1.5   150   40  Creamy white to brown  
Silk   1.0   4   800   20–25  White  
Synthetic Fibers 
Nylon   0.5–18   3–10   350–890   15–40  White-transparent  
Polyester   0.1–10   3–9   500–1100   11–40  White-transparent  

a denier (den) is the mass in (g) of 9000 m of fiber. The finer the yarn is the smaller the number; St: 
Strength  
 
The most suitable climate for ramie is one which is warm and humid, with an annual 

rainfall of at least 1000 mm. Well established plants can tolerate drought and frost, but grow 
better without. As ramie productivity is high it can rapidly deplete the soil of nutrients. 

Ramie is most often blended (common is 55% ramie/45% cotton) with other fibers for its 
unique strength and absorbency, luster and dye-affinity. When blended with high-quality 
cotton it offers increased luster, strength and color. When ramie fiber is mixed with wool, it 
adds lightness and minimizes shrinkage to wool. When ramie fiber is blended with rayon, it 
offsets the low wet strength of rayon [274, 278-280]. 

 
5.4.1. Properties of Ramie Fiber  

Ramie is one of the strongest natural fibers and exhibits even greater strength when wet. 
Ramie fiber has ability to hold shape, reduce wrinkling, and introduce a silky luster to the 
fabric appearance. Ramie fiber is usually used as a blend with other fibers such as cotton or 
wool because it is not as durable as other fibers. It is similar to flax in absorbency, density and 
microscopic appearance. However ramie fiber will not dyed as well as cotton. Ramie fiber is 
stiff and brittle and will break if folded repeatedly in the same place; it lacks resiliency and is 
low in elasticity and elongation potential due to its high molecular crystallinity (Figure 12) 
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5.4.2. Cultivation and Harvesting of Ramie  
Ramie is normally harvested two to three times a year but under good growing conditions 

can be harvested up to six times per year. Ramie requires chemical processing to degum the 
fiber unlike other bast crops. Harvesting is done just before or soon after the beginning of 
flowering because at this stage there is a decline in plant growth and the maximum fiber 
content is achieved. Stems are harvested by either cutting just above the lateral roots or else 
bending the stem, which enable the core to be broken and the cortex can be stripped from the 
plant in situ. After harvesting, stems are decorticated while the plants are fresh. If this is not 
done while the plants are still fresh the plants will dry out and the bark will be hard to 
remove. The bark ribbon is then dried as quickly as possible to prevent bacteria and fungi 
from attacking it. The dry weight of harvested stem ranges from 3.4 to 4.5 t/ha/year. 4.5 ton 
crop yields 1,600 kg/ha/year of dry non-de-gummed fiber, which produced about 1,200 kg of 
de-gummed fiber (25% loss during degum process) [284].  

Ramie fiber is extracted in three stages: Firstly, decortications process, in which the 
cortex or bark removed either by hand or machine. The second stage involves scraping the 
cortex to remove most of the outer bark, the parenchyma in the bast layer and some of the 
gums and pectins. The third stage involves washing, drying and degumming of the residual 
cortex material to extract the spinnable fiber. 

 
5.4.3. Uses of Ramie  

Despite its strength, ramie has had limited acceptance for textile use. The fiber's 
extraction and cleaning are expensive, chiefly because of the several steps, which involving 
scraping, pounding, heating, washing, or exposure to chemicals. Some or all are needed to 
separate the raw fiber from the adhesive gums or resins in which it is unsheathed. Spinning 
the fiber is made difficult by its brittle quality and low elasticity; and weaving is complicated 
by the hairy surface of the yarn due to lack of cohesion between the fibers. The greater 
utilization of ramie depends upon the development of improved processing methods. Ramie 
fiber is used to make industrial sewing thread, packing materials, fishing nets, and filter 
cloths. Ramie fiber is also used for household furnishings such as upholstery and canvas and 
is used in clothing after blended with other textile fibers (for instance when used in admixture 
with wool, shrinkage is reported to be greatly reduced when compared with pure wool). 
Shorter ramie fibers and waste are used in paper manufacture. In 2010, Prius and Toyota 
started using a new range of plant-derived ecological bio-plastics made from the cellulose in 
wood or grass instead of petroleum. One of the two principal crops used is ramie. Ramie plant 
is also used as an ornamental plant in Eastern Asia. 

 
 

5.5. Jute 
 
Jute (Corchorus capsularis and Corchorus olitorius: the genus Corchorus has been 

classified in the family Tiliaceae, or more recently in Malvaceae) is vegetable bast fiber 
plants next to cotton in importance [285, 286]. Jute is one of the most affordable natural fibers 
and is second only to cotton in amount produced and variety of uses of vegetable fibers. Jute 
is a long, soft, shiny vegetable fiber that can be spun into coarse, strong threads. Jute fibers 
are composed primarily of the plant materials cellulose (major component of plant fiber) and 
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lignin (major components of wood fiber). It is thus a ligno-cellulosic fiber that is partially a 
textile fiber and partially wood (http://en.wikipedia.org/wiki/Jute). 

White jute (Corchorus capsularis) and Tossa Jute (Corchorus olitorius) are usually the 
trade names of jute [287]. Jute fiber is often called hessian; jute fabrics are also called hessian 
cloth and jute sacks are called gunny bags in some European countries. The fabric made from 
jute is popularly known as burlap in North America. Jute fiber is finer and stronger than 
roselle, which make it better in quality. Depending on demand, price and climate, the 
production of jute and allied fibers in the world remains around 3 million tons annually. The 
jute fiber finds its use in the producing as well as in consuming countries in the agricultural, 
industrial, commercial and domestic fields. Sacking and Hessians (Burlap) constitute the bulk 
of the manufactured products. Sacking is commonly used as packaging material for various 
agricultural commodities such as rice, wheat, vegetables, corn, coffee beans etc. Sacking and 
Hessian Cloth are also used as packing materials in the cement and fertilizer manufacturing 
industries. Fine Hessian is used as carpet backing and often made into big bags for packaging 
other fibers such as cotton and wool [288, 289]. 

Structurally the Jute and Allied Fiber (JAF) stems are composed of epidermis, cortex, 
large phloem, cambium, wide xylem or wood and central pith tissues. The tissue, phloem, is 
most important as it is connected with fiber development. It forms a wide zone and is 
arranged in wedge shaped masses consisting of alternating bands of thick-walled fibers and 
thin walled tissues of sieve tubes, companion cells and phloem parenchyma. The thick walled 
fibers of phloem tissue are the fibers which are actually extracted after disintegration of the 
other associated tissues through retting for commercial use. Since the fibers originate from the 
phloem tissue, they are also known as phloem or bast fibers. 

Jute has been an integral part of culture of Bengal for centuries, in the entire southwest of 
Bangladesh and some portions of West Bengal. Jute has been called the "Golden Fiber of 
Bangladesh". In the 19th and early 20th centuries, during the British Raj, much of the raw jute 
fiber of Bengal was carried off to the United Kingdom, where it was then processed in mills 
concentrated in Dundee. Initially, due to its texture, it could only be processed by hand until it 
was discovered in that city that treating it with whale oil, it could be treated by machine. The 
industry boomed ("jute weaver" was a recognized trade occupation in the 1901 UK census), 
but this trade had largely ceased by about 1970 due to the appearance of synthetic fibers.  

A jute mill landowner in Dundee in the 1800s, Margaret Donnelly, set up the first jute 
mills in Bengal. In the 1950s and 1960s, when nylon and polythene were rarely used, one of 
the primary sources of foreign exchange earnings for the erstwhile United Pakistan was the 
export of jute products, based on jute grown in the East Bengal now Bangladesh. However, 
the jute industry in general experienced a decline due to increasing of the use of polythene 
and other synthetic materials as a substitute for jute. Many jute exporters diversified away 
from jute to other commodities. Jute-related organizations and government bodies were also 
forced to close, change or downsize. The long decline in demand forced the largest jute mill 
in the world (Adamjee Jute Mills) to close in Bangladesh [290-292]. Bangladesh's second 
largest mill, Latif Bawany Jute Mills, formerly owned by businessman, Yahya Bawany, was 
nationalized by the government (http://www.bjmc.gov.bd/jutemills-latif.asp). However, 
Bangladesh farmers have not completely ceased growing jute mainly due to demand in the 
internal market. Recently, the jute market recovered and the price of raw jute increased more 
than 500% between the years 2004-2010 because jute has entered many diverse sectors of 
industry, where natural fibers are gradually becoming better substitutes. Among these 
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protect deforestation by industrialization. Thus, jute is the most environment-friendly fiber 
starting from the seed to expired fiber, as the expired fibers can be recycled more than once. 
Jute is also used to make ghillie suits, which are used as camouflage and resemble grasses or 
brush. 

Jute is used chiefly to make cloth for wrapping bales of raw cotton, and to make sacks 
and coarse cloth. The fibers are also woven into curtains, chair coverings, carpets, area rugs, 
hessian cloth, and backing for linoleum. While jute is being replaced by synthetic materials in 
many of these uses, some uses take advantage of jute's biodegradable nature, where synthetics 
would be unsuitable such as containers for planting young trees, which can be planted directly 
with the container without disturbing the roots, and land restoration where jute cloth prevents 
erosion occurring while natural vegetation becomes established.  

The jute fiber is used alone or blended with other types of fibers to make twine and rope. 
Jute rope has long been popular in Japan for use in bondage. Jute butts, the coarse ends of the 
plants, are used to make inexpensive cloth. Conversely, very fine threads of jute can be 
separated out and made into imitation silk. With increasing concern over forest destruction for 
the wood pulp used to make most paper, jute fiber is being used to make pulp and paper and 
the importance of jute for this purpose is increased.  

Jute has a long history of use in the sackings, carpets, wrapping fabrics (cotton bale), and 
construction fabric manufacturing industry. Traditionally jute was used in traditional textile 
machineries as textile fibers having cellulose (vegetable fiber content) and lignin (wood fiber 
content). But, the major breakthrough came when the automobile, pulp and paper, and the 
furniture and bedding industries started to use jute and its allied fibers with their non-woven 
and composite technology to manufacture nonwovens, technical textiles, and composites. 
Therefore, jute has changed its textile fiber outlook and steadily heading towards its newer 
identity, i.e., wood fiber. As a textile fiber, jute has reached its peak from where there is no 
hope of progress, but as a wood fiber jute has many promising features. Jute can be used to 
create a number of fabrics such as Hessian cloth, sacking, scrim, carpet backing cloth (CBC), 
and canvas. Hessian, lighter than sacking, is used for bags, wrappers, wall-coverings, 
upholstery, and home furnishings. Sacking, a fabric made of heavy jute fibers, has its use in 
the name. CBC made of jute comes in two types. Primary CBC provides a tufting surface, 
while secondary CBC is bonded onto the primary backing for an overlay. Jute packaging is 
used as an eco-friendly substitute. Diversified jute products are becoming more and more 
valuable to the consumer today. Among these are espadrilles, floor coverings, home textiles, 
high performance technical textiles, Geotextile, composites, etc. 

Jute floor coverings - They consist of woven and tufted and piled carpets. Jute Mats and 
mattings with 5/6 m width and of continuous length are easily being woven in Southern parts 
of India, in solid and fancy shades, and in different weaves like, Boucle, Panama, 
Herringbone, etc. Jute Mats and Rugs are made both through Power-loom and Hand-loom, in 
large volume from Kerala, India. The traditional Satranji mat is becoming very popular in 
home décor. Jute non-woven and composites can be used for underlay, linoleum substrate, 
etc. 

Another diversified jute product is Geotextile, which made this agricultural commodity 
more popular in the agricultural sector [299, 300]. It is a lightly woven fabric made from 
natural fibers that is used for soil erosion control, seed protection, weed control, and many 
other agricultural and landscaping uses. The Geotextile can be used more than a year and the 
bio-degradable jute Geotextile left to rot on the ground keeps the ground cool and it is able to 
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5.5.6. Features of Jute  
i. Jute is the cheapest vegetable fiber procured from the bast or skin of the plant's stem. 
ii. Jute fiber is called The Golden Fiber because it is golden and silky shine natural 

fiber. 
iii. Jute fiber is environmentally friendly because it is 100% bio-degradable and 

recyclable. 
iv. Jute fiber is the second most important vegetable fiber after cotton, in terms of usage, 

global consumption, production, and availability. 
v. Jute fiber is very suitable in agricultural commodity bulk packaging because it has 

high tensile strength, low extensibility, and ensures better breathability of fabrics.  
vi. Jute fiber helps to make best quality industrial yarn, fabric, net, and sacks. It is one of 

the most versatile natural fibers that have been used in raw materials for packaging, 
textiles, non-textile, construction, and agricultural sectors. Bulking of yarn results in 
a reduced breaking tenacity and an increased breaking extensibility when blended as 
a ternary blend [314]. 

vii. Bengal Delta Plain in the Ganges Delta (most of which is occupied by Bangladesh) is 
the best source of jute in the world. 

viii. Jute fiber has good insulating, antistatic properties and having low thermal 
conductivity and moderate moisture regain, as well as jute advantages include 
acoustic insulating properties and manufacture with no skin irritations. 

ix. Jute has the ability to be blended with other fibers, both synthetic and natural, and 
accepts cellulosic dye classes such as natural, basic, vat, sulfur, reactive, and pigment 
dyes [305, 315, 316]. As the demand for natural comfort fibers increases, the demand 
for jute and other natural fibers that can be blended with cotton will increase. To 
meet this demand, some manufactures in the natural fiber industry plan to modernize 
processing. The resulting jute/cotton yarns may produce fabrics with a reduced cost 
of wet processing treatments [317, 318].  

x. Treating jute fiber with caustic soda improve jute crimp, softness, pliability, and 
appearance, which aiding in its ability to be spun with wool.  

xi. Treatment of jute fiber with liquid ammonia gave a similar effect of caustic soda on 
jute fiber, as well as the added characteristic of improving flame resistance when 
treated with flame-proofing agents. 

xii. Poor durability, crease resistance, brittleness, fiber shedding and yellowing in 
sunlight are the noted disadvantages of jute fiber. However, preparation of fabrics 
with castor oil lubricants result in less yellowing and less fabric weight loss, as well 
as increased dyeing brilliance [319]. Jute fiber has a decreased strength when wet, 
and also becomes subject to microbial attack in humid climates. Jute can be 
processed with an enzyme in order to reduce some of its brittleness and stiffness 
[320]. Once treated with an enzyme, jute shows an affinity to readily accept natural 
dyes, which can be made from marigold flower extract [321]. In one attempt to dye 
jute fabric with this extract, bleached fabric was mordant with ferrous sulfate, 
increasing the fabric's dye uptake value [322]. This process is used for bright and fast 
colored value-added diversified products made from jute [323]. 
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5.5.7. Effect of Jute on the Environment 
In recent times they are found to be a valuable aid to sound environmental management. 

Because of jute fiber has environment-friendly characteristics, new opportunities on jute is 
likely to be provided by the worldwide awareness on environment and health. Jute and kenaf 
have been employed for centuries as packaging materials. The industry interests focus not 
only on the traditional uses of jute fiber, but also on the production of other value-added 
products such as, pulp and paper, geotextile, composites and home textiles etc [301, 302, 304, 
306, 316]. 

Jute fiber is biodegradable and its products can be easily disposed without causing 
environmental hazards. The roots of jute plants play a vital role in increasing the fertility of 
the soil. By rotating with other crops like rice and potatoes, jute acts as a barrier to pest and 
diseases for others crops and provides also a substantial amount of nutrients to other crops in 
the form of organic matter and micronutrients. Jute and kenaf have ecological adaptability, 
and can be grown on a range of soil types. They have a good tolerance to salinity, water stress 
and water logging. Agronomically, jute and kenaf have advantages as regards their resistance 
to climatic extremes, pests and diseases.  

Jute plants have high carbon dioxide (CO2) assimilation rate and it clean the air by 
consuming large quantities of CO2, which is the main cause of the greenhouse effect. 
Theoretically, one hectare of jute plants can consume about 15 tons of CO2 from atmosphere 
and release about 11 tons of oxygen in the 100 days of the jute-growing season. Studies also 
show that the CO2 assimilation rate of jute is several times higher than that of trees [324].  

 
 

5.6. Roselle 
 
In Australia, the roselle is known as the rosella or rosella fruit, which is close relative to 

Hibiscus cannabinus. Roselle, also called rosella, Jamaican sorrel, or java jute, (Hibiscus 
sabdariffa), plant of the hibiscus, or mallow, family (Malvaceae), and its fiber is one of the 
bast fiber groups. Table 16 reported the common names of roselle in different parts of the 
world. Roselle is probably native to West Africa and includes H. sabdariffa variety altissima, 
grown for fiber, and H. sabdariffa variety sabdariffa cultivated for the edible external portion 
of its flower (calyx). The plant, known in the West Indies early in the 16th century, was 
growing in Asia by the 17th century. Extensive cultivation in the Dutch East Indies (now 
Indonesia) began in the 1920s under a government-subsidized program established to obtain 
fiber for sugar-sack manufacture [325-329]. 

 
5.6.1. Cultivation of Roselle 

Although a perennial, roselle is usually grown as an annual and propagated from seed. It 
grows best in loamy, well-drained soil, mainly in tropical climates, and requires rainfall 
averaging about 25 cm each month throughout the growing season. The roselle (Hibiscus 
sabdariffa) is a species of Hibiscus native to the Old World tropics, used for the production of 
bast fiber and as an infusion. It is an annual or perennial herb or woody-based subshrub, 
growing to 2.0–2.5 m tall. The leaves are deeply three- to five-lobed, 8–15 cm long, arranged 
alternately on the stems. Stalks and leaves range from dark green to reddish color. The 
flowers are 8–10 cm in diameter, creamy white to pale yellow with a dark red spot at the base 
of each petal, and have a stout fleshy calyx at the base, 1–2 cm wide, enlarging to 3–3.5 cm, 
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roselle, requiring several months to grow, making the land unavailable for other crops. The 
practice is recommended since the root-knot nematode, Heterodera radicicola, is a pest. A 
sequence of a legume green-manure crop, then roselle and then corn is suggested. After 
germination, seedlings are thinned to stand 1 m apart. For larger plantings, seeds are sown in 
protected seedbeds and the seedlings transplanted to 1.3–2.6 m apart in rows 2–3.3 m apart. 
Applications of stable manure or commercial fertilizers are beneficial. Plants are subject to 
injury by root-knot nematodes and should not be planted on land infested with these pests 
[333-336]. 

 
5.6.2. Uses of Roselle 

Primarily, roselle plant is cultivated for the production for fiber from its stem, which may 
be used as a substitute for jute in making burlap [337]. Roselle is considered to have 
antihypertensive and Antioxidative properties [338]. Roselle has been used in folk medicine 
as a diuretic, mild laxative, and treatment for cardiac and nerve diseases and cancer [339]. 
The red calyces of the plant are increasingly exported to America and Europe (Germany is the 
main importer), where they are used as food colorings. It can also be found in markets (as 
flowers or syrup) in some places such as France, where there are Senegalese immigrant 
communities. In many tropical areas, the red, somewhat acid calyxes of H. sabdariffa variety 
altissima are used locally for beverages, sauces, jellies, preserves, and chutneys; the leaves 
and stalks are consumed as salads or cooked vegetables and used to season curries; and in 
Africa the oil-containing seeds are eaten. The green leaves are used like a spicy version of 
spinach. They give flavor to the Senegalese fish and rice dish thiéboudieune. Proper records 
are not kept, but the Senegalese government estimates national production and consumption 
at 700 tons per year. Also in Myanmar their green leaves are the main ingredient in making 
chin baung kyaw curry. In East Africa, the calyx infusion, called "Sudan tea", is taken to 
relieve coughs. Roselle juice, with salt, pepper, asafetida and molasses, is taken as a remedy 
for biliousness. The dried flowers of roselle Hibiscus cannabinus can be found in every 
market. 

Traditional medicine uses the heated leaves to cracks in the feet and on boils and ulcers to 
speed maturation. A lotion made from leaves is used on sores and wounds. The seeds are said 
to be diuretic and tonic in action and the brownish-yellow seed oil is claimed to heal sores on 
camels. In India, a decoction of the seeds is given to relieve dysuria, strangury and mild cases 
of dyspepsia. Brazilians attribute stomachic, emollient and resolutive properties to the bitter 
roots [337]. 

Roselle Hibiscus cannabinus flowers are commonly used to make a sugary herbal tea that 
is commonly sold on the street in Africa, especially the Sahel. Roselle tea is also quite 
common in Italy where it spread during the first decades of the 20th century as a typical 
product of the Italian colonies.  

The Carib Brewery Trinidad Limited, a Trinidad and Tobago brewery, produces a Shandy 
Sorrel in which the tea is combined with beer. In Thailand, Roselle is drunk as a tea, believed 
to also reduce cholesterol. It can also be made into a wine - Hibiscus flowers are commonly 
found in commercial herbal teas, especially teas advertised as berry flavored, as they give a 
bright red coloring to the drink. In the Caribbean sorrel drink is made from sepals of the 
roselle. In Malaysia, roselle calyces are harvested fresh to produce pro-health drink due to 
high contents of vitamin C and anthocyanins.  
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In Mexico, 'agua de Flor de Jamaica' (water flavored with roselle) frequently called 
"agua de Jamaica" is most often homemade. Also, since many untrained consumers mistake 
the calyces of the plant to be dried flowers, it is widely, but erroneously, believed that the 
drink is made from the flowers of the non-existent "Jamaica plant". It is prepared by boiling 
dried calyces of the Flower of Jamaica plant in water for 8 to 10 minutes (or until the water 
turns red), then adding sugar. It is often served chilled. This is also done in Barbados, Jamaica 
and Trinidad and Tobago where it is called 'sorrel'. The drink is common in Mexico and 
Central America, UK, Jamaica, Trinidad and Tobago, Mali, Senegal, The Gambia, Burkina 
Faso, Benin, Sudan, and Lebanon. This drink is particularly good for people who have a 
tendency, temporary or otherwise, toward water retention: it is a mild diuretic. The fresh 
calyces are imported mainly during December and January in order to make Christmas and 
New Year infusions, which are often made into cocktails with additional rum. They are very 
perishable, rapidly developing fungal rot, and need to be used soon after purchase – unlike the 
dried product, which has a long shelf-life.  

In Australia, rosella jam has been made since Colonial times and is still sold regularly at 
community fetes and charity stalls. It is similar in flavor to plum jam, although more acidic. It 
differs from other jams in that the pectin is obtained from boiling the interior buds of the 
rosella flowers. It is thus possible to make rosella jam with nothing but rosella buds and 
sugar. 

Many parts of the plant are also claimed to have various medicinal values [340]. Roselle 
is associated with traditional medicine and is reported to be used as treatment for several 
diseases such as hypertension and urinary tract infections. There is currently insufficient 
evidence to demonstrate any beneficial effect of roselle on raised blood pressure [341] or on 
blood lipid lowering [342], although experimental results seem contardictory [343]. It may 
lower blood presure in pre- and mildly hypertensive adults [344]. A recent clinical trial 
demonstrated important antihypertensive effectiveness [345]. Another trial on sixty diabetic 
patients with mild hypertension found that Hibiscus sabdariffa infusion had positive effects 
on BP in type II diabetic patients with mild hypertension [346]. 

The plants are rich in anthocyanins and protocatechuic and the dried calyces contain the 
flavonoids, gossypetin, hibiscetine and sabdaretine. The major pigment, formerly reported as 
hibiscin, has been identified as daphniphylline. Small amounts of myrtillin (delphinidin 3-
monoglucoside), Chrysanthenin (cyanidin 3-monoglucoside), and delphinidin are also 
present. Roselle seeds are a good source of lipidsoluble antioxidants, particularly gamma-
tocopherol [347]. 

 
5.6.3. Production of Roselle 

China and Thailand are the largest producers and control much of the world supply. 
Thailand invested heavily in roselle production and their product is of superior quality, 
whereas China's product, with less stringent quality control practices, is less reliable and 
reputable. The world's best roselle comes from the Sudan, but the quantity is low and poor 
processing hampers quality. Mexico, Egypt, Senegal, Tanzania, Mali and Jamaica are also 
important suppliers but production is mostly used domestically [348].  

In the Indian subcontinent (especially in the Ganges Delta region), roselle is cultivated 
for vegetable fibers. Most of its fibers are locally consumed and the fiber from the roselle 
plant has great demand in various natural fiber using industries. 
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5.7.1. Harvesting of Coconuts 
Coconuts are the seed of a species of palm trees, Cocos nucifera, which are flower on a 

monthly basis and the fruit takes 1 year to ripen. Therefore, a balls palm tree has fruit in every 
stage of maturity and can produce 50–100 coconuts per year. Coconuts can be harvested from 
the ground once they have ripened and fallen or they can be harvested while still on the tree. 
A human climber can harvest approximately 25 trees in a day, while a knife attached to a pole 
can up the number to 250 trees harvested in a day. Monkeys can also be trained to harvest the 
coconuts, but this practice is less efficient than other methods. Green coconuts, which contain 
pliable white fibers, are harvested after about six to twelve months on the plant. Brown fiber 
is obtained by harvesting fully mature coconuts when the nutritious layer surrounding the 
seed is ready to be processed into copra and desiccated coconut [356].  

 
5.7.2. Processing of Coir Fibers  

The fibrous layer of the fruit is manually separated from the hard shell by driving the fruit 
down onto a spike to split it (de-husking). 2,000 coconuts can manually separate per day by a 
well seasoned husker. Machines, which can process up to 2,000 coconuts per hour, are now 
available for crushing the whole fruit to give the loose fibers [357, 358]. 

The mass of the ground tissue of the husk is mainly constituted of hemicelluloses and 
pectin, which are behave as a spongy binding material to bind the prominent fiber cells united 
forming the husk. Chemically coir fiber is compiled of an extremely converted into wood 
form of cellulose (cellulose lignin complex), which bills for its harshness, color and 
proportional brittleness in comparability with perfect cellulose fiber. Coconut coir is generally 
in large demand not accounted of natural resilience, resistance to dampness, durability and 
other related properties. The rating of coir fiber is done based on its color, fiber length, 
resilience and cleanliness in relation to the large quantity of pith present. The two 
distinguished categories of coir fiber are brown coir and white coir, the differences are mainly 
due to the prevailing condition of the husk which is generally used and the methodology used 
in extraction, the physical properties and it addition in its uses [359]. 

 
5.7.2.1. Processing of Brown Coir Fiber 

The coir fibrous husks are soaked in pits or in nets in a slow moving body of water to 
swell and soften the fibers. The long bristle fibers are separated from the shorter mattress 
fibers underneath the skin of the nut, a process known as wet-milling [360]. The mattress 
fibers are sifted to remove dirt and other rubbish, dried in the sun and packed into bales. 
Some mattress fibers are allowed to retain more moisture so that it retains its elasticity for 
twisted fiber production. The coir fiber is elastic enough to twist without breaking and it 
holds a curl as though permanently waved. Twisting is done by simply making a rope of the 
hank of fiber and twisting it using a machine or by hand. The longer bristle fiber is washed in 
clean water and then dried before being tied into bundles or hunks. It may then be cleaned and 
'hackled' by steel combs to straighten the fibers and remove any shorter fiber pieces. Bristle 
Coir fibers can also be bleached and dyed to obtain hanks of different colors [361]. 

 
5.7.2.2. Processing of White Coir Fiber 

The immature coir husks are retting by suspended in a river or water-filled pit for up to 
ten months, during which the microorganisms break down the plant tissues surrounding the 
fibers to loosen them. Segments of the husk are then beaten by hand to separate out the long 
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fibers which are subsequently dried and cleaned. Cleaned fiber is ready for spinning into yarn 
using a simple one-handed system or a spinning wheel. Recently, the technology uses 
enzymes to separate the fibers by converting plant compounds into soluble compounds and 
hence curbs the pollution of water-bodies caused by retting of coconut husks was developed 
[362-364]. 

 
5.7.3. Uses of Coir Fiber  

Brown coir is used in floor mats and doormats, brushes, mattresses, floor tiles, sacking 
and a small amount is also made into twine as well as pads, which made by needle-felting (a 
machine technique that mats the fibers together). Brown coir fibers are also shaped and cut to 
fill mattresses and for use in erosion control on river banks and hillsides. Also brown coir 
pads are sprayed with rubber latex to bond the fibers together (rubberized coir) to be used as 
upholstery padding for the automobile industry in Europe. The brown coir fiber is also used 
for insulation and packaging. White coir fiber is used in rope manufacture and the mats of 
woven coir fiber are made from the finer grades of bristle and white fiber using hand or 
mechanical looms. Because of white coir fiber has strong resilience to salt water it is used to 
manufacture fishing nets. Coir fiber is a strongly recommended in horticulture to substitute 
the sphagnum moss because it is free of fungal spores and bacteria, as well as produces good 
results without the environmental damage caused by peat mining. Coir fiber is also useful to 
deter snails from delicate plantings and as a growing media in intensive glasshouse 
horticulture. Coir from Mexico has been found to contain large numbers of colonies of the 
beneficial fungus Aspergillus terreus, which acts as a biological control against plant 
pathogenic fungi. Coir fiber is an allergen and the latex and other materials are used 
frequently in the treatment of coir [362, 365-370].  

 
5.7.4. Major Coir Producers  

The coir fiber industry is particularly important in some areas of the developing world. 
Total world production of coir fiber is 617,000 tons/year. Mainly the coastal region of Kerala 
State of India produces 60% (50% of which mainly consumed in the countries of origin) of 
the total world supply of white coir fiber. Sri-Lanka produces 36% of the total world brown 
fiber output. Together India and Sri-Lanka produce 86% of the 617,000 tons of coir produced 
every year (Figure 16). 

Recently, Mexico, Indonesia, Vietnam and certain Caribbean countries have started to 
supply coir fiber to the global market in large scale. Decompressing the imported coir blocks 
has presented problems for many commercial growers. Many companies have installed 
machinery to bust the coir blocks apart in a dry state. Other companies have tried hydrating 
the coir blocks with water; however coir buster type machines are usually best. Coir buster 
type machines decompress the coir blocks apart by rubbing them apart in a chamber that 
keeps the coir blocks (or bricks) tightly compressed together crumbling the material, then 
sifting through a screen with no fiber damage [371]. 
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Table 17. Composition of selected plant fibers 
 

  
 Fiber  

Cellulose 
(%) 

Moisture 
 (%)  

Ash 
 (%)  

Lignin and 
Pectin (%) 

Extractives 
(%) 

Bast Fibers  
Congo jute  75.3 7.7 1.8 13.5 1.4 
Flax (linen)  76.0 9.0 1.0 10.5 3.5 
Hemp  77.1 8.8 0.8 9.3 4.0 
Ramie (China grass)  91.0 0.6   
Leaf Fibers  
Sisal  77.2  6.2   1.0   14.5   1.1  
Henequen  77.6 4.6 1.1 13.1 3.6 
Abaca (Manila hemp) 63.7 11.8 1 21.8 1.6 
Istlea  73.5 5.6 1.6 17.4 1.9 
Seed Fiber  
Cottonb   90.0   8.0   1.0   0.5   0.5  

a Istle: In ancient times there were several fibers used in Mexico under the names of Istle, Ixtle or 
Tampico Fiber. Three species of most importance are Jaumaveistle, Agave funkiana, Tula Istle, A. 
lecheguilla, and Palma Istle, Samuela carnerosana. Several species of Yucca were also grouped 
under the category of Istle. The fibers are obtained from immature leaves of wild plants. Although 
these fibers are shorter than those of sisal and henequén, they are very strong and durable. They 
were formerly used for brushes and as a cheap substitute for sisal and abacá to make bagging, 
twine and rope. 

b Note: “Easy care” or “no-iron” fibers are treated with formaldehyde resin that emits formaldehyde 
fumes. They have been observed to cause tiredness, headaches, coughing, watery eyes, or 
respiratory problems. 
 
 

6.1. Piña Fiber 
 
Piña fiber is a pineapple fiber made from the leaves of a pineapple plant and is commonly 

used in the Philippines. Piña's name comes from the Spanish word piña which literally means 
pineapple. Piña fiber is sometimes combined with silk or polyester to create a textile fabric. 
Since piña is from a leaf, the leaf has to be cut first from the plant and then the fiber is pulled 
or split away from the leaf. Each strand of the Piña fiber is hand scraped and is knotted one by 
one to form a continuous filament to be hand-woven and then made into a Piña cloth. Piña 
weaving is an age-old tradition which was recently revived in the past 20 years. Aklan Kalibo 
is the main and the oldest manufacturer-weaver of Piña cloth in the Philippines, which are 
being exported to various parts of the world most particularly North America, and Europe. 
History records suggest that Kalibo's Piña cloth was traded during the Pre-Hispanic times and 
reached as far as Greece and Egypt during its heyday. Kalibo is also known for other native 
products such as handbags made of buri leaves which are a favorite for Caucasian females 
visiting the town. Piña fabric is also used for table linens, bags, mats and some other clothing 
items, or anytime that a lightweight, but stiff and sheer fabric is needed. Pineapple silk is 
considered the queen of Philippine fabrics and is considered the fabric of choice of the 
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Philippine elite. A major use for piña fabric is in the creation of the Barong Tagalog and other 
formal wear that is common in the Philippines [372-375].  

 
 

6.2. Sisal 
 
Sisal (Agave sisalana) is an agave that yields a stiff fiber traditionally used in making 

twine, rope and also dartboards. Sisal may refer either to the plant or the fiber, depending on 
context. It is sometimes incorrectly referred to as sisal hemp because hemp was for centuries 
a major source for fiber, so other fibers were sometimes named after it. The sisal plant's 
origin is uncertain; while traditionally it was deemed to be a native of Yucatan; there are no 
records of botanical collections from there. In the 19th century, sisal cultivation spread to 
Florida, the Caribbean islands and Brazil, as well as to Tanzania and Kenya in Africa, as well 
as Asia. In Brazil, the first commercial plantings were made in the late 1930s and the first 
sisal fiber exports from there were made in 1948. Brazilian production of sisal fiber was 
accelerated and the first of many spinning mills was established after 1960s and today Brazil 
is the major world producer of sisal.  

Sisal plants consist of a rosette of sword-shaped leaves about 1.5 to 2 m tall. Young sisal 
leaves may have a few minute teeth along their margins, but lose them as they mature. Sisals 
are sterile hybrids of uncertain origin; although shipped from the port of Sisal in Yucatán, 
they do not actually grow in Yucatán; the plantations there cultivate henequen (Agave 
fourcroydes) instead. Evidence of an indigenous cottage industry in Chiapas suggests it as the 
original location, possibly as a cross of Agave angustifolia and Agave kewensis [376-380].  

 
6.2.1. Cultivation of Sisal  

Sisal is considered a plant of the tropics and subtropics, since production benefits from 
temperatures above 25°C and sunshine. Propagation of sisal is generally by using bulbils 
produced from buds in the flower stalk or by suckers growing around the base of the plant, 
which are grown in nursery fields until large enough to be transplanted to their final position. 
These methods offer no potential for genetic improvement. Invitro multiplication of selected 
genetic material using Meristematic Tissue Culture (MST) offers considerable potential for 
the development of improved genetic material. The sisal plant has a 7-10 year life-span and 
typically produces 200-250 commercially usable leaves and each leaf contains an average of 
around 1000 fibers. Sisal fibers are accounted only for about 4% of the plant by weight [381-
385].  
6.2.2. Sisal Fiber Extracting 

Decortication is the process used to extract sisal fiber, where leaves are crushed and 
beaten by a rotating wheel set with blunt knives, so that only fibers remain. In East Africa 
(superior quality of sisal fiber is found) where production is typically on large estates, the 
leaves are transported to a central decortications plant, where water is used to wash away the 
waste parts of the leaf. The sisal fiber is then dried, brushed and baled for export. Proper 
drying is important as sisal fiber quality depends largely on moisture content. Artificial drying 
has been found to result in generally better grades of fiber than sun drying, but is not feasible 
in the developing countries where sisal is produced. In north-east Brazil, where climate is 
drier, sisal is mainly grown by smallholders and the fiber is extracted by teams using portable 
raspadors which do not use water but fiber is subsequently cleaned by brushing. On the basis 
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of the in-field separation of leaves into size groups, the dry fibers are machine combed and 
sorted into various grades (http://www.youtube.com/watch?v=fxKrJVEhMHA; 
http://www.youtube.com/watch?v=c0qNKgSXJ2EandNR=1). 

 
6.2.3. Sisal Environmental Impact 

The decortication process effluent causes serious pollution when it is allowed to flow into 
watercourses. However, in Tanzania, there are plans to use the decortications waste as bio-
fuel. Sisal farming initially caused environmental degradation, because sisal plantations 
replaced native forests but it is still considered less damaging than many types of farming. In 
sisal production, no chemical fertilizers are used and the impact of herbicides, which are 
occasionally used during plantation, may be eliminated since most weeding is done by hand.  

In recent years sisal has been utilized as an environmentally friendly strengthening agent 
to replace asbestos and fiberglass in composite materials in various uses including the 
automobile industry (http://www.filepie.us/?title=Sisal). 

 
6.2.4. Uses of Sisal Fiber  

Traditionally, sisal has been the leading material for agricultural twine (binder twine and 
baler twine) because of its strength, durability, ability to stretch, affinity for certain dyestuffs, 
and resistance to deterioration in saltwater, but the importance of this traditional use is 
diminishing with competition from polypropylene and the development of other haymaking 
techniques, while new higher-valued sisal products have been developed. Apart from ropes, 
twines, and general cordage, sisal is used in low-cost and specialty paper, dartboards, buffing 
cloth, filters, geotextiles, mattresses, carpets, handicrafts, wire rope cores, and Macramé 
(http://www.ropesandtwines.com/usesofsisal.asp).  

The higher-grade fiber after treatment is converted into yarns and used by the carpet 
industry. The medium-grade fiber is used in the cordage industry for making ropes, baler and 
binder twine. Ropes and twines are widely employed for marine, agricultural, and general 
industrial use. The lower-grade fiber is processed by the paper industry because of its high 
content of cellulose and hemicelluloses. Other products developed from sisal fiber include spa 
products, cat scratching posts, lumbar support belts, rugs, slippers, cloths, and disc buffers.  

Sisal wall covering meets the abrasion and tearing resistance standards of the American 
Society for Testing and Materials and of the National Fire Protection Association. Despite the 
yarn durability sisal is known for, slight matting of sisal carpeting may occur in high-traffic 
areas. Sisal carpet does not build up static nor does it trap dust, so vacuuming is the only 
maintenance required. High-spill areas should be treated with a fiber sealer and for spot 
removal, a dry-cleaning powder is recommended. Depending on climatic conditions, sisal will 
absorb air humidity or release it, causing expansion or contraction.  

Sisal is not recommended for areas that receive wet spills or rain or snow. Sisal is used by 
itself in carpets or in blends with wool and acrylic for a softer hand. As extraction of fiber 
uses only a small percentage of the plant, some attempts to improve economic viability have 
focused on utilizing the waste material for production of biogas, for stock-feed, or the 
extraction of pharmaceutical materials. Sisal is valuable forage for honey bees because of its 
long flowering period. It is particularly attractive to them during pollen shortage. The honey 
produced is however dark and has a strong and unpleasant flavor. 
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The first to document the plant and its usefulness for ropes and other naval utensils was 
José María Lanz, a Mexican-born engineer in service of the Spanish Navy, who studied 
henequen in Yucatan in 1783 (http://www.answers.com/topic/henequen). 

A. fourcroydes is a sterile hybrid and its ovaries never produce seeds like the sisal. The 
plant does produce bulbils that may be planted, but commercial growers prefer to use the 
frequent suckers, which develop more quickly. Henequen fiber is suitable for rope and twine, 
but not of as high a quality as sisal. It is also used to make a traditional Mexican alcoholic 
drink “Licor del henequen”. Figure 18 shows the world producer countries and their 
contribution percentage. 

 

 

Figure 18. Henequen (Agave fourcroydes) world production in 2008.  

6.3.1. Extracting Fiber from Henequen Plants 
Traditional method: on the ground, the henequen-plant leaves are whacked to split the 

skin and loosen the fibers. The leaves are strapped to a flat board with twine (1-4 leaves at 
same time) and press using special rasping sticks to remove the liquid and mucilage (four 
scrapes are needed for one leaf, while more leaves tack more times). Bending over with the 
board pressing into their stomach, resting at 45 degrees angle, the man presses and pushes 
scraping along the leaf to remove the pulp and short fibers. Then the leaves are turned around 
and the process is repeated and the obtained fibers washed (http://www.backyardnature.net/ 
m/crafts/fiberout.htm; http://gorbman.com/2010/02/24/henequen-in-yucatan/). 

Mechanical Method: bundles of henequen leaves, tied with henequen twine, are loaded 
onto trucks deliver the leaves to the milling factory or desfibradora. The bundles are unloaded 
at the base of a vertical conveyor at the top of the conveyor, workers stand on raised benches; 
untie the bundles, placing the twine over a wooden bar to be reused. Leaves are conveyed 
down a large, shiny, brass chain to two drums that crush the leaves and beat the pulp while 
water is sprayed over them. Then the leaves are flipped over and crushed, beaten and sprayed 
again. The pulp residue, bagasso, falls through the pressing area into bins that look like little 
dump trucks; when they are full, little mules pull these bins out to fallow areas where it is 
dumped to dry. The wastes can be used as mulch. Below the beating area there are little 
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canals for carrying off the pulpy water, which has non-pleasant smell. When the remaining 
tough long fibers emerge from the other side, workers separate the fibers into hand-size 
bundles, slide them down either a pipe or smooth wooden beam where they are placed on 
trucks and then transferred to drying field. The fiber dries in only a few hours. In order to 
preserve its clean white color it should not get wet. The fiber is brought back to the factory 
storerooms where it is then pressed into huge bales held together with henequen twine 
(http://www.backyardnature.net/m/crafts/fiberout.htm).  

 
 

6.4. Abaca 
 
Abaca is a type of fiber obtained from the leaves of the plant abacá (Musa textilis), a 

relative of the banana belongs to the family of the banana plant (Musaceae) and is indigenous 
to the Philippines. The banana and abaca plants have a striking similarity in looks but the 
main difference is that the fruit of the abaca plant is inedible. Abaca is not hemp but since 
hemp was the main source of fibers for centuries, the abaca fiber was known as Manila hemp. 
It is mostly used for pulping for a range of uses, including specialty papers. Manila envelopes 
and Manila paper take their name from this fiber. It was once used mainly to make manila 
rope, but this is now of minor importance. Abaca has been cultivated in the Philippines since 
the 1500s and became known worldwide in the 1800s and it was mainly used as ropes in ship 
rigging. Philippines and Ecuador produce 97% of the world production of abaca fiber (Figure 
19).  

 

 

Figure 19. Abaca fiber producers in 2009. 

The abaca plant grows up to twenty feet when mature and harvested 2 to 4 times per year 
by cutting down the trunk above the roots to harvest the fibers. New sprouts will grow from 
the roots soon after cutting. Leaf sheaths are then stripped and pulp is scrapped off to get the 
abaca fiber strands. To make ropes, the strands are twisted together. These strands are mainly 
composed of cellulose, pectin and lignin. Superior qualities of abaca fiber are extremely 
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strong, durable, resistant to salt water, and can be made into many hard-wearing products, 
relatively cheap to produce. It has a beautiful texture when made into hats and other products, 
as well as it is biodegradable and eco-friendly material [389-393]. 

 
6.4.1. Abaca Fiber and Its Uses 

The stalk is the source of fibers which are extracted from the outermost portion of the leaf 
sheath using hand-stripping or a stripping machine. Abaca-Lupis is the third and fourth layer 
of the leaf-sheath, which producing the abaca fiber. Abaca-Lupis is brownish in nature and 
skinny on the other part of the stripped fiber. Abaca fibers are also used in Sinamay (Sinamay 
is of less gossamer tissue) weaving, but almost transparent and far more durable than the 
fabrics made from pineapple fiber. Abaca-Lupis can be used to make decorative accessories, 
fashion accessories, furniture, garments, textile, making gift boxes, packaging materials, 
footwear, wall covering, draperies, and playthings for pets, table-top accessories, sports 
paraphernalia and more. The abaca fibers are used in the production of handicraft products 
such as rope, abaca paper abaca rug, abaca furniture, abaca dye mat, abaca carpet, manila 
envelope and countless other products. 

Abaca fibers are also used in pulp-making which are used as raw material in the 
production of currency and bank notes, tea bags, coffee filters, meat casings, coating for pills, 
surgical caps and masks, high capacitor papers, cable insulation papers, Bible paper, 
restoration and conservation of historical documents, adhesive tape paper, lens tissue, 
carbonizing tissue, abrasive base paper, mimeograph stencil base paper, weather-proof 
Bristol, maps, charts, as a strengthening material for napkins and tissue paper; insulation for 
computer chips, etc. 

Abaca fibers also have several medical and industrial applications: such as for orthopedic 
materials (joint replacements and fracture healing implants); as material composites to replace 
glass fibers in the manufacturing of cars, planes, yachts. For building materials such as 
fiberboards, ceramic tiles, wall facades, plumbing fixtures, reinforced concrete and roofing, 
caulking, flooring, electricity poles, in the production of sporting goods, telephones , cleaners 
and paints and more [394-397]. 

 
6.4.2. Abaca Seeds and Corms 

Abaca products are renewed for their versatility across the globe. Most people think of 
abaca by-products such as ropes, cordage, paper, cloth, furniture, fashion accessories and 
home decors as it has been used for many decades for such things. While, the abaca seed can 
be used for food; for cosmetics, skin-care products and for industrial uses such as paints and 
inks. Test results show that the biochemistry and nutritional analysis of the abaca seeds can 
have many beneficial uses and benefits. The full potential is yet to be realized in the form of 
the abaca seed oil. Remaining portion or wastes can be used in the production of starch for 
industrial purposes. Abaca corms can be used as planting materials (http://www. 
abacaphilippines.com/abaca.php?go=aboutandshow=uses).  

 
6.4.3. Extracting Process of Abaca Fiber 

The first step in the extracting process of the abaca fiber is to cut the round stalk of the 
abaca plant and sliced into quarters lengthwise. Then, the stalk is placed under a large knife 
look similar to that of a paper cutting board where the knife is pressed halfway down and is 
secured in that position and the stalk pulled through the knife scrapping off the none 
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filamented materials to produce the raw abaca fiber. The fiber will then be hung up to dry and 
brought in for inspection to classify into different grades of fibers. The final product is white, 
shiny and clean processed fiber. The abaca fiber is baled and every bale is then tied and 
packed with polyethylene plastic and covered with a sack (http://www.peral.net/fiber.htm). 

 
 

6.5. Fique Fiber 
 
Fique fiber grows in the leaves of the fique plant (Furcraea andina) Family Agavaceae, a 

xerophytic monocot native to Andean regions of Colombia and extended to Venezuela and 
the east coast of Brazil. The fique plant is often confused with the agave plant. The 
differences are that the agave leaves are yellowish and stiff with a strong spike in the tips, 
while the fique plant leaves are droopy and greenish without a spike. Fique fiber has common 
names: Fique, Cabuya, Pita, Penca, Maguey, Cabui, Chuchao or Coquiza.  

The fique fibers are extracted by the pre-Columbian inhabitants and they used for several 
centuries before the arrival of Spanish conquerors, which was used fique fiber to make 
garments, ropes, hammocks and many other applications. Dutch colonists, in the 17th century, 
carried the plant from their Brazilian colonies in Pernambuco to the island of Mauritius. The 
native inhabitants of the Mauritius Island learned to use the fiber and called it caraguata-acu, 
croata-acu or gravata-acu. The fiber was also introduced to St. Helena, India, Sri Lanka, 
Algeria, Madagascar, East Africa, Mexico and Costa Rica. 

Between 1970 and 1975, the fique industry suffered a crisis due to the development of 
polypropylene that costs less and is produced much faster. Nowadays, fique is considered the 
Colombian national fiber and is used in the fabrication of ethnic products, Colombian 
handicrafts and recently has been used for the heath protectors (handmade in Barichara) 
placed around the Colombian coffee (http://www.mundomaterial.eu/2009/05/18/2009-
international-year-of-natural-fibres-fique-in-colombia/?lang=en).  

 
6.5.1. Uses of Fique Fiber  

The main use of the Colombian cabuya is for the fabrication of sacks and packages for 
agriculture. Used for flour and small grains packing such rice and for bigger grains such 
coffee and beans, as well as fruits, vegetables and panela. Also, fique fiber is used to make 
very resistant ropes and strings of different calibres, from threads to manilas one inch in 
diameter. Such ropes are used in the industries of transportation, construction, sailing and 
many others. Many of the elements used in the pack animals such as enjalmas, cinchas, 
retrancas, lazos, pretales, tapa de enjalma, and cinchos are handmade with fique. The mixed 
and crude cabuya is used in rugs and tapestry of different size and quality. The fibers can be 
stained with different organic materials such as avocado seed, achiote and eucalyptus cortex. 
Fique fiber are applied also in handcrafts, purses, bags, handbags, mattresses, curtains, shoes, 
umbrellas, baskets and many other products [398-401]. 

On the other hand, fique pulp is used to produce organic fertilizing and paper Leaves 
juice can be used for fabrication of soap, fungicides, alcoholic beverages (homemade 
tapetusa, organic fuel and animal food). The strong floral stem of the fique plant is used in the 
construction of houses and ladders. Also, the pickled terminal bulbs of the plant are edible. 
The peasants use the leaves in topic preparations for treatment of boils and the extract of 
leaves is used against the horse lice [402, 403]. 
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The modulus of elasticity for wood is fairly small compared to metals and ceramics, 
which underscores the well-known elastic properties of wood. The moduli of elasticity in 
tension, compression, and bending are approximately equal, but the elastic limit is 
considerably lower for compression than that for tension. 

When wood is completely saturated with water is slowly and uniformly dried, the water 
in the wood evaporates and the wood does not change its dimensions. As a result, no change 
in the stiffness or strength is observed and further drying to less than about 30% of water 
content leads to loss some water from the cell walls. At this point the wood shrinks due to the 
reduced distance between the cells. As a consequence, the densities as well as the bonding 
between the fibers and thus the strength increase. Therefore, completely dry wood is stronger 
than green wood but less elastic [1]. 

 
 

8. PAPER 
 
The word “paper” is derived from a reed plant named Cyperus papyrus, which was 

utilized by the Egyptians to make a paper-like material. The Egyptians procedure was as 
followed, the fibrous layers of the Cyperus papyrus stem were placed side by side and crossed 
at right angles with another identical layer, which were subsequently dampened and pressed. 
The art of paper-making was invented at about 105 A.D. in China by Ts’ai Lun, who utilized 
fibers from flax, hemp, and mulberry tree bark. His technique transferred in time to central 
Asia, Persia, Egypt, Morocco, and eventually, to Europe during the second millennium A.D. 
There are written documents recorded before that time on parchment, which is processed-skin 
of certain animals such as sheep, goats, and calves. The name “parchment” is supposedly 
derived from the city of Pergamum (today Bergama, Turkey) where parchment is said to have 
originated in the second century B.C. Skins for writing materials were used still earlier, but 
the parchment technique involving better cleaning, stretching, and scraping allowed the 
utilization of both sides of the skin and thus facilitated books rather than resorting to a rolled 
manuscript. Particularly fine parchment, made from stillborn or newly born calves or lambs, 
is called vellum. However, the parchment name is now broadened to include fine paper made 
from wood and rag pulp. 

Now, the most utilized raw material for paper production is wood pulp in addition to 
other different materials such as flax, cotton scrap (rags), cereal straw, hemp, jute, esparto, 
inorganic fibers (glass), and synthetic polymer fibers (nylon and polyolefins), which are used 
for fine or specialty products. Fibers from recycled waste paper are used to produce low-
grade paper, paper board, and wrapping paper. Waste paper utilization ranges from 48% 
(USA) to 3% (Finland) [1]. 

Paper-making commences with pulping, that is, with separating the fibers of wood, etc., 
either by mechanical means (ground wood pulp) or by chemical solutions which dissolve and 
remove the lignin and other wood components leaving only cellulose behind. Ground wood 
pulp is made by involving either a grinder or by passing wood chips through a mill causing a 
required degree of fragmentation. Therefore, ground wood pulp will contain all wood 
components and is thus not suitable for papers in which high whiteness and permanence are 
required, while it is highly absorbent and is therefore used for printing and wallpaper. 
Chemical wood pulp is obtained by cooking wood chips in chemical solutions at high 
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pressures. It is employed when high brightness, strength, and permanence are desired. An 
optional but environmentally objectionable is bleaching process with chlorine whitens the 
pulp even further, which named alpha or dissolving pulp. Lignin is dissolved in caustic soda 
[NaOH] + sodium sulfide [Na2S] (called kraft process), or calcium bisulfate [Ca(SO3OH)2] + 
sulfurous acid [SO3H2] [1]. 

Beating or refining is the second step in paper-making, during which the cellulose fibers 
which are dispersed in aqueous slurry (slush) are mechanically squeezed and pounded. This 
reduces the size of the fibrils, compact fibrils, makes fibrils flexible, causes fibrils to swell, 
and makes fibrils slimy. Beating also reduces the rate of water drainage and increases the 
ability of the fibers to bond together when dried. Beating for one hour or more eventually 
produces a dense paper of high tensile strength, low porosity, and high stiffness. Instead, a 
sheet from unbeaten pulp is light, fluffy, porous, and weak. Industry predominantly uses the 
Hollander beater, developed in 1690 and it consists of an oval tank in which a heavy roll 
revolves against a bedplate. 

The third step, called filling or loading mineral pigments, in particular, Kaolin, but also 
occasionally titanium dioxide (TiO2) or zinc sulfide (ZnS) are added to improve brightness, 
opacity, softness, smoothness, and ink receptivity. Fillers are essentially insoluble in water 
and have, in most cases, no affinity to fibers and therefore, an agent such as alum is added to 
hold the filler in the future sheet. The amount of filler varies from 1 to 10% of the fiber. Paper 
that contains only cellulose absorbs substantial quantities of water. This causes water-based 
ink to readily spread in it. If, however, the paper is impregnated with appropriate substances 
(called sizing), the wetting is prevented. Agents for sizing are starch, glue, casein, resin (from 
pine tree stumps), waxes, asphalt emulsions, or synthetic resins, to mention a few. Unsized 
papers are used for facial tissue, paper towels, and blotting paper. Further additives to paper-
making include colorants, pH controller (acidic paper deteriorates with time), and addition of 
polymers from the urea-formaldehyde family to provide wet strength to the finished paper.  

Sheet forming and drying are the last major steps involve in paper-making, which has 
been done by hand for many centuries. A fine screen contained in a wooden frame is dipped 
into the fibrous suspension followed by drain of the water through the screen leaving a thin 
mat of fibers which is removed, squeezed, and dried. Similar principle is used in the modern 
machines. 

The waste water may also be poisonous or have a biochemical oxygen demand which is 
hazardous to aquatic life. The major problem during large-scale paper production is the waste 
water which may contain inert solids (slime) that finally settles on the bottoms of rivers or 
lakes. Recycling of waste water employing filtration, flotation, and sedimentation should 
therefore be the rule. 

The physical properties of papers are classified by basis weight (g m–2), thickness 
(caliper), stretch, tensile strength, tearing strength, bursting strength, folding endurance, 
stiffness, water resistance, moisture content, color, brightness, gloss, opacity, and 
transparency. Food and Drug Administration regulate the papers that come in contact with 
food (packaging). Bank notes papers required specialty maximum strength, durability, color, 
texture, and feel, while high grade stationary paper is required for papers for Bibles, 
cigarettes, legal documents, security certificates, and so on. These types of papers are mostly 
made of cotton or linen fibers that are derived from scraps obtained from the textile industry. 
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9. VISCOSE OR RAYON (CELLULOSE) 
 
Viscose is a viscous organic liquid used to make art silk, cellophane, rayon (rayon is 

known by the names viscose rayon and art silk in the textile industry [438-443]. It usually has 
a high luster quality giving it a bright sheen), modal and synthetic velvet. Viscose is 
becoming synonymous with rayon, a soft material commonly used in shirts, shorts, coats, 
jackets, and other outer wear. In the 1880s, cellulose was obtained from soft wood and to 
extrude the resulting substance through narrow nozzles to form regenerated cellulose fibers 
such as artificial silk, which was later called viscose or rayon. French scientist Hilaire de 
Chardonnet (1838-1924) invented the first artificial textile fiber and artificial silk (viscose) 
in Échirolles in 1891. Three British scientists, Charles Frederick Cross, Edward John Bevan, 
and Clayton Beadle patented the process in 1902 [444]. In France, viscose was called 
“mother-in-law silk” because of its extremely high flammability. Actually, the first artificial 
silk have been made in 1879 by J.W. Swan in England for filaments of light bulbs even 
before Edison made his light lamp version (German H. Goebel, in 1854, was invented the first 
useful light bulb by the insert of a carbonized bamboo fiber into an evacuated glass flask 
exactly as Edison made 25 years later). The first rayon stockings for women were 
manufactured in Germany in 1910. The plant or vegetable fibers are mostly cellulose-based, 
which are consisted of polymers derived from carbohydrates (CnH2nOn) which are 
manufactured by the plant through photosynthesis from water and CO2. They include bast 
fibers from stems of plants (jute, flax, hemp, ramie and sunn), leaf fibers (abaca, henequen, 
istle, New Zealand flax and sisal), palm-type and brush fibers (coir, raffia, palmyra and 
piassava), seed and fruit-hair fibers (cotton and kapok), and, of course, wood from trees 
[445]. Table 1 contains usage, price, and origin of some of these fibers [1]. 

 
 

9.1. Synthesis of Viscose 
 
Viscose are manufactured from wood by dissolving of wood pulp in caustic soda 

followed by steeping it for a specified period of time and then shredded and allowed to age 
(Figure 21). Ageing contributes to viscosity of viscose. The longer the ageing time the more 
viscosity it will have. The aged pulp is then treated with carbon disulphide to form a yellow-
colored cellulose xanthate, which is dissolved in caustic soda again, but of a lower 
concentration. This is the starting stage of viscose formation. During the process an acetate 
dope is added to alkali cellulose which is necessary for the yarn luster [446-458].  

 

Figure 21. Synthesis of viscose from cellulose of wood pulp. 
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The U.S. Federal Trade Commission, in early 2010, warned several retailers that six 
major manufacturers were falsely labeling rayon products as "bamboo", in order to appeal to 
environmentally conscious consumers. While rayon may be produced with bamboo as a raw 
material, and the two may be used for similar fabrics (though natural bamboo is not as 
smooth), rayon is so far removed from bamboo by chemical processing that the two are 
entirely separate. [443, 459, 460]. 

Because of the polluting effects of carbon disulfide and other by-products of the viscose 
producing process, it becomes currently less common and forcing some factories to stop 
producing viscose [461-464]. Installing a wet sulfuric acid process unit to recovers emitted 
sulfur compounds to sulfuric acid is one way to comply with sulphur emission standards. 
Another method is to use the Lyocell process which uses N-Methylmorpholine N-oxide as 
solvent [457, 465]. 

 
 

10. RUBBER 
 

10.1. Natural Rubber 
 
Natural rubber (an elastic hydrocarbon polymer) is probably the most fascinating natural 

material known by the Maya name caoutchouc [Caa = wood and o-chu = weeping, i.e., 
weeping wood]. The purified form of natural rubber is the chemical polyisoprene, which can 
also be produced synthetically, producing what is sometimes referred to as "synthetic natural 
rubber". (Figure 22). Latex is a natural polymer of isoprene (most often cis-1,4-polyisoprene), 
with a molecular weight of 100,000 to 1,000,000. Typically, a small percentage (up to 5% of 
dry mass) of other materials, such as proteins, fatty acids, resins and inorganic materials 
(salts) are found in natural rubber. Some natural rubber sources called gutta-percha are 
composed of trans-1,4-polyisoprene, a structural isomer which has similar, but not identical, 
properties [466-469].  

Natural rubber is used extensively in many applications and products, as is synthetic 
rubber. Knowledge of the elastic properties of rubber was brought from Haiti to Europe by 
Christopher Columbus in 1496, who observed Haiti inhabitants playing with bouncing balls. 
Later, in 1615, an explorer from Spain reported how “milk” (latex [Latex (Latin) = fluid]) 
gathered from incisions made on specific tropical trees was brushed on cloaks, rendering 
them waterproof after drying, or on earthen, bottle-shaped molds to produce containers. In 
1735, a French geographical expedition identified caoutchouc as the condensed sap of the 
rubber tree (Hevea brasiliensis tree), because rubber has the capability to erase (rub off) 
pencil marks. Rubber trees grow only in a tropical climate that is about ten degrees north or 
south of the equator and need heavy annual rainfalls of about 250 cm. The rubber tree is 
cultivated in Malaysia, Ceylon, Southeast Asia, and West Africa, while, wild rubber is still 
harvested in South America (Brazil and Peru). 
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Figure 22. Structure of polyisoprene (natural rubber). 

Other plants containing latex include gutta-percha (Palaquium gutta) [470-472], rubber 
fig (Ficus elastica) [473-475], Panama rubber tree (Castilla elastica) [476], spurges 
(Euphorbia spp.) [477-480], lettuce, common dandelion (Taraxacum officinale), Russian 
dandelion (Taraxacum kok-saghyz) [470, 481, 482], Scorzonera (tau-saghyz) [483], and 
guayule (Parthenium argentatum) [472, 484-490]. Although these have not been major 
sources of rubber, Germany attempted to use some of these during Second World War when 
it was cut off from rubber supplies. These attempts were later supplanted by the development 
of synthetic rubbers. To distinguish the tree-obtained version of natural rubber from the 
synthetic version, the term gum rubber is sometimes used [491, 492]. 

Because the Latex is only workable when freshly tapped from the rubber tree, Europeans 
struggled considerably to find solvents for caoutchouc to make it spreadable after it arrived in 
Europe in its “dried” (solid) state. Efforts utilizing turpentine, ether, or naphtha were only 
partially successful since the waterproofed items, produced from rubber, remained sticky 
particularly when warm, and turned to dust in hot summers. Moreover, these rubber items 
were odorous, perishable, and became brittle and even cracked upon the slightest use during 
extremely cold winters. In the early 1800s, a large number of products were manufactured 
from rubber such as air mattresses, waterproof mailbags, boots, portable bath tubs, and 
mackintoshes, which consisted of a mixture of naphtha and rubber sandwiched between 
double layers of cloth. In England, Thomas Hancock in the 1820s applied a different 
(nonchemical) approach by built a machine that rapidly cuts rubber into small pieces which 
generated heat and thus facilitated the fusing of rubber scraps into blocks. This process is 
called mastication [Mastikhan (Greek) = to grind the teeth] and is still used in the rubber 
industry. In the cold winter of 1839, Charles Goodyear of Boston (USA) after considerable 
experimentation, accidentally dropped a piece of rubber coated with sulfur and lead [other 
sources say zinc] onto a hot stove. The new substance did not melt as untreated rubber would 
do and it was durable and retained its elasticity when cold and this technique of vulcanization 
is still used today with very little modification. However, Goodyear’s discovery was made at 
a time when rubber had a bad reputation because many rubber products had failed in extreme 
weather. As a consequence, potential investors were reluctant to risk money for the support of 
additional experimentation. Further, Goodyear was imprisoned for debt more than once, 
which required him to sell even his children’s school books at one point. Nevertheless, in 
1842, Goodyear received a U.S. patent which became probably the most litigated one in 
history (about 150 suits were filed in the first 12 years). Goodyear received a gold medal for 
excellence at the international exhibitions in London and Paris in the 1850s, at which he 
displayed his entire vision about the future of rubber products, including “hard rubber,” which 
he and his brother Nelson created by extending the heating and sulfurization of caoutchouc. 
Goodyear died in 1860 and left his widow and six children with $200,000 in debts [1].  
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In 1888, a British veterinarian, John B. Dunlop, fared much better after he patented and 
developed the pneumatic rubber tire based on Goodyear’s invention, which eventually made 
the bicycle popular and had an impact on the automobile industry several decades later. High-
performance tires such as for trucks are still produced from this exceptional material.  

The demand for natural caoutchouc has not decreased in this century despite fierce 
competition from synthetic rubber such as Buna, neoprene, and methyl rubber, which was 
already produced in Germany in the 1910s.  

Natural rubber is an elastomer and a thermoplastic, however, it should be noted that once 
the rubber is vulcanized, it will turn into a thermoset. Most rubber in everyday use is 
vulcanized to a point where it shares properties of both; i.e., if it is heated and cooled, it is 
degraded but not destroyed [493-499]. 

 
10.1.1. Elasticity of Rubber  

In most elastic materials, such as metals used in springs, the elastic behavior is caused by 
bond distortions. When force is applied, bond lengths deviate from the (minimum energy) 
equilibrium and strain energy is stored electrostatically. Rubber is often assumed to behave in 
the same way, but it turns out this is a poor description. Rubber is a curious material because, 
unlike metals, strain energy is stored thermally. Also, natural rubber is so elastic that when 
force is applied, on natural rubber when it is on a surface similar to carpet, it may be difficult 
to 'pull' across the surface and it will stick. In its relaxed state, rubber consists of long, coiled-
up polymer chains that are interlinked at a few points (Figure 22). Between a pair of links, 
each monomer can rotate freely about its neighbor, thus giving each section of chain leeway 
to assume a large number of geometries, like a very loose rope attached to a pair of fixed 
points. At room temperature, rubber stores enough kinetic energy so that each section of chain 
oscillates chaotically, like the above piece of rope being shaken violently. The entropy model 
of rubber was developed in 1934 by Werner Kuhn. When rubber is stretched, the "loose 
pieces of rope" are taut and thus no longer able to oscillate. Their kinetic energy is given off 
as excess heat. Therefore, the entropy decreases when going from the relaxed to the stretched 
state, and it increases during relaxation. This change in entropy can also be explained by the 
fact that a tight section of chain can fold in fewer ways (W) than a loose section of chain, at a 
given temperature (entropy is defined as S=k*ln(W)). Relaxation of a stretched rubber band is 
thus driven by an increase in entropy, and the force experienced is not electrostatic, rather it is 
a result of the thermal energy of the material being converted to kinetic energy. Rubber 
relaxation is endothermic, and for this reason the force exerted by a stretched piece of rubber 
increases with temperature. (Metals, for example, become softer as temperature increases). 
The material undergoes adiabatic cooling during contraction. This property of rubber can 
easily be verified by holding a stretched rubber band to your lips and relaxing it. Stretching of 
a rubber band is in some ways equivalent to the compression of an ideal gas, and relaxation is 
equivalent to its expansion. Note that a compressed gas also exhibits "elastic" properties, for 
instance inside an inflated car tire. The fact that stretching is equivalent to compression may 
seem somewhat counterintuitive, but it makes sense if rubber is viewed as a one-dimensional 
gas. Stretching reduces the "space" available to each section of chain. 

Natural rubber is often vulcanized, a process by which the rubber is heated and sulfur, 
peroxide or bisphenol are added to improve resilience and elasticity, and to prevent it from 
perishing. The development of vulcanization is most closely associated with Charles 
Goodyear in 1839 [500]. Carbon black is often used as an additive to rubber to improve its 
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strength, especially in vehicle tires. Vulcanization of rubber creates more disulfide bonds 
between chains, so it shortens each free section of chain [493-499]. The result is that the 
chains tighten more quickly for a given length of strain, thereby increasing the elastic force 
constant and making rubber harder and less extensible. When cooled below the glass 
transition temperature, the quasi-fluid chain segments "freeze" into fixed geometries and the 
rubber abruptly loses its elastic properties, although the process is reversible. This is a 
property it shares with most elastomers (An elastomer is a material with the mechanical or 
material property that it can undergo much more elastic deformation under stress than most 
materials and still return to its previous size without permanent deformation). At very low 
temperatures, rubber is rather brittle; it will break into shards when struck or stretched. This 
critical temperature is the reason winter tires use a softer version of rubber than normal tires. 
The failing rubber o-ring seals that contributed to the cause of the Challenger disaster were 
thought to have cooled below their critical temperature [1].  

 
10.1.2. Natural Rubber Sources and Cultivation 

Commercially, natural rubber is obtained almost exclusively from Hevea brasiliensis 
(genus Hevea, family Euphorbiaceae), a tall softwood tree indigenous to Brazil. Industry 
botanists have concentrated their efforts mostly on this species. Among other shrub species, 
which have received commercial attention are the Ficus elastic (Moraceae family), the 
guayule bush (of the family Asteraceae), and the Russian dandelion (Asteraceae, alt. 
Compositae). Guayule (Parthenium argentatum), a rubber-containing desert shrub of the 
family Asteraceae, native to the north-central plateau of Mexico and the Big Bend area of 
Texas, is the only other plant under cultivation as a commercial rubber source. In recent 
years, these and other species have attracted increasing attention, because of diminishing 
acreage of Hevea plantations, increasing demand for high quality rubber with specialty 
applications, and severe allergic response to the latex based products of the Hevea. Guayule 
has attracted increasing interest as a commercial alternative for hypoallergenic latex. In a 
number of Latin American countries, hybridization between Hevea benthamiana and Hevea 
brasiliensis has provided relatively SALB-free sources of rubber. The molecular mechanism 
of rubber biosynthesis in other plants (for example, in the fig tree Ficus carica) is being 
investigated with a view to developing alternative rubber crops [309, 501-508].  

Hevea brasiliensis and most of the other rubber-yielding species only grow within a well 
defined area of the tropical and sub-tropical countries, though there are also some rubber-
bearing species whose distributional range includes temperate areas (e.g., Taraxacum kok-
saghyz, native to the Soviet Middle Asia, i.e. Kazakhstan and Kyrgyzstan, and China, as well 
as other species of the family Compositae) [502, 509-512]. 

For statistical purpose, rubbery materials extracted from species other than Hevea 
Brasiliensis, including guayule (Parthenium argentatum) and gutta-percha (Palachium gutta), 
are conventionally referred to as "Natural Gums" [509-512]. 

The economic life period of rubber trees in plantations is around 32 years – 7 years of 
immature phase and about 25 years of productive phase. The soil requirement of the plant is 
generally well-drained weathered soil consisting of laterite, lateritic types, sedimentary types, 
non-lateritic red or alluvial soils [506]. The climatic conditions for optimum growth of rubber 
trees consist of (i) rainfall of around 250 cm evenly distributed without any marked dry 
season and with at least 100 rainy days per year; (ii) temperature range of about 20 to 34°C 
with a monthly mean of 25 to 28°C; (iii) high atmospheric humidity of around 80%; (iv) 
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bright sunshine amounting to about 2000 hours per year at the rate of 6 hours per day 
throughout the year, and (v) absence of strong winds. Many high-yielding clones have been 
developed for commercial planting. These clones yield more than 2 tons/ha/year of dry 
rubber, when grown under ideal conditions. 

The first use of rubber was by the Olmecs, who centuries later passed on the knowledge 
of natural latex from the Hevea tree in 1600 BC to the ancient Mayans. They boiled the 
harvested latex to make a ball for a sport [513-517]. 

 
Table 19. Selected rubber-yielding tree common name and species 

 
Common name   Scientific name   Distributional range  
Panama rubber 
tree  

 Castilla elastica 
Sessé  

America (Mexico; Central America; Western 
South America) widely naturalized in tropics  

West African 
rubber tree  

 Ficus vogelii (Miq.) 
Miq.  

Africa (Micronesia; Northeast Tropical Africa; 
East Tropical Africa; West-Central Tropical 
Africa; West Tropical Africa; South Tropical 
Africa; South Africa; Western Indian Ocean)  

Lagos silk rubber 
tree  

 Funtumia africana 
(Benth.) Stapf  

Africa (East Tropical Africa; West-Central 
Tropical Africa; West Tropical Africa; South 
Tropical Africa)  

Rubber tree   Hevea brasiliensis 
(Willd. ex Adr. 
Juss.) Muell. Arg.  

 SOUTHERN AMERICA (Brazil; Bolivia; 
Colombia ; Peru) also cultivated and 
naturalized elsewhere  

False rubber tree   Holarrhena 
floribunda (G. Don) 
Durand and Schinz  

 Africa (West-Central Tropical Africa; West 
Tropical Africa)  

   Funtumia elastica   Africa (Northeast Tropical Africa; East 
Tropical Africa; West-Central Tropical Africa; 
West Tropical Africa) also cultivated 
elsewhere  

Indian rubber 
plant  

 Ficus elastica   Asia-Tropical (India; China; Malaysia) widely 
cultivated elsewhere  

Guayule   Parthenium 
argentatum  

 Northern America (South-Central U.S.A.; 
Mexico)  

Russian   Taraxacum   Asia-Temperate  
Dandelion   koksahgyz   Former Soviet Union; China  

Source: UNCTAD secretariat (Links: USDA, NRCS. 2005. The Plants Database, Version 3.5. Data 
compiled from various sources by Mark W. Skinner. National Plant Data Center, Baton Rouge, LA 
70874-4490 USA). 
 

10.1.3. Production of Natural Rubber  
The supply of natural rubber hinges upon the interplay among several factors, including 

production capacity, underlying technological change, input and processing costs as well as 
price differential with synthetic rubber. By the early 1960s synthetic rubbers had overtaken 
natural rubber in volume. However, natural rubber production grew on average 3.4% a year 
during 1961-2005 (Rubber World Magazine: http://www.rubberworld.com/ 
RWmarket_report.asp?id=333).  
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largest consumers of rubber. The remaining is taken up by the general rubber goods (GRG) 
sector, which includes all products except tires and tubes. 

Other significant uses of rubber are door and window profiles, hoses, belts, matting, 
flooring and dampeners (anti-vibration mounts) for the automotive industry in what is known 
as the "under the bonnet" products. Gloves (medical, household and industrial) and toy 
balloons are also large consumers of rubber, although the type of rubber used is that of the 
concentrated latex. Significant tonnage of rubber is used as adhesives in many manufacturing 
industries and products, although the two most noticeable are the paper and the carpet 
industries (Figure 25). Rubber is also commonly used to make rubber bands and pencil 
erasers. Many aircraft tires and inner tubes are still made of natural rubber due to the high 
cost of certification for aircraft use of synthetic replacements. 

 

 

Figure 25. Uses of Natural rubber in different life sectors. 

Additionally, rubber produced as a fiber sometimes called elastic, has significant value 
for use in the textile industry because of its excellent elongation and recovery properties. For 
these purposes, manufactured rubber fiber is made as either an extruded round fiber or 
rectangular fibers that are cut into strips from extruded film. Because of its low dye 
acceptance, feel and appearance, the rubber fiber is either covered by yarn of another fiber or 
directly woven with other yarns into the fabric. For example, in the early 1900s, rubber yarns 
were used in foundation garments. While rubber is still used in textile manufacturing, its low 
tenacity limits its use in lightweight garments because latex lacks resistance to oxidizing 
agents and is damaged by aging, sunlight, oil, and perspiration. Seeking a way to address 
these shortcomings, the textile industry has turned to Neoprene (polymer form of 
Chloroprene) (Figure 26), a type of synthetic rubber as well as another more commonly used 
elastomer fiber, spandex (also known as elastane), because of their superiority to rubber in 
both strength and durability. 

 

 

Figure 26. Structure of neoprene rubber (polymer form of Chloroprene). 
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Figure 26), and isobutylene (methylpropene) with a small percentage of isoprene for cross-
linking (Figure 29). These and other monomers can be mixed in various desirable proportions 
to be copolymerized for a wide range of physical, mechanical, and chemical properties. The 
monomers can be produced pure and the addition of impurities or additives can be controlled 
by design to give optimal properties. Polymerization of pure monomers can be better 
controlled to give a desired proportion of cis and trans double bonds. 

Bouchardt, in 1879, created one form of synthetic rubber, producing a polymer of 
isoprene in a laboratory. The expanded use of motor vehicles, and particularly motor vehicle 
tires, starting in the 1890s, created increased demand for rubber. A team headed by Fritz 
Hofmann, in 1909, working at the Bayer laboratory in Elberfeld, Germany, also succeeded in 
polymerizing methyl isoprene, the first synthetic rubber [520, 521]. Scientists in England and 
Germany developed alternative methods for creating isoprene polymers from 1910–1912.  

In 1910, the Russian scientist Sergei Vasiljevich Lebedev created the first rubber polymer 
synthesized from butadiene, which form of synthetic rubber provided the basis for the first 
large-scale commercial production, which occurred during First World War as a result of 
shortages of natural rubber. This early form of synthetic rubber was again replaced with 
natural rubber after the war ended, but investigations of synthetic rubber continued. Russian 
American Ivan Ostromislensky did significant early research on synthetic rubber and a couple 
of monomers in the earlier 1900s. Political problems that resulted from great fluctuations in 
the cost of natural rubber led to the enactment of the Stevenson Act in 1921. This act 
essentially created a cartel which supported rubber prices by regulating production, but 
insufficient supply, especially due to wartime shortages, also led to a search for alternative 
forms of synthetic rubber. By 1925 the price of natural rubber had increased to the point that 
many companies were exploring methods of producing synthetic rubber to compete with 
natural rubber.  

 

 

Figure 29. Chemical structure of some synthetic rubber. 

In the United States, the investigation focused on different materials than in Europe, 
building on the early laboratory work of Nieuwland. Studies published in 1930 written 
independently by Lebedev, the American Wallace Carothers and the German scientist 
Hermann Staudinger led in 1931 to one of the first successful synthetic rubbers, known as 
neoprene (Figure 26), which was developed at DuPont under the direction of E.K. Bolton 
[129]. Neoprene is highly resistant to heat and chemicals such as oil and gasoline, and is used 
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in fuel hoses and as an insulating material in machinery. The company Thiokol applied their 
name to a competing type of rubber based on ethylene dichloride which was commercially 
available in 1930. In 1935, German chemists synthesized the first of a series of synthetic 
rubbers known as Buna rubbers. These were copolymers, meaning the polymers were made 
up from two monomers in alternating sequence. The rubber designated GRS (Government 
Rubber Styrene), a copolymer of butadiene and styrene, was the basis for U.S. synthetic 
rubber production during Second World War. It still represents about half of total world 
production. Other brands included Koroseal, which Waldo Semon developed in 1935, and 
Sovprene, which Russian researchers created in 1940 [522]. 

Waldo Semon scientist of B.F. Goodrich Company was developed a new and cheaper 
version of synthetic rubber known as Ameripol in 1940, which made synthetic rubber 
production much more cost effective, helping to meet the country's needs during Second 
World War. By 1944, a total of 50 factories were manufacturing it, pouring out a volume of 
the material twice that of the world's natural rubber production before the beginning of the 
war [523-525]. Table 20 reports different synthetic rubbers and their common names and ISO 
standard code. 

 
Table 20. Common synthetic rubbers 

 
Technical Name  Common Names   ISO Standard 

Code  
Acrylonitrile Butadiene  NBR, Nitrile rubber, Perbunan, Buna-N   NBR  
Acrylonitrile Butadiene Carboxy 
Monomer  

XNBR, Carboxylated Nitrile   XNBR  

Bromo Isobutylene Isoprene  Bromobutyl   BIIR  
Chloro Isobutylene Isoprene  Chlorobutyl, Butyl   CIIR  
Chlorosulphonated Polyethylene  Hypalon   CSM  
Epichlorohydrin  ECO, Epichlorohydrin, Epichlore, 

Epichloridrine, Herclor, Hydrin  
 ECO  

Ethylene Propylene  Ethylene Propylene   EP  
Ethylene Propylene Diene 
Monomer  

EPDM, Nordel   EPDM  

Fluoronated Hydrocarbon  Viton, Kalrez, Fluorel, Chemraz   FKM  
Fluoro Silicone  FVQM   FVQM  
Hydrogenated Nitrile Butadiene  HNBR   HNBR  
Isobutylene Isoprene Butyl  Butyl   IIR  
Methyl Vinyl Silicone  Silicone Rubber   MVQ  
Polybutadiene  Buna CB   BR  
Polychloroprene  Chloroprene, Neoprene   CR  
Polyisoprene  (Synthetic) Natural Rubber   IR  
Polysiloxane  Silicone Rubber   SI  
Polyurethane  PU, Polyurethane   PU  
Styrene Butadiene  SBR, Buna-S, GRS, Buna VSL, Buna SE   SBR  
Styrene Ethylene/Butylene Styrene  SEBS Rubber   SEBS  

 
Synthetic rubbers overtook natural rubber in production and consumption volume since 

the 1960s. Growth in natural rubber usage has been stronger than that of synthetic rubber for 
1998-2005 (a growth rate of 4% -annual average- as compared to 3% for SR). Sharply rising 
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oil prices, which may add significantly to the costs of major synthetic rubbers producers, and 
developments in natural rubber pricing relative to synthetic rubbers (the relative natural 
rubber/ synthetic rubbers % price ratio rose from around 80% to 120% between the start and 
finish of 2005) have intensified the debate surrounding possibilities for substitution.. 

In China (the largest single consumer of natural rubber), synthetic rubber consumption 
increased at an estimated 14% a year over 1998-2005 to reach 2.6 million tons by 2005 (up 
from 1 million tons in 1998). 

 
 

11. CORK 
 
Cork is natural material - not fibers - have been used by mankind over the millennia. 

Cork is harvested from cork oaks (quercus suber, which is endemic to southwest Europe and 
northwest Africa) by stripping their bark, boiling it, and scraping off the outer layer [526-
533]. The cork oak is native to the Mediterranean area and is cultivated in Italy, Spain, and 
Portugal, as well as India [534-539]. The cork oaks trees need to be at least 20 years old but 
can be stripped again at 8–10-year intervals [540-544].  

 
 

11.1. Uses of Cork 
 
The Romans as early as 400 B.C. was utilized Cork for sandals, float anchors, and fishing 

nets. Cork is composed of suberin, a hydrophobic substance, and because of its 
impermeability, buoyancy, elasticity, and fire resistance, it is used in a variety of products; in 
the 17th century, cork was used for production of bottle stoppers. Today, cork is used for heat-
and-sound insulation, gasket seals, buoys, household goods and linoleum that prepared by 
mixing cork powder with linseed oil and spreading it over burlap. Cork stoppers represent 
about 60% of all cork based production. Granules of cork can also be mixed into concrete. 
The composites made by mixing cork granules and cement have lower thermal conductivity, 
lower density and good energy absorption [545-547]. Some of the property ranges of the 
composites are density (400–1500 kg/m3), compressive strength (1–26 MPa) and flexural 
strength (0.5–4.0 MPa) [526, 548-550]. Figure 30 shows the untreated cork panel. 

 

 

Figure 30. Untreated cork panel. 
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cell layers and the mesohyl in the process. All sponges are sessile aquatic animals and, 
although there are freshwater species, the great majorities are marine (salt water) species, 
ranging from tidal zones to depths exceeding 8,800 m [553, 554].  

A few species of sponge that live in food-poor environments have become carnivores that 
prey mainly on small crustaceans. While most of the known species (approximately 10,000 
species) feed on bacteria and other food particles in the water, some host photosynthesizing 
micro-organisms as endosymbionts and these alliances often produce more food and oxygen 
than they consume [553, 554].  

Most sponge species use sexual reproduction, releasing sperm cells into the water and 
meeting ova that in species are release and others are retained the "mother". The fertilized 
eggs form larvae which swim off in search of places to settle. Sponges are known for 
regenerating from fragments that are broken off, although this only works if the fragments 
include the right types of cells. A few species reproduce by budding. When conditions 
deteriorate, for example as temperatures drop, many freshwater species and a few marine 
ones produce survival pods "gemmules" of unspecialized cells that remain dormant until 
conditions improve and then either form completely new sponges or re-colonize the skeletons 
of their parents. 

The mesohyl functions as an endoskeleton in most sponges, and is the only skeleton in 
soft sponges that encrust hard surfaces such as rocks. More commonly the mesohyl is 
stiffened by mineral spicules, by spongin fibers or both. Demosponges use spongin, and in 
many species silica spicules and in some species calcium carbonate exoskeletons. 
Demosponges constitute about 90% of all known sponge species, including all freshwater 
ones, and have the widest range of habitats. Calcareous sponges, which have calcium 
carbonate spicules and in some species calcium carbonate exoskeletons are restricted to 
relatively shallow marine waters where production of calcium carbonate is easiest. The fragile 
glass sponges, with "scaffolding" of silica spicules, are restricted to Polar Regions and the 
ocean depths where predators are rare. Fossils of all of these types have been found in rocks 
dated from 580 million years ago. In addition Archaeocyathids, whose fossils are common in 
rocks from 530 to 490 million years ago, are now regarded as a type of sponge [553, 554]. 

It is generally thought that the sponge's closest single-celled relatives are 
choanoflagellates, which strongly resemble the cells that sponges use to drive their water flow 
systems and capture most of their food. It is also generally agreed that sponges do not form a 
monophyletic group, in other words do not include all and only the descendants of a common 
ancestor, because it is thought that Eumetazoa (more complex animals) are descendants of a 
sub-group of sponges. However it is uncertain which group of sponges is closest to 
Eumetazoa, as both calcareous sponges and a sub-group of demosponges called 
Homoscleromorpha have been nominated by different researchers. In addition a study in 2008 
suggested that the earliest animals may have been similar to modern comb jellies.  

The few species of demosponge that have entirely soft fibrous skeletons with no hard 
elements have been used by humans over thousands of years for several purposes, including 
as padding and as cleaning tools. However by the 1950s these had been over-fished so heavily 
that the industry almost collapsed, and most sponge-like materials are now synthetic. Sponges 
and their microscopic endosymbionts are now being researched as possible sources of 
medicines for treating a wide range of diseases [553, 554].  

Sponges are removed by skin divers from tidal levels to depths of about 70 meters, 
particularly in the Eastern Mediterranean area and on the West coast of Florida [555].  
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12.1. Uses of Sponge 
 
The ancient Greeks and Romans have been utilized sponges for applying paint, as mops, 

and as substitutes for drinking vessels. The calcium carbonate or silica spicules of most 
sponge genera make them too rough for most uses, but two genera, Hippospongia and 
Spongia, have soft, entirely fibrous skeletons. 

Early Europeans used soft sponges for many purposes, including padding for helmets, 
portable drinking utensils and municipal water filters. Until the invention of synthetic 
sponges, they were used as cleaning tools, applicators for paints and ceramic glazes and 
discreet contraceptives. However by the mid-20th century, over-fishing brought both the 
animals and the industry close to extinction [556]. Many objects with sponge-like textures are 
now made of substances not derived from poriferans. Synthetic sponges include personal and 
household cleaning tools, breast implants [557], and contraceptive sponges [558]. Typical 
materials used are cellulose foam, polyurethane foam, and less frequently, silicone foam. The 
luffa "sponge", also spelled loofah, which is commonly sold for use in the kitchen or the 
shower, is not derived from an animal but from the fibrous "skeleton" of a gourd 
(Cucurbitaceae) [559]. 

A report in 1997 described use of sponges as a tool by bottlenose dolphins in Shark Bay. 
A dolphin will attach a marine sponge to its rostrum, which is presumably then used to 
protect it when searching for food in the sandy sea bottom [560]. The behavior, known as 
sponging, has only been observed in this bay, and is almost exclusively shown by females. A 
study in 2005 concluded that mothers teach the behavior to their daughters, and that all the 
sponge-users are closely related, suggesting that it is a fairly recent innovation [561].  

In the Middle Ages, burned sponges were used as medicine. Sponges have medicinal 
potential due to the presence in sponges themselves or their microbial symbionts of chemicals 
that may be used to control viruses, bacteria, tumors and fungi [562564]. 

 
 

13. ASBESTOS 
 
The term "asbestos" has been given to six naturally occurring mineral fibers that have 

been used for commercial purposes. Asbestos [Asbestos (Greek) = indestructible] is the major 
member of the natural mineral fibers group of about 30 crystalline magnesium silicates 
(MgSiO3) (Figure 32). Asbestos can be found in hundreds of countries on just about every 
continent. These fibers belong to two separate mineral groups, known as serpentine (usually 
of a curly form, contains only one asbesti-form variety, referred to as chrysotile) and 
amphibole (it is straight and needle-like, contains five asbesti-form varieties: anthophyllite, 
grunerite (amosite), riebeckite (crocidolite), tremolite, and actinolite) [565-567].  

Asbestos has been commonly used in a variety of building construction materials for 
insulation, high electrical resistance and as a fire-retardant. Because of its fiber strength and 
heat resistant properties, asbestos has been used for a wide range of manufactured goods, 
mostly in building materials (roofing shingles, ceiling and floor tiles, paper products, and 
asbestos cement products), friction products (automobile clutch, brake, and transmission 
parts), heat-resistant fabrics, packaging, gaskets, and coatings. The fire-resistant property of 
asbestos was known to the Greeks as was documented during the first century A.D. by a 
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Roman historian. Also, Marco Polo reported that the Chinese knew about asbestos in the 
thirteenth century A.D.  

 

 

Figure 32. Asbestos. 

The mineral's innate resistance to heat, fire and conduct electricity is what has made 
asbestos so important in both industrial and domestic products. The asbestos fibers are fine, 
flexible and can be spun into thread and woven into cloth that is flame-proof, difficult to tear, 
and carries excellent insulation properties. It is virtually indestructible by heat, salt water, 
corrosive chemicals (especially alkalies), and any chemical or biological process. The fibers 
mix well into other materials, such as asphalt or cement, and make such products stronger, 
more flexible, and fire-retardant. They do not dissolve or evaporate with water, which makes 
the light fibers easy to mix [565]. 

There are six recognized asbestos minerals, which are considered silicates include: 
 
I. Chrysotile - (Also known as white or green asbestos, from the Greek word meaning 

"fine, silky hair") Appears as curly, whitish fibers and constitutes 95% of the world 
production. Scientists believe this to be the least toxic of all asbestos forms. 
Chrysotile is mined throughout the world, but most of the United State's chrysotile 
supply comes from Canada, Africa, and former USSR.  

II. Crocidolite - (Also known as riebeckite or blue asbestos) Composed of straight 
fibers, most crocidolite comes from southern Africa and Australia. It is believed to 
be the most toxic form of all asbestos minerals. 

III. Amosite - (Also known as cummingtonite-grunerite or brown asbestos) The trade 
name "amosite" is an acronym for Asbestos Mines of South Africa, after the Amosa 
mines. Amosite is also straight in shape, but brittle in structure and excellent for use 
in heat insulation. 

IV. Anthophyllite - This form of asbestos is brittle, white, and contains various forms of 
iron. It has been found to have excellent resistance to chemicals and heat. 
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V. Tremolite - In rough form, tremolite appears white and chalky. Tremolite can also be 
naturally found in other mineral forms aside from asbesti-form. It has been the major 
ingredient in industrial and commercial talc. 

VI. Actinolite – It typically prismatic, flat in structure, and elongated. Actinolite also 
comes in forms other than asbesti-form and has poor resistance to chemicals. 

 
The last five amphibole (which translates to "ambiguous" in Greek) types have a slightly 

more complex crystal structure than chrysotile and are not used as extensively in commercial 
products as chrysotile. Due to their structure, amphiboles tend to stay in the lungs longer than 
chrysotile and are more likely to cause illness because of this factor. Some hypothesize very 
small contaminations of amphibole fibers within chrysotile are most to blame for cancer 
deaths caused by asbestos exposure. 

Now, Asbestos is no longer utilized for general applications because of its health hazards 
to the lungs [565, 568-572]. Worldwide, 60 countries (including those in the European 
Union) have banned the use of asbestos, in whole or in part. The problem with asbestos arises 
when the fibers become airborne and are inhaled. Because of the size of the fibers, the lungs 
cannot expel them. They are also sharp and penetrate tissues. Health problems attributed to 
asbestos include the following:  

 
I. Asbestosis - A lung disease first found in textile workers, asbestosis is a scarring of 

the lung tissue from an acid produced by the body's attempt to dissolve the fibers. 
The scarring may eventually become so severe that the lungs can no longer function. 
The latency period (meaning the time it takes for the disease to develop) is often 10–
20 years. 

II. Mesothelioma - A cancer of the mesothelial lining of the lungs and the chest cavity, 
the peritoneum (abdominal cavity) or the pericardium (a sac surrounding the heart). 
Unlike lung cancer, mesothelioma has no association with smoking. The only 
established causal factor is exposure to asbestos or similar fibers. The latency period 
for mesothelioma may be 20–50 years. The prognosis for mesothelioma is grim, with 
most patients dying within 12 months of diagnosis [573]. 

III. Cancer - Cancer of the lung, gastrointestinal tract, kidney and larynx have been 
linked to asbestos. The latency period for cancer is often 15–30 years [574]. 

IV. Diffuse pleural thickening and also asbestos exposure increases the risk of 
gastrointestinal, colorectal, throat, kidney, esophageal, and gallbladder cancer. Those 
who suspect they may have been exposed to asbestos should speak with a doctor to 
be medically assessed for asbestos exposure. 

 
 

14. NYLON 
 
Nylon is a synthetic polymer made of repeating units linked by amide bonds and is 

frequently referred to as polyamide has thermoplastic silky properties. It was first produced 
on February 28, 1935 at the DuPont Experimental Station. It was followed the manufactured 
of rayon and it can be created from coal or oil. These new products challenged the monopoly 
of natural fibers for textile and industrial uses [1, 129]. 
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dicarboxylic acids with polyamines having three or more amino groups. A molecule of water 
is given off and the nylon is formed. Its properties are determined by the R and R' groups in 
the monomers. In nylon 6,6, R = 4 C and R' = 6 C alkanes, but one also has to include the two 
carboxyl carbons in the diacid to get the number it donates to the chain. In Kevlar, both R and 
R' are benzene rings (Figure 33). 

 
 

15. PLASTICS 
 
A plastic material is any of a wide range of synthetic or semi-synthetic organic solids 

used in the manufacture of industrial products. Plastics are typically polymers of high 
molecular mass, and may contain other substances to improve performance and/or reduce 
costs. Monomers of plastic are either natural or synthetic organic compounds [1]. 

There are two types of plastics: thermoplastics and thermosetting polymers [580-584]. 
Thermoplastics are the plastics that don't undergo chemical change in their composition when 
heated and can be molded again and again; examples are polyethylene, polystyrene, polyvinyl 
chloride and polytetrafluoroethylene. Thermosets can melt and take shape once; after they 
have solidified, they stay solid (Table 21). 

In 1846, plastics start by Professor Schönbein, a German chemist who taught at the 
University of Basel (Switzerland), when he spilled an aggressive mixture of sulfuric acid and 
nitric acid in his wife’s kitchen for quick mopped it up. His wife’s cotton apron contacted 
with these two strong acids was immediately rinsed the apron in running water and hung it up 
to dry near the stove. Soon afterwards the cotton apron ignited and burned to dust, which was 
the birth of smokeless gun cotton and more importantly, it was the birth of man-made 
plastics. A transformation took place to convert relatively inert cellulose into reactive 
cellulose nitrate. Specifically, a new compound was formed in which some of the hydroxyl 
groups (-OH) of the cellulose polymer converted into oxygen nitrate groups (-O-NO2), 
whereby the sulfuric acid served as a catalyst. In short, Schönbein’s discovery opened the 
door to a completely new world, namely, that of synthetic (or semi-synthetic) polymeric 
materials called plastics [1, 585, 586]. 

Interestingly enough, some important differences between various cellulose nitrates are 
existed. Completely nitrated cellulose is explosive modification form and is called trinitrate 
of cellulose. On the other hand, the lesser nitrated (dinitrate, which contains many residual 
hydrogen bonds), is no longer explosive, but still highly flammable. The flammability can be 
reduced by decreasing the nitrate number via denitrification using sodium bisulfate or other 
substances [1, 586, 587]. 

Cellulose nitrate, in contrast to cellulose, can be dissolved in a number of organic liquids 
such as in 1:1 mixture of ether and alcohol. Moreover, nitrocellulose is pliable at elevated 
temperatures and thus can be molded into objects that retain their form and are hard after 
cooling. Nitrocellulose is called a thermoplastic [Thermos (Greek) = warm; plasticos (Greek) 
= to shape, to form] material because it can be reshaped as often as desired by renewed 
heating. For this reason, the applications have been manifold, for example, artificial silk can 
be spun from cellulose nitrate solutions, which was accomplished in 1884 by the French 
Count de Chardonnet. Somewhat before that time, i.e., in 1879, J.W. Swan experimented with 
filaments for electric light bulbs made of artificial silk. The early movie industry would not 
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have been possible without thin cellulose nitrate layers, called films, on which a light-
sensitive emulsion was cast. However, because of their flammability, cellulose nitrate films 
now have been replaced by other substances [588-590].  

In 1863, the New England firm of Phelan and Collander, which manufactured billiard 
balls made of ivory, became concerned about the ever increasing slaughter of elephants 
whose tusks provided the raw material for their products. Their demand was in direct 
competition with that of other companies which utilized ivory for jewelry, piano keys, 
ornaments, and knife handles. In the 1860s, about 100,000 elephants per year had to give their 
lives by a large number of hunters to satisfy the demand of the world’s ivory industry. No 
wonder that the above-mentioned manufacturers were worried about a possible extinction of 
the elephant raw material and they offered $10,000 (in gold) handsome price to the person 
who would be able to produce a suitable synthetic substitute. The American journeyman 
printer John Hyatt found that collodion (a solution of nitrocellulose in ether and alcohol, 
which printers use to coat their fingertips to keep them from getting scorched by hot lead) 
when spilled out and had turned into a tough, flexible, solid layer. This gave Hyatt the idea to 
try collodion as a material for billiard balls making, but there was one big drawback of these 
billiard balls: each time they collided with force; they exploded and caused every man in a 
saloon to pull his gun. Experimental done by Hyatt led to add some of camphor compound 
(obtained from tree) to nitrocellulose to decrease its degree of nitrification that resulted in a 
thermoplastic material, originally called artificial ivory but later named celluloid. Billiard 
balls made of celluloid was found to be somewhat too brittle, while other products made from 
celluloid such as combs, ping-pong balls, films, photographic and dental plates were quite 
successful. The only shortfall of celluloid is still inflames quite readily [1, 586]. 

Cellulose nitrate, celluloid, and galalith [Gala (Greek) = milk; lithos (Greek) = stone. A 
product developed by Krische and Spitteler of Germany in 1897 from milk casein, kaolin, and 
Formaldehyde] are made of natural materials that are chemically converted into new 
compounds. These products showed no creation of new polymer but a modification of natural 
polymers is performed and therefore it classified as semi-synthetics [1, 586]. 

On the other hand, Amero-Belgian L.H. Baekeland in 1906 invented a fully synthetic 
organic polymer (resin) was made of various phenols (C6H5OH) by heating with 
formaldehyde (CH2O) under pressure that yielded an insoluble and hard plastic. Bakelite, as it 
was called, is inert against solvents and is a good electrical and heat insulator. Bakelite and 
other phenolic resins are retained their shape upon heating and are therefore called thermosets 
such as epoxies, polyesters, and phenolic resins. Consequently, they have a good dimensional 
stability. The third category of plastics is called elastomers. Natural rubber and vulcanized 
rubber are belonging to this family of materials. Table 21 reported some of the common and 
special purpose plastics and their uses. Also there are many other types of plastics such as 
conductive polymer, corn construction, Molding (process: flexible mold and injection 
molding), films, light activated resin, nurdle, organic light emitting diode, plastics 
engineering, plastics extrusion, plasticulture, progressive bag alliance, roll-to-roll processing, 
self-healing plastic, thermoforming, timeline of materials technology [1, 586]. 

The biggest threat to the conventional plastics industry is most likely to be environmental 
concerns, including the release of toxic pollutants, greenhouse gas, litter, biodegradable and 
non-biodegradable landfill impact as a result of the production and disposal of petroleum and 
petroleum-based plastics. Of particular concern has been the recent accumulation of 
enormous quantities of plastic trash in ocean gyres [591-595]. For decades one of the great 
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appeals of plastics has been their low price. Yet in recent years the cost of plastics has been 
rising dramatically. A major cause is the sharply rising cost of petroleum, the raw material 
that is chemically altered to form commercial plastics. With some observers suggesting that 
future oil reserves are uncertain, the price of petroleum may increase further. Therefore, 
alternatives are being sought. Oil shale and tar oil are alternatives for plastic production but 
are expensive. Companies and research organizations around the world are experimenting 
with plant-based plastics in a bid to lower carbon dioxide emissions and reduce the use of 
petroleum as oil stocks decline. Now researchers led by chemical engineer James Dumesic at 
the University of Wisconsin, Madison, have developed an efficient way to convert fructose 
into a polymer precursor [596].  

 
Table 21. Common and special purpose plastics their uses 

 
Plastic Name Acronym Uses 
Polyester  PES Fibers, textiles. 
Polyethylene 
terephthalate  

PET Carbonated drinks bottles, peanut butter jars, plastic film, 
microwavable packaging. 

Polyethylene  PE Wide range of inexpensive uses including supermarket 
bags, plastic bottles. 

High-density 
polyethylene  

HDPE Detergent bottles and milk jugs. 

Polyvinyl chloride  PVC Plumbing pipes and guttering, shower curtains, window 
frames, flooring. 

Polyvinylidene chloride  PVDC 
(Saran) 

Food packaging. 

Low-density 
polyethylene  

LDPE Outdoor furniture, siding, floor tiles, shower curtains, 
clamshell packaging. 

Polypropylene  
 

PP Bottle caps, drinking straws, yogurt containers, appliances, 
car fenders (bumpers), plastic pressure pipe systems. 

Polystyrene  PS Packaging foam/"peanuts", food containers, plastic 
tableware, disposable cups, plates, cutlery, CD and cassette 
boxes. 

High impact polystyrene  HIPS Refrigerator liners, food packaging, and vending cups. 
Polyamides  
 

PA 
(Nylons)  

Fibers, toothbrush bristles, fishing line, under-the-hood car 
engine moldings. 

Acrylonitrile butadiene 
styrene  

ABS Electronic equipment cases (e.g., computer monitors, 
printers, keyboards), drainage pipe. 

Polycarbonate  PC Compact discs, eyeglasses, riot shields, security windows, 
traffic lights, lenses. 

Polycarbonate/Acrylonit
rile Butadiene Styrene  

PC/ABS A blend of PC and ABS that creates a stronger plastic. Used 
in car interior and exterior parts, and mobile phone bodies. 

Polyurethanes PU Cushioning foams, thermal insulation foams, surface 
coatings, printing rollers (Currently 6th or 7th most 
commonly used plastic material, for instance the most 
commonly used plastic found in cars). 

Melamine formaldehyde  
 

MF One of the aminoplasts, and used as a multi-colorable 
alternative to phenolics, for instance in moldings (e.g., 
break-resistance alternatives to ceramic cups, plates and 
bowls for children) and the decorated top surface layer of 
the paper laminates (e.g., Formica). 
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Table 21. Continued 
 

Plastic Name Acronym Uses 
Plastarch material 
 

PM Biodegradable and heat resistant, thermoplastic composed 
of modified corn starch. 

Phenolics or phenol 
formaldehydes  
 

PF High modulus, relatively heat resistant, and excellent fire 
resistant polymer. Used for insulating parts in electrical 
fixtures, paper laminated products (e.g., Formica), 
thermally insulation foams. It is a thermosetting plastic, 
with the familiar trade name Bakelite, that can be molded 
by heat and pressure when mixed with a filler-like wood 
flour or can be cast in its unfilled liquid form or cast as 
foam (e.g., Oasis). Problems include the probability of 
moldings naturally being dark colors (red, green, brown), 
and as thermoset it is difficult to recycle. 

Polyetheretherketone  
 

PEEK Strong, chemical- and heat-resistant thermoplastic, 
biocompatibility allows for use in medical implant 
applications, aerospace moldings. One of the most 
expensive commercial polymers. 

Polyetherimide  
 

PEI 
(Ultem) 

A high temperature, chemically stable polymer that does 
not crystallize. 

Polylactic acid  
 

PLA A biodegradable, thermoplastic found converted into a 
variety of aliphatic polyesters derived from lactic acid 
which in turn can be made by fermentation of various 
agricultural products such as corn starch, once made from 
dairy products. 

Polymethyl methacrylate  PMMA Contact lenses, glazing (best known in this form by its 
various trade names around the world; e.g., Perspex, 
Oroglas, Plexiglas), aglets, fluorescent light diffusers, rear 
light covers for vehicles. It forms the basis of artistic and 
commercial acrylic paints when suspended in water with the 
use of other agents. 

Polytetrafluoroethylene  
 

PTFE Heat-resistant, low-friction coatings, used in things like 
non-stick surfaces for frying pans, plumber's tape and water 
slides. It is more commonly known as Teflon. 

Urea-formaldehyde  
 

UF One of the aminoplasts and used as a multi-colorable 
alternative to phenolics. Used as a wood adhesive (for 
plywood, chipboard, hardboard) and electrical switch 
housings. 

(http://dwb.unl.edu/Teacher/NSF/C06/C06Links/qlink.queensu.ca/~6jrt/chem210/Page3.html). 
 
 

15.1. Biodegradable Plastics 
 
Research has been done on biodegradable plastics that break down with exposure to 

sunlight (e.g., ultraviolet radiation), water or dampness, bacteria, enzymes, wind abrasion and 
some instances rodent pest or insect attack are also included as forms of biodegradation or 
environmental degradation [597-600]. It is clear some of these modes of degradation will only 
work if the plastic is exposed at the surface, while other modes will only be effective if 
certain conditions exist in landfill or composting systems. Starch powder has been mixed with 
plastic as a filler to allow it to degrade more easily, but it still does not lead to complete 
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breakdown of the plastic. Some researchers have actually genetically engineered bacteria that 
synthesize a completely biodegradable plastic, but this material, such as Biopol, is expensive 
at present. The German chemical company BASF makes Ecoflex, fully biodegradable 
polyester for food packaging applications [601].  

Oxo-biodegradable (OBD) plastic is polyolefin plastic to which has been added very 
small (catalytic) amounts of metal salts [602-604]. As long as the plastic has access to oxygen 
(as in a littered state), these additives catalyze the natural degradation process to speed it up 
so that the OBD plastic will degrade when subject to environmental conditions. Once 
degraded to a small enough particle they can interact with biological processes to produce to 
water, carbon dioxide and biomass. The process is shortened from hundreds of years to 
months for degradation and thereafter biodegradation depends on the micro-organisms in the 
environment. Typically this process is not fast enough to meet Standard Specification for 
Compostable Plastics (ASTM D6400) standards for definition as compostable plastics [605]. 
The ASTM D6400 standard requires 60% biodegradation within 180 days. This requirement 
is similar to the requirements of ISO 14855 and DIN V49000, but differs from the stricter EN 
13432 standards, which requires 90% biodegradation in that time. The ASTM D6400 
standard provides two separate definitions:  

(i) Biodegradable Plastic: the degradation results from the action of naturally occurring 
microorganisms such as bacteria, fungi and algae. (ii) Compostable Plastic: a plastic that 
undergoes degradation by biological processes during composting to yield CO2, water, 
inorganic compounds and biomass at a rate consistent with other compostable materials and 
leaves no visible, distinguishable or toxic residue [606, 607].  

 
 

15.2. Polymerization 
 
Eduard Simon, in 1839, found that when he heated an organic liquid called styrene, 

obtained from an Asian tree having the botanical name Liquambar orientalis and whose sap 
was used 3000 years ago by Egyptians for embalming bodies, to 200°C did not yield a gas as 
observed for other substances known at that time, but instead produced a gelatinous solid. The 
analysis by Blyth and Hofman six years later revealed that the chemical composition of the 
liquid and the solid form of styrene were identical, that is, styrene and metastyrene [meta 
(Greek) = after, between] both had a ratio of 8 carbon atoms to 8 hydrogen atoms. This 
disproved an earlier hypothesis which postulated that a reaction between styrene and oxygen 
may have taken place. Actually, what happened was that several styrene molecules (called 
styrene monomers) united via covalent bonds with other styrene molecules without changing 
the ratio of the atoms, which is called polymerization process [Poly (Greek) = many; meros 
(Greek) = part, particle.]. The chemical equation for this reaction is commonly written as 
Figure 34. 

Where n in Figure 34 is an integer and the lines between the carbon and hydrogen atoms 
symbolize, as usual, the covalent single (–) or double (=) bonds (Figure 35c) [1]. The reaction 
in Figure 34 essentially expresses that n individual styrene molecules combine to form a 
polymeric chain (called here a linear polymer) having n members called mers or repeat units. 
The wavy lines to the left and right of metastyrene (or polystyrene as it is called today) 
indicate a multiple continuation of the same repeat unit until eventually the chain is 
terminated by an end-group [608, 609]. 
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Figure 34. Polymerization process. 

The study of the shape of these polymers was vigorously debated during the end of the 
19th and the beginning of the 20th century’s, and in the early 1930s, Staudinger, (H. 
Staudinger, German chemistry professor, taught at the Technical University of Zürich, 
Switzerland. He received the Nobel Prize for Chemistry in 1953 for the above-mentioned 
work), reported that the polymer compounds involving essentially long chains and having 
occasionally side branches, or rings are generally accepted. The question then arises, how 
long are these “super-molecules”? This information can be obtained by knowing the molar 
mass (Formerly called “molecular weight”) of the polymeric chains. T. Svedberg, Swedish 
professor, made extensive studies during 1924–1927 utilizing viscosity measurements and 
particularly the ultracentrifuge eventually which led to the conclusion that molar masses of 
100,000 g/mol, for examples natural rubber, nitrocellulose, starch, etc., as well as, a specific 
deoxyribonucleic acid has a molar mass of 6.9 × 1013 g/mol. In other words, these molecules 
must have an enormous amount of repeat units. The word macromolecule [Macros (Greek) = 
big] is therefore appropriate name and macromolecules may have lengths of up to several 
meters but diameters that are merely in the nanometer range. Polymers solidify in amorphous 
or crystalline structures, or in a mixture of both. Randomly arranged macromolecules are 
amorphous or “glass like” and crystalline macromolecules are organized by folding of the 
chains back and forth. Actually, chain folding was discovered at a relatively late date, namely 
in 1957. Before that time, a coil-shaped macromolecule was the more preferred model [1, 
608, 609]. 

The graphic representation of polymers has several possibilities exist, among them; the 
three-dimensional model gives a vivid impression of the special arrangement of the atoms. 
For example, in Figure 35(a) a backbone of carbon atoms that twists and turns through space. 
Each carbon atom in the present case is additionally bonded to two hydrogen atoms. The 
angle between the bond axes is 109.5° [1].  

Two-dimensional representation is shown with the tacit understanding that the special 
arrangement has been neglected (Figures 35b and 35c]. In still other cases, a short-hand chain 
formula is used, as was presented in the reaction Figure 34. The important question is how 
single monomers can be induced to form polymers. The answer is: there is more than one 
method to do this, and the techniques in modern days have become increasingly complex [1]. 
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Another mechanism by which polymerization can be achieved is called condensation (or 
step-growth reaction). It involves more than one monomer species which react and combine. 
During the reaction, they release a by-product of low molar mass such as water or alcohol. 
This by-product is discarded. Condensation polymerization is used to make thermosetting 
polymers as well as thermoplastic polymers [580-584]. For example the formation of an ester 
by the reaction between ethylene glycol and adipic acid give water as the by-product (Figure 
37). Both of the monomers in the given example are bifunctional. Thus, condensation 
polymerization yields in the present case a linear polymeric chain. However, if trifunctional 
monomers are involved, cross-linking yields network polymers. These network polymers are 
referred to as thermosets as stated earlier. Examples for condensation polymers are the 
nylons, phenol-formaldehyde, the polycarbonates, and polyesters.  

 

 

Figure 37. Reaction between ethylene glycol and adipic acid.  

15.2.1. History of Polymer Science 
The beauty of polymer science is that its history is less than 200 years old, in contrast to 

the history of most other materials. Thus, it is quite possible today to follow from the 
literature how scientists and inventors slowly and painstakingly came to grips with the nature 
of synthetic and naturally occurring polymers. It took a substantial amount of time to transfer 
from the discovery of a polymer to its industrial production. Table 22 lists the history of 
polymer discoveries, applications, and inventors. Present-day researchers receive new 
technology from other scientists who live and work all over the world, in contrast to antiquity 
where developments often occurred locally with very little and time-delayed interaction 
between various scientists. A gap of information exchange occurred, however, during Second 
World War, at which time separate and secret developments took place in both camps. 
Attempts were made to bridge this gap by a group of American polymer specialists who 
swarmed all over Germany right after the war in order to find out what progress had been 
made over there. It is amazing to read a 550-page book entitled, German Plastics Practice 
which is based on “Quartermaster Reports” and which was published in 1946 under the 
auspices of the U.S. Department of Commerce. This document provides a detailed account of 
the accomplishments of that time, listing hitherto known polymer materials, know-how, 
production facilities, production figures, and the men and women who made it possible. 
Times have changed and current progress is now essentially available in the open literature 
[513, 610-613]. 
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Table 22. History of polymer discoveries, applications, and inventors 
 

Polymer  Discover
y  

Producti
on  

Typical applications   Inventor  

 Derivatives of Natural Polymers (Semi-Synthetics) 
 Vulcanized natural 
rubber  

 1839   1850   Tires, rain gear, shoes   Goodyear  

 Cellulose nitrate   1846   1869   Tool handles, frames for 
eyeglasses, films, gun 
cotton  

 Schönbein  

 Cellulose acetate   1865   1927   Photographic films, 
packaging, fibers, audio and 
video tapes  

  

 Celluloid   1869   1870   Combs, films, collars, ping-
pong balls  

 Hyatt  

 Nitrocellulose 
fiber  

 1884   1891   Artificial silk (rayon)   de Chardonnet  

 
Casein/formaldehy
de thermoset  

 1897   1904   Accessories  Krische and 
Spitteler  

         
 Cellophane   1908   1911   Packaging   

Brandenberger  
 Fully Synthetic Thermoplastics  
 Polyvinyl chloride   1838   1914   Shopping bags, window 

frames, floor tiles  
 Regnault  

 Polyvinylidene 
chloride  

 1838   1939   Packaging films    

 Polystyrene   1839   1930   Small containers, foam, 
toys  

 Simon, Blyth, 
Hofman  

 Polymethyl 
methacrylate  

 1880   1928   Lamp casings, advertising 
signs  

  

 Polyethylene   1932   1939   Garbage bags, milk bottles    
 Fully Synthetic Thermosets  
 Alkyd resins   1901   1926   Coatings   Röhm  
 
Phenol/formaldehy
de (Bakelite)  

 1906   1909   Electrical insulators   Baekeland  

 Synthetic Rubbers  
 Polyisoprene   1879   1955   Tires    
 Polybutadiene   1911   1929   Tires, gaskets    

 
 

15.3. Properties of Synthetic Polymers 
 
The properties and the structure of polymers are substantially interrelated. Figure 38 

schematically depicts the chain structures of the above mentioned three principal types of 
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polymers. Figure 38a represents the thermosetting polymers which composed of long 
molecular chains that are rigidly cross-linked and thus form a three-dimensional network and 
hence, they belong to the group of network polymers. Usually the cross-linked polymers have 
10 to 50% mer units. As a consequence, thermosetting polymers are strong to the extent of 
brittleness (Table 23). In some thermosetting polymers, such as the epoxy glues, the 
“hardener” irreversibly initiates the cross-linking in the resin, and therefore, cross-linked 
thermosets cannot be reshaped by heating. On the other hand, heating at high temperatures led 
to cross-links break and destruction of the cross-linked thermoset materials and therefore the 
recyclability of cross-linked thermosets is limited [1, 609]. 

Figure 38b shows that, the polymeric chains in thermoplastic materials are belonging to 
the group of linear polymers and not chemically interconnected and they are comparable to 
spaghetti in a bowl. Thermoplastics are held together by weak forces such as van der Waals 
forces and mechanical entanglement. At certain high temperatures, linear polymer 
thermoplastics are soft and ductile and they can be easily recycled by reheating and 
remolding them into a new product. In specific cases, some of the macromolecules are folded 
back and forth over small distances forming platelets or lamellae about 100 atomic layers 
thick and on the order of 10 µm in diameter, which depicts the folded chain model (Figures 
38b and 38d). The platelets represent crystallites due to the periodic arrangement of the 
chains. Several of these crystallites are stacked on top of each other and thus form 
multilayered structures. Crystallization of polymers from dilute solutions possesses such 
folded chain morphology within a single crystal. When the crystallites emerge from a melt, 
several lamellae or chain folded ribbons combine and form star-like three-dimensional 
structures which are called spherulites. The spaces between the crystalline areas are 
amorphous and these polymers type are therefore termed semicrystalline. Heavily crystallized 
polymers have an increased density and they are effectively resistant to chemical attack, as 
well as, they retain their mechanical properties even at elevated temperatures. However, not 
all thermoplastics have a crystalline structure [1]. 

Finally, elastomer polymers have a structure somewhat in between the cross-linked and 
linear polymer thermoplastics and thus, they are slightly, but not rigidly, cross-linked (Figure 
38c). Vulcanization at processing temperatures between 120 and 180°C, for example, 
produces cross-links containing sulfur atoms. Low sulfur content (~0.5%) causes the rubber 
to be soft and flexible (for example: rubber bands), whereas sulfur contents from 1 to 5% 
make the rubber stiffer and harder. This material is used to dampen vibrations of machines. 
Elastomers are generally amorphous and their molecular chains are substantially coiled, 
twisted, and kinked. Applying tensile force to elastomers causes the chains to straighten out, 
which results in an elongation of the material and a rather ordered state. However, once the 
stress on rubber is released, the chains instantly revert back into their former condition. The 
temperature of natural rubber rises during stretching due to crystallization [1]. 

 
 

15.4. Mechanical Properties of Polymers 
 
Understanding of the mechanical properties of polymers can be gained by inspecting their 

stress–strain diagrams. Their behavior is similar to that found in ceramics, refractory metals, 
diamond, etc. It is reported that, only little ductile behavior is encountered, the strength is 
high, and the elastic modulus is large (Table 23). This can be understood by knowing that 
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Generally, Tg is about two-thirds of Tm (where T is the absolute temperature), i.e., Tg/Tm is 
about 0.67. Characteristic melting temperatures for polymers are between 100 and 350°C, 
whereas glass transition temperatures range between –150 and +300°C. Some important 
polymers such as polyvinyl chloride and polystyrene have a Tg above room temperature. The 
degradation or decomposition temperature, Td, an additional characteristic temperature is 
often defined as the temperature that above it the polymer burns or chars [614-616, 619-621].  

 
 

15.5. Properties due to Production Procedures 
 
The polymers properties are affected by a large number of production procedures, for 

example, the strength of polymers can be increased by enhancing the molar mass, which may 
be accomplished by decreasing the amount of initiators. Further, the strength can be improved 
if the polymers are pre-deformed. This procedure leading to a highly oriented structure due to 
aligns the crystalline lamellaes in the direction of the tensile force. The defects in polymers 
properties have been reported [618, 622, 623]. 

 
 

15.6. Properties Enhancement by Additives 
 
The abrasion resistance and strength of polymers are often enhanced by adding fillers 

such as carbon black (for tires), sand, saw dust, talc, clay, or glass. The respective particles 
have sizes from 10 nm upward. The deterioration of some polymers that is caused by 
ultraviolet light or oxidation can be counteracted by addition of a stabilizer. Specifically, UV 
radiation on the polymers may produce enough energy to break some of its covalent bonds, 
which led to shortening its molecular chains. As a result, substantial cross-linking and, thus, 
embrittlement may take place. Plasticizers (liquids that possess a low vapor pressure and a 
small molar mass) are added to brittle polymers (such as polyvinylchloride) to increase the 
distances between chains and thus reduce Tg, which makes the polymer more pliable but also 
decreases its hardness and stiffness. When add flame retardants to polymers, it interferes with 
the combustion process by releasing a suffocating gas or by cooling the burning region 
through a chemical reaction. Addition of antistatic agents to the polymers is important 
because polymers are generally poor electrical conductors and therefore retain static 
electricity. Antistatic agents can attract moisture from the air, which may lead to increase the 
surface conductivity [609, 624]. 

The properties can also be altered by joining two or more different linear addition 
polymers, thus forming a so-called copolymer. Various types of copolymers are synthesized 
such as by alternating the sequence of the involved monomers either periodically or randomly 
or by grafting (adding side branches to the main chain). Copolymers usually have excellent 
combinations of toughness, rigidity, and strength. Finally, mixing elastomers with 
thermoplastics produces two-phase polymers. This improves the toughness by absorbing the 
impact of a sudden blow, and the possibilities for variations seem to be virtually unlimited. 
Controlling the synthesis of polymers, however, are still at a very primitive stage. A mixture 
of chain lengths with usually only one or two types of mers is currently produced. On the 
contrary, the human skin is composed of collagen, which has units containing about ten 
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different mers that are arranged in an exact order whereby each chain is exactly 1056 mers 
long. 

Some polymers have quite interesting and commercially exploitable electrical, optical, 
and thermal properties, for examples, lenses for cameras, conducting polymers, 
superconductors, magnetic films, light-emitting polymers, and applications in the computer-
chip industry. 

 
 

16. COMPOSITE SUBSTANCES 
 
Composites are solid materials that are produced by structurally joining two or more 

substances to obtain new properties that should not be acquired by any of the original 
materials alone. The origins of composite materials, in the widest definition of this term, 
occurred long before recorded history and may be traced through examples of clay reinforced 
with wood and other natural fibers, the papier mâché of the ancient Egyptians and numerous 
combinations of wood with leather or metal. As examples the insertion of straw fibers into 
clay bricks (ancient Egypt) and concrete without iron-rod reinforcements [625-627]. Also, 
wood is a naturally occurring composite that consists of elongated plant cells (cellulose) that 
are jointed together by soft lignin. The technology behind some of these materials and their 
applications was no less ingenious than that for today's high performance structural 
composites, the origins of which can be pin-pointed with accuracy to the concepts and work 
of N.A. de Bruyne and J.E. Gordon in the late 1930s [131, 628]. 

Recently, synthetic composite materials have seen good upswing in development and 
application due to improved their strength and stiffness, which are caused by the strong ionic 
and covalent bonds of the involved fibers and their lack of flaws that, if present, would 
propagate cracks through the material. For example, brittle materials such as glass, porcelain, 
ceramics, etc., and soft materials, such as plastics, can be reinforced considerably by 
incorporating fibers into them. Composites are often light and corrosion resistant toward oil, 
gasoline, or other organic fluids. Composite materials are used in the automotive sector 
because they are mechanically safer in cases of accidents compared to metals due to their 
improved energy-absorbing properties. Also, some composite materials are high thermal 
conductivity, which stems from the fact that they are good phonon- as well as electron 
conductors. Since phonons are easily propagate in a stiff lattice of light atoms, particularly if 
they are in fibrous form (having a low level of structural defects), composite materials 
produced from boron, carbon, or silicon carbide are excellent thermal conductors. 
Furthermore, composite materials that their atoms are held together by strong ionic and 
covalent bonds are good insulators. The manufacturing of a composite often takes place 
concomitantly with the shaping of a commercial product. One of the most important types of 
composite materials involves polymers as a matrix (such as epoxy resins or polyester) in 
which fibers of glass, carbon, Al2O3, polyethylene, boron, beryllium, or ZrO2 are inserted 
before polymerization has taken place (fiber-reinforced composites) [2, 628-630].  

The most visible application is pavement in roadways in the form of either steel and 
aggregate reinforced Portland cement or asphalt concrete [5, 365, 401, 433, 377, 545-547]. 
Those composites closest to our personal hygiene form our shower stalls and bathtubs made 
of fiberglass. Imitation granite and cultured marble sinks and countertops are widely used.  
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The disadvantages of composite materials are encountered higher cost of production, a 
lower wear resistance in the case of polymer-based composites, some degradation at 
temperatures above 200°C, and difficulty in recycling discarded products.  

New types of fibers are contemplate consisting of diamond strands or carbon nanotubes, 
the latter of which are molecular-scale structures like Bucky balls, made up of one or more of 
cylindrical graphite basal-plane layers [631-633]. They have strengths and stiffnesses more 
than those known for conventional carbon fibers. Whiskers that are tiny single crystals are 
utilized and the matrix does not need to be a polymer. For example, high-performance 
automotive brakes are made of a carbon matrix in which carbon fibers are incorporated [634, 
635]. 

Recently, due to low electrical conductivity for some polymer-based composites 
combined with oxide fibers and their ability to evade radar detection they are used for stealth 
aircrafts [636]. Other fibers used for this purpose are consisted of aramid (a polyamide fiber 
similar to nylon), which is chopped into small pieces to particles size equal to one quarter of 
the wavelength of the incoming radiation, which lead to absorption of the endangering signal. 
There is commercial interest in metallic matrices (such as aluminum) because metals are 
stronger, stiffer, tougher, and more heat resistant than polymers, but their utilization is in its 
early years. This is mainly due to the fact that highly hot metals may damage specific fibers. 
Further, some of the advantageous properties of metals may be compromised by some fibers. 
Still, brake disks for sports cars are made from aluminum that is reinforced by silicon carbide 
particles (Al-SiC), which have a wear resistance beyond that of pure aluminum, a good 
thermal conduction (which prevents overheating), a smaller thermal expansion coefficient, 
and are much lighter than the traditional cast-iron disks. For obtaining extremely hard cutting 
tools, hard ceramic particles, such as tungsten carbide are dispersed in a metallic matrix 
consisting, for example, of cobalt, which is used to lighten the brittleness of the tungsten 
carbide and to increase the impact resistance. These composites are called cermets (or 
cemented carbides). For industrializing, the pressed powder of the components is heated 
above the cobalt melting point, which make the Co surrounds the carbide particles after 
solidification and thus acts fundamentally as a ductile binder. Also, reinforce of the good-
conducting silver by hard tungsten yielding electrical contacts that are wear resistant under 
arcing as needed in automobile distributors [1, 637]. 

Fibers are usually packed densely parallel to one another that cause the resulting sheets to 
be mechanically anisotropic (the sheets are strong in its length direction and weak sideways) 
just as is known for wood. To reduce this deficiency, sheets in which the fibers are lying in 
different directions are stacked on top of one another and then bonded, as in plywood. This 
technique is often used to produce sporting goods (tennis rackets, golf clubs) or the airplanes 
wings. Also, the modern automobile tire is made of layers of rubber, fiber bundles (made of 
nylon, rayon, glass, polyaramid), and metal sheets (steel) that interleaved to withstand 
multiple flexing loads (laminar composites) [638].  

 
 

17. ADVANCED FABRICS 
 
The search for new fibrous materials for technical textile applications is still continues 

and produced materials are either already on the market or are still in development. These 
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advanced materials often have smart properties such as sense and respond to chemical or 
biological substances or react to physical stimuli such as blood pressure, body temperature, or 
blood oxygen levels. It has also been proposed that computers or other electronic systems be 
integrated into textiles (“wearable mother boards”), among them are photovoltaics, energy 
conversion systems (mechanical to electrical), switches, or storage elements [639-641].  

For the automobile or home, advanced filters that hold back pollen down to nanometer 
sizes and even remove odors have been developed. In the medical field, antimicrobial, 
thrombotic, and super-absorbing textiles are used or under development [640, 641].  

Bulletproof vests are other important textiles for protection against impact made from 
high-strength fibers (Kevlar, carbon strands, nylon, M5). They possess a high stiffness in 
order to transfer the impact stress along the fibers such as cellulose fibers possess an elastic 
modulus of 90–140 GPa, whereas polyacrylonitrile-based carbon has a modulus of 900–1100 
GPa, mainly because of its covalent bonds between adjacent carbon planes. Somewhere in 
between is the so-called M5 (or PIPD) fiber whose tensile modulus is 550 GPa but whose 
specific strength (tenacity) is 5 GPa compared to 3.5 GPa for the high-strength carbon fiber 
[642, 643]. 

Suits consist of barrier laminates that are completely impermeable, such as Tyvek-
reinforced polypropylene films with a rugged outer-shell fabric such as aluminized Kevlar 
and polybenzobisoxazole (PBO). There is also a strong interest in protective suits or over-
garments that shield humans from biological contaminants or fire resistant. They should be 
lightweight and provide comfort over long time periods, which are accomplished by utilizing 
semi-permeable adsorptive carbon liners within the garment. Concurrently, carbon layers 
adsorb vapors that may pass into the clothing, thus providing protection. Recently, 
membranes that permit the penetration of water vapor molecules to allow transpiration and 
cooling, but are impermeable for larger molecules have been developed. These “perm-
selective” membranes have been used for water purification by reverse osmosis and are made 
of polyvinyl alcohol, cellulose acetate, cellulosic cotton, or polyallylamine. Developments of 
new fabrics are self-decontaminating and kill dangerous airborne microorganisms that attach 
to the protecting garment. These antimicrobial substances consist, among others, of silver or 
silver salts [640].  

A particularly interesting fiber is capable of changing its color upon an electrical or 
biological stimulus from a bright orange to a camouflaging dark green. This “chameleon 
fiber” may be of interest to hunters. Among these smart materials are conducting polymers 
made from polypyrrole or polyaniline, which are coated on woven fabrics made of 
polyethylene terephthalate [644].  
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ABSTRACT 
 

Excavated textiles are generally characterized by a poor condition, as a result of the 
effects of burial on their physical and chemical properties. Knowledge of the new 
physical and chemical properties, by the application of instrumental analysis, is necessary 
for material identification and conservation. However, more often than not, only minute 
fragments have been preserved. This makes the selection of non-destructive methods of 
analysis a prerequisite for excavated textiles. This paper presents guidelines for the non-
destructive analysis of textiles, based on a study of four textile finds excavated in Greece. 
 
 

1. INTRODUCTION 
 
Knowledge of the physical and chemical properties of excavated textiles is necessary for 

various reasons. For example, in order to: (i) characterize or identify the constituent materials 
and to assess their condition; (ii) inform any intervention, such as remedial action to stabilize 
brittle material and thereby improve the condition of the find [1]; (iii) select the appropriate 
conditions and materials for the immediate and long-term storage and/or the display of the 
find; (iv) enable the technological and historical information revealed by the conservation 
process to be presented to the public [2,3]; (v) monitor the set standards of care, ensuring that 
they are remaining effective. Therefore, instrumental analysis seems to be one important way 
of addressing the challenge of excavated textiles [4-6]. This chapter presents guidelines for 
the non-destructive analysis of textiles, based on a study of textiles excavated in Greece. 
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1.1. The Case Studies  
 
This chapter focuses on textiles excavated in Greece where four different types of 

preservation were identified: (i) in association with a metal (for the majority of the case 
studies this metal was copper); (ii) in association with a metal in combination with a deprived 
oxygen environment; (iii) in association with salts; and, (iv) incomplete burning. Therefore, 
the following four case studies were selected: (i) a sixth century BC find, preserved in a 
copper vessel; (ii) a fifth century BC find, preserved in a sealed copper vessel; (iii) a fifth 
century BC find, preserved on a ceramic vessel inside a marble urn, and; (iv) an eleventh 
century BC find, preserved by charring. 

 
 
Table 1. Major instrumental analytical techniques applied to excavated textiles 

 
Technique  ND/D/* Sample size Application 
Stereo Microscopy ND Any Weave and yarn analysis 
Optical microscopy ND 1-2 mm Fiber identification and 

condition assessment 
Scanning electron microscopy 
(SEM) 

D 1-2 mm Fiber identification and 
condition assessment 

Environmental scanning 
electron microscopy (ESEM) 

ND 1-2 mm Fiber identification and 
condition assessment 

Environmental / Scanning 
electron microscopy - Energy 
dispersive X-ray spectroscopy 
(E/SEM-EDX) 

ND 1-2 mm Elemental analysis of the fiber 
and other material (e.g. 
mordants, encrustations) 

X-ray fluorescence (XRF) ND 1-2 mm Elemental analysis of the fiber 
and other material (e.g. 
mordants, encrustations) 

X-ray diffraction (XRD) ? 2-3 mm Fiber identification and 
condition assessment and 
detection of other material, 
e.g. pigments 

Technique  ND/D/* Sample size Application 
Staining tests D  2-3 mm Fiber identification 
Fourier transform infrared 
spectroscopy 
(FTIR)  

? 1-2 mm Fiber identification, condition 
assessment, and dye analysis  

Raman spectroscopy ? 1-2 mm 
 

Fiber identification, condition 
assessment, and dye analysis  

Fourier transform Raman 
spectroscopy 
(FT-RS) 

? 1-2 mm 
 

Fiber identification, condition 
assessment, and dye analysis  

High performance liquid 
chromatography (HPLC) 

D 0.1-1 mg Dye and proteinaceous fiber 
identification 

*ND = non-destructive, D = destructive, ? = fragile textile samples may be damaged. 
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2. SELECTING THE MOST APPROPRIATE ANALYTICAL TECHNIQUE(S) 
 
The application of instrumental analysis is not straightforward because there are 

numerous techniques available, each one giving a different kind of information and each 
having its own advantages and limitations. Therefore, in order to select the most appropriate 
technique(s), it is necessary to be aware of their applicability, to form specific questions, and 
to know what kind of analysis is wanted and/or allowed (e.g. qualitative/quantitative, 
destructive/non-destructive). 

 
 

2.1. Applicability 
 
Numerous techniques have been applied to the conservation of excavated textiles, as 

listed in Table 1. 
 
 

2.2. Forming Specific Questions 
 
The ultimate goal when conserving an excavated textile is to preserve both the 

information ‘contained within’ the object and the physical existence of the object itself. The 
process is optimized by collaboration between the conservator, the archaeologist and the 
textile historian [1, 2, 7-9]. Therefore, when forming the specific questions to be answered, 
the information sought by all three professionals should be taken into consideration, to 
address the following questions:  

 
I. How was the material constructed? For example, in the case of woven material, how 

were the yarns constructed? 
II. What types of fibers (and other materials) were present? 
III. How have the fibers/yarn/textiles been preserved? 
IV. Are there organic remains still present within the fibers? 
 
 

2.3. Knowing the Kind of Analysis Wanted and/or Allowed 
 
As mentioned before, it was a fundamental prerequisite that the technique(s) chosen 

should be non-destructive, in the sense of the sample being removed but not being destroyed 
or coated. This was considered essential from an ethical viewpoint. According to 
Conservation Codes of Ethics any destruction or alteration even to minute parts of an object 
should be adequately justified and only chosen when other, non-destructive ways cannot 
answer the research questions [10-12].  
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2.4. The Techniques Selected 
 
Accordingly, destructive techniques were immediately ruled out. For the same reason, 

scanning electron microscopy (SEM), which requires sample modification (coating), was also 
ruled out. Seven analytical methods were selected for this study. They can all be considered 
non-destructive, and require minimum to no sample preparation. The questions that each 
technique might address are listed below:  

 
• Stereomicroscopy – question 1 
• Optical microscopy – questions 2, 3 
• Environmental scanning electron microscopy (ESEM) – questions 1, 2, 3 
• Environmental scanning electron microscopy-Energy dispersive X-ray spectroscopy 

(ESEM-EDX) – question 3 
• X-ray fluorescence (XRF) – question 3 
• Fourier transform infrared microspectroscopy (FTIR) – questions 2, 3, 4 
• Raman microspectroscopy – questions 2, 3, 4 
 
 

3. NON-DESTRUCTIVE INSTRUMENTAL  
ANALYSIS OF EXCAVATED TEXTILES 

 
Experience gained from the investigation of the selected case studies showed that there 

are four issues that are critical to the analysis of excavated textiles: collaboration between 
archaeologists, conservators and textile historians; sampling; choice of the most appropriate 
technique; and the sequence in which the techniques applied. 

 
 

3.1. Collaboration between Archaeologists, Conservators and Textile 
Historians 

 
Collaboration between the professionals involved was achieved at different levels in each 

case study. This affected the level of access to the find, the extent of the interpretation of the 
results and therefore, the quality of the analyses. More specifically, collaboration with the 
archaeologist was established in case studies 1 and 4 and access to the finds was unlimited; 
this enabled detailed and comprehensive analyses. In case study 2, collaboration with the 
archaeologist was established but access to the find was limited due to its location; this 
resulted in limited study of the construction of the textiles. The textile in case study 3 had 
already been studied by a textile historian, which meant that information on its construction 
was available but since no collaboration was established, it also meant that additional samples 
had to be removed to get information on the condition of the textile and its type of 
preservation. 

The success of analysis and the welfare of the object both depend on effective 
collaboration between the archaeologist, the textile conservator and the textile historian. The 
knowledge and expertise each professional has is necessary to form the questions to be 
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answered by analysis and to interpret the analytical results. Moreover, one technique might 
answer more than one question, so saving the object from repeated sampling and analysis. 

The archaeologist should allow unlimited access to the find and sampling. Collecting 
more than one sample of the same textile is necessary for the characterization of its condition, 
which in turn would be used to inform conservation decision-making. The archaeologist 
should be precise concerning the questions they might have about the object and its future 
role (e.g. whether it would be on display, or retained in storage or used as a study piece). The 
conservator should decide on which instrumental analytical techniques are appropriate in 
order to answer the questions about the object. S/he should study the object to identify and 
remove the most appropriate samples. S/he should handle and store the samples and ensure 
that all techniques used are non-destructive, so that all removed samples are returned to the 
object and are left fit for future analysis. Even if a textile historian is not currently 
collaborating with the team, the conservator should ensure that all information necessary for 
the technological analysis of the find has been recorded in detail and is accessible. The textile 
historian should be precise in collecting the information necessary for the technological study 
of the object. In cases where a conservator is not currently collaborating with the team it may 
be appropriate for the textile historian to ensure safe removal and storage of the sample(s) 
collected and the use of non-destructive methods of analysis, so that samples can be further 
analyzed and the results made accessible. 

 
 

3.2. Sampling 
 
In this study sampling of the finds proved to be a multifaceted task. Close examination of 

textiles in case study 1, revealed different coloration of fragments of the same textile (which 
corresponded to different types of preservation rather than evidence of dyeing). In addition, 
the fragments were embedded in soil and/or pulverized organic matter filled with bone and 
metal fragments, all of which were potential sources of contamination, and also information. 
The use of the stereomicroscope was vital in the sampling process. Small tubular shaped, 
green-colored fragments, which were initially thought to be metal beads, turned out to be 
tightly spun warp fragments impregnated by metal corrosion products. In case study 4, some 
of the fragments had been consolidated during lifting; this was taken into consideration when 
collecting samples. In case studies 1, 3 and 4 loose fragments of all different textiles were 
available, therefore the more uniform areas of the finds were not disturbed. However, in case 
study 2, samples had to be removed from the textiles and this was done with a scalpel rather 
than scissors, since the latter disturbs the cross-section of the fibers, as shown by 
experimenting on reference samples. Fragments rather than loose fibers proved to be the 
safest choice, since a loose yarn collected from case study 1 and studied at the ESEM gave 
rise to much confusion and repetitive analyses until it was realized it was not part of the 
object. 

There are several issues that should be considered when sampling an excavated textile: 
whether it consists of one or more different textiles; whether samples are representative of 
any differences in the type of preservation and/or condition of the find; in the case of woven 
textiles, whether samples include both warp and weft fibers; to collect samples from any 
possible sources of contamination (such as metals, bones, soil or other foreign material); 
whether the object has been treated in the past (e.g. consolidation); whether a sample can be 
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removed; the amount of sample that can be removed; the area from which the sample could 
be removed; the size of sample necessary for the analysis to be performed. The use of a 
stereomicroscope, a thread-counter or other hand-held magnifying lens is necessary to 
determine answers to these questions.  

The experience of this study suggests that loose fragments should be preferred. In cases 
where there are no loose fragments available, samples should be removed from an already 
disturbed area of the textile. A scalpel rather than a pair of scissors should be used to remove 
the sample from the textile. Loose fibers and/or yarns should not be chosen because they 
could be products of contamination and confuse the results. In general the instrumental 
analytical techniques included in these guidelines do not need a sample larger than 2-3 mm2. 
Therefore, fragments of that size should be collected as samples. In cases where no such 
small fragments exist, then the smallest fragment available should be collected without 
attempting to cut it or otherwise reduce its size, since this action could destroy it. 

Samples should be handled with spatulas and/or vacuum tweezers (such as the DA7c-
Charles Austen Pumps) wearing nitrile or nitrate but not cotton gloves, as samples could get 
tangled and/or contaminated. Samples should be stored in sterilized, rigid plastic containers. 

Photographs should be taken of the areas from which samples are collected. 
 
 

3.3. Choice of the Most Appropriate Instrumental Analytical Technique 
 
The following techniques were all non-destructive (in the sense that the sample analyzed 

was not consumed or altered in any way) and non-intrusive, in cases where loose fragments 
were collected as samples. As shown below, there was more than one technique providing 
similar information. When these results were combined the techniques were shown to provide 
complementary and/or confirmatory results. The same sample was used for all consequent 
analyses. 

 
 

3.4. Construction and Yarn-Making - Stereomicroscopy 
 
Stereomicroscopy revealed that the finds in case studies 1, 2 and 4 consisted of more than 

one textile. Unlimited access in case studies 1 and 4 meant that it was possible to record and 
measure technological characteristics, such as the weave type, selvedges, starting edges and 
evidence of stitching. In contrast, limited access in case studies 2 and 3 was enabled recording 
and measurement only of the weave type, but no other technological characteristics, such as 
selvedges or evidence of embroidery, which were identified by visual observation. Therefore, 
it is of crucial importance to be able to apply this technique to the whole of the find rather 
than to limit it to the samples chosen for further analysis.  

When observing by eye, the magnification is the product of that afforded by the objective 
and eyepiece lenses. The overall magnification recorded through an attached digital camera 
may be somewhat different, and it is essential to calibrate the images, for example, by the use 
of a micrometer scale. 
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3.5. Fiber Identification – ESEM/-EDX, FTIR 
 
In case studies 1 and 2, the combination of ESEM/-EDX and FTIR microspectroscopy 

provided information on fiber identification. In case study 1, both cellulosic and 
proteinaceous fibers seemed to be present. ESEM-EDX detected sulfur in the negative casts 
of possibly wool fibers (as indicated by the ESEM), which is a constituent of wool keratin, 
Figures 1 and 2. In case study 2, the application of ESEM and FTIR microspectroscopy 
showed that all three textiles were made of cellulosic bast fibers, Figures 3 and 4. In case 
study 4, ESEM analyses showed that both textiles were made of the same cellulosic bast 
fibers, possibly flax, Figure 5. ESEM-EDX and XRF analyses identified calcium, which is a 
constituent of plant fibers, the detectable amount of which seems to increase by charring [13]. 
In case study 3, none of the techniques applied provided any indication as to fiber type, since 
the fibers’ morphological characteristics were masked and the chemical properties had altered 
to an unidentifiable extent, Figure 6.  

 

 

Figure 1. Scanning electron micrograph of the weft fibers of one of the three textiles. Negative casts of 
the fibers seemed to have been preserved, with a pattern indicative of the epithelial scales of wool 
fibers.  

 

Figure 2. EDX spectrum of the weft fibers of one of the three textiles. In general, the same elements as 
in the warp fibers were present (copper, iron, carbon, oxygen, aluminum and silicon). However, sulphur 
was also detected, which could be indicative of wool fibers. The X-ray energy scale is in keV.  
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Figure 3. Scanning electron micrograph of the fibers of one of the three textiles. They have smooth 
surfaces, cylindrical shape and exhibit nodular thickening across their length, all of which are 
characteristics of cellulosic bast fibers.  

 

Figure 4. FTIR microscope reflectance spectra of one of the textiles (top), ‘fresh’ flax (middle) and 
‘fresh’ wool 1 (bottom). The spectrum of the excavated textiles has the characteristic peaks of cellulose.  
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Figure 5. Fibers in cross-section imaged in the ESEM. The fibers appeared to occur in bundles, each 
with a polygonal cross-section, narrow lumen and thick cell walls, characteristic features of bast fibers, 
possibly flax.  

 

 

Figure 6. Scanning electron micrograph of the sample. The fibers have homogenised to a compact mass 
by the deposits and identification is not possible. 

The experiments conducted in this study showed that an ESEM should be used because it 
allows non-conducting samples to be observed directly without the need for the application of 
a conductive surface coating, hence it is a non-destructive technique. The quality of the image 
produced is good enough, even at higher magnifications, to allow fiber identification, hence 
there is no reason to use a conventional SEM where coating of the sample is necessary. 
Similarly, no higher than a 15keV electron beam should be used, since it affords a good 
quality image and the energy is low enough not to damage the sample.  

No attempt should be made to remove fibers and/or yarns from the samples as they may 
be destroyed. A small piece of double-sided adhesive tape should be placed on the centre of 
the microscope stub and the sample lightly adhered to the edge of it. This affords enough 
grips to secure the sample in the chamber and at the same time be loose enough to be safely 
removed from the stub. 
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The ESEM used should be equipped with an energy dispersive X-ray spectrometer. Since 
localized spot analysis is possible, it should always be recorded whether a fiber or other 
material, such as a foreign particle, was analyzed in order to avoid misinterpretation of the 
results. 

An FTIR spectrometer attached to a microscope should be used in reflectance mode. No 
attempt should be made to prepare the samples by pressing as this would destroy them. Good 
quality spectra can be acquired by accumulating e.g. 32 scans with a resolution of 4 cm-1 over 
the range 4000 to 700 cm-1. At least five different areas of each sample must be analysed to 
ensure consistency of the results. In the case of woven textiles, spectra of both the warps and 
wefts of each sample should be taken to detect any differences and/or similarities between 
them. Impurities likely to be present in excavated textiles may generate a number of peaks 
that might mask underlying characteristic peaks of the fibers, so spectra of soil and debris 
should be recorded.  

 
 

3.6. Characterization of the Condition – ESEM/-EDX, FTIR 
 
In case studies 1, 2, and 3, the application of ESEM/-EDX and FTIR microspectroscopy 

revealed information on the condition of the textiles. In case study 1, the fibers appeared to be 
heavily masked and/or impregnated by a significant amount of copper and a smaller amount 
of iron degradation products, calcium salts and debris (such as aluminosilicates). Wool fibers 
seemed to be mainly preserved in the form of negative casts. ESEM/-EDX and FTIR 
indicated that cellulosic (?) fibers were not totally masked and/or impregnated by degradation 
products and organic residues might still be present. In case study 2, the textile fibers were 
partially masked and/or impregnated by copper degradation products and debris. The applied 
techniques clearly showed that textile fibers were still organic. In case study 3, the textile 
fibers appeared to be heavily masked and/or impregnated by a significant amount of calcium 
products. The fact that these techniques are able to analyse up to a depth of a few microns 
meant that results were not conclusive as to whether there were organic residues preserved 
within the fibers. Similarly, in case study 4, results were indicative but not conclusive. It was 
not clear whether the condition (organic remains within the fibers) or the type of preservation 
(charring) was responsible for the carbon detected by ESEM-EDX.  

 
 

3.7. Characterization of the Type of Preservation – ESEM/-EDX, XRF 
 
In case studies 1, 2, and 3, the type of preservation was determined by the application of 

ESEM-EDX and XRF. More specifically: in case study 1, the textiles had been preserved in 
association with copper and iron degradation products; in case study 2, they had been 
preserved in association with copper degradation products; and, in case study 3, by 
impregnation and/or coating by calcium products. However, none of the techniques applied 
gave any conclusive results on the characterisation of the type of preservation of the textiles 
in case study 4. An indication of the type of preservation could be the increased calcium 
values detected by ESEM-EDX and XRF, which is detected in cellulosic fibers and its value 
increases by charring. A portable XRF is preferable, in case it is available, since it affords 
non-destructive and non-intrusive analysis of any area of the find in situ. Normalisation of the 
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data may be necessary. Optical microscopy and Raman microspectroscopy did not provide 
any useful results in this study. 

 
 

3.8. Sequence of the Techniques Applied 
 
In theory, the ideal sequence of the techniques applied would be from a macroscopic to a 

microscopic to a molecular and elemental analysis level. Experience from the current research 
suggests, however, that the following is the more practical:  

 
• Stereomicroscopy should be applied first to the whole of the find before samples are 

removed. Stereomicroscope analysis should never be omitted. 
• A portable XRF should then be used, so that sample removal is not necessary and 

analysis can be performed across the whole of the object. 
• Reflectance FTIR microspectroscopy. 
• ESEM/-EDX should be last, on account of possible destruction of the sample, since it 

may not be able to withstand removal from the microscope stub without destruction. 
In that case, it should remain on the stub and be returned to the object. 

 
In cases where funding, time and/or accessibility limits the investigation to one technique 

only (other than the stereomicroscope) then ESEM/-EDX analysis should be preferred as it is 
the technique which can provide most information on the characterization of both the type of 
preservation and the condition of the find, and fiber identification. 

 
 

CONCLUSION 
 
This chapter has shown that the application of non-destructive instrumental can provide 

very important information on excavated textiles. Good collaboration between the 
conservator, archaeologist and textile historian is particularly helpful to the process of 
analysis. Experimenting with four textile finds, representative of different types of 
preservation of textiles excavated in Greece, showed that stereomicroscopy, XRF, FTIR and 
ESEM/-EDX are the most useful techniques and should be applied in this sequence. 
Nevertheless, it should always be kept in mind that the application of instrumental analysis 
might not provide any conclusive information, which makes the application of non-
destructive techniques imperative. 
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ABSTRACT 
 

The use of computational methods to simulate the textile dyeing process provides a 
powerful tool to allow an understanding of the mass transfer kinetics in aqueous solutions 
during the dyeing process. Moreover, analysis of the time scales associated with the main 
phenomena can lead to a precise knowledge of the dyeing kinetics during the process, 
which in turn can be used to improve the process control, reliability and, perhaps most 
importantly, the environmental impact of the dyeing process. Traditionally, dyeing 
techniques are carried out in a batch process.  

The bobbins of thread are fixed to perforated supports and receive dye from the 
liquid passing across the bobbins and re-circulating to a mixing tank. Inside the bobbins 
dye has to be transported by convection and dispersion to the inner core of the threads. 
Under normal operating conditions the dye is added at the beginning of a dyeing cycle in 
the mixing bath and the process runs under batch conditions, that is, without changing the 
amount of dye in the system.  

In general, dye distribution factor (DDF) and dye uptake (CDEP) benefit from high 
recirculation flux values and low dispersion resistances. In order to investigate possible 
improvements to the traditional dyeing process, the effect of periodic variations in the 
boundary conditions (reverse flow operation) on the bobbin thread dyeing process was 
studied. The system is operated by periodically reversing the conditions of the dyeing 
bath fluid external to the thread bobbins and inside the bobbins. The periodic forcing is 
modeled by an ad hoc discontinuous periodic function and a partial differential equations 
mathematical model that takes this function into account is developed. A comparison 
between the forced and unforced processes was conducted by analyzing the dye 
                                                        

*mancusi@unisannio.it 
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1. INTRODUCTION 
 
The textile industry is of great interest in terms of the Brazilian economy and, in 

particular, it constitutes one of the most important branches of the economy of the state of 
Santa Catarina (SC). In this state there are more than three hundred textile plants and the most 
important industrial textile poles are in Blumenau, Brusque, Joinville and Jaraguá do Sul.  

The development of new dyes and textile fibers has led to an increase in new dyeing 
technologies which are the result of a large number of studies carried out in the area of textile 
dyeing. The main objectives of these technological advancements have been to increase the 
productivity of the process and the quality of the dyed product [1-4] and to reduce 
environmental pollution [5-12]. These studies are largely empirical in nature and provide a 
thorough analysis of the physical mechanisms responsible for the characteristics of the dyed 
product. 

Analysis of the bobbin thread dyeing process is rather complicated [1, 13]. The dyeing 
process is intrinsically heterogeneous and many phenomena occur. Dye is transferred in the 
liquid phase by convection and dispersion and at the same time there are exchanges between 
the liquid and solid (thread) phases. Several scientists have defined various models to 
describe the dyeing process and/or relate the conditions during this process to the quality of 
the resulting dyed material. Some studies have focused on the on-line control of the dyeing 
process [14-17]. Others have focused on the physical chemistry of the dye adsorption and 
transport of dye into the threads through the comprehensive investigation of the effect of 
various process parameters on the dye distribution and dye uptake [18-23].  

In standard dyeing equipment the bobbins of thread are fixed to perforated supports and 
receive dye from the liquid passing across the bobbins and re-circulating to a mixing tank [1]. 
Under traditional operating conditions the dye is added at the beginning of a dyeing cycle in 
the mixing bath and the process runs under batch conditions, that is, without changing the 
amount of dye in the system. Periodic forcing of chemical processes, as a means to obtain 
better average performance compared to unforced operation, has been widely studied for 
some time [24]. Burely et al. [25] analyzed the feasibility of a forced dyeing process 
implementing a flexible dyeing strategy which forces the process adding and/or removing dye 
during the process. Over the last few decades the analysis and design of periodically-forced 
continuous chemical processes has been an area of intense research and many forcing 
strategies have been studied [26]. It has been established that such periodic forcing may, 
under certain conditions, lead to the intensification of traditional processes, thus enhancing 
the arsenal for engineering better products with much greater efficiently. For example, 
periodically-forced tubular catalytic reactors have been successfully used for the reduction of 
volatile organic compound (VOC) concentrations in industrial exhaust gas [27-29] to improve 
equilibrium-limited exothermic reactions such as methanol synthesis [30, 31].  

The most common configuration involves the reversal of the flow direction. Such 
reactors are called Reverse Flow Reactors [28]. The ability of the forcing operation to 
generate a significant driving force between two phases has also been investigated in the area 
of adsorption processes, such as pressure swing adsorption (PSA) [32-35]. PSA processes 
have been recommended as an energy-saving process and as an alternative to traditional 
separation, distillation, and absorption methods for bulk gas separations (air purification [36]; 
propane/propylene separation [37] and hydrogen purification [38]).  
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Herein, a cyclic reverse dyeing strategy is investigated. More specifically, without 
changing the overall amount of dye loaded we forced the flow direction inside the bobbins 
using a cyclic reverse flow. The transport of dye through the bobbins is described by a set of 
time-dependent partial differential equations, accounting for the convection, dispersion and 
adsorption of dye. The effect of periodic changes in the flow direction inside the bobbins is 
described by a discontinuous periodic function [39, 40]. A detailed mathematical model is 
obtained and numerically integrated. Numerical simulations are performed with the aim of 
facilitating an understanding of the process phenomena and evaluating the feasibility of the 
forcing strategy with respect to the classical unforced process. Spatial profiles and time series 
are presented for different values of operating parameters in order to elucidate the effect of 
the cyclic reversal of the flow direction on the quality of the dyed product. To evaluate the 
quality of the dyed product, the dye distribution throughout the bobbins and the total amount 
of adsorbed dye will be considered. The advantages of the forced process compared to the 
unforced process are outlined.  

In this chapter, we will investigate the feasibility of the dyeing strategy based on a cyclic 
reversal of the flow direction inside the bobbins. To this aim, we develop a mathematical 
model capable of describing the evolution of the dyeing process operated under periodically-
forced conditions and we will study the effect of the main operative parameters on the quality 
of the dyed product. 

The chapter is organized as follows. In section 2, we firstly describe the mathematical 
model of the unforced dyeing of bobbins of thread, then the effect of the cyclic reversal of the 
flow direction is formalized by an ad hoc discontinuous function and the model for the forced 
dyeing process is derived. In section 3, the performances of the unforced and periodically-
forced process are studied by comparing the spatial profiles, the evenness of the dye 
distribution throughout the bobbins and the total amount of adsorbed dye for forced and 
unforced operations. A final discussion ends this chapter. 

 
 

2. MODELING 
 
The apparatus used for the dying process was composed of a pressurized autoclave 

loaded with bobbins of thread fixed to perforated supports through which the dye bath 
contents is recycled by means of a pump. A simplified scheme of the equipment is given in 
Figure 1(a) where the squared region represents the bobbins of thread and is the calculation 
domain, while in Figure 1(b) a schematic representation of the bobbin of thread and the 
perforated support are shown.  

Due to the natural symmetry of the problem only half of the bobbin is here considered. 
The western face is the bobbin support, with radius Ri; the eastern face, with radius Re, of the 
bobbin is in external contact with the dye bath fluid, which has a concentration of Cf, and H is 
the height of the bobbin [1]. For an explanation of all the symbols please see the Notation 
section.  
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Figure 1. Simplified scheme of the equipment used for the dyeing process. 

The process start-up can be summarized in the following step. Firstly, the bobbins are 
loaded, and then the water and the auxiliary products are added into the system at ambient 
temperature (20°C). The bath is heated quickly up to 70ºC, when the basic dye is added to the 
dye bath. Starting from the addition of the dye the bath is heated (approximately of 0.3ºC per 
minute) until reaching 102ºC. This temperature is kept constant throughout the dyeing 
process [1]. The pump (Figure 1a) allows the recirculation from the dye bath to the perforated 
support where the liquid is collected and re-injected into the external bath. 

It is worth noting that the most general approach to a dyeing process is from a micro-
scale point of view (see for more details [1, 41, 42]). In order to take into account the forcing 
effect due to the cyclic permutation of flow direction inside the bobbins in this project a 
simplified approach is considered. Therefore, a macroscopic point of view is preliminarily 
adopted.  

There are a number of macroscopic models for the dyeing process reported in the 
literature. The Langmuir model is one such model developed to explain the equilibrium 
behavior of the dyeing system. A previous study by Lu et al. [43] on adapting the equilibrium 
model to predict the kinetic behavior gave promising results. In addition, the Langmuir model 
is fairly simple and the parameters are easily identifiable. The Langmuir model assumes that 
the dyeing process is a combination of two simultaneous processes of absorption and 
desorption. The absorption rate is proportional to the concentration of dye in the solution and 
the concentration of available sites in the threads; the desorption rate is proportional to the 
concentration of dye in the threads.  

In the modeling of mass-transfer in fluid systems a dispersion model is frequently used to 
represent the flow characteristics in packed beds. Dispersion is important in terms of mass 
transfer in a fluid system through porous materials such as bobbins of thread. This model is 
known to hold well in describing the flow behavior of real systems, which do not deviate 
significantly from plug flow. Thus, as an alternative to the Langmuir model, the dispersion 
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Figure 5. Spatial profiles of liquid (a) and thread (b) concentrations for recirculation flux Q=1 l s-1 
while the other parameters are fixed at the values reported in Table 1. 

Therefore, the concentration close to the external east surface (see Figure 1) is very low 
whereas on the other side the threads are enriched in dye and this produces mass transfer from 
the solid to liquid phase. In other words the external thread volume functions as the lungs of 
the dye. In the initial time interval this volume captures the dye initially present in the bath 
and subsequently, as with lungs, this volume releases the dye which is transferred to the more 
internal threads.  

We note here (see Figure 5) that during the transient the bobbin volume can be divide 
into two parts: The first lies close to external bobbin surface and is where all the quantitative 
and qualitative changes in the concentrations of the two phases occur; the other part of the 
bobbin volume, the inner part, does not show a significant change in dye concentration. This 
observation indicates non efficient dye dispersion during the transient. This is supported by 
the results reported in Figure 6 where the dye distribution factor (DDF) for different values of 
dispersion coefficient (Figure 6(a)) and recirculation flux (Figure 6(b)) are represented.  

The DDF reported in Figure 6 quickly increases at the beginning due to the high driving 
force between the two phases. Thus, the dye dispersion during the transient is not efficient, in 
fact the DDF value is considerably higher than 1. After reaching the maximum value the DDF 
start to decrease. While different dispersion coefficient values do not affect the maximum 
DDF, increasing the recirculation flux leads to a lower maximum DDF value. Moreover, in 
the latter case, this maximum is reached within a shorter time, as can be seen in Figure 6(b). 
This phenomenon can be easily explained by considering that the governing mass transport 
effect is convection rather than dispersion. Therefore, an increase in the recirculation flux 
clearly increases the convective velocity. 

It is worth noting that in all cases reported in Figure 6, with the exception of the less 
realistic recirculation flux Q = 10 l s-1, the dye distribution factor is considerably lower than 
the ideal value of one and the uniform dyeing of the threads is only reached for a dyeing 
period of greater than 2 h.  
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On varying the dispersion coefficient within a physical range no difference in the reverse 
flow operation was apparent. This can be easily explained considering that for the parameter 
values used in this chapter the dispersion time is longer than the convection time and the dye 
inside the liquid is essentially transferred by convection. 
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ABSTRACT 
 

A textile is a collection of many disciplines that revolve around: the structure, 
properties and behavior of fibers, how fibers are assembled into fibrous structures and 
fabrics the making, analysis, sale and end uses of fibers and fabrics. Most textiles are 
produced by twisting fibers into yarns and then knitting or weaving the yarns into a 
fabric. Textiles have an assortment of uses, the most common of which are for 
clothing and the textiles used for industrial purposes are commonly referred to “technical 
textiles” which found its application in automotive, medical implants, geo textiles etc. 
Technological advances during the past decade have opened many new doors for the 
Textile and Apparel industries, especially in the area of rapid prototyping and related 
activities. Recent developments in the textile industry include designing entirely new 
fibrous materials incorporating carbon nanotubes, composites, biocompatible textile 
scaffolds, conducting polymers and electrospun nanofibres. High strength, elasticity, 
conductivity, controlled porosity and giant surface areas can be combined to provide new 
materials with revolutionary properties. The future success of nanotechnology in textile 
applications lies in areas where new functionalities are combined into durable, 
multifunctional textile systems without comprising the inherent favorable textile 
properties, including processability, flexibility, washability and softness.  
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1. INTRODUCTION 
 

A textile is a cloth, which is either woven by hand or machine. "Textile" has traditionally meant, 
"a woven fabric". The term comes from the Latin word texere, meaning to weave. Fibers are the 
raw materials for all fabrics. Some fibers occur in nature as fine strands that can be twisted into 
yarns. Yarn is produced by spinning raw wool fibres, flax, cotton, or other material on a spinning 
wheel to produce long strands. For most of history, people had only natural fibers to use in making 
cloth. But modern science has learned how to produce fibers by chemical and technical means. 
Today, these manufactured fibers account for more than two-thirds of the fibers processed by U.S. 
textile mills. Textiles can be made from many materials. They are classified on the basis of their 
component fibers into, animal (wool, silk), plant (cotton, flax, jute), mineral (asbestos, glass fiber), 
and synthetic (nylon, polyester, acrylic). They are also classified as to their structure or weave, 
according to the manner in which warp and weft cross each other in the loom. Textiles are made in 
various strengths and degrees of durability, from the finest gossamer to the sturdiest canvas. The 
relative thickness of fibers in cloth is measured in deniers. Microfiber refers to fibers made of 
strands thinner than one denier. 

 
 

2. TEXTILE TYPES 
 
Textiles can be made from many materials. They are classified on the basis of their 

component fibers into, animal (wool, silk), plant (cotton, flax, jute), mineral (asbestos, glass 
fiber), and synthetic (nylon, polyester, acrylic). They are also classified as to their structure or 
weave, according to the manner in which warp and weft cross each other in the loom. Textiles 
are made in various strengths and degrees of durability, from the finest gossamer to the 
sturdiest canvas. The relative thickness of fibers in cloth is measured in deniers. Microfiber 
refers to fibers made of strands thinner than one denier. 

 
 

2.1. Animal Textiles 
 
The main animal fiber used for textiles is wool. Animal textiles are commonly made from 

hair or fur of animals. Silk is another animal fiber produces one of the most luxurious fabrics. 
Sheep supply most of the wool, but members of the camel family and some goats also furnish 
wool. Wool, commonly used for warm clothing, refers to the hair of the domestic goat or 
sheep and it is coated with an oil known as lanolin, which is water-proof and dirt-proof 
making a comfortable fabric for dresses, suits, and sweaters. The term woolen refers to raw 
wool, while worsted refers to the yarn spun from raw wool. Cashmere, the hair of the Indian 
Cashmere goat, and mohair, the hair of the North African Angora goat, are types of wool 
known for their softness. Other animal textiles made from hair or fur is alpaca wool, vicuña 
wool, llama wool, and camel hair. They are generally used in the production of coats, jackets, 
ponchos, blankets, and other warm coverings. Angora refers to the long, thick, soft hair of the 
Angora rabbit.  

Silk is an animal textile made from the fibers of the cocoon of the Chinese silkworm. It is 
spun into a smooth, shiny fabric prized for its sleek texture. Silk comes from cocoons spun by 
silkworms. Workers unwind the cocoons to obtain long, natural filaments. Fabrics made from 
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silk fibers have great luster and softness and can be dyed brilliant colors. Silk is especially 
popular for saree, scarfs and neckties. 

 
 

2.2. Plant Textiles 
 
Plants provide more textile fibers than do animals or minerals. Cotton fibers produce soft, 

absorbent fabrics that are widely used for clothing, sheets, and towels. Fibers of the flax plant 
are made into linen. The strength and beauty of linen have made it a popular fabric for fine 
tablecloths, napkins, and handkerchiefs.  

Grass, rush, hemp, and sisal are all used in making rope. In the first two cases, the entire 
plant is used for this purpose, while in the latter two; only fibers from the plant are utilized. 
Coir (coconut fiber) is used in making twine, floor mats, door mats, brushes, mattresses, floor 
tiles, and sacking. Straw and bamboo are both used to make hats. Straw, a dried form of grass, 
is also used for stuffing, as is kapok. Fibers from pulpwood trees, cotton, rice, hemp, and 
nettle are used in making paper. Cotton, flax, jute, and modal are all used in clothing. Piña 
(pineapple fiber) and ramie are also fibers used in clothing, generally with a blend of other 
fabrics such as cotton. Seaweed is sometimes used in the production of textiles. A water-
soluble fiber known as alginate is produced and used as a holding fiber. When the cloth is 
finished, the alginate is dissolved, leaving an open area. 

 
 

2.3. Mineral Textiles 
 
Asbestos and basalt fiber are used for vinyl tiles, sheeting, and adhesives, "transite" 

panels and siding, acoustical ceilings, stage curtains, and fire blankets. Glass fiber is used in 
the production of spacesuits, ironing board and mattress covers, ropes and cables, 
reinforcement fiber for motorized vehicles, insect netting, flame-retardant and protective 
fabric, soundproof, fireproof, and insulating fibers. Metal fiber, metal foil, and metal wire 
have a variety of uses, including the production of "cloth-of-gold" and jewelry. 

 
 

2.4. Synthetic Textiles 
 
Most manufactured fibers are made from wood pulp, cotton linters, or petrochemicals. 

Petrochemicals are chemicals made from crude oil and natural gas. The chief fibers 
manufactured from petrochemicals include nylon, polyester, acrylic, and olefin. Nylon has 
exceptional strength, wears well, and is easy to launder. It is popular for hosiery and other 
clothing and for carpeting and upholstery. Such products as conveyor belts and fire hoses are 
also made of nylon. All synthetic textiles are used primarily in the production of clothing. 

 
• Polyester fiber is used in all types of clothing, either alone or blended with fibers 

such as cotton.  
• Acrylic is a fiber used to imitate wools, including cashmere, and is often used in 

place of them.  
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• Nylon is a fiber used to imitate silk and is tight-fitting; it is widely used in the 
production of pantyhose.  

• Lycra, spandex, and tactel are fibers that stretch easily and are also tight-fitting. They 
are used to make active wear, bras, and swimsuits.  

• Olefin (Polypropylene or Herculon) fiber is a thermal fiber used in active wear, 
linings, and warm clothing.  

• Lurex is a metallic fiber used in clothing embellishment.  
• Ingeo is a fiber blended with other fibers such as cotton and used in clothing. It is 

prized for its ability to wick away perspiration.  
 
 

3. TEXTILE PRODUCTION 
 

3.1. Production Methods 
 
Most textiles are produced by twisting fibers into yarns and then knitting or weaving the 

yarns into a fabric. This method of making cloth has been used for thousands of years. But 
throughout most of that time, workers did the twisting, knitting, or weaving largely by hand. 
With today's modern machinery, textile mills can manufacture as much fabric in a few 
seconds as it once took workers weeks to produce by hand. The production of textiles are 
done by different methods and some of the common production methods are listed as follows: 
(i) Weaving (by machine as well as by hand) (ii) Knitting (iii) Crochet (iv) Felt (fibers are 
matted together to produce a cloth (v) Braiding (vi) Knotting. 

Weaving is a textile production method that involves interlacing a set of vertical threads 
(called the warp) with a set of horizontal threads (called the weft). This is done on a machine 
known as a loom, of which there are a number of types. Some weaving is still done by hand, 
but a mechanized process is used most often. Tapestry, sometimes classed as embroidery, is a 
modified form of plain cloth weaving. 

Knitting and crocheting involve interlacing loops of yarn, which are formed either on a 
knitting needle or crochet hook, together in a line. The two processes differ in that the knitting 
needle has several active loops at one time waiting to interlock with another loop, while 
crocheting never has more than one active loop on the needle. 

Other specially prepared fabrics not woven are felt and bark (or tapa) cloth, which are 
beaten or matted together, and a few in which a single thread is looped or plaited, as in 
crochet and netting work and various laces. Braiding or plaiting involves twisting threads 
together into cloth. Knotting involves tying threads together and is used in making macrame. 

Most textiles are now produced in factories, with highly specialized power looms, but 
many of the finest velvets, brocades, and table linens are still made by hand. Lace is made by 
interlocking threads together independently, using a backing and any of the methods 
described above, to create a fine fabric with open holes in the work. Lace can be made by 
hand or machine. The weaving of carpet and rugs is a special branch of the textile industry. 
Carpets, rugs, velvet, velour, and velveteen are made by interlacing a secondary yarn through 
woven cloth, creating a tufted layer known as a nap or pile. 
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3.2. Production of Cotton Clothes  
 
In the 1700s, English textile manufacturers developed machines that made it possible to 

spin thread and weave cloth into large quantities. Today, the United States, Russia, China and 
India are major producers of cotton. When cotton arrives at a textile mill, several blenders 
feed cotton into cleaning machines, which mix the cotton, break it into smaller pieces and 
remove trash. The cotton is sucked through a pipe into picking machines. Beaters in these 
machines strike the cotton repeatedly to knock out dirt and separate lumps of cotton into 
smaller pieces. Cotton then goes to the carding machine, where the fibers are separated. Trash 
and short fibers are removed. Some cotton goes through a comber that removes more short 
fibers and makes a stronger, more lustrous yarn. This is followed by spinning processes 
which do three jobs: draft the cotton, or reduce it to smaller structures, straighten and parallel 
the fibers and lastly, put twist into the yarn. The yarns are then made into cloth by weaving, 
knitting or other processes. 

Some of the properties of cotton are discussed as follows; (i) soft and comfortable, (ii) 
wrinkles easily, (iii) absorbs perspiration quickly, (iv) good color retention and good to print 
on, and (v) strong and durable. 

 
 

3.3. Production of Wool 
 
The processing of wool involves four major steps. First comes shearing, followed by 

sorting and grading, making yarn and lastly, making fabric. This is followed by grading and 
sorting, where workers remove any stained, damaged or inferior wool from each fleece and 
sort the rest of the wool according to the quality of the fibers. Wool fibers are judged not only 
on the basis of their strength but also by their fineness (diameter), length, crimp (waviness) 
and color. 

The wool is then scoured with detergents to remove the yolk and such impurities as sand 
and dust. After the wool dries, it is carded. The carding process involves passing the wool 
through rollers that have thin wire teeth. The teeth untangle the fibers and arrange them into a 
flat sheet called a web. The web is then formed into narrow ropes known as silvers. After 
carding, the processes used in making yarn vary slightly, depending on the length of the 
fibers. Carding length fibers are used to make woolen yarn. Combing length fibers and French 
combing length fibers are made into worsted yarn. 

Woolen yarn, which feels soft, has a fuzzy surface and it is heavier than worsted. While 
worsted wool is lighter and highly twisted, it is also smoother, and is not as bulky, thus 
making it easier to carry or transport about. Making worsted wool requires a greater number 
of processes, during which the fibers are arranged parallel to each other. The smoother the 
hard-surface worsted yarns, the smoother the wool it produces, meaning, less fuzziness. Fine 
worsted wool can be used in the making of athletics attire, because it is not as hot as 
polyester, and the weave of the fabric allows wool to absorb perspiration, allowing the body 
to "breathe". Wool manufacturers knit or weave yarn into a variety of fabrics. Wool may also 
be dyed at various stages of the manufacturing process and undergo finishing processes to 
give them the desired look and feel.  

The finishing of fabrics made of woolen yarn begins with fulling. This process involves 
wetting the fabric thoroughly with water and then passing it through the rollers. Fulling 
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makes the fibers interlock and mat together. It shrinks the material and gives it additional 
strength and thickness. Worsteds go through a process called crabbing in which the fabric 
passes through boiling water and then cold water. This procedure strengthens the fabric. 

The exclusive features of cotton fabric are (i) hard wearing and absorbs moisture, (ii) 
does not burn over a flame but smoulders instead, (iii) lightweight and versatile, (iv) does not 
wrinkle easily, and (v) resistant to dirt and wear and tear. 

 
 

3.4. Production of Silk 
 
Silkworms are cultivated and fed with mulberry leaves. Some of these eggs are hatched 

by artificial means such as an incubator, and in the olden times, the people carried it close to 
their bodies so that it would remain warm. Silkworms that feed on smaller, domestic tree 
leaves produce the finer silk, while the coarser silk is produced by silkworms that have fed on 
oak leaves. From the time they hatch to the time they start to spin cocoons, they are very 
carefully tended to. Noise is believed to affect the process, thus the cultivators try not to 
startle the silkworms. Their cocoons are spun from the tops of loose straw. It will be 
completed in two to three days' time. The cultivators then gather the cocoons and the 
chrysales are killed by heating and drying the cocoons. In the olden days, they were packed 
with leaves and salt in a jar, and then buried in the ground, or else other insects might bite 
holes in it. Modern machines and modern methods can be used to produce silk but the old-
fashioned hand-reels and looms can also produce equally beautiful silk. 

The properties of cotton includes; (i) versatile and very comfortable, (ii) absorbs 
moisture, (iii) cool to wear in the summer yet warm to wear in winter, (v) easily dyed, (v) 
strongest natural fiber and is lustrous, and (vi) poor resistance to sunlight exposure. 

 
 

3.5. Production of Nylon Materials 
 
Nylon is made by forcing molten nylon through very small holes in a device called a 

spinneret. The streams of nylon harden into filament once they come in contact with air. They 
are then wound onto bobbins. These fibers are drawn (stretched) after they cool. Drawing 
involves unwinding the yarn or filaments and then winding it around another spool. Drawing 
makes the molecules in each filament fall into parallel lines. This gives the nylon fiber 
strength and elasticity. After the whole drawing process, the yarn may be twisted a few turns 
per yard or meters as it is wound onto spools. Further treatment to it can give it a different 
texture or bulk. 

Properties of the nylon: (i) it is strong and elastic, (ii) it is easy to launder, (iii) it dries 
quickly, (iv) it retains its shape, and (v) it is resilient and responsive to heat setting. 

 
 

3.6. Production of Polyester  
 
Polyesters are made from chemical substances found mainly in petroleum. Polyesters are 

manufactured in three basic forms - fibers, films and plastics. Polyester fibers are used to 
make fabrics. Poly (ethylene terephthalate or simply PET) is the most common polyester used 
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for fiber purposes. This is the polymer used for making soft drink bottles. Recycling of PET 
by re-melting and extruding it as fiber may saves much raw materials as well as energy. PET 
is made by ethylene glycol with either terephthalic acid or its methyl ester in the presence of 
an antimony catalyst. In order to achieve high molecular weights needed to form useful fibers, 
the reaction has to be carried out at high temperature and in a vacuum. 

 
 

4. TECHNOLOGICAL USES 
 
Textile materials are materials for the daily use. Besides, textiles are also play a vital role 

in fashion shows. Technically, they are applied in variety of our life savers including safety 
belt, and the airbags in the cars, bullet-proof vests protect against weapons, used as Implant 
material in medical applications [1]. Recently, polyurethane (PU) foams that can be combined 
with Platilon thermoplastic polyurethane (TPU) films are used as excellent material for 
functional medical wound dressing which are not only help wounds to heal but also allow the 
wound to breathe by permeate the water-vapor. 

 
 

4.1. Advancements in Textile Production 
 
Technological advances during the past decade have opened many new doors for the 

Textile and Apparel industries, especially in the area of rapid prototyping and related 
activities. During the past decade, the textile and apparel complex has been scrambling to 
adjust to a rapidly changing business environment. Textiles and yarns have been around for 
thousands of years but in the last 50 years, progress in the technology has been most 
remarkable. The application of textiles and yarns have move beyond clothing and fabrics and 
they are increasingly used in high value-added applications such as composites, filtration 
media, gas separation, sensors and biomedical engineering. With the emergence of 
nanotechnology, the users of textiles and yarns are switching their attention to the production 
of nanometer diameter fibers. 

 
 

4.2. Body Scanning 
 
The development of 3 dimensional body scanning technologies may have significant 

potential for use in the apparel industry, for a number of reasons. First, this technology has 
the potential of obtaining an unlimited number of linear and non-linear measurements of 
human bodies (in addition to other objects) in a matter of seconds. Because an image of the 
body is captured during the scanning process, the location and description of the 
measurements can be altered as needed in mere seconds, as well. Second, the measurements 
obtained using this technology has the potential of being more precise and reproducible than 
measurements obtained through the physical measurement process. Third, with the 
availability of an infinite number of linear and non-linear measurements the possibility exists 
for garments to be created to mold to the 3 dimensional shapes of unique human bodies. 
Finally, the scanning technology allows measurements to be obtained in a digital format that 
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development of polymer nanofibers for applications requiring a specific surface chemistry. 
Adhesives, Permselective membranes, Anti-fouling coatings, Active protective barriers 
against chemical and biological threats are few examples of nanofibers produced through 
electrospining. 

 
 

4.6. Textile Modification 
 
Considering special advantages and high potentialities of the application of nano-

structured materials in textile industry, especially for producing high performance textiles, 
here we reviewed the application of nano-structured materials for anti-bacterial modification 
of textile and polymeric materials. The modification of textile fibers is carried out by 
commonly used chemical or electro-chemical application methods. Many of the classical 
textile finishing techniques (e.g. hydrophobization, easy-care finishing) that are already used 
since decades are amongst these methods. Modification of textiles via producing polymeric 
nano-composites and also surface modification of textiles with metallic and inorganic nano-
structured materials are developed due to their unique properties. Considering the fact that 
fiber and film processing are the most difficult procedures of molding polymeric materials, 
bulk modification of continuous multi-filament yarns is an extremely sensitive 
process. However, achieving optimum process conditions will present an economical 
technique.  

Different methods have been used for surface modifications of textiles by using poly 
carboxylic acids as spacers for attaching TiO2 nano-particles to the fabrics [9] 
and argon plasma grafting nano-particles on wool surface [10]. Plasma pre-treatment has been 
used for the generation of active groups on the surface to be combined with TiO2 nano-
particles [11]. The radical groups on the surface have also been generated using irradiation of 
the textile surfaces with UV light to bond the nano-particles [12]. Deposition of nano-
particles from their metallic salt solution on the surface pretreated with RF-plasma and 
vacuum-UV [13].  

 Nanotechnology holds great potential in the textile and clothing industry offering 
enhanced performance of textile manufacturing machines and processes so as to overcome the 
limitations of conventional methods. Nanofibres have good properties such as high surface 
area, a small fiber diameter, good filtration properties and high permeability. Nanofibres can 
be obtained via electro-spinning application or bicomponent extrusion (islands in the sea 
technique). One of the interesting areas for the application of nanotechnology in the textile 
industry are coating and finishing processes of textiles which is done by the techniques like 
sol-gel [14] and plasma [15]. Nanotech enhanced textiles include sporting industry, skincare, 
space technology and clothing as well as material technology exhibiting better healthcare 
systems, protective clothing and integrated electronics. By using nanotechnology, textiles 
with self-cleaning surfaces have attracted much attention which is created by the lotus effect. 
In brief, nanoscaled structures similar to those of a lotus leaf create a surface that causes 
water and oil to be repelled, forming droplets, which will simply roll of the surface, taking 
any with them [16].  

With the advent of nanoscience and technology, a new area has developed in the area of 
textile finishing called "Nanofinishing". Growing awareness of health and hygiene has 
increased the demand for bioactive or antimicrobial and UV-protecting textiles. Coating the 
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surface of textiles and clothing with nanoparticles is an approach to the production of highly 
active surfaces to have UV blocking, antimicrobial, flame retardant, water repellant and self-
cleaning properties. The UV-blocking property of a fabric is enhanced when a dye, pigment, 
delustrant, or ultraviolet absorber finish is present that absorbs ultraviolet radiation and blocks 
its transmission through a fabric to the skin. Metal oxides like ZnO as UV-blocker are more 
stable when compared to organic UV-blocking agents. For antibacterial finishing, ZnO 
nanoparticles scores over nano-silver in cost-effectiveness, whiteness, and UV-blocking 
property [17]. 

 
 

CONCLUSION 
 
The future success of nanotechnology in textile applications lies in areas where new 

functionalities are combined into durable, multifunctional textile systems without comprising 
the inherent favorable textile properties, including processability, flexibility, washability and 
softness. Nanotech enhanced textiles include sporting industry, skincare, space technology 
and clothing as well as material technology exhibiting better healthcare systems, protective 
clothing and integrated electronics.  
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ABSTRACT 
 

Medical textile constructs for tissue replacement or release of drugs and faster 
healing of wounds are of increasing interest recently. They belong to the smart textiles 
concept, derived from material design, textile engineering and chemical finishing. 
Advances in electrospinning techniques have permitted the generation of continuous 
fibers at the nanometer scale with a high surface area to volume ratio. Nanofiber matrices 
have been found a large number of applications in the industrial sector and also in 
biomedical field. Natural polymers possess proven tissue compatibility and usually 
contain domains that can send important signals to guide cells at various stages of their 
development. The most used sources of natural derived polymers include proteins, 
especially from extracellular matrices (ECM) (e.g. collagen), polypeptides, and 
polysaccharides (including chitosan, cellulose, starch, hyaluronic acid, heparin and 
alginate). It has been shown that nanofibrous matrices can better mimic the target tissues 
than their bulk equivalents, as cells attach and proliferate well in micro and 
nanostructured materials and there is also the ability to modify the structure, composition 
and the chemistry at the nanoscale. In this chapter, we examine briefly the use of 
nanofibrous mats in regenerative medicine from the textile materials point of view, 
having as scope to introduce the reader to this constantly emerging sector. The nanofiber 
production of the main natural derived polymers, which have been used or have the 
potential to be used in regenerative medicine, is reviewed in relation to their structure and 
correlated to the application possibilities, according to the type of engineered tissue. 
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1. INTRODUCTION 
 
It has been postulated that the smart textile concept, can lead to novel medical textile 

materials for tissue replacement, release of drugs and faster healing/recovery of wounds by 
moisture regulation. This is achieved by the development of new materials design derived 
from chemical finishing [1]. In addition, Peppas and Langer define biomedical engineering as 
an extension of chemical engineering towards biomaterials [2]. Tissue engineering (TE) 
combines the design principles of living organisms and modern engineering with the 
development of viable substitutes of human tissues such as skin, cartilage, bone, muscle and 
even cardiovascular and neuronal structures. Progress in this field is attained via scaffolds 
implementing a variety of bioactive molecules to balance cell proliferation and 
differentiation. TE skin equivalents have been in clinical use since 1997 and a fast-growing 
arsenal of replacement devices is in clinical trials or already approved as therapies for tissues 
including cartilage, bone, blood vessel and pancreas. A scaffold, in the context of 
regenerative medicine, is designed to functionally restore or repair diseased or lost tissue in 
the human body. It is usually made for a particular tissue type to stimulate or accelerate the 
tissue growth. This process is initiated by encouraging cell attachment, proliferation and 
differentiation. The cells populated in the scaffold then “secrete” the natural extracellular 
matrix (ECM) as the scaffold gradually degrades. The scaffold should have a highly porous 
structure with a proper pore size to help cell in growth and a degradation rate that matches 
that of tissue growth. An emerging philosophy in tissue engineering is that rather than 
attempting to recreate the complexity of living tissues ex vivo, we should aim to develop 
synthetic materials that establish key interactions with cells in ways that unlock the body’s 
innate powers of organization and self-repair [3]. 

In general, chemistry (materials and surfaces), biology, engineering (physical/mechanical 
properties) and healing and medicine (immunology) need to be considered simultaneously to 
design and develop composite scaffolds. Viable substitutes of human tissues such as skin, 
cartilage, bone, muscle and also cardiovascular and neuronal structures can be obtained by 
constructing biomimetic and bioactive artificial extracellular matrices (ECM). Tissue-
engineering scaffolds can be designed to interact with cells by mimicking key molecular 
features of the ECM. Natural extracellular matrix separates different tissues, supports and 
fixes cells. ECM contains many macromolecules such as proteoglycans, collagens, laminins, 
and fibronectin and sequestered growth factors, and it is primarily this molecular information 
that confers its bioactivity.  

The concept of biomimetic materials is based on the use of biopolymers, templates, 
matrix architectures or composites, bioactive molecules and living cells leading to novel 
routes in regenerative medicine. Considerable efforts in the bioengineering community 
consist on the investigation of biodegradable polymers serving as scaffolds suitable for tissue 
engineering applications [4]. Among the different classes of polymers, biodegradable 
biopolymers, obtained from natural wastes, are of great importance in regenerative medicine. 
The most used sources of natural derived polymers include proteins, especially from 
extracellular matrices (ECM) (e.g. collagen), polypeptides, and polysaccharides (including 
chitosan, cellulose, starch, hyaluronic acid, heparin and alginate) [5, 6].  

Nanofiber matrices have been found a large number of applications in the industrial 
sector i.e. in filtration, membrane, textile coating and catalysis and also in biomedical field, 
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i.e. in wound healing, drug delivery systems and tissue engineering scaffolds. Two classes of 
extracellular macromolecules are mainly found in natural ECM: proteoglycans and fibrous 
proteins with fiber diameters ranging from 50 to 150 nm, depending on tissue type [7]. 
Additionally, it has been shown that nanofibrous matrices can better mimic the target tissues 
than their bulk equivalents, as cells attach and proliferate well in micro and nanostructured 
materials [8,9]. Therefore, nanofiber matrices originated from natural polymers have gotten 
increasing attention for their application in the biomedical sector [10-12]. 

Electrospinning process has become the most attractive method for the nanofibers 
production because it is cost-effective and applicable to a variety of polymers. The rapidly 
increasing number of research concerning nanofibers via electrospinning for biomedical 
applications renders a review unlimited. In this chapter, we review briefly the use of 
nanofibers of the main natural derived polymers in regenerative medicine, relating the 
application possibilities to the type of engineered tissue. 

 
 

2. FABRICATION OF NANOFIBERS:  
BASICS IN ELECTROSPINNING PROCESS 

 
Commercial fibers have diameters in the range of 10-500 µm and with conventional 

techniques it is difficult to obtain diameters smaller than 2 µm. Nanofibers with diameters 
less than 500 nm possess a high surface area to volume ratio, providing them the ability to 
manipulate the structure, composition and the chemistry at the nanoscale. As they have 
lengths of kilometers with diameters of a few nanometers, they can be seen as a connection of 
the macro- to the nanoscale domain.  

A number of manufacturing processes have explored to fabricate micro or nanofibrous 
matrices, including drawing, self-assembly, template-directed synthesis, phase separation, and 
electrospinning. Among these techniques, electrospinning has been widely accepted as the 
simplest and least expensive means to fabricate ultra fine continuous fibers, with diameters 
from 5-500nm, from a variety of synthetic or natural polymers. It takes place when an electric 
field is applied between a nozzle (in most of the cases a needle capillary end or more recently 
a needleless type of stick or roller) and a target electrode (collector); surface charge is 
induced on a polymer fluid deforming a spherical pendant droplet to a conical shape (Taylor 
cone). High surface charge densities enhance a whipping mode, where bending of the jet 
produces highly stretched polymeric fiber with simultaneous rapid evaporation of the solvent 
[13]. A pioneering research group in this field investigated the detailed mechanism of 
electrospinning, including jet initiation, growth of bending instability, elongation of the jet 
and solidification of the jet into the nanofiber [14]. The electrospinning phenomenon itself 
involves basic and significant issues in polymer science for solution dynamics, in which 
viscoelastic parameters, surface free energy (surface tension) and electroconductivity are 
critical factors for the successful spinning of nanofibers. The solvent performs two crucial 
roles in electrospinning. First, to solvate the polymer molecules, ready to form the electrified 
jet. The second is to carry the solvated polymer molecules towards the collector, then to leave 
the polymer fibers by rapid vaporization of the solvent molecules. The appropriate selection 
of a solvent system is a prerequisite for successful electrospinning [15]. 
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Some of the advantages of electrospinning are ease of processability, possibility of large-
scale production, easy functionalization, and apparatus modifications. A versatile 
modification concerns the coaxial electrospinning which permits the fabrication of core-shell 
nanofibers. This technique is allowing the encapsulation of biomolecules as drugs and other 
nanocomposites [11]. Another technique is the Layer-by-layer (LbL) electrospinning, based 
on the equivalent layer-by-layer (LbL) assembly which consists in depositing alternately, 
polyelectrolytes that self-assemble and self-organize on a surface, leading to the formation of 
polyelectrolyte multilayer films (PEM) [16, 17]. Essentially, a polyelectrolyte is electrospun 
onto a surface of opposite charge. This leads to a reversal of the net surface charge, due to 
excess charged groups on the polymer chain, allowing the subsequent deposition of a second, 
oppositely charged polyelectrolyte. Multiple repetitions of this process lead to the build-up of 
a strong, coherent surface coating, generally with a thickness ranging from tens to hundreds 
of nanometers. The suitability of the LbL assemblies as host to a variety of biologically active 
molecules, such as drugs, enzymes, DNA or proteins, offers numerous opportunities for 
clinical applications [18]. Finally, another technique consists on the ability to align 
electrospun fibers which has interesting implications in tissue engineering, particularly for the 
development and remodeling of both native and engineered heart tissues. This is achieved 
through a rotating drum collector with a rotating speed of up to 3000 rpm. 

 

 

Figure 1. Horizontal electrospinning set-up. 

Electrospinning set-up, as designed in Figure 1, can be performed horizontally or 
vertically. The electrospinning apparatus for the production of the electrospun natural 
biopolymers reported in this chapter could set up horizontally or vertically and the spinneret 
was mounted on an electrically insulated chamber. An in-house fabricated high-voltage DC 
power supply generator allowed voltages of up to 50 kV. The polymer solution was put into a 
1 mL disposable syringe fitted with tip-ground-to-flat needles and fed with the help of a 
programmable KD scientific pump. The nanofibers were collected on a polypropylene non-
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woven fabric or aluminum foil fitted on a stable circular collector at different distances from 
5 to 15 cm. The electric potential, solution flow rates and the needle to collector distance were 
adjusted so that a stable jet was obtained. The flow rate is dependent on the viscosity of the 
solutions and had to be adjusted with the electric field. 

 
 

3. NATURAL BIOPOLYMERS IN REGENERATIVE MEDICINE 
 
The development of new resorbable materials for tissue replacement remains an 

important aim in regenerative medicine. The potential biomedical use of these materials is 
governed by the physical, chemical and biological compatibility and also by their 
biodegradability. Physical properties, such as tensile strength, deformation resistance and 
elasticity modulus have to match with that of the tissue to be replaced. Also, chemical 
reactions at the interface of implanted biomaterial influence biocompatibility.  

The use of polymers for the development of biocompatible materials serving as scaffolds 
is manifold. Working backward from the end use, a series of design criteria are established 
where the site of implantation and expected performance define polymer selection. On the 
one hand, synthetic polymers can be tuned in terms of composition, rate of degradation, 
mechanical, and chemical properties. On the other hand, naturally derived polymers provide 
compositional uniqueness, such as stimulating a specific cellular response, which in many 
cases overrides the advantages of synthetic polymers. But as they show poor processability, 
they must be often modified in order to perform electrospinning. Sometimes, a crosslinking is 
required so that the nanofibers retain their form. Another method is the combination of 
natural polymers with synthetic polymers, thus gaining of the better mechanical properties of 
these late. Natural biopolymers are bearing good biofunctionality and are better suited for 
applications requiring flexibility and elasticity, as in soft tissue replacement and 
cardiovascular grafts [19].  

For scaffolds development, high surface area and an open and interconnected 3D pore 
system are necessary. A minimum pore size is required for cell adherence and infiltration, 
permitting also the diffuse of cell nutrients. Electrospinning generates loosely connected 3D 
porous mats with high porosity and high surface area capable of absorbing proteins and 
providing enough binding sites to cell membrane receptors [20]. Also, as cells perform 
amoeboid movement to migrate through the pores, they push the surrounding fibers aside to 
expand the hole as the thin fibers offer little resistance to cell movement. This could presume 
that the pores with smaller diameters in this structure may not hinder cell migration and 
provide the cells with an opportunity to adjust optimally the pore diameter and grow into the 
scaffold [10]. The nanofibrous mats as a dynamic architecture, are therefore excellent 
candidates for use in TE. Nevertheless, round cells having diameters of about 10 µm cannot 
attach in nanofiber meshes with pores on the nanometer scale. These nanofiber meshes can be 
useful for barrier applications such as skin and vascular grafts [21].  

In addition, drug release methods via nanofiber matrices are strictly related with tissue 
engineering, as the release of various therapeutic factors can increase the efficiency of 
regeneration. In the following sections, a focus on nanofibers from the main natural 
biopolymers and their potential applications in regenerative medicine will be introduced. 
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ratios up to 70:30 of ulvan/PVA. The nanofibers have an average diameter controllable down 
to 84 nm and present a highly ordered crystalline structure under transmission electron 
microscopy (TEM) (Figure 5).  

 

 

Figure 5. a. SEM image of (a) ulvan/PVA (50:50); (magnification: x50000). b. TEM image of 
ulvan/PVA (50:50) nanofiber revealing the layered structure: The image shows part of a single 
nanofiber, presented in the insight image (scale: 10 nm), at higher magnification (scale: 5 nm). 

A new complex fiber is created, which results from ulvan and PVA ionic assembly and 
involves borate esters and divalent cations. The spinnability of this anionic sulfated 
polysaccharide in combination with its interesting biological and physicochemical properties 
can lead to new biomedical applications such as drug release systems. Finally, the 
biocompatibility and bioactivity, currently under investigation, of this promising biopolymer 
could unveil a potential biomaterial from cheap natural resources.  

 
 

CONCLUSION 
 
According to Langer, enormous challenges remain for the field of regenerative medicine 

and tissue engineering, even if over 20 different tissues have been yet engineered [79]. There 
are many cases such as liver failure and spinal cord repair that the disease treatment based on 
classical drugs or therapeutic methods cannot be medicated. Such situations can be handled 
with transplantation or better with regenerative medicine and living tissue replacement, 
reducing thereby the dependence on donor tissue and organs. Within the context of tissue 
engineering and regenerative medicine, there continues to be a clear and present need to 
develop advanced materials design and processing methods that can better replicate the 
exquisite architecture and functional properties of native tissues. Future generations of tissue 
engineering scaffolds are considered to provide tissue-like mechanical properties as well as 
micro-to-nanoscale structural features capable of modulating tissue regeneration at the cell 
level [80].  

The use of natural polymers, for the development of biocompatible materials serving as 
scaffolds, provides many of the instructive cues which are required for the cells attachment 
and proliferation. This fact induces the biocompatible and biomimetic character of these 
naturally derived materials. Nanofibers derived from natural polymers and obtained mainly 
via electrospinning have shown a great potential in regenerative medicine. In this chapter, the 
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most recent and state-of-the art work on natural nanofibers applications in tissue engineering 
and other related fields as drug release have been briefly discussed.  

Several material issues remain to be tackled, e.g. the problem of batch-to-batch quality 
variation, the limited solubility of many natural polymers such as cellulose and chitosan, the 
mechanical properties and the interaction with biological systems such as growth factors and 
cells. Future critical challenges include synthesis of new derivatives, hybrids of natural and 
synthetic polymers, fabrication of novel core-shell nanofibers, surface tailored chemistries 
and development of electrospinning engineering parameters such as blowing-assisted device 
and rotating collector supplying aligned nanofibers. Another issue concerns the density of 
nanofibers and subsequently the porosity of nanofibrous scaffolds. Nanoscale scaffolds 
deploy more binding sites to cell membrane receptors and have greater surface areas for 
protein absorption. This has a significant importance in tissue engineering of vascular grafts. 
However, small pores in nanofiber meshes are not advantageous for all applications. In a 3-
dimensional scaffold, cells need sufficient space to infiltrate and migrate, and this requires 
pores of approximately 10 µm. The fabrication of micro/nanofiber composites has been 
proved advantageous in the only few cases tested [81, 82]. In this combination, one can 
benefit from both the strength provided by the knitted structure of the microfiber and the cell-
seeding ability of the spun nanofiber mesh. The use of nanofibers from natural biopolymers in 
regenerative medicine will continue to expand towards clinical applications. Textile materials 
scientists and engineers could afford solutions on a real technical scale, e.g. by developing 
natural fibers with improved properties and constructing tailored knitted scaffolds for tissue 
replacement. Closer collaboration among scientists and clinicians could advance the in vivo 
studies and final applications of these textile scaffolds. 
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ABSTRACT 
 

During the ancient Roman civilization, discrete fibers were used to reinforce brittle 
matrices such as mortar and clay in order to improve the tensile load carrying capacity of 
the brittle matrices. Natural fibers such as: horse hair, sisal, and grass were employed in 
their natural form. With the advent of cement and concrete construction at the beginning 
of the 19th century, the need for reinforcement, and the potential of fibers was well 
understood.  

Since the early 19th century, asbestos fibers were known to be effective in reinforcing 
cement mortar to produce a composite referred to as “asbestos cement”. Indeed, during 
this period, asbestos-cement industry was most successful owing to the strong chemical 
bond that develops at the fiber/matrix interface. However, since mid 19th century 
exposure to asbestos was known to be a health hazard. Therefore, research has been on-
going for a suitable replacement to “asbestos cement’. Over the years, there has been an 
increasing tread in general acceptance of fibers as reinforcement to brittle cementitious 
matrices. 

The development of fiber reinforced cementitious composites can be traced back to 
the 1960’s when straight short discrete steel fibers were mixed into mortar and concrete 
for construction of slabs on grade. Later, other fiber types were accepted for use in 
cementitious matrices. This insight was the driving force in innovations that occurred in 
mid 1970’s involving new techniques of production of polypropylene fibers.  

Since 1990’s, the manufacture and processing of different fiber types has been 
customized for cement-based applications. Among these fibers are steel, Alkali Resistant 
(AR) glass, carbon, polymeric fibers, as well as naturally occurring fibers. Similarly, for 
textiles, the innovations in the individual fibers has led to new processing and 
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had a colonnaded court leading to the portico. The dome of the rotunda behind the portico is 
43.2 m in diameter. The oculus (a round opening) at the top is 8.5 m in diameter and provides 
the only source of light for the interior [3].  

In the 1st century A.D., there was increase in the use of concrete by Romans architects, 
who molded arches, vaults, and even domes from concrete and faced them with bricks for 
added strength [4]. These early form structures were decorated with an exterior layer of 
marble or stucco.  

After the death of a famous Roman Emperor Nero, his successor, Vespasian constructed 
a great amphitheater on the ruins of Nero's official residence in Rome as a palace for the 
masses. The construction of the amphitheatre went on between 70 A.D. and 82 A.D [5]. The 
amphitheatre is best known for its multilevel system of vaults made of concrete. It is called 
the Colosseum after a colossal statue of Nero that once stood nearby, but its real name is the 
Flavian Amphitheater. It was used for staged battles between lions and Christians, among 
other spectacles, and is one of the most famous pieces of architecture in the world [6].  

 

 

Figure 1. Use of concrete in historical buildings. 

Concrete enabled the architects of the great amphitheater to build tunnels that allowed 
easy access for spectators. This feature is still included in the design of modern football 
stadia. The use of concrete also allowed the Romans to enclose larger spaces for their baths 
and other rectangular structures called basilicas.  

Mortar has historically been used for construction of buildings at the coastal towns of 
Kenya. For example, the historic site known as Gedi at the coastal towns of Kenya consists of 
the ruins of a fifteenth century Arab-African town, typical of a number of such towns up and 
down the coast of East Africa. The buildings have architectural features such as columns and 
arches built using traditional Islamic architecture. Figure 1 shows (a) part layout plan of a 
palace that was constructed in 1339, referred to as at Gedi Ruins and (b) Mihrab that is still 
standing on the North Wall of a Mosque at Gedi Ruins that was constructed at the palace 
using coral stones and mortar joints. 

 
 

1.3. Portland Cement 
 
The production of the world's first Portland cement dates back to 1824 when Joseph 

Aspdin of Leeds took out a patent on the cement he had produced [7]. This cement was 
formed by heating a mixture of finely divided clay and limestone or chalk in a furnace to a 
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temperature sufficiently high to drive off all the carbon dioxide. He called it Portland cement 
because he thought it resembled Portland stone in color. (Portland stone is a yellowish-white 
limestone quarried in the Isle of Portland, on the Dorset coast of southwest England). The 
properties of the cement could be pre-determined. 

This artificial form of cement has gradually been improved over the years to the high 
quality Portland cement widely used today [7, 8]. There have been many developments in the 
manufacture of cement, and modern Portland cement is now made to high standards in most 
parts of the world [8]. Figure 2 shows Kilifi Bridge, an example of modern bridge structure 
over an estuary at the Kenyan coast. The bridge is built in lightweight and durable concrete 
which has been reinforced with steel bars and mesh. 

 
 

1.4. Reinforced Concrete 
 
Hardened cement paste itself is brittle when subjected to normal tensile stresses and 

impact loads. Therefore, on its own it is not ideal for many building applications, however, 
when combined with aggregates and used in compression, it is very hard and strong, and a 
high compressive strength (up to 100 MPa) is easily achievable [9]. This is ideal for 
compression members in structures but for bending and tension members, conventional 
concrete has a low tensile strength (1-4 MPa). As a result, in conventional concrete 
construction, other means have been used to compensate for this low tensile strength, 
including steel reinforcing in the form of bars (or mesh) or through various “small fiber” 
composite additions. It is this aspect of these fiber cement composites that is the focus of this 
chapter.  

 

 

Figure 2. Use of concrete in modern structures. 

Traditionally, steel reinforcement is cast in concrete to carry the bending tensile stresses, 
whilst relying on the concrete to carry the bending compressive stresses. The use of mild steel 
bars (commonly referred to as rebars) placed in the tension zone of a section in relatively 
small amounts provides the necessary tensile strength resistance. The bars are referred to as 
primary reinforcement. This technique provides a practical solution to the brittleness of 
concrete. Hence the term “'reinforced concrete” that is in general use in construction [8]. 
Figure 3 illustrates schematically the flexural action in a reinforced concrete beam element 
and the role of primary reinforcement.  
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Rebars are available in various forms and sizes. They are either high yield square twisted 
bars, high yield ribbed bars, or round mild steel bars, with sizes ranging between 6 and 32 
mm in diameter. Their application as primary reinforcement depends on the structural design 
of the concrete structure or element under consideration. 

The second form of reinforcement in concrete is referred to as secondary reinforcement. 
This is non-structural in nature. Secondary reinforcement caters for the minimization and 
possible prevention of certain non-structural deformations in concrete such as the inhibition 
of cracking. 

 

 

Figure 3. Flexural action in reinforced concrete. 

Secondary reinforcement is mainly employed in different structural elements, for 
example ground floor slabs that do not require primary reinforcement for strength. A 
traditional form of secondary reinforcement is welded wire fabric (WWF), commonly known 
as wire mesh. 

 
 

1.5. Composite Materials 
 
A composite material is made up of a combination of two or more different materials. A 

composite material can provide superior and unique mechanical and physical properties 
because it combines the most desirable properties of its constituents. For example, a glass-
fiber reinforced plastic (GFRP or fiberglass) combines the high strength of thin glass fibers 
with the ductility and chemical resistance of plastic; the brittleness that the glass fibers have 
when isolated is therefore not a characteristic of the composite. 

Composites make up a very broad and important class of engineering materials and are 
used in a wide variety of applications. The world annual production of composites is over 10 
million tons and the market has in recent years been growing at 5-10 per cent per annum [9]. 
The opportunity to develop superior products for aerospace, automotive, and recreational 
applications has sustained the interest in advanced composites. 

Currently, composites are being considered for wider applications that include civil 
engineering structures such as bridges and freeway pillar reinforcement; and for biomedical 
products, such as prosthetic devices. Table 1 lists some typical applications of composites in 
modern industries [10]. 
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function of the shape and dimensions of the reinforcement. Figure 4 represents a commonly 
employed classification scheme for composite materials [13]. 

Particulate reinforcements have dimensions that are approximately equal in all directions. 
The shape of the reinforcing particles may be spherical, cubic, platelet or any regular or 
irregular geometry. The arrangement of the particulate reinforcement may be random or with 
a preferred orientation. In the majority of particulate reinforced composites the orientation of 
the particles is considered, for practical purposes, to be random as illustrated in Figure 5 (a). 
The figure illustrates different types of composites as follows: (a) particulate, random; (b) 
discontinuous fibers, unidirectional; (c) discontinuous fibers, random; (d) continuous fibers, 
unidirectional. The arrows in the figure indicate the stronger direction.  

A fibrous reinforcement is characterized by length that is much greater than the cross-
sectional dimension. However, for different composites, the aspect ratio (the ratio of length to 
the cross-sectional dimension) can vary considerably. Single-layer composites with long 
fibers with high aspect ratios are referred to as continuous fiber reinforced composites, 
whereas discontinuous fiber composites are fabricated using short fibers of low aspect ratio.  

The orientation of discontinuous fibers may be preferred or random as illustrated in 
Figure 5(b) and (c). The frequently encountered preferred orientation in the case of a 
continuous fiber composite is illustrated by Figure 5(d). This is referred to as unidirectional 
and the corresponding random situation is approximated to so-called bi-directional woven 
reinforcement. 

 

 

Figure 4. Classification of composite materials. 
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    (a)         (b)    (c)      (d)  

Figure 5. Examples of composites materials. 

The other category of fiber reinforced composites is multilayered composites. These are 
classified as either laminates or hybrids. Laminates are sheet constructions, which are made 
by stacking layers (also called plies or laminates and they are usually unidirectional) in a 
specified sequence. Hybrids are multilayered composites with different types of fibers and 
they are becoming popular in the composites industry. The fibers may be mixed in a ply or 
placed layer by layer. These composites are designed to have the advantage of the properties 
of the different fibers [13]. 

The most widely used type of composite material is polymer matrix composites (PMCs). 
PMCs consist of fibers which are mostly made of carbon or alkali resistant (AR) glass that is 
embedded in a plastic matrix. Typically, the fibers make up about 60 percent of a polymer 
matrix composite by volume. Metallic or ceramic matrices can be substituted for the plastic 
matrix to provide more specialized composite systems, which are referred to as metal matrix 
composites (MMCs) and ceramic matrix composites (CMCs), respectively. These three main 
classes of composites, i.e. polymer, metal and ceramic matrix composites have different 
microstructures according to the nature of the matrix as shown in Figure 6 [10]. The 
composites in Figure 6 illustrate: (a) polymer composite of epoxy crossply laminate 
reinforced with carbon fiber (b) aluminum metal reinforced with silicon carbide and (c) glass 
ceramic reinforced with silicon carbide bars.  

Fibers manufactured for composite production consist of thin continuous fibers or 
relatively short fiber segments. When using short fiber segments, however, fibers with a high 
aspect ratio are required. Continuous-fiber composites are generally required for high 
performance structural applications. The specific strength (strength to density ratio) and 
specific stiffness (elastic modulus-to-density ratio) of continuous carbon fiber PMCs, for 
example, can be vastly superior to conventional metal alloys. Composites can also have other 
attractive properties, such as high thermal or electrical conductivity, and a low coefficient of 
thermal expansion. Also, depending on how the fibers are oriented or interwoven within the 
matrix, composites can be fabricated such that they have structural properties specifically 
tailored for a particular structural use. 

Despite composite materials having certain advantages over conventional materials, 
composites also have some disadvantages. For example, PMCs and other composite materials 
tend to be highly anisotropic, that is, their strength, stiffness, and other engineering properties 
are different depending on the orientation of the composite material. 
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Figure 7. Data of common engineering materials. 

 
2. REINFORCEMENT OF CONCRETE WITH FIBERS 

 
2.1. Developments in Fiber Cement Composites 

 
Like concrete, fiber cement composite technology is not a new development since fiber 

has been used to reinforce brittle materials since ancient times. Its use can be traced to as far 
back as 3,000 BC when the Chinese used cementitious materials to hold bamboo boats 
together and in building of the great wall. Similarly, the Egyptians also had developed this 
technology when they reinforced mud bricks with straw for use in wall construction [2].  

This technology has not remained static. Just like any other technology, through 
innovation and research, a deeper understanding of the various types of fibers has been 
achieved. Among them was the natural mineral fiber asbestos, whose use with cement has 
been known since the mid-nineteenth century [10].  

By the latter half of the twentieth century, new methods of physical and chemical 
analysis were uncovering the principles that govern the properties of natural polymers which 
resulted in chemists creating a new industry of manmade organic materials. This industry 
made thermoplastic products like polypropylene, polyethylene and nylon, which found a wide 
application in the motor, textile and building industries [11]. 

After the introduction of fibers as reinforcement to concrete, asbestos cement became the 
most successful fiber cement industry due to its extremely good bonding nature with cement 
[10]. However, research into the link between asbestos and respiratory diseases, including 
lung cancer, led to the demise of the widespread use of asbestos fibers. A great demand thus 
developed in the search for a suitable substitute. This demand was accelerated by the rising 
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awareness among workers, researchers and journalists of the hazardous effects of asbestos 
fibers which put a lot of pressure on the World Trade Organization to ban asbestos cement 
trading. In recent times, the concrete industry has adopted fibers which are obtained as a by-
product of other industries.  

 
 

2.2. Types of Reinforcement Fibers 
 
The fibers used for reinforcement of concrete can be classified under three main 

categories as follows: 
 
a. Natural fibers 
b. Metallic fibers 
c. Synthetic fibers 
 
These different fibers have varied properties and applications in concrete composites.  
 

2.2.1. Natural fibers 
With the exception of straw and various types of animal fibers, which were used to 

reinforce mortar in ancient times, few natural fibers are known to effectively reinforce 
concrete. Among the few fibers, sisal is the most common fiber that has been used as 
reinforcement to cement mortar and concrete. The sisal plant is abundant in Kenya and other 
East African countries. 

Sisal, like many other agave plants, is a tropical freshly leaved plant cultivated for its 
fiber. The fiber is ordinarily used for the production of cordage, rope, twine, cloth, carpets 
and similar products. However, with the fast development of the concept of fiber reinforced 
concrete, the feasibility of using sisal fibers as reinforcement for concrete is attractive for 
various reasons: 

 
• The mechanical and physical properties of sisal fiber are comparable with those of 

many fibers that are currently being used for reinforcement of brittle materials; 
• Sisal fiber is a cheap and abundant locally available material in many tropical 

countries; 
• Sisal is a renewable resource which requires comparatively little energy and simple 

technology to process; 
• Sisal has acceptable environmental characteristics and can replace asbestos, which is 

a health hazard. 
 
Sisal fiber can be used as reinforcement of both organic materials such as plastics and 

inorganic materials such as gypsum and concrete. Gypsum is perhaps the oldest matrix 
material that has been used with sisal fiber as its reinforcement [15]. Reinforcing of concrete 
with sisal fibers has in the recent past bee investigated. A study carried out by Nilsson in 
1975 demonstrated that there was great potential of using sisal fiber reinforced concrete, thus 
the keen interest in research on sisal fiber reinforced concrete [16]. 
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there is normally little improvement in the ultimate tensile strength, but the fibers 
inhibit early cracking and improve ductility. When continuous fibers are used there is 
very pronounced strengthening effect. 

• There is strong indication that sisal fiber reinforced concrete, if properly protected, 
can achieve good resistance against normal environmental exposures. 

 
2.2.1.3. Applications of Sisal Fiber Reinforced Concrete 

There are many possibilities of utilizing sisal fiber reinforced concrete particularly in low 
cost housing schemes. The applications range from manufacture of roofing sheets, cladding 
mud-brick walls, production of light walling and cladding, plastering, and many other 
applications. 

 
Roofing Sheets 

There are not many feasible alternatives for roofing materials in many developing 
countries, especially in the rural areas where modern housing has to rely almost exclusively 
on the use of corrugated aluminum or asbestos sheets. Due to the high prices of these items, 
this makes roofing to be an expensive item in rural housing schemes. Current research shows 
that roofing sheets made from sisal fiber reinforced concrete can provide a cheap alternative 
to the conventional corrugated aluminum sheets. Sisal fiber reinforced concrete sheets are fire 
resistant and durable. They also have good thermal and sound insulating properties [27]. Sisal 
fiber reinforced concrete roofing sheets can be produced in small-scale industries, thereby 
offering opportunities for improving the quality of life in rural areas28. 

 
Light Walling and Cladding 

Sun screens and cladding for multi-storey buildings can be manufactured from sisal fiber 
reinforced concrete, while hollow sisal fiber reinforced concrete blocks can be used for 
making light load bearing wall elements [26]. 

 
Plastering 

Sisal fiber reinforced concrete surfacing can protect mud-brick walls and mud-and-pole 
constructions from destruction by rain [26]. 

 
Other Applications 

Sisal fiber reinforced concrete can also be used for the manufacture of paving slabs and 
as surfacing for concrete bridge decks. There are also wide possibilities for semi-structural 
applications of sisal fiber reinforced concrete in the form of light beams, frames and trusses 
and as permanent formwork for cast-in-situ concrete [26, 29]. 

 
 

2.3. Metallic Fibers 
 
Various types of fibers have been used in construction for the past 30 years. A common 

steel fiber that has been used for reinforcing concrete are steel fibers. When steel fibers 
entered mainstream construction, there was the issue of whether the use of steel fibers was 
more advantageous than the use of polypropylene fibers. Therefore, it was necessary to 
document the main benefits of steel fiber reinforced concrete. What followed was a large-
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scale testing program to compare steel fiber reinforced concrete with unreinforced and 
conventionally reinforced concrete in various applications, in particular industrial slabs on 
grade. 

Studies undertaken at Imperial College in London on simply supported slabs showed that 
steel fibers modify the cracking mechanism in concrete slab after loading [30]. This work 
paved the way for further research at Thames Polytechnic [31], (now the University of 
Greenwich). The investigations were useful in that they provided more insight into the 
behavior of steel fibers under loading in comparison with traditional reinforcing with fabric 
mesh, and unreinforced concrete in elements such as slabs on grade.  

Steel fibers have been found to be a technically feasible option of fiber reinforced 
concrete applications. The main advantages of steel fibers over other fiber types are: crack 
width control, redistribution of stresses, enhanced load-bearing capacity, time savings, and 
added ductility. The reinforcing action of steel fibers depends on fiber geometry, aspect ratio 
and tensile strength [32]. There are practical advantages of using steel fibers in industrial 
floors such as: elimination of fabric mesh and other reinforcement accessories, reduced slab 
thickness, faster construction times and fewer joints [33].  

Steel fibers are added either at the batching plant or on site. Figure 8 shows the addition 
of steel fibers to a concrete truck mixer at the batching plant before it leaves for site [49]. The 
arrival of laser screed machines in developed nations like the United States and the United 
Kingdom revolutionized industrial flooring, and this enhanced the performance capabilities of 
the flooring contractor, as they were able to pour ready-reinforced concrete floors out of the 
truck mixer. Figure 9 illustrates the way steel fibers look before and after they are added to 
the rest of the concrete ingredients in the mix. 

Introduction of randomly distributed steel fibers into a concrete mix transforms the 
hardened concrete material into a more ductile composite. This is because the tensile stresses 
in concrete are not just compensated for in one or two locations but throughout the entire 
concrete section, and in multiple directions as shown in Figures 10-12. The resulting steel 
fiber reinforced concrete is able to withstand much greater stresses, both prior to and after 
cracking [33]. 

Homogeneously reinforced concrete has substantially greater fatigue and impact 
resistance than conventionally reinforced materials, greatly reducing the potential for 
fractures and spalling. Should a crack develop, a fiber immediately redistributes the load, 
maintaining a micro crack and resisting development into the macro crack phase. This 
mechanism is illustrated in Figure 12.  

 

 

Figure 8. Addition of steel fibers to a concrete truck mixer. 
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Figure 9. Steel fibers (a) before and (b) after addition to concrete. 

 

 

Figure 10. Conventional reinforcement showing a single point crack restraint. 

 

 

Figure 11. Steel fibers providing continuous crack restraint. 

 

 

Figure 12. Close-up of steel fibers crossing a crack. 
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2.3.1. Difficulties in Mixing and Durability of Steel Fibers 
One of the main problems with steel fibers is segregation, which varies with the fiber 

types and dosages but, as the blemishes were generally unacceptable, satisfactory remedial 
measures were devised, such as snipping the loose ends with wire cutters and filling surface 
blemishes with resin mortars. Surface fibers have now been minimized and, with careful use 
of fiber suppressants, can be eliminated [34]. Since then, contractors have gained more 
experience and the range of steel fibers has grown. 

The long-term durability of steel fiber reinforced concrete is well documented and steel 
fiber concrete is generally much more resistant to impact than traditionally reinforced slabs. 
In addition to the inhibition of macro cracks, the potential spalling is minimal because the 
diameters of many types of steel fibers are generally small (0.5–1mm). There is also evidence 
of autogenous healing of cracks, which benefits long-term durability [35]. 

 
2.3.2. Types of Steel Fibers for Use asReinforcement to Concrete 

There exist several manufacturers of steel fibers which are specially engineered for 
concrete reinforcement. These are all based in either European or the United States’ 
standards, which include manufacturers such as Novocon, a division of Synthetic Industries, 
based in Illinois, United States of America [49]. Out of all the different manufacturers of steel 
fibers,  

Novocon steel fibers have proven to be the most widely used, mainly due to their high 
production standards as well as the many brands of steel fiber manufactured. The brand 
names of these Novocon steel fibers are: (a) XorexTM, (b) NovotexTM, (c) TwintexTM and (d) 
FortexTM [49]. 

 
2.3.2.1. Xorextm Steel Fibers 

Xorex™ steel fiber is a leading low carbon, cold drawn steel fiber for use in concrete 
reinforcement. It is evenly distributed in concrete mixtures to provide improved mechanical 
bonding capacity and enhancing the flexural and shear strength, fatigue, impact resistance and 
ductility of concrete. Xorex™ is a reliable and cost efficient concrete reinforcement that is 
designed to be easy to mix, place and finish. Figure 13 illustrates the appearance and 
dimensions of an individual Xorex™ steel fiber. 

 
2.3.2.2. Novotextm Steel Fibers 

Novotex™ steel fiber is manufactured from high quality low carbon, and it is cold drawn 
steel that meets high toughness performance specifications [36]. It has a good bonding 
capacity with a wide range of concrete and shotcrete applications, at the same time it reduces 
the time and material costs associated with traditional rebar or wire mesh reinforcement. 
Figure 14 illustrates the appearance and dimensions of an individual Novotex™ steel fiber. 

 
2.3.2.3. Twintextm Steel Fibers 

Twintex™ fiber offers better joint stability, reduces joint spalling and saves valuable 
maintenance costs in large, heavy traffic applications. It features a unique conical design and 
meets high toughness performance specifications [36] (level V and ISO 9002). Twintex™ 
fiber is specially designed to “yield” as opposed to pulling out, which provides exceptional 
load transfer stability, impact resistance and crack width control in concrete applications. 
Figure 15 illustrates the appearance and dimensions of an individual Twintex™ steel fiber. 
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Figure 13. XorexTM steel fiber showing the key dimensions. 

 

 

Figure 14. NovotexTM steel fiber showing the key dimensions. 
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Figure 15. TwintexTM steel fiber showing key dimensions. 

 
2.3.2.4. Fortextm Steel Fibers 

Fortex™ steel fiber offers a cost effective concrete reinforcement system with high 
strength and ease of handling. Fortex™ is easy to mix, place and finish and is manufactured to 
meet the specific performance and cost objectives of owners and concrete professionals 
worldwide. Figure 16 illustrates the main features and dimensions of a single Fortex™ steel 
fiber. 

In general, the benefits of Novocon steel fibers include: 
 
• The fibers comply with ASTM A820, Type I, cold drawn high tensile deformed steel 

wire [37]. 
• The fibers meet Toughness Performance Level III [36]. 
• Variable equivalent diameter and continuously deformed shapes provide superior 

reinforcement resulting in less cracking. 
• High tensile strength fibers bridging joints or cracks to provide superior aggregate 

interlock resulting in increased load carrying capacity. 
• Manufactured in different lengths to meet specific applications. 
• Provide uniform, multi-directional concrete reinforcement. 
• Require less labor to incorporate into concrete applications than rebar or wire mesh. 
• Eliminate the need to bend and tie rebar or mesh in shotcrete applications. 
• Require no special equipment to install reinforcement. 
• Offer greater project scheduling accuracy. 
• No special equipment is needed to mix, place or finish. 
• Provide superior contraction joint stability and crack width control. 
• Compatible with all types of cements and concrete mixtures. 
• Are ideally suited for hand or vibratory screeds, laser guided screeds and all 

conventional finishing equipment. 
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• Are compatible with all curing compounds, super-plasticizers, mid and high range 
water reducers, hardeners and coatings. 

 

 

Figure 16. FortexTM steeel fiber with main dimension. 

Novocon steel fibers also comply with several codes as outlined below: 
 
• Comply with ASTM A820 [37], Type I, cold drawn high tensile deformed steel wire. 
• Novocon steel fiber reinforced concrete and shotcrete (SFRC and SFRS) conforms to 

ASTM C94 [38] standard specifications for ready-mixed concrete uniformity 
requirements. 

• Toughness and workability conforms to ASTM C1116 [39] and ASTM C1018 [36]. 
 
Some of the main applications of Novocon steel fibers are: 
 
• Industrial slabs on grade 
• Composite metal decks 
• Precast units 
• Shotcrete for shrinkage crack control 
• Overlays 
• Airport runways and taxiways 
• Highway pavements 
• Hydrodynamic structures 
• Equipment foundations 
• Blast resistant structures 
• Joint free design 
• Seismic design 
• Structural design 
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panel may only be 50mm thick. The carbon fiber reinforced panel would have a comparable 
strength and durability with conventional reinforced concrete panel, but at one-third the 
thickness and weight. Such a significant reduction in thickness and weight means that three 
times as many panels could be transported on a truck. At the same time, the labor required for 
placing and tying the steel re-bar would also be eliminated. Replacing the steel re-bar means 
that rusting would be eliminated, thus reducing building maintenance costs. In addition, 
lighter cladding translates into taller buildings for the same (or less) quantities of materials. 
Therefore, design options would be opened up to a whole new range of exciting possibilities 
[45].  

There are several advantages of using carbon fiber reinforced concrete for offshore 
platforms, which are used as support structures for oilrigs. In conventional construction, the 
challenge has been how to build the elements quickly and economically, while at the same 
time providing a structure with sufficient durability, affordability and strength. Considering 
that sea water is salty and could thus accelerate corrosion of steel re-bars, replacing them with 
carbon fibers could be a viable solution to the challenges. 

The biggest limitation to the application of carbon fibers as the primary reinforcement in 
concrete is cost. Carbon fibers are extremely expensive as compared with other forms of 
concrete reinforcement, which has limited their application particularly in developing 
countries such as Kenya. 

 
 

2.5. Synthetic Polymeric Fibers 
 
Synthetic fibers are derived from organic polymers. These are the most widely marketed 

and distributed concrete reinforcement fibers throughout the world. Most organic fibers are 
thermoplastic, that is, they are softened by heat. Chemical processes are the basis of the 
manufacturing process of thermoplastic synthetic fibers, and examples of the fibers include 
nylon, acrylic fibers, aramids/aromatic fibers, spandex fabrics, olefins, and polymers (which 
include polypropylene (PP)) [1]. 

Out of these thermoplastics, polypropylene has desirable properties, namely durability, 
and chemical resistance. In addition, polypropylene, has a low density, is impact and 
temperature resistant. Therefore, polypropylene has been widely used in concrete as 
reinforcement. 

 
2.5.1. Historical Background of Polypropylene  

Polypropylene was an innovative development that originally was in the form of fibers, 
films or molded pipes. The plastic polymer PP was discovered by Giulio Natta from Italy and 
Karl Ziegler from Germany [1], renowned chemists and academicians who combined efforts 
that led to being jointly awarded the 1963 Nobel Prize in chemistry [48].  

In the 1930s Natta's attention shifted to organic, rather than inorganic, chemistry, and he 
pursued the study of polymers (large molecules). Natta used his knowledge of polymers to 
help develop methods of producing synthetic rubber. While visiting Frankfurt, Germany, in 
1952, Natta heard a lecture by Karl Ziegler, whose own work in the field of the practical 
importance of polymers paralleled Natta's [48].  

Karl Ziegler's work with substances that accelerate chemical reactions (catalysts) made 
valuable contributions to the field of plastics. After World War II (1939-1945), Ziegler 
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conducted research on organic aluminum compounds, work that eventually led to the 
discovery that the compounds tri-ethyl aluminum and titanium tetrachloride produced a type 
of plastic of a very high molecular weight. This mixture of compounds became known as the 
Ziegler catalyst, and its product, a tougher, more heat-resistant plastic, revolutionized the 
plastics industry and, consequently, provided Ziegler with abundant royalties. This plastic 
material was referred to as polypropylene (PP). The discovery of the catalyst that was used in 
production of polypropylene revolutionized the plastics industry, Ziegler was awarded the 
1963 Nobel Prize in chemistry, which he shared with Italian chemist Giulio Natta [48]. 

Natta and Ziegler collaborated on the production of a plastic that was not only heat-
resistant and hard, but also highly impact resistance and malleable. It could be spun into 
fibers, spread out as a film, or molded into pipes, for example, with strength and resilience 
comparable to the previously used materials such as nylon or metal. 

 
2.5.2. Developments in Usage of Polypropylene Fibers 

Polypropylene fiber products account for approximately 15% of polypropylene 
consumption. The products range from continuous filaments (for carpeting and rope), to melt-
blown fibers for non-woven goods. Specific applications include outdoor carpets, yarns for 
upholstery and automobile seats, replacement for canvas in luggage and shoes, disposable 
goods (diapers, surgical gowns), ropes, cords and fibers for concrete reinforcement and 
additive purposes [46]. 

 
2.5.3. Chemistry of Synthetic Polypropylene Fibers 

Polypropylene is a polymer material, which is formed by the chemical process of 
polymerization. A polymer is a large molecule containing hundreds or thousands of atoms 
formed by combining one, two or occasionally more kinds of small molecules (monomers) 
into chain or network structures [47]. 

These molecular structures are classified according to the various types of polymer 
materials that are available. The main categories of polymer materials used in civil 
engineering include the following: 

 
• Hydrocarbon polymers 
• Other carbon chain polymers 
• Hetero-chain polymers 
• Network polymers 
• Copolymers, alloys and hybrids [47]. 
 
PP is a hydrocarbon polymer, which is essentially a combination of monomers containing 

only hydrogen and carbon atoms, arranged in rows, rings or both, and connected by single, 
double or triple bonds. Since the monomer from which PP is formed is an alkene (propylene 
or simply propene), therefore it is a double bond. In addition, PP is a thermo-softening plastic, 
which become soft when heated and can therefore, be molded or remolded. Thermo-softening 
plastics are linear polymers of the general structure: –X–X–X–X–X–X–X– where X 
represents the monomer [48]. 

Polymerization of propene into polypropylene is carried out by addition polymerization, 
which is a characteristic of any compound having a C=C bond. This process of addition 
polymerization requires the presence of an initiator. Examples of initiators include: 
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2.6. Synthetic Polypropylene Fibers for Use as Concrete Reinforcement 
 
There exist several types of fibers manufactured specifically for use as a form of 

reinforcement in concrete elements, depending on the intended applications and availability. 
These fibers include: carbon, graphite, steel, glass, polyester, nylon, and organic fibers, 
among others [50, 51]. In addition to these fibers, synthetic PP fibers have been widely used 
for concrete reinforcement. 

Synthetic PP fibers engineered specifically for concrete emerged in 1983. Advancements 
in the use of synthetic PP fibers in concrete emanate from its application as a primary form of 
crack inhibition and prevention. Therefore, in choosing the type of fiber to use, it is essential 
to understand the nature of cracking in concrete, its various forms and types, and the 
traditional, and yet widespread methods of tackling this age-old problem of concrete cracking. 
It has been shown that the use of PP fibers is a viable solution to concrete cracking problem. 
Therefore, when synthetic PP fibers emerged in 1983, new levels of performance were 
achieved at affordable costs.  

Their use has been very prevalent in developed countries, with a wide application in 
projects worldwide. PP fibers continue to gain popularity in the construction industry 
throughout the East African region as knowledge and exposure to its useful existence 
increases. In Kenya, synthetic PP fibers were introduced to the construction industry towards 
the latter part of the 1990s through local distributors. 

The role of synthetic PP fibers in concrete can be categorized into three functions as 
follows: 

 
a. As non-structural secondary reinforcement in ground floor concrete slabs. 
b. As an admixture in several concrete applications with numerous benefits. 
c. To reduce segregation of the components of concrete during casting and settling 

processes. 
 
One of the leading producers of synthetic fibers specifically engineered for reinforcement 

in concrete is Fibermesh, a division company of Synthetic Industries, Inc. based in the US. 
The PP fibers that Fibermesh manufactures are varied in both physical and chemical 
characteristics. The specifications depend on their application. Fibermesh manufactures 
different types of PP fibers which are marketed under different brands as follows: Fibermesh 
(MD) Multi-Design, Harbourite, Fibermix Stealth, Microban ‘B’, High Performance Polymer 
(HPP).  

There are other manufacturers, for example MBT Middle East LLC based in United Arab 
Emirates (U.A.E.) in Dubai [52]. The Company produces Rheofiber, also a PP fiber. In 
addition, International Engineering Materials and Supplies, also based in U.A.E. [53] 
manufacture PP fibers by the brand name Fiberon. The different types of fibers are 
differentiated by their physical properties and manufacturing processes [52, 53]. 

 
2.6.1. Fibermesh (MD) Multi-Design  

Fibermesh MD (Multi-Design) fibers are made from 100 percent homopolymer virgin 
polypropylene fibrillated fibers containing no olefin materials. They are specifically 
engineered and manufactured to an optimum gradation for use as fibrous secondary (non-
structural) reinforcement for controlling plastic shrinkage cracks as well as settlement 
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polypropylene fibers in cement-based mixes is that the presence of the fibers necessitates an 
increase in the ratio of water to cement in concrete resulting in a reduction in strength of the 
composite. This is due to the fact that as more water is added to make the concrete mix more 
workable, there is an increase in the risk of flaws from drying shrinkage cracking, which is 
associated with strength reduction. Similar difficulties in fresh concrete are encountered when 
other short fibers like nylon and polyethylene are used. Apart from the workability problem, it 
is also found that when there is limited control over the fiber orientation within the matrix, the 
strength of the composite cannot be pre-determined and hence the durability of the material 
cannot be reliably predicted [55, 56]. 

Closely associated with workability problems in fresh concrete are the handling problems 
common when steel fibers are used as the reinforcement. These fibers are sharp, so they tend 
to damage hands, and are stiff, so they tend to stick out on the element’s surface after 
manufacture. Steel fiber reinforcement is therefore not the most appropriate option for use in 
thin building elements [55]. Fortunately, the technology of fibrillation that is employed in the 
manufacture of the polypropylene textile material offers a good solution to such workability 
problems.  

 
2.7.2. Performance Problems 

It is important to ensure that, even after overcoming workability problems, the long-term 
performance, or the behavior of the composites as a function of ageing can be understood and 
hence predicted, which has unfortunately not always been the case in the past. Natural fibers 
are an example of fibers which are which are known to degrade in mortar [57]. The 
implications of fiber decay are that the composite material loses the strength properties the 
fibers initially helped to create. Studies in the long-term behavior have been undertaken in the 
past with sisal, which is a natural fiber. In this sisal study, the fibers tended to clump in the 
mix, while setting was retarded by leaching, or from organic impurities from the pre-soaked 
cuttings. This delayed the setting of the concrete thus reducing the composite strength [58]. 
Textiles in a mesh format provide a reinforcing material without such difficulties and whose 
properties in the long run are therefore predictable. 

Performance problems have not only been reported in natural fiber reinforced concrete, 
but also in composites of synthetic mineral fibers as well. A good example is in the case of 
glass fibers which deteriorate in cementitious matrices due to the latter’s high alkalinity, (pH 
of 12 to 13). To overcome this difficulty, the glass can be coated (alkali resistant-AR glass) 
but this is expensive. Alternatively, polymeric fibers like polyvinyl alcohol (PVA), 
polyethylene (PE), and polypropylene (PP) among others, have been suggested in the past. 
They have however, not been able to fully satisfy the bonding problem [58].  

The problems which have been outlined so far, can best be understood after the 
mechanism of bonding between the fibers and the matrix has been understood. From the 
foregoing, it is clear that short, discrete, polypropylene fibers do not offer the best solution to 
the long-term performance of the composite. With ordinary polypropylene fibers there is fiber 
pullout at relatively low stresses, and thus they are not capable of achieving closely spaced 
multiple cracking in the relatively brittle matrix, which is a desirable property of a tough 
material. Therefore, if the interface bond problem can be overcome, then there is great 
potential for composite action. However, before any recommendations are made, the 
economic viability of different fibers has to be justifiable.  
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2.7.3. Economic Considerations 
Economics is becoming a significant factor, not only in terms of money, but also in 

energy terms. To be able to have a feel of the economic aspects of a composite material, there 
is need to examine for the matrix, and for each fiber type, the availability, global distribution 
of the materials, as well as the individual material’s production costs. To start with, minerals 
which are the raw materials from which cement is made, are present on earth in almost 
limitless quantities and they are geographically very well distributed, hence the cost of 
cement is not the critical component of the composite material58. It is however important to 
include in the composite cost, the cost of any pre-treatment on cement, which may be 
required in order to minimize mortar alkalinity which affects the durability of the composite 
[56]. 

The real costs of the reinforcing materials should include fiber pre-treatment to improve 
its durability in concrete. A good example where a potentially viable fiber was disqualified on 
economics ground was that of carbon fibers. These are fibers, which have a fibril structure, 
very similar to that of asbestos, and their surface properties can be modified by suitable 
treatments, which control the interfacial properties of the composite. However, their high 
costs would seem to rule them out for major civil engineering and cement composite 
applications [59]. A similar argument would apply for steel fibers, whose production energy 
requirement per cubic meter is many times higher than that of both cement and of common 
plastics production [56, 58]. These cost considerations have to be finally weighed against the 
issue of human health and the environment before the material can be formulated to produce a 
composite of acceptable engineering performance. 

 
2.7.4. Health and the Environment 

The hazardous effects associated with asbestos cement have already been outlined. It is 
emphasized that this has been the single major motivation in the search for alternative fiber 
reinforcement. This matter has been so serious that since the early 1920’s, pressure has been 
steadily building up from various interested groups for a ban on the entire asbestos industry 
[54]. Closely associated with matters of human survival is the problem of environmental 
degradation and therefore the two issues are considered here side by side. 

Over the years, as cities continue to grow, the inevitable effect has been that building 
activities have also increased. This has placed a severe stress on resources which sometimes, 
coupled with poor management, has led to a serious degradation of the natural environment. 
This calls for up to date technology whereby efficient use of the available resources has to be 
explored. The international guidelines on how this can be achieved are outlined in the 
resolutions drawn by the United Nations Conference on Environment and Development of 
June 1992 under Agenda number 21 [60]. The resolution spelled out the policies that needed 
to be put in place by Governments of the member states for efficient use of the available 
resources.  

 
2.7.5. Polypropylene Fiber Cement Composites 

As the asbestos cement industry was grappling with the mounting pressure to have the 
use of asbestos fibers banned, other industries found a ready opportunity and market for their 
new products. The properties and performance of these new products were, however, not 
quite the same as those of asbestos fibers. The products included steel, glass, carbon, boron 
and a number of polymeric fibers. An example of the polymeric group of fiber industries 
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developed was the use of polypropylene fibers which could be produced in different forms 
ranging from short fibers to long, continuous fibers [58]. Meanwhile, the reinforcing action of 
polypropylene fiber in concrete was being studied and indeed, David Hertz had by 1983 
developed a lightweight, architectural composite made from cement, coal flyash (a waste 
product from coal-fired power plants), and waste polypropylene fiber from a carpet 
manufacturing plant [58]. This product which was known as “Syndecrete”, was meant to be 
an alternative to limited or non-renewable natural materials. It, therefore, found many 
applications in the manufacture such items as kitchen counter tops, sinks, tub surrounds, tile 
flooring, and furniture.  

Research into the reinforcing properties of polypropylene fibers in concrete shows that 
the properties of the composite depend on: fiber type, fiber volume fraction, and strength of 
the bond between the fiber and the matrix [61]. High fiber volumes lower the workability of 
the plastic concrete. This is compensated for by the addition of more water to make the mix 
more workable. This addition of water increases the water/cement ratio which lowers the 
concrete strength and durability [62].  

The rate of development of the use of concrete reinforced with polypropylene fibers as an 
industry has not however been as fast as that of the asbestos cement industry as shown by 
previous studies. This is mainly due to certain difficulties related to interface bonding and 
working with the material in short strand form [58]. Short polypropylene fibers have 
relatively low interfacial bond strengths and hence pull out at relatively low stresses [61]. 
Moreover, when these fibers are used as reinforcement to concrete in the short strand form, 
there is a lack of control over the fibers’ dispersion as well as location and orientation within 
the matrix. This is because the typical batch plant storage and weighing hoppers, as well as 
discharge systems employed in concrete mixing are generally unable to handle such fiber 
inclusions. Consequently, the difficulties in the use of short polypropylene fibers as 
reinforcement in concrete have led to a search for long-term solutions. In order to overcome 
these difficulties, and since polypropylene is still considered to be a satisfactory substitute for 
asbestos as reinforcement to concrete, a new technology has recently been introduced into the 
market, creating great enthusiasm among researchers, engineers and contractors, namely 
textile concrete technology [63-65]. 

 
 

2.8. Textiles for Use in Cement-Based Matrices 
 
From as early as the ancient Roman times, textiles have been known to effectively 

reinforce brittle matrices subjected to limited tensile loading. The conventional textile 
production technology comprised of ginning, spinning, weaving, and knitting. 

Adaptation of Textiles for use in Cement-base matrices takes place in the traditional 
textile mills. The first step in the manufacturing process has not changed significantly because 
it still comprises using the conventional technology ofginning, spinning, weaving, and 
knitting. However, differences exist in the processing of ordinary textiles for clothing 
industry, and textiles for use in cementitious composites. For example, for natural fibers, wet 
processing is an important step whereas for synthetic fibers (for example polypropylene), the 
manufacturing process includes polymerization prior to spinning, weaving, and finally 
knitting. 
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Textile concrete technology itself is a relatively new concept, but it is gradually gaining 
acceptance, not only in South Africa, but also in other parts of the world, notably, the United 
States of America and New Zealand [66].  

 
2.8.1. Polypropylene Textiles 

During the last decade or so, textiles have been customized for application in 
cementitious matrices [67, 68]. 

The development of the textiles owes much to the work of Hannant and co-workers [69, 
70] in which continuous open fibrillated polypropylene films were employed as alternatives 
to asbestos fibers in thin sheet products. The developments were aimed at producing quasi-
ductile cement-based composites capable of developing closely spaced cracks at failure [71], 
without the deleterious health aspects associated with asbestos. 

In South Africa, the key developments in the process of manufacture of PP textiles for 
use in cement-based matrices was to go from a single strand tape or core, to (a) a multi fibril 
fine fiber core, with (b) the addition of a “hairy” or “fluffy” outer fibrous span component. To 
prevent segregation or separation of this outer fluffy layer from the inner multi fibril core, it 
was (c) ultrasonically welded intermittently (also referred to as bonded fiber) to the core at 
approximately 6 mm centers to ensure sufficient attachment of the “fluffs” to the “fiber”. The 
bonded fiber is also referred to as a “hybrid fiber”. Figure 18 illustrates the two PP “hybrid” 
fiber formats: (a) non-bonded and (b) bonded. Non-bonded refers to main fibers with a fluffy 
layer that has not been ultrasonically welded to the central core. 

Polypropylene textile material used is open textured reinforcing (4mmx4mm)-mesh 
fabric, made of polypropylene strands and fibers. It is designed for use with cement matrices. 
It is also inert to the alkalinity of cement and has an extended fibrous interface area with 
which cement matrix can interact and mechanically bond. The textile material has a nominal 
strength of 2000 kg m–1 of width, has a mass of 125 g m–2 and moulds to a thickness of 1–2 
mm. The polypropylene fiber content in a mix is therefore 6.25–12.5 kg m–3 against typically 
1kg/m3 loose fiber that could be mixed in. 

The “hybrid fiber” is a unique feature of the yarn because it provides the basis for 
achieving not only sufficient strength, but controlled mechanical bond to the cementitious 
matrix and resists fiber pullout behavior, simulating asbestos fiber bonding with cement [72]. 
The ultrasonic welding of PP fibers illustrated in Figure 18 was developed by Textile 
Concrete Consultants in South Africa [66]. 

The PP “hybrid” fiber can provide a very strong mechanical bond to the cement paste 
(simulating asbestos fiber bonding). The “hybrid” fiber could then be fabricated into a fine or 
course woven textile fabric, further providing localized strength and high fiber volume 
fraction at the appropriate position and orientation within the cementitious matrix [63, 64]. 
The textile can be made in different mesh formats depending on the design that is desired. 
These different formats are either regular or irregular and the fibers themselves can vary from 
single to multiple strands as illustrated in Figures 19-22.  
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Figure 18. "Hybrid" fibers showing fluffy outer layer. 

 

 

Figure 19. "Hybrid" fibers arranged in an irregular single fiber mesh. 

 

 

Figure 20. 'Hybrid" fibers arranged in single fiber regular mesh. 
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Figure 21. "Hybrid" fibers arranged in double fiber regular mesh. 

 

 

Figure 22. "Hybrid" fibers arranged in multiple fiber regular mesh. 

In South Africa particularly, the “hybrid fibers” are woven into a fine or coarse two-
dimensional woven polypropylene (PP) textile that is commercially known as Cemforce [66]. 
The weaving further provides localized strength. Cemforce can also be ultrasonically bonded 
to water-proof membranes to provide the desired properties.  

 
2.8.2. Specifications of Cemforce 

Polypropylene (PP) textiles for use in cementitious matrices are made in the conventional 
textile manufacturing technique of weaving special PP yarns in the weft direction and 
fibrillated PP strands (or other fiber types) in the weft direction.  

Cemforce consists of two-dimensional woven polypropylene (PP) produced from 110 
D’tex (weight in grams per kilometre of fiber) ‘hybrid fibers’ in the weft direction. The 
‘hybrid fibers’ consisted of fluffy layers of PP fibrils spun around two strands of fibrillated 
tapes of polymeric fibers as the core. The inner core is made from two strands; each 110 
D’Tex fibrillated polypropylene strands. The outer fluffy layers are spun from 3 d’tex fibers 
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(10 kilometres of a d’tex of filament weigh 3 grams) to form 100 D’Tex polypropylene 
filaments [66].  

The spinning process arranges the fine fibers helically, at the same time extending them 
lengthwise along the inner core, with an overlap of approximately 40mm. Each of the fine 
fibrils in the sheath is 60 mm long. The density of the ‘hybrid’ (weft) yarns is approximately 
0.94 g cm–3 and the cross-sectional area is 0.303 mm3. The tensile strength and stiffness of the 
fibers prior to any environmental exposure are approximately 77 N and 1077 MPa 
respectively [73]. The warp fibers consist of 110 D’tex strands of fibrillated polypropylene 
tapes. Cemforce (magnified eight times) showing fibers in the warp direction twisted over the 
weft “hybrid” yarns is shown in Figure 23. The figure shows CemForce at magnification of 
eight to reveal “hybrid” fibers in the weft direction. The variety of Cemforce shown in Figure 
23 is single fiber regular mesh format that was developed by Textile Concrete Consultants in 
South Africa [66]. The quoted nominal strength of the textile shown in the figure is 20 kN per 
meter width, and the unit mass is 125 g m–2.  

 

 

Figure 23. Eight times magnification of Cemforce. 

 

 

Figure 24. Welded two dimensional single fiber mesh. 

 4 mm
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A different variety of PP textile that is produced by ultrasonically welding the hybrid 
fibers in two directions is shown in Figure 24. The welding technique further enhances the 
performance of the textile in a cementitious matrix. The two types of textiles shown in 
Figures 23 and 24 clearly depict the extended fibrous interface of the “hybrid” fibers. 

 
2.8.3. Alkali Resistant (AR) Glass Textiles for Use in Cementitious Matrices 

AR glass textiles for use in cementitious matrices are woven fabrics of multi-filament 
yarns. The polymer coating of on the filaments enhances the bonding between the textile and 
the surrounding finely grained concrete matrix [74]. From civil engineering perspective, the 
fineness of the yarns used in the production of the textile indicates the degree of 
reinforcement that the textile will contribute to the composite, i.e. the higher the number of 
filaments in the particular yarn, the higher the reinforcement. The mass per unit area of AR 
glass textile ranges between 300 and 1000 g m–².  

AR glass textiles are manufactured in different specifications, depending on the following 
variables: 

 
• The reinforcement ratio and the yarns’ properties in both warp and weft directions.  
• Fineness of the yarns and the presence or absence of a polymer coating.  
• Filament diameter. 
• Number of filaments per yarn. 
• Yarn spacing. 
• Percentage by mass of polymer coating 
 
Figure 25 shows a schematic view of a biaxial textile made of alkali-resistant glass yarns. 

The figure illustrates the spacing of the yarns in the warp and weft directions. Alkali-resistant 
glass yarns are utilized in research work by the Institute of Construction Materials, Faculty of 
Civil Engineering, Technische Universität Dresden, in Germany [74]. A sample of biaxial AR 
glass textile is shown in Figure 26.  

 

 

Figure 25. Biaxial textile made of alkali-resistant glass yarns. 
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2.9. TEXTILE CONCRETE 
 
Textile concrete (TC) is a composite that is produced from a woven textile by 

impregnating it with mortar or fine concrete. The cementitious matrix can be applied by 
dipping, spraying or block brushing onto the textile. The mortar or concrete can be 
mechanically pressed into the textile to increase the homogeneity and reduce water and void 
content. This method of application of concrete does not have the kind of handling problems 
that would be encountered if discrete fibers were to be used in a bulk mix. As the concrete 
flows around the fine fibers, it creates a bond and sets into a homogeneous, tough and strong 
material.  

Due to the presence of a woven fabric, Textile Concrete (TC) production utilizes hand 
lay-up technique that involves compressing the textile in the cementitious matrix to a 
thickness of between one and two millimeters. The production of TC involves casting a 
number of textile layers in fine grained mortar. As illustrated in Figure 28(a), six layers were 
cast in mortar produced from fine grained sand to cast the sample shown in Figure 28(b) [73].  
 

 
                                   (a)                                                        (b)  

Figure 28. Textile concrete composite. 

By using TC, there is better structural efficiency, firstly because the paste is often high 
quality, and secondly because there is a reduced cover in thin element applications.  

In the South African Textile Concrete industry, layers of Cemforce are placed in cement 
paste, mortar or concrete in the appropriate location and orientation for optimum performance 
to produce a composite with very high fiber volume fraction (in excess of 10 percent). 
Because cracking in concrete depends on type and amount of fiber, a high fiber volume 
fraction results in significant reduction in cracking. The applications of TC are: thin elements; 
permanent forms; containers; signs and many more [66]. 

 
2.9.1. Textile Reinforced Concrete (TRC) 

Textile Reinforced Concrete (TRC) is a new technique of placing a textile fabric on an 
existing concrete structural element, and thereafter impregnated the textile with mortar (or 
fine grained concrete) in order to strengthen the element. The composite acts as a 
reinforcement that is placed onto a damaged part of an existing structure [74]. Figure 29 
shows an AR-glass fiber textile being placed at the bottom of a damaged concrete beam prior 
to impregnation with mortar. 
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TRC can be used in prefabrication for new construction. Two examples of TRC 
application are described in detail by Butler et al [75]. The examples are: a façade panel and a 
hybrid pipe system with an inner plastic layer. A different example of TRC application is seen 
from the work by Jesse [76] whereby segments made of TRC were used for construction of a 
pedestrian bridge with bondless pre-stressing. Another pedestrian bridge with a record length 
of 100 m was composed of six large precast TRC elements. Figure 30 shows application of 
mortar on a textile for repair of a top surface of a damaged part of a structure [77]. By 
embedding the textile reinforcement in mortar, the structure is strengthened.  

 

 

Figure 29. Placing of textile to reinforce existing structure. 

 

 

Figure 30. Strengthening of damaged structures. 
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CONCLUDING REMARKS 
 
This Chapter has mainly dealt with the production techniques of four different classes of 

fibers which are used for reinforcing cementitious matrices. These classes are; natural, 
metallic, mineral, and synthetic fibers. Sisal has been discussed as the most common type of 
natural fibers. Within the class of metallic fibers, different types of steel fibers have been 
discussed. Glass and carbon fibers, which represent the class of mineral fibers, have been 
dealt with. Polypropylene (PP), which is an abundant and economical synthetic fiber, has 
been dealt with in as far as its industrial processing is concerned. The physical and 
mechanical properties of the different types of fibers have also been briefly reviewed.  

The advantages of using textiles instead of discrete fibers have been highlighted. The 
production techniques of textiles from the different types of fibers have been dealt with. 

Finally, the production of the composite: Textile Concrete (TC) has been dealt with 
together with the common applications of the composite. A special application that is referred 
to as Textile Reinforced Concrete (TRC) has been highlighted. The technique used in TRC in 
the repair of damaged concrete elements has been briefly discussed. 
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consumers understand the importance of textiles and thus have come to prefer the apparel 
products with high added values in terms of functional performance [1]. Currently, clothing 
design focuses not only on the pattern and fashion design, but also pays more attention to the 
functional performance of the clothing, making the clothing more smart and satisfying human 
needs in various environments.  

From the points of view of biology and physiology, people will be aware of discomfort in 
terms of warmth or coolness if the temperature of any part of the skin changes by more than 
4.5°C, and will be fatal if the core body temperature rises or falls by more than 1.5°C [2]. 
Actually, there is a thermoregulatory system inside the human body to maintain the body 
thermal comfort or even being survived in various external environments. When the body 
temperature drops or rises, the human body must generate or dissipate heat to allow the body 
temperature to remain in the reasonable range. However, when people are exposed in an 
extremely hot or cold environment, the thermoregulatory system is not strong enough to 
maintain the balance between the rates of heat loss and heat generated inside the body. The 
clothing, as the barrier between the body and environment, needs to be sensitive enough to 
take the outside environment into consideration and generate a reasonable thermal 
microenvironment around the body to help it deal with/cope in extreme weather conditions. 
Recently, with the successful multidisciplinary teamwork, more and more innovative textile 
materials and structures are developed for the study of biology and health [2]. Heat 
generating/storing fiber/fabrics, micro and nano-composite materials, smart phase change 
material and intelligent coating/membrane are developed and available for clothing functional 
design [3]. The clothing with superior thermal performance is being known to consumers and 
regarded as an important concern in their buying decision.  

Clothing thermal engineering design is a systematic solution of designing clothing with 
superior thermal performance for people to deal with various environments, which considers 
the whole wearing situations, including not only the clothing material, but also the biological 
behaviors of human body and the wearing environments. Figure 1- illustrates all the key 
issues to be considered in the clothing thermal engineering design. The final product of 
clothing is supposed to be achieved considering all the physical and physiological phenomena 
involved during the wearing process. For instance, the design of clothing worn in the hot 
environment or a certain activity situation should consider the hot sensitive parts of the body 
which easily accumulate sweat. The design of clothing worn in the cold environment should 
consider the cold sensitive parts of the body which need more thermal protection. The thermal 
performance of the designed cloth needs to be suitable for the wearing situations.  

The computer plays a critical role in the clothing thermal engineering because it offers a 
virtual platform for the users to perform their design in the following ways: (i) the rapid 
provision of numerical and graphic representation to the traditional qualitative trial-and-error 
method of clothing design; (ii) detailed product design, which is manually practiced in 
design/workshop office in traditional way; (iii) and modeling the involved 
behaviors/mechanisms and visualizing product performance. This computerized engineering 
method makes a great advance in both the computer applications and functional clothing 
engineering design. However, it cannot be taken for granted that this method can be realized 
individually by computer technologies or engineering design or their simple combination. It is 
an engineering application of multi-disciplinary knowledge which makes effective 
communications and integration between the research studies in different areas.  
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In order to establish a theoretical understanding of the knowledge behind this 
computerized thermal engineering system, it is necessary to investigate the physical and 
physiological behaviors involved in the wearing system and their mathematical 
representations in the virtual environment. Also it is necessary to devise effective strategies to 
diffuse the computer technologies into the clothing thermal engineering design.  

 
 

2. THERMAL BEHAVIORS IN THE  
CLOTHING WEARING SYSTEM 

 
Clothing is one of the most intimate objects in people’s daily life since it covers most of 

the human body most of the time. People may keep having subjective psychological feelings 
of the clothing and consciously judging the warm/cold/comfort sensation during the wearing 
time. On the basis of wearing experience, people can make a rough evaluation of the thermal 
function of clothing and choose suitable clothing for their daily activities. However, as 
projected in the thermoscopic world, the wearing situation of people can be regard as a 
complex and interactive multi-component system. Figure 1 shows the components of the 
clothing wearing system. The thermal behaviors involved in the wearing situation may be 
categorized as [4]: 

 
(i)  Heat and moisture transfer in the textile materials. This is the physical behavior 

mainly deciding the thermal performance of clothing. It can be regarded as the 
following physical process:  
• The heat transfer process in the textile material in terms of conduction, 

convection and radiation; 
• The vapor moisture transfer process in the textile material in terms of diffusion 

and convection;  
• The liquid water transfer process in the textile material; 
• Phase change process in the textile material. It is an approach allowing the heat 

and moisture transfer in a coupled way, including moisture 
condensation/evaporation in the fabric air void volume, moisture 
absorption/desorption of fibers, and micro-encapsulated phase change materials; 

• Influence of functional treatments of textiles on the heat and moisture transfer 
process, such as waterproof fabric, moisture management treatment, PCM 
coating and heating fabrics. 

(ii) Thermoregulatory behaviors of the human body, such as sweating, shivering and 
biological metabolism, and heat and moisture exchange of body skin and 
environment. 

(iii) Interactions between the inner clothing and body skin. 
(iv)  The climatic conditions of wearing situation in terms of temperature, relative 

humidity and wind velocity, which influence the heat and moisture behaviors of 
textile materials and the human body. 
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Figure 1. Components of the clothing wearing system. 

 
3. THEORETICAL MODELING OF THE CLOTHING WEARING SYSTEM 

 
3.1. Heat and Moisture Transfer in the Textile Materials 

 
Normally, the heat and moisture transfer processes in the textile material occur when 

there are gradients of temperature and water vapor pressure across textile structures, and these 
two processes are often coupled accompanying with the appearance of phase change process. 

 
3.1.1. Heat Transfer Process 

The overall heat transfer in textile materials is the sum of contributions through the fiber 
and interstitial medium, which may involve multiple transfer mechanisms in terms of 
conduction, convection and radiation. Theoretically, conduction heat transfer always occurs 
in the solid fiber material and the medium trapped in the spaces between the fibers as long as 
a temperature gradient is presented. Convection heat transfer will be obviously observed if the 
medium is gaseous and if the space is large enough, that is to say, the more porous the textile 
material is, the more effectively convection takes place. Radiation heat transfer can be 
ignored when the temperature gradient is small. Consequently, the heat transfer via 
conduction is the most dominant transfer mechanism. 

In the engineering applications, thermal conductivity is usually adopted to express the 
thermal properties of materials because thermal conduction is better documented and 
mathematically analyzed [5]. Unlike other porous materials, in textiles the air filled in the 
space between fibers has substantially bigger proportion than that of the fibers and the 
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body. However, Fu [27] claimed that such methods were not practical due to the fact that the 
connection between these models is very difficult, and adding the models together would 
need a supercomputer even if the connection between models is feasible. The thermal models 
for the entire body, reviewed by Fu [27], can be characterized by the following 
classifications: (i) one-node models, (ii) two-node thermal models, (iii) multi-node models, 
and (iv) multi-element models.  

Though most of these models are likely to produce acceptable simulation results under 
the condition that the temperature is relatively uniform throughout the body, the multi-node 
and multi-element models perform better when large temperature gradients exist within the 
body because of the greater amount of details provided about the body temperature fields.  

 

 

Figure 2. Schematic diagram of the thermoregulatory system of human body. 

3.2.1. One-Node Thermal Models 
One-node thermal models, in which the human body is represented by one node, are also 

called empirical models. They usually depend on experiments to determine the thermal 
response of the human body, and therefore, are not mathematical models in a 
phenomenological sense. A well-known empirical prediction model for the entire human 
body was reported by Givoni and Goldman [28]. It was derived by fitting curves to the 
experimental data obtained from the subjects exposed to various environments.  

 
3.2.2. Two-Node Thermal Models 

Two-node thermal models tend to divide the entire human body into two concentric 
shells of an outer skin layer and a central core representing internal organs, bone, muscle and 
tissue. The temperature of each node is assumed to be uniform. The energy balance equations 
are usually developed for each node and solved to produce the skin and core temperature and 
other thermal responses.  
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Wissler [15] developed a multi-element model for the entire body by dividing the human 
body into six elements: head, torso, two arms and two legs, which were connected by the 
heart and lung where venous streams were mixed. Later on, Wissler improved his model and 
divided the human body into 15 elements to represent the head, thorax, abdomen, and the 
proximal, medical, and distal segments of the arms and legs, which were connected by the 
vascular system composed of arteries, veins and capillaries. Energy balance equations for 
each element and the arterial and venous pools were developed with the assumption that the 
blood temperature of arteries and veins in each element were uniform, and the thermal control 
equations for blood flow rates, the shivering metabolic rate and the sweat rate were built up. 
The limitations of this model are that it is not applicable to the situations where a large 
internal temperature gradient or highly nonuniform environmental conditions exist. 
Additionally, the effect of the vasodilation and vasoconstriction was not included in the 
model. Finally, the parameters and constants used in the control equation are not easy to 
determine.  

Smith [31] developed a 3-D, transient, multi-element thermal model for the entire human 
body with detailed control functions for the thermoregulation system. Compared to the 
previous models, the improvements were that he: (i) developed a 3-D temperature description 
of the human body; (ii) provided a detailed description of the circulatory system, the 
respiratory system and the control system; and (iii) employed the finite-element method to get 
the numerical solutions of the model, which made a 3-D transient model for the entire human 
body possible. The model divided the human body in 15 cylindrical body parts: head, neck, 
torso, upper arms, thighs, forearms, calves, hand and feet. Each body part is connected only 
by the blood flow and without tissue connection. The simulation results showed this model 
works well for situations of human thermal response during sedentary conditions in both 
uniform and non-uniform environments for either hot or cold stress conditions. However, the 
behaviors of the model during cold or hot exercising conditions were less satisfactory. 

Fu [27] summarized the limitations of the previous models and developed a 3-D transient, 
mathematical thermal model for the clothed human to simulate the clothed human thermal 
response under different situations. The main improvement of this model is the addition of the 
subcutaneous fat layer, the accumulation of moisture on the skin, and the blood perfusion and 
blood pressure to Smith’s model. The development of the human model includes the thermal 
governing equations of the passive and control systems. Fu’s 3-D transient model has a good 
ability of simulating the human body thermoregulatory system in situations where there exists 
high temperature vibration and even in the extremely atrocious weather conditions.  

Though the multi-elements models can predict the thermal status of the human body in 
more detail, however, it should be noticed that there are many difficulties in applying the 
multi-element models into clothing engineering design due to the following considerations: 
(i) the multi-element model requires the clothing to be 3-D meshed and modeled, which may 
cause great complexity in the integration of the models of clothing and human body, and the 
computation load is very intensive; (ii) the many parameters involved in the multi-element 
models have high demanding on the data availability in the engineering application.  

 
 

3.3. Interfaces between the Body Skin and Clothing 
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Though much attention has been paid to the simulation of the thermal behaviors in the 
integrated system of human body, clothing and environment, and some numerical algorithms 
were reported for the simulation, these research studies put their focuses only on the scientific 
exploration and investigation. Few are developed systemically with a user-oriented purpose 
and used for clothing functional design.  

 
4. CLOTHING THERMAL ENGINEERING DESIGN 

 
4.1. Clothing Thermal Functional Design 

 
The clothing thermal functional design, if following the traditional way of the clothing 

design and production, begins from the conception design and the prototypes making. As a 
result, a series of testing configured with experimental protocols will be performed by 
employing wearing subjects or by thermal manikins, and related thermal data will be 
measured using various equipments during the experiments. Based on the analysis of 
experimental data, designers attempt to find the difference of measured thermal functions of 
clothing and their design concepts to obtain feedback to improve their design. After the 
iterative trial and error process, the final products can be put on the market. This traditional 
design process is very expensive, time-consuming and tedious due to the real prototypes 
making, experimental testing and burdensome data analysis.  

These shortcomings of the traditional design method make it difficult to satisfy the 
requirements of designers and manufacturers. People come to resort to the powerful capacity 
of the computer in the design process of thermal functional clothing. Antunano et al. [36] 
employed a computer model and heat-humidity index to evaluate the heat stress in protective 
clothing. Schewenzferier et al. [37] optimized thermal protective clothing by using a 
knowledge bank concept and a learning expert system. Computer has acted a role in the 
clothing thermal functional design. However, it still cannot directly help the designer to 
preview the thermal performance of clothing, which is a crucial function for clothing thermal 
functional design.  

James et al. [38] applied the commercial software of computational fluid dynamics 
(CFD) in their strategy to simulate the heat and moisture diffusive and convective transport as 
well as effect of sweating to predict the performance of chemical and steam/fire protective 
clothing. Kothari et al. [39] simulated the convective heat transfer through textiles with the 
help of computational fluid dynamics (CFD) to observe the effects of convection on the total 
heat transfer of the fabric. The software tools like CFD provide a possible pathway for the 
user to simulate the heat and fluid distribution in the clothing. However, these tools do not 
take into account the structural features of the textile materials and the special features of the 
heat and moisture transfer process in textile materials that are related to the physical 
properties and chemical compositions of the textile materials. They cannot reflect the 
practical wearing situation and preview the true complex thermal behaviors in clothing.  

In order to obtain scientific simulation of clothing thermal performance, some researchers 
have made efforts to apply the theoretical models describing the complex heat and moisture 
behaviors in clothing wearing system to the clothing thermal functional design. Parsonin [40] 
adopted thermal models for the clothed body including human thermoregulation and clothing 
to work as tools for evaluating clothing risks and controls. Prasad et al. in 2002 [41] 
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constructed a detail mathematical model to study transient heat and moisture transfer through 
wet thermal liners and evaluated the thermal performance of fire fighter protective clothing. 
Their research has made good exploration in clothing thermal functional design with the 
computer tools. Design and evaluation models, experts systems, applications of CFD 
software, and theoretical simulation models have been utilized to help to carry out clothing 
thermal functional designs. They either simply focus on evaluating certain thermal properties 
of clothing or need specialized knowledge to understand. They are very difficult to be applied 
as engineering tools for the general designers.  

 
 

4.2. CAD Systems for Clothing Thermal Engineering Design 
 
The application of CAD technologies for clothing design is a significant sign of 

revolutionary advancement in the development of computerization and automation in the 
clothing industry. Clothing designers/engineers are offered a number of flexibilities in their 
design with CAD systems, such as the usage of textile material, exploration of functional 
design and products display.  

Currently many CAD packages are available, targeting at pattern design, garment 
construction, fashion design and physical fitting simulation, which have made many 
achievements in catering for different requirements of the clothing industry [42, 43]. They are 
helpful to shorten the design cycle and save time and money on the prototypes preparation as 
well as improve productivity considerably. Recently, 3D clothing design and visualizations 
have been developed to simulate and visualize the physical performance of the clothing wear 
on the body in 3D virtual ways [44, 45], which enable the designs to be more realistic and 
make detailed analysis and evaluation of the clothing mechanical performance. However, 
these pioneer achievements are mainly focused on the mechanical behaviors of clothing.  

The newest interest in the CAD system for clothing functional design places the focus on 
the thermal behaviors of clothing. Clothing thermal engineering design with CAD systems 
and tools is an effective and economical solution of designing clothing with superior thermal 
performance for wearing in various environments with a feeling of comfort. The CAD system 
for clothing thermal engineering design aims to create a virtual platform, which offers 
designers the ability to conceive their products using the engineering method. Thermal 
engineering design of clothing is the application of a systematic and quantitative way of 
designing and engineering of clothing with the inter-disciplinary combination of physical, 
physiological, mathematical, computational and software science, and engineering principles 
to meet with the thermal biological needs of protection, survival and comfort of human body. 
The research in these fields discussed in the above sections lays substantial foundation to 
achieve this strategy. With this engineering design system, designers can simulate the thermal 
behaviors of the clothing, human body and environment system in specified scenarios, 
preview and analyze the thermal performance of the clothing, and iteratively improve their 
designs for desirable thermal functions of clothing.  

In order to help the designers and manufacturers to quickly carry out clothing thermal 
functional design, Mao et al. [64, 47] have developed two software systems respectively for 
multi-layer and multi-style thermal functional design of clothing. With these tools, the 
designers and manufacturers may have a quick preview of the different thermal performance 
when using different textile materials to have a comparison and make decision; or they can 
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desirable functions, and then produce real products. The theoretical research of physics, 
chemistry related to textile and clothing, physiological thermoregulations of the human body, 
and the dynamic interactions between the clothing and body lead to thermal engineering 
design of clothing to achieve desirable thermal functions. The computational simulation can 
be enabled by related mathematical models, which is the substantial foundation for the 
engineering design, and the CAD systems provide a friendly tool for users through a series of 
functionalities to quickly carry out engineering design of clothing for desirable thermal 
functions. This strategy of thermal engineering design of clothing can hopefully speed up the 
design cycle and reduce the design cost.  
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ABSTRACT 
 

This chapter attempts to give an introduction on surface modifications of textiles 
with non-thermal plasmas.A non-thermal (orcold or low temperature) plasma is a 
partially ionized gas with electrontemperatures much higher than ion temperatures. The 
high-energy electronsand low-energy molecular species can initiate reactions in the 
plasma volumewithout excessive heat causing substrate degradation. Non-thermal 
plasmasare particularly suited to apply to textile processing because most textilematerials 
are heat sensitive polymers. In addition, it is a versatiletechnique, where a large variety of 
chemically active functional groups canbe incorporated into the textile surface. Possible 
aims areimproved wettability, adhesion of coatings, printability, induced hydro-and/or 
oleophobic properties, changing physical and/or electricalproperties, cleaning or 
disinfection of fiber surfaces etc. Moreover,non-thermal plasma surface modifications 
can be achieved over large textileareas. After a general introduction, this chapterstarts 
with a short overview of different plasma sources used for surface modification of 
textiles. Thereafter, different effects that can be induced on a textile product by a 
plasmatreatment and ways to obtain these effects are reviewed. 
 
 

1. INTRODUCTION 
 
Pre-treatment and finishing of textiles by non-thermal plasmas gain popularity as surface 

modification technique [1, 2] due to numerous advantages over conventional chemical 
processes. It is far more economical and ecological because plasma-assisted surface 
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modification does not require the use of water and chemicals resulting in a drastic reduction 
in pollutants and a corresponding cost reduction for effluent treatment [3]. Non-thermal 
plasma is also referred to as cold or low temperature plasma and it is a partially ionized gas in 
which the temperature of the electrons is much higher than the temperature of the other 
species. High-energy electrons and low-energy molecular species initiate reactions in the 
plasma volume without excessive heat causing substrate degradation. Therefore, non-thermal 
plasmas are particularly suited to apply to textile processing because most textile materials 
are heat sensitive polymers. In addition, it has a wide range of applications due to the large 
variety of chemically active functional groups that can be incorporated into the textile surface 
layers: improved wettability, adhesion of coatings, printability, induced hydro- and/or 
oleophobic properties, changing physical and/or electrical properties, cleaning or disinfection 
of fibre surfaces etc.  

In the first part of this chapter, a short introduction will be given on plasma sources used 
for surface modification of textiles. In the second part, the most important effects than can be 
induced on a textile product by a plasma treatment, and ways to obtain these effects will be 
reviewed. Due to the introductory level of this chapter, it should be noted that only the most 
occurring effects described in literature will be discussed here. The interested reader can find 
a more complete overview with other, less frequently described effects in [2].  

 
 

2. NON-THERMAL PLASMAS FOR SURFACE MODIFICATION 
 
Plasma is sometimes referred to as the fourth state of matter as introduced by Langmuir 

[4]. Plasma is a partly ionized, but quasi-neutral gas in the form of gaseous or fluid-like 
mixtures of free electrons, ions and radicals, generally also containing neutral particles 
(atoms, molecules). Some of these particles may be excited and can return to their ground 
state by emission of a photon. The latter process is at least partially responsible for the 
luminosity of a typical plasma. In plasma several electrons are not bound to molecules or 
atoms, but free. Therefore, positive and negative charges can move somewhat independently 
from each other.  

Plasmas are frequently subdivided into equilibrium (or non-thermal/low-
temperature/cold) and non-equilibrium (or thermal/high-temperature/hot) plasmas. Thermal 
equilibrium implies that the temperature of all particles (electrons, ions, neutrals and excited 
species) is the same. This is, for example true for stars, as well as for fusion plasmas. High 
temperatures are required to form these types of plasmas [5, 6]. In contrast, plasmas with 
strong deflection from kinetic equilibrium have electron temperatures that are a lot more 
elevated than the temperature of the ions and neutrals. Such plasmas are classified as non-
equilibrium or non-thermal plasmas. It is clear that the high temperatures used in thermal 
plasmas are destructive for heat-sensitive polymers and most applications for surface 
modification of textiles will make use of non-thermal or cold plasmas. Therefore, this chapter 
will be limited to plasma sources for generating non-thermal plasmas.  

In plasma technology, non-thermal plasmas are typically generated by an electrical gas 
discharge. When a strong electric field is applied to a neutral gas, ionization occurs in the gas 
volume. The created charged particles are affected by the applied electrical field and 
primarily the electrons are accelerated by the field due to their light mass and gain most 
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energy. They achieve high temperatures (105-106 K), while the heavy ions efficiently 
exchange their energy by collisions with the background gas and thus remain at low 
temperature. The gas temperature is typically below 473 K. When energetic electrons collide 
with neutral molecules, radicals are created which play an important role in the chemical 
activity of the plasma. Due to the low gas temperature, plasma surface treatment can be 
applied to heat-sensitive materials, such as textiles.  

In the field of surface modification, different plasma sources operate at vacuum pressures 
(10-3-1000 Pa). At these pressures the discharge is more stable and it is easier to control the 
plasma reactions. The particles have a long mean free path and only few collisions occur 
resulting in only a small reduction in the number of chemically active species. However, the 
application field of plasma technology is growing very fast and increasing demands from 
industry encourage the continuous development of more efficient and more flexible plasma 
techniques. Therefore, in recent plasma technology research, large efforts are made to 
develop atmospheric pressure technologies that overcome the disadvantages of low pressure 
discharges. Because there is no need for vacuum devices, investment costs are substantially 
lower and atmospheric plasma technology can easily be scaled up to industrial dimensions 
and integrated in in-line processes. The main problem of working at atmospheric pressure is 
that instabilities in the discharge rapidly arise, so that transition to a thermal arc discharge is 
likely to happen. The discharge constricts to a narrow current channel resulting in a loss of 
homogeneity. Moreover, the high current density causes an increase in gas temperature, 
which dispels the non-thermal character of the discharge. Preventing this transition is the 
major challenge for atmospheric pressure technology. One successful approach is limiting the 
discharge operating time by working in a pulsed regime in order to prevent that the 
instabilities have enough time to develop. In this way, for example pulsed corona and 
microwave discharges can be employed at atmospheric pressure [7]. In the case of a dielectric 
barrier discharge self-pulsation of the discharge anticipates on the transition to an arc 
discharge in an AC arrangement with a dielectric barrier covering one or both electrodes 
[8,9]. Applying a fast gas flow in transverse direction is another method to prevent 
accumulation of charges so that instabilities are “blown” away, for example in the DC glow 
discharge [10]. 

Surface treatment with atmospheric plasma technology can be divided into active and 
remote plasma treatment as shown in Figure 1 according to the location of the treated sample 
with respect to the gas discharge chamber. In active plasma treatment, the substrate to be 
treated will pass between the electrodes resulting in direct contact between the substrate 
surface and the active plasma. In remote plasma treatment, the substrate is located outside the 
plasma chamber, but passes in the gas stream that runs through the plasma chamber and that 
is loaded with radicals and other active species. Therefore, the sample is treated in the 
afterglow of the plasma. An active plasma treatment has the advantage of a higher 
concentration of active species near the surface of the substrate, while for remote plasma 
treatment, this concentration decreases as a function of distance to the plasma chamber and 
depends on the lifetime of the active species [11]. But then again, active plasma treatment 
risks backside treatment and pin-holing, while remote treatment prevents damages from the 
discharge as the discharge current does not flow through the sample. Moreover, remote 
treatment offers the possibility to treat the surface of substrates of any thickness and any 
geometry (3D objects). The active treatment is often limited to thin substrates due to limited 
space between the electrodes. 
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Figure 1. Active versus remote atmospheric plasma treatment. 

In the following paragraphs, we will briefly review the most important properties of some 
typical non-thermal plasma sources used for surface modification. However, classifying 
plasma sources unambiguous in one or another category can be tricky because they can show 
features of different categories.  

 
 

2.1. Corona Discharges 
 
A corona discharge is a low current discharge caused by partial or local breakdown of a 

gas gap with a strongly inhomogeneous electric field at atmospheric pressure. To realise a 
non-uniform electric field distribution in the gap, the electric field near one or both electrodes 
must be stronger than in the rest of the discharge gap. This situation typically arises when the 
characteristic dimensions of at least one of the electrodes is much smaller than the distance 
between the electrodes, e.g. point-plane or wire-cylinderconfigurations. Around the sharp-
edged electrode an inhomogeneous localised corona glow is detected with a small active 
volume. Despite this minor active volume, corona discharges are often applied for treatment 
of polymers. 

 
 

2.2. Dielectric Barrier Discharges 
 
Different configurations are able to realize a dielectric barrier discharge (DBD). There 

are three basic configurations for generating DBDs.  
The first configuration is the volume discharge arrangement. A characteristic feature of 

such a DBD is that at least one of the electrodes is covered by a dielectric layer which is the 
essential part of the discharge. After ionization at a certain location in the discharge gap, the 
transported charge accumulates at the dielectric surface and generates an electrical field. This 
opposite field reduces the field in the gap and interrupts the current flow after a few 
nanoseconds. The exact duration depends on the pressure, gas composition and the dielectric 
properties. By applying an AC voltage (typical frequencies: 1-100 kHz) with an amplitude 
sufficient for breakdown, a large number of so-called microdischarges are induced, randomly 
distributed in time and space. The dielectriclayer has two functions: 1) limiting the amount of 
charge transported by one single microdischarge and 2) distributing the microdischarges over 
the entire electrode area.Next to this filamentary type of volume discharge, several research 
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groups have reported on diffuse discharges in DBD configurations at atmospheric pressure 
and gap widths up to several centimetres [12-15]. However, this diffuse mode is often 
disturbed when a substrate is inserted in the discharge and the discharge undergoes the 
transition to a filamentary discharge. 

The second and third arrangements for a DBD used for surface modification are the so-
called surface discharge and coplanar discharge arrangement. A surface discharge 
arrangement consists of a plane dielectric with a thin or long electrode (or several in parallel) 
on one surface and an extended metallic cover as counter-electrode on its reverse side. The 
extension of the discharge depends on the amplitude of the voltage. In a coplanar discharge 
arrangement, pairs of long parallel electrodes with opposite polarity are close to the surface 
embedded within a dielectric bulk. The inter-electrode distance can be of the order of 100 µm. 
In literature, there are a large number of excellent reviews on DBDs [8, 9, 16-20]. 

Especially in literature on plasma treatment of textiles, it should be noted that 
occasionally also the term corona discharge or corona treatment is used in connection with 
DBDs, although most authors prefer to use this term only for discharges between bare metal 
electrodes without dielectric. 

 
 

2.3. Radio Frequency Discharges 
 
A plasma can also be excited and sustained by high-frequency electromagnetic waves. 

When the frequency of the electromagnetic field increases, the ions and subsequently the 
electrons can no longer reach the electrode surface during the acceleration phase of the 
exciting external field. At such radio frequencies (RFs), the interaction between the power 
supply and the plasma is now dominated by displacement currents rather than by real currents 
[21]. This is the reason why these discharges can be used with electrodes that are not in 
contact with the plasma. This can be a major advantage for applications because in this way 
impurities originating from the electrodes are avoided. In most cases these discharges are 
operated at low pressure, although some applications are operated outside this range and even 
at atmospheric pressure.  

RF discharges operate in the frequency range of 1-100 MHz, most commonly at 13.56 
MHz.Therefore, the wavelength of the electromagnetic field is much larger than the chamber 
dimensions.The power coupling in RF discharges can be accomplished in two ways: by 
oscillating electric fields (capacitive coupling) or by oscillating magnetic fields (inductive 
coupling).  

 
 

2.4. Microwave Discharges 
 
In the microwave (MW) region (0.3-10 GHz) the wavelength of the electromagnetic field 

becomes comparable to the dimensions of the discharge chamber resulting in other coupling 
mechanisms. Microwave ovens used in everyday life work at 2.45 GHz. Therefore, 
microwave sources are most available and least expensive at this frequency [21].  

Different types of MW discharges are available, which ensures that MW plasmas can be 
sustained over a wide range of operating conditions, with pressures ranging from 0.1 Pa up to 
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atmospheric pressure. The majority of microwave induced plasmas (MIPs) are produced in a 
waveguide structure or a resonant cavity [22].  

 
 

2.5. Recent Achievements in Non-Thermal Plasma Sources 
 
As already mentioned before, it is often hard to unambiguously categorise different 

discharges. Inspired by the search for stable and homogeneous atmospheric pressure 
discharges, a lot of the described plasma sources in literature during the last two decades are 
combinations of the techniques described in sections 2.1-2.4. In this last section 2.5, we want 
to describe two general concepts using such combinations that are thoroughly studied for the 
moment:  

 
(I) Microplasmas 

To generate and sustain a stable glow discharge at atmospheric pressure, the discharge is 
often spatially confined to dimensions of 1 mm or smaller [23, 24]. These promising 
approaches to generate stable discharges are called microplasmas and represent a new and 
emerging field of plasma technology. Microplasmas show a remarkable stability towards 
arcing. The mechanisms that are responsible for this behaviour are still one of the frontiers of 
knowledge. One mechanism is the so-called “pd”-scaling. The breakdown voltage of a 
discharge depends on the product of pressure p and electrode separation d (Paschen curve) 
[23]. Therefore, the voltage necessary to ignite a discharge, can be kept low for essentially all 
gases even at atmospheric pressure if the distance between the electrodes is below 1 mm. 
High loss of charge carriers to the surrounding walls is another principle that contributes to 
the observed stability of microplasmas. Microplasmas are able to selectively generate 
chemical reactive species which could open the door to a wide range of applications in e.g. 
surface treatment [25]. 

 
(II) Plasma Jet 

One can imagine that it is desirable for several applications to work with a remote plasma 
treatment and for this purpose several sources were developed. The plasmas produced are not 
spatially bound or confined by electrodes and are often referred to as cold plasma jets. Plasma 
needle, plasma plume or plasma pencil are other designations of plasma jets [26, 27]. Some 
authors even use the term plasma torch, but usually this name is reserved for thermal plasmas 
employed in industry for cutting and welding applications. Plasma jets typically operate at 
atmospheric pressure and are widely tested for biomedical applications [26]. Plasma jets are 
launched into the surrounding environment by devices that internally generate atmospheric 
pressure non-thermal plasmas [27]. The jetis blown outside the source by a gas flow, so that 
the surface treatment is performed by the afterglow of the discharge. Plasma jets are 
generated in different gasses and mixtures and their power sources cover a wide spectrum of 
frequencies from direct current to microwaves [26, 27]. Figure 2 shows a picture of a DBD 
argon plasma jet sustained at atmospheric pressure. 
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Figure 2. A DBD argon plasma jet at atmospheric pressure (2000 sccm Ar, 13 kV). 

 
3. PLASMA TREATMENT EFFECTS 

 
Because of the enormous amount of potential uses of non-thermal plasmas for the 

modification of textile products, categorizing the applications is difficult, and therefore a 
review is given on plasma treatment effects or results rather than on the textile applications 
that benefit from the treatment. 

 
 

3.1. Hydrophilicity Enhancement of Fibres  
 
Improving wettability by non-thermal plasma treatment has been done on all possible 

fibre types, with varying success. This treatment aims at the introduction of water compatible 
functional groups such as –COOH, –OH and –NH2. Of all plasma effects, this is without a 
doubt the most studied because it influences many plasma applications [2]. Next to an 
effective wettability enhancement, the permanence of the plasma treatment effect is another 
issue that has gained importance and attention over the last decade [28-30].  

Polyethylene therephthalate (PET) and polypropylene(PP) non-wovens have been 
modified with a 10 kHz DBD in air, helium and argon at medium pressure (5.0 kPa) by 
Morent et al. [30, 31]. The helium and argon atmospheres contain a fraction of air smaller 
than 0.1%. The non-woven, modified in air, helium and argon, shows an enhancement in 
hydrophilicity due to the incorporation of oxygen-containing groups, such as C-O, O-C=O 
and C=O. It has been shown that an air plasma is more efficient in incorporating oxygen 
functionalities than an argon plasma, which is more efficient than plasma generated in 
helium. The air plasma treatment is the most efficient in incorporating oxygen on the surface 
due to the fast reaction between the radicals on the textile surface and the oxygen species, 
present in the discharge. Argon and helium plasmas contain some oxygen traces and plasma 
treatment leads to an oxidized cross-linked structure on the textile surface. Since the cross-
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linking reaction inhibits the incorporation of oxygen and since only traces of oxygen are 
present, a helium and argon plasma are less efficient in oxidation of the textile surfaces. The 
difference between argon and helium plasma treatment can be explained as follows: the argon 
plasma used contains more ions than the helium plasma resulting in a higher degree of cross-
linking and a faster incorporation of oxygen-containing groups. Scanning Electron 
Microscopy (SEM) pictures of the plasma-treated non-wovens show that the hydrophilicity of 
the non-wovens can be increased to a saturation value without causing physical degradation 
of the surface. The ageing behaviour of the plasma-treated textiles after storage in air is also 
studied in detail [30]. The smallest ageing effect is observed for the argon plasma-treated 
fabrics, followed by the helium plasma-treated fabrics. The air plasma-treated fabrics show a 
larger ageing effect. During the ageing process, the induced oxygen-containing groups re-
orientate from the surface into the bulk of the material. A restriction of the polar group 
motion and therefore of the ageing process can be obtained by cross-linking of the polymer 
chains during plasma treatment. An air-plasma treated non-woven is not or less cross-linked 
and therefore shows a large ageing effect. A helium plasma treatment of the non-wovens 
leads to cross-linked textile surfaces resulting in a smaller ageing effect. Argon plasma-
treated non-wovens had a higher degree of cross-linking resulting in an even less pronounced 
ageing effect. 

Other approaches are also used. Negulescu et al. [32] have treated a PET fabric in a low 
pressure SiCl4 plasma  resulting in the implantation of SiClx groups at the PET fibre surface. 
These groups spontaneously hydrolyse by reaction with humidity present in the atmosphere, 
creating hydrophilic Si-OH groups in addition to the plasma created carbonyl groups. In this 
way, a hydrophilic fibre surface is created. Water contact angle measurements show a 
reduction from an original 86° for the untreated surface to 60° after a 30 s treatment and to 
46° after a 10 min plasma treatment. Tsai et al. [33] have used a so-called one atmosphere 
uniform glow discharge plasma (OAUGDP) [34] to enhance the wettability of PP melt blown 
webs after a 1 to 4 min treatment in CO2 or CO2+O2 plasmas. Addition of oxygen to CO2 
improves the effectiveness of the treatment. They report that in this configuration the 
wettability of the webs is determined by six critical parameters that are dependent on each 
other: power frequency, power voltage, electrode gap, working gas, treatment time and 
temperature of the working gas. This atmospheric pressure plasma source is competitive with 
low pressure plasma sources as observed by Dai et al. [35]. Different uses of this OAUGDP 
in industry are described and evaluated in more detail by Roth and Bonds [36]. 

Borcia et al. have studied a 80 kHzDBD in air for the treatment of PET and nylon fabrics 
[37, 38] and have shown that the wettability and wickability strongly increase within the first 
0.1-0.2 s of treatment. Any subsequent surface modification following longer treatment (> 1.0 
s) seems less important. They attribute the increased wettability to the enhanced level of 
oxidation where supplementary polar functionalities are created on the fabric fibre surface.  

Two studies about penetration of plasma into textiles have been published by De Geyter 
et al. [39, 40] in which they have treated three layers of a 100% PET non-woven in the 
medium pressure range (0.3–7 kPa) with a 50 kHz dielectric barrier discharge in air and 
helium to study the influence of pressure and treatment time on the penetration depth. Current 
and voltage waveforms and Lichtenberg figures were used to characterize the discharge. 
Process pressure shows to be a crucial parameter to obtain the optimal plasma penetration. In 
the pressure range 0.3–1 kPa, increasing pressure results in an enhanced treatment of all three 
layers. In the pressure range 1–7 kPa, higher pressure demands longer treatment time to reach 
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a satisfying hydrophilicity for layer 1 and 2, in contrast with layer 3, which reaches this 
hydrophilicity faster with increasing pressure. This behaviour can be explained by two 
reasons. The first one is the diffusive transport of active species through the layers. If the 
mean free path of a textile modifying particle is close to or larger than the mean pore size of 
the textile, the loss of active species is low, resulting in a high diffusive transport. In contrast, 
smaller mean free paths cause substantial losses, which limit diffusive transport. The second 
reason is a different behaviour of the DBD. In the pressure range 0.3–1 kPa, the plasma burns 
above the textile layers using the upper textile layer as the dielectric surface. No 
microdischarges – typical for DBD discharges – were seen on a photographic film, placed 
under the textile layers. Therefore the change in hydrophilicity of layer 2 and 3 is solely a 
result of diffusive transport of the active species generated in the plasma above layer 1. In the 
pressure range 1–7 kPa the barrier discharge goes through the textile layers using the glass 
plate as dielectric surface, and individual microdischarges are observed on the Lichtenberg 
figures. Therefore, in this pressure range the generation of active species also occurs between 
the fibres and, together with the diffusive transport, this is responsible for the hydrophilicity. 
With increasing pressure, the number of microdischarges increases, while the diameter and 
the distance between them decrease. Poll et al. have also showed that pressure is a critical 
parameter in penetration of plasmas into textile structures and they have not been able to 
detect any penetration of the plasma effects at atmospheric pressure [41].  

 
 

3.2. Enhancement of the Dyeing and Printing Properties of Fibres 
 
Closely related to the wettability enhancement, this section focuses on the improvement 

of dyeing and printing properties of fibres. Plasma treatment modifies or removes the fibre’s 
hydrophobic outer layer in order to improve the interaction dye-fibre and to increase the flux 
of dye molecules through the fibre surface into the fibre bulk. This dyeing enhancement has 
many aspects: (a) increase in dyeing rate, (b) increased dye bath exhaustion, and (c) improved 
dyeing homogeneity. Improvements in dyeing properties have been reported on all fibre types 
and two types of plasma processing can be distinguished for this purpose: coating plasmas or 
non-coating plasmas. In the former, the required functional groups are part of a coating that is 
plasma polymerised in situ at the fibre surface. Non-depositing plasmas (e.g. O2 plasma) 
introduce functional groups that interact with an (ionic) dye molecule directly at the fibre 
polymer surface by chemical reaction, or alter the hydrophobic character of the fibre surface 
to improve diffusion of (ionic) dye molecules [2].  

With a low pressure plasma source (RF) carboxylic acid groups are introduced by Öktem 
et al. [42] at PET fibre surfacesvia two routes: 1) directly treated in an acrylic acid plasma, 2) 
first treated in an argon plasma and then immersed in an aqueous acrylic acid bath. The argon 
plasma creates a large amount of surface radicals that initiate the polymerisation reaction. 
Dyeing with a basic dye causes the dyeability to increase from 0.34 K/S for the untreated 
fabric to 0.82 K/S for a 5 min in situ plasma polymerization. A value of 1.48 K/S is obtained 
for 15 min plasma treatment in argon followed by a 5 min incubation time in an acrylic acid 
solution.  

The influence of plasma polymerisation of acrylic acid on dyeabilityof PET, polyamide 
(PA) and PP woven fabric has also been tested by Ferrero et al. [43]. The overall colour 
strength is significantly enhanced. However, while the wash fastness is acceptable on PA, it is 
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not satisfactory on PET and PP fabrics, probably due to the lack of penetration of the acrylic 
acid monomer in the fibre. SEM and Fourier transform infrared spectroscopy (FTIR) 
confirms that grafting of polyacrylic acid is only effective on the surface of PET and PP, but 
in the case of PA the interior of the fibre is also modified.  

The impact of a nitrogen plasma treatment on the dyeing properties of wool fabric is 
studied in detail by El-Zawahry [44]. Non-thermal plasma treatment results in etching of the 
fibre surface, enhancing the hydrophilicity and wettability of the treated wool along with 
creating and introducing new active sites onto the wool surface. The treatment also improves 
the dyeing rate and the time to reach dyeing equilibrium is shortened. The nitrogen plasma 
introduces new –NH2 groups onto the wool surface, thereby enhancing the extent of dye 
exhaustion.  

In a publication by Sarmadi et al. [45] the grafting of SiClx
+cations from a 30 kHz low 

pressure SiCl4 plasma onto additive-free acetone extracted PET fibres is described. As 
already described in section 3.1, the highly reactive SiClx species implanted on the surface are 
hydrolysed to Si(OH)x in a post plasma reaction with atmospheric humidity. Untreated 
samples show a 0.4 K/S value, while after a one minute plasma treatmentfollowed by 30 s of 
dyeing with a basic blue dye, K/S values of up to 1.6 areobserved. This group of Sarmadi et 
al. [46, 47] has also studied other situations. Covalently bonded coatings arecoated on CCl4 
and acetone extracted PP fabrics in an argon/acrylonitrile 13.56 MHz cold plasma [47]. The 
fabrics show both increased hydrophilicity and increased uptake of acid dye: K/S increases 
from 0.6 for the untreated fabric up to 4.25 for treated fabric. In [46] they have studied the O2 
and CF4 plasma treatment of PET fabrics. The O2 plasma again improves both the 
hydrophilicity and the surface dyeability, while CF4 plasma results in excellent water 
repellency and unexpected improved surface dyeability. This behaviour can be attributed to 
intense fluorination reactions and simultaneous unsaturated bonds and trapped free radical 
formation.  

Another possible explanation for the positive influence of a plasma treatment on the 
dyeing kinetics of PET fibres is suggested by Urbanczyk et al. [48]. The outer molecular 
layers of PET fibres are markedly more ordered than the bulk polymer, creating a barrier for 
molecules diffusing into the fibre. A plasma treatment alters or removes these outer layers, 
thus increasing diffusion rates of dye and solvent molecules. 

 
 

3.3. Enhancing Adhesion 
 
Adhesion enhancement aims at the introduction at the fibre surface of functional groups 

that show affinity for, or form chemical bonds with a product, such as a coating or a 
composite matrix. In the case of composite materials, the interface between fibre and matrix 
plays an important role in transferring the forces towards the fibres and determines the 
composite’s mechanical and chemical properties to a large extent. Plasma treatments are 
known to improve interlaminar shear strength (ILSS) of composite materials as well as their 
resistance to fatigue, delamination and corrosion. These enhancements are due to enhanced 
interactions in the interphase, by a combination of a plasma induced increase in bonding 
surface and change in surface chemistry. Each combination of fibre and matrix requires a 
specific set of fibre surface properties. In many publications, the matrix is an epoxy resin; the 
functions introduced at the reinforcing fibre’s surface (-NH2, -OH, -COOH) are to react with 
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to 130-140° for treated samples. Hochart et al. [57] have induced hydrophobicity with low 
pressure MW plasma on polyacrylonile (PAN) fibers by graft-polymerisation of fluorinated 
methacrylate. Vaswani et al. [58] have used CF3CHF2 and C4F8 as monomers for plasma 
polymerisation on cellulose fibres to enhance their hydrophobicity. 

 
Table 1. Water contact angle of silk and cotton fabrics for  

various durations of C3F6 plasma treatment [55] 
 

exposure time  
(min) 

contact angle 
(°) 
silk cotton 

0 0 0 
1 119.4 ± 2.0 124.2 ± 0.9 
3 123.9 ± 2.6 127.2 ± 1.6 
5 122.1 ± 2.1 127.5 ± 1.6 
10 122.0 ± 0.8 127.9 ± 1.7 

 
 

3.5. Surface Cleaning: Desizing, Removal of Impurities 
 
When using a plasma treatment for surface cleaning, selectivity of the plasma for the 

material to be removed from the fibre surface is required, since the fibre structure itself 
should not be damaged [2]. Cai et al. [59] have applied air/He and air/O2/He atmospheric 
plasmas to desizepolyvinylalcohol (PVA) on cotton. The air/O2/He treatment shows to have a 
greater effect on PVA than the air/He plasma. Both plasma treatments do not only serve to 
remove some PVA size, but also to significantly facilitate PVA removal by subsequent 
washing. They have attributed this effect to the enhanced swelling, dissolving and dispersing 
of PVA. The tensile strengths of the fabrics and yarns are not statistically significantly 
affected by the plasma treatment. The same authors have also applied both treatments for 
desizing PVA on rayon (viscose) fabrics [60]. Both treatments are able to remove some of the 
PVA on the rayon and increase PVA solubility in cold water, resulting in a higher weight loss 
in cold washing. Plasma treatment followed by one cold and one hot washing has the same 
effect as the conventional chemical treatments followed by two cycles of cold and hot 
washing. The plasma treatment has again no negative effect on rayon fabric tensile strength.  

5 min O2 plasma treatment of glass fibre fabrics containing originally 1.09% of paraffin 
size results in levels of only 0.3% paraffin [61]. Therefore plasma treatment can replace 
common desizing procedures for glass fibre fabrics that involve the lengthy heating of fabric 
rolls in a carefully controlled temperature regime and atmosphere, e.g. 48-72 h at 620 K in 
nitrogen.  

 
 

3.6. Inactivation of Micro-Organisms: Disinfection/Sterilization  
 
A plasma can be an efficient sterilising tool via vacuum pressure, highly energetic UV 

light and/or reactive plasma species [2]. Roth et al. have applied the same OAUGDP as 
described in section 3.1 for the decontamination of heating, ventilation and air conditioning 



Surface Modification of Textiles with Non-Thermal Plasmas 309 

(HVAC) filters [62] and other non-wovens (e.g. PP melt blown webs) [63]. Figure 3 shows 
the survival curve for the micro-organism E. coli K12 on a PP sample [64]. Short treatments 
of about 25 s are sufficient to decrease the number by a factor 105-106. Apart from the plasma 
parameters, the efficiency of decontamination depends on the micro-organism and the 
substrate on which it resides. Typically, 99.99% of captured micro-organisms are destroyed 
within 5s (direct parallel plate OAUGDP, E. coli) to 10 min (afterglow OAUGDP, certain 
viruses).  

 

 

Figure 3. Typical survival curve for micro-organisms on a PP sample containing an initial loading of 6 
× 106E. coli K12 cells treated by an OAUGDP. 

When medical textiles having specific surface properties are to be sterilized, a plasma 
treatment canchange these surface properties and therefore render the medical devise useless. 
Plasma sterilisation of textiles (aimed at destroying residing micro-organisms) seems 
therefore limited to non-medical applications, such as the applications mentioned above. 
Nevertheless plasma technology offers other biomedical applications for other purposes like 
described by Virk et al. [65]. The non-woven fabric Sontara®, commonly used for surgical 
gowns, is treated with antimicrobial finishes and a plasma containing fluorocarbon gas. The 
plasma treatment does not alter the weight, thickness, stiffness, air permeability, breaking 
strength and elongation. Plasma-treated and water repellent Sontara samples show higher 
blood and water resistance compared to other treatments. Plasma-treated samples also show a 
zone of inhibition for Staphylococcus aureus, thus providing a barrier against microbes. The 
beneficial antibacterial activity of silver grafted on textile fabrics by a RF plasma is studied 
by Yuranova et al. [66]. A minimum loading of silver is necessary to inhibit the bacterial 
growth, like E. coli. As is the case for many plasma-for-textiles applications, the effectiveness 
of a sterilisation process strongly depends on the ability of the effect to penetrate in a textile 
structure. 
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3.7. Wool Shrink-Proofing 
 
The treatment requires physical and chemical etching process conditions that change the 

frictional properties of wool fibres. The occurrence of scales at the wool fibre surface is 
responsible for the shrinking of woollen textiles (a.k.a. felting) in the presence of water and 
mechanical agitation [2]. Both static and kinetic effects are involved. Statically, the 
hydrophilic character of the fibre surface is most important. Kinetically, the most important 
physical property is the differential friction, i.e. difference in frictional coefficients in the 
against-scale and with-scale directions [67]. Physically, shrink-proofing by plasma is caused 
by an increase in fibre-to-fibre friction and a decrease in differential friction. Chemically, it is 
caused by the increase in surface charging via the incorporation of hydrophilic groups at the 
fibre surface.  

One of the oldest and most investigated plasma effects to date, shrink proofing of wool 
by plasma is initiated to replace wet chemical processes that cause various degrees of 
environmental stress. Thorsen has published a series of studies on the AC “corona” treatment 
of wool and mohair card webbing, top, yarn and fabric [68-70] at temperatures between 373 
K and 413 K. These elevated temperatures are used to reduce formation of ozone. Usually, 
one of the large plate electrodes is covered by a dielectric material so that the discharge type 
is a DBD. Therefore, the term corona treatment is somewhat misleading. Shrink proofing 
proves to be successful for treatment times between 4 and 30 s, depending on the form in 
which the fibres are treated (loose fibres, card webbing or top). The increase in with-scale 
friction decays slowly with time after treatment, against-scale friction does not (up to at least 
1000 h) [71]. Again penetration of the plasma effect is an issue. Fabric samples cannot be 
made shrink-proof because the gaseous reactants do not penetrate adequately, however, 
shrink-proof fabric can be made of yarns spun from treated card webbing. All treatments 
harshen the hand of the fibres, necessitating a subsequent treatment with softeners. However, 
shrink proofing is lost when using cationic softeners. In his publications, Thorsen gives 
complete information on the cost and the productivity of the treatment. The usefulness of 
corona treatment for various effects can be increased by multiple passing of the textile 
through the reactor [72]. For a desized and scoured cotton/wool fabric a single, double and 
threefold corona treatment lead to a laundry shrinkage of 27.1, 22.3 and 21.9% respectively, 
as compared to 29.7% for untreated wool/cotton fabric. However, treating the same fabric for 
3 min in a low pressure oxygen glow discharge reduces the laundry shrinkage to only 3.9%. 
Shrink resistance is also obtained via a 3 kHz parallel plate glow discharge in 1:1 
helium/argon and acetone/argon atmosphere at atmospheric pressure [73]. The laundering 
shrinkage of the non-treated fabric is 39.4% after 20 cycles. A treatment of 60 s in He/Ar or 
acetone/Ar plasma results in a shrinkage of 18.4%, while a treatment of 180 s results in a 
shrinkage of 9.1%. 

 
 

CONCLUSION 
 
The chapter’s main purpose is to offer the reader an introduction in non-thermal plasma 

treatment of textiles and to give some examples of the wide variety of obtainable effects. 
Taking into account this diversity of effects, it is therefore at least surprising that the impact 
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of plasma processing in the textile industry is rather low. Notwithstanding the advantages of 
plasma technology, from the relevant information gathered in literature, it is often difficult, 
sometimes impossible, to do an objective scientific or industrial comparison of different 
plasma processes and their effects. To overcome the scepticism from industry, it is necessary 
that researchers in plasma technology for textiles show an open-minded attitude to the work 
of their colleagues. If a researchers’ own developed plasma source is incapable to reach the 
demands from industry for a certain application, referring the industrial partner to another 
research group is sometimes necessary and will not at all be unfavourable. On the contrary, 
when non-thermal plasma treatment for textiles reaches an accepted level for other processes 
in the textile industry, every researcher in plasma technology will benefit from this 
achievement.  
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ABSTRACT 
 

Textile industry is in progress in smart and multifunctional products containing high 
performance materials (fiber, yarn, fabrics and so on) in last decades. Various novel and 
practical products have been emerged by the rapid development in science and 
technology to meet human demands, in recent years. Textile products, which incorporate 
with different sciences, are taking part in different application areas including industry, 
military, space, medical to perform needing for health, protection, defense, 
communication and automation. 

Conductive textiles also have interesting application areas due to their excellent 
properties that are provided by smart materials and a variety of manufacturing 
techniques. Conductive textile materials have a big role in production of sensors, 
electromechanical shielding, monitoring, static dissipation, anti-dust and anti-bacterial 
applications, data transfer and so on. Researchers focus on novel products, which have 
such smart and intelligent properties in applications for different requirements of 
humankind, over the last several years. Conductive fibers can be inherently conductive or 
gain conductive properties after some applications. Metal fibers can be obtained from 
metal plates or strips. Conductive yarns can be obtained from conductive filaments or 
wires, staple metal fibers or spinning traditional textile fibers with conductive 
filaments/wires. Metal filaments or wires also can be wrapped around the traditional 
textile yarns to develop conductive technical yarns.  

This chapter aims to present novel designs, techniques and materials used for 
developing technical textile yarns containing metal filaments for smart textile 
applications. The review is organized as follows: In the first section, an overview of 
metal fibers, production methods and usage fields will be presented. In the second 
section, a general introduction to yarns containing metal filaments/wires and their 

                                                        
* E-mail: ayse.celik@deu.edu.tr 







Ayse (Celik) Bedeloglu and Yalcin Bozkurt 320 

De Bondt and Decrop [27], in their patent study, explained manufacturing of the stainless 
steel fibres by bundle drawing technique from stainless steel wires that are embedded in 
matrix. In fiber production stage, stainless steel wires are bunched and drawn at the same 
time. Single wires are separated from each other by coating a matrix material and put in an 
enveloping material. Bundle of coated wires are drawn to obtain the requested diameter. 
Matrix and enveloping materials are chemically removed. Mechanical features of metals such 
as iron and copper are similar to metals that are drawn, so these metals are generally utilized 
as matrix/envelope materials. However, when these metals are used as matrix material, the 
heating process can cause dissolution of drawn wires and metals together [27]. 

 
 

3. AN OVERVIEW OF METAL-BASED YARNS,  
PROPERTIES AND MANUFACTURING TECHNIQUES 

 
The metal-based yarns were initially used to obtain aesthetic and decorative appearances 

in knitted and woven textile products. The first example for conductive metallic yarn that was 
used for embroidery and ornaments in clothes was formed by wrapping a thin metal foil 
around a conventional yarn made of natural fibers [24]. When thin strip of aluminium was 
entered to market, in the 1950s, it was highly demanded. In the 1990s, fabrics composed of 
silk and steel threads were used in fashion and interior applications [28-29].  

Today, metallic yarns are used for different aims such as conductivity to fulfil functional 
expectations of smart textile products. The most commonly used metals in smart textiles are 
copper, aluminium and stainless steel. Other metals such as silver, titanium and gold are also 
used in special applications despite of their higher costs [30]. 

Conductive yarns can be produced from conductive filaments, staple conductive fiber or 
spinning conductive fibers and wires with traditional non-conductive textile fibers. Besides, 
conductive textiles can be manufactured by wrapping non-conductive yarns/slivers around the 
conductive metal (such as copper, stainless steel, silver and so on.) materials (foils, tapes, 
wires and stripes) [31-32]. Conductivity can be gained to fabrics by using conductive yarns 
and wires in its structure and by treating conductive materials onto fabric. Coatings are 
suitable for many textile types by giving good conductivity without significantly changing 
existing textile physical properties. However, adhesion between the metal and the textile 
results corrosion problems in further stages. Common textile coating processes include 
electroless plating, evaporative deposition, sputtering, and coating the textile with a 
conductive polymer. 

Conductive metallic materials that are used in textile application should have some 
specific electrical and physical features such as being washable, not allergic and comfortable 
enough. Metallic yarns, which are thinner and have more strength, are utilized as sewing 
thread to sew electronics-integrated textiles. Places of the stitches determine the conductivity 
of the structure [31]. 

The metal-based yarn manufacturing (see Figure 1), generally, was implemented on 
modified ring spinning machine [33-38], open-end Dref-3 yarn manufacturing system [39] 
and fancy yarn manufacturing system. 
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Figure 1. Images of metal-based polyacrylic yarns produced by ring spinning (a), core-spun (b) and 
wrapping, (c) manufacturing methods. 

A core spun yarn is commonly formed from two compounds: a core that can be 
monofilament, multifilament or staple fibers and is placed in the center of yarn, and a sheat 
that is staple fibers and wraps around the core and forms composite yarn structure [40]. Core 
or sheat can be metal-based materials to obtain conductive composite yarn. Conductive 
metals used should be appropriate to textile usage performance features such as thin, flexible 
or pliable. In friction core spun yarn manufacturing system, the filament in the core does not 
take twist during spinning process. Since perforated spinning cylinders provide air suck, 
sheath fibers are held on the surface of the spinning cylinder. Since friction was formed by 
turning of spinning cylinders, fibers in sheath take a stroll around the filament in the core and 
provide core spun yarn formation [39]. 

Bramley [41], in a patent study, used metal filament to obtain electrically conductive rope 
that is also lightweight and high strength. Produced rope can be used to control animal 
movement area or placed as a fence. Rope is formed from many yarns that are twisted 
together and have several filaments. Metallic filament is arranged on the surface of the yarn 
[41]. Douglas and Watson [42], explained a yarn that was formed by wrapping a metal 
filament around the core having twisted or untwisted fibers. Chiou et al. [43] wrapped two 
metal stripes (1-2 mm thickness) around a yarn. 

Ueng and Cheng [44] manufactured conductive core-spun yarn in open-end friction 
spinning machine (see Figure 2) to develop fabrics that can be used for protection from static 
electricity and electromagnetic waves. In order to reduce production costs, stainless steel is 
used in the core and polyester and stainless steel staple fibers are used in the sheath. Single 
and ply yarns were woven on a semi-automatic loom. Fabric type, fabric density and 
conductive material quantity influenced the electromagnetic shielding effectiveness and static 
charge dissipation behaviour of woven fabrics. 

Cheng et al. [45] produced metal-based open-end friction spun yarn from an open-end 
friction spun yarn and a core stainless steel wire combined within the yarn twisting zone of 
the friction drum. Stainless steel, Kevlar or rayon staple fibers were used as the sheath and 
stainless steel wire was used as the core. Different blend ratios for metal-based open-end 
friction core spun yarns were performed. Using these yarns, a woven fabric was produced on 
the semi-automatic weaving loom. When density of weft and warp yarns was increased, 
electromagnetic shielding effectiveness increased in all frequencies. Electromagnetic 
shielding effectiveness of rayon based fabrics was higher than kevlar based fabrics [45]. Lin 
and Lou [46] and Su and Chern [47] manufactured composite yarns made of stainless steel 
staple fibers and filaments to produce complex woven fabrics. Lin and Lou [46] produced 
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yarns containing stainless steel filaments, propylene nonwoven tapes and reinforcement 
filaments by using rotor-wrapping-twister.  

 

 

Figure 2. Schematic diagram of DREP III type open-end friction spinning machine [44]. 1-1, 1-2, 1-3, 
1-5: sheath slivers with the staple fibers; 1-4: sheath slivers with the stainless steel staple fibers; 2: 
drafting drum; 3: carding drum; 4: compressed air; 5: friction drum; 6: core feed with the stainless steel 
wire; 7: draw-off roller; 8: ofcy yarn; 9: take-up roller. 

Conductive metal-based yarn, in ring frame (see Figure 3), was produced by using a 
metal wire in the yarn core. The copper and stainless steel materials were utilized as core and 
rovings made of 100% rayon and polyester/rayon were used as sheat of the yarn. Yarn 
manufacturing was carried such conventional ring yarn spinning that metal yarn was fed 
through yarn guide at three angles 50°, 70° and 90° and with the guide pulley of the guide 
mechanism in contact with the front roller. After the metal wire was covered by staple fibers, 
core spun yarn was fabricated by twisting and winding procedures. When the count of the 
cover material was Ne15, the core spun yarn, for all materials, exhibited the highest tenacity 
(11~22 cN/tex). The hairiness of the rayon hybrid yarn as cover material was approximately 
50% greater than that of the polyester/rayon yarn cover. Anti-electrostatic, electromagnetic 
shielding and electrostatic dissipating textiles can be manufactured from these yarns by 
weaving or knitting techniques [48]. 

 

 

Figure 3. The diagram of roving and metal wire fabricated core spun yarn spinning mechanism [48]. 
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Rattfalt and Linden [49] manufactured three different metal-based yarns and fabrics to 
investigate behaviours of textile electrodes due to their structures. In the study, three 
electrodes were tested in terms of electrode impedance and polarization potential. The first 
yarn was 100% stainless steel yarn and its electrode single jersey knitted fabric. The second 
yarn was made of 20% stainless steel wire as the core and 80% polyester staple fiber yarn as 
the sheath. The second electrode was a knitted fabric, third yarn was formed with polyester 
fibers in the core and silver coated copper monofilament was wrapped around it. Last 
electrode was a woven fabric. The first yarn that was formed from multiple filaments had 
lower yarn resistance compared to second yarn. However, when fabrics were manufactured 
using these yarns, second yarn showed better electrode impedance. The third yarn had high 
electrode impedance and varying mean polarization potentials. Production techniques for 
yarns and fabrics influenced the performances of textile electrodes. 

Chen et al. [50] produced various conductive hybrid yarns to utilize the conductive co-
woven-knitted fabrics. Loop yarns for knitting structure formed by using a copper wire and a 
polyamide filament as the core yarn and a stainless steel wire as wrapping yarn. Copper wire 
and stainless steel were used for their high conductivity and high permeability, 
respectively.The weft-inlaid yarn was manufactured by the nonwoven selvedge as the core 
yarn and the conducting wire as the wrapping yarn. The conductive hybrid yarns were 
fabricated with rotor twister (see Figure 4) that provides frictionless and tensionless 
manufacturing process during the twisting and winding up progresses and which can fabricate 
with any types of yarn, selvages or tapes. Co-wovenknitted fabrics were laminated with 
various angles in several layers and then heat pressed to 2 and 3 mm in thickness.The surface 
resistivity, electromagnetic shielding effectiveness and electrostatic discharge attenuation 
percentage of the co-wovenknitted fabrics and co-wovenknitted fabrics reinforced composites 
were investigated. 

 

 

Figure 4. Diagram of rotor twister [66]. 

In another study, a low cost metal composite fabric with electromagnetic shielding 
effectiveness, flexibility, and processibility was designed and developed. Electrical properties 
including electromagnetic interference shielding and electrical conductivity, comfort and 
aesthetic properties of manufactured multifunctional fabrics were investigated. Metal 
composite yarns, which were used to manufacture metal composite fabrics, were produced 
with a polyester filament as a core, the fine metal filament (silver plated copper or stainless 
steel) covered the polyester filament in the Z-direction, and another polyester filament 
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CONCLUSIONS 
 
While using metal fibers/wires or filaments, physical properties of produced fabrics or 

clothes such as flexibility, stretch, recovery, drape, shear and handle are prominent for further 
usage stages. Metal fibers (stainless steel, copper and etc.) resist to curve during textile 
manufacturing processes such as spinning, knitting and weaving, as they are rigid materials 
compared to polymer-based textile materials. The increase in diameter of metal fiber/wire 
causes difficulty in the bending of yarn. Therefore, metal wire and textile sliver as 
components of yarn are separated resulting spaces in the fabric structure. This situation 
decreases the efficiency of metal-based fabric in further applications. 

Incorporation metal wires/filaments within textiles increases rigidity and reduce elastic 
quality. Thus, usage places of metal-based fabrics are influenced by situation of metal fiber 
content and separation. Therefore, coating or printing textiles with metal-based conductive 
solutions or materials can be alternative way to produce more flexible and comfortable 
conductive textiles. 

This chapter aimed to present features, manufacturing methods and usage of metal-based 
conductive yarns in a wide variety application fields in textile products. Metal-based yarns 
and textiles have attracted attention in recent years. Metal-based conductive yarns brought a 
new dimension to ordinary textiles, as there is a possibility for low-cost and easy 
manufacturing in traditional textile mills. High value added conductive yarns and smart 
garments or industrial textiles produced from conductive composite yarns having metal 
elements are competitive materials in global market. 
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ABSTRACT 
 

Micromechanical schemes are elaborated for analyzing the mechanical behavior of 
woven structures at the scale of the weave pattern, which defines the repetitive unit cell 
for a quasi periodical textile at a mesoscopic scale. The mechanical behavior of the dry 
fabric before impregnation by the resin is the object of those analyses, with the general 
objective of calculating the overall effective mechanical properties versus the unit cell 
geometry and mechanical properties of the micro-constituents, namely the weft and warp 
yarns. Micromechanical analyses further provide a quantitative understanding of the 
deformation mechanisms of woven’s, allowing relating the macroscopic overall response 
to the underlying microscopic behavior. Two parallel strategies are exposed in the present 
contribution, the first one basing on the minimization of the total potential energy of the 
woven structure, and the second one relying on discrete homogenization techniques 
specific to architectured materials. Simulations of the overall tensile response of serge 
and fabric highlight the effect of geometrical nonlinearities for fabric, due to the crimp 
changes, leading to a J-shape tensile response; by contrast, serge exhibits a quasi linear 
response, as the initial yarn profile is flatter. The impact of the yarn mechanical 
properties on the overall mechanical behavior is assessed; especially, the Poisson’s ratio 
of fabric is evaluated versus the applied load and the respective properties of both sets of 
yarns. Discrete homogenization techniques are developed in the last part of this 
contribution, basing on an analysis of a repetitive unit cell, representing the pattern in the 
case of textile. The equivalent behavior of a Cauchy or Cosserat type continuum is 
obtained in algorithmic format as an outcome. The simulation of the tensile response of 
the crimp changes of fabric by a perturbative approach reproduces the J-shape curve 
measured behavior. Those micromechanical analyses provide overall a guideline for the 
design and optimization of woven structures.  
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1. INTRODUCTION 
 
The analysis of the deformations and shape forming of textiles is an important scientific 

and technological topic nowadays, due to the wide range of applications of these structures in 
many areas, such as composites with a woven reinforcement in aerospace industry or woven 
and braided structures for biomechanical applications (vascular prosthesis; scaffolds). The 
analysis of the motion and behaviour of the dry fabric (before being impregnated with a resin 
as in the RTM process) is very peculiar, due to the relative ease of motion of the yarns. This 
motion, in turn, determines the shape forming of the woven structure, thus calling for a 
separate analysis [1-3]. Three imbricated scales of the woven structure can be identified: the 
microscopic scale (scale of the yarn), the macroscopic scale of the woven structure, and an 
intermediate scale of a few intertwined yarns, which defines the unit cell reproducing the 
whole structure by a periodic translation, coined the mesoscopic scale. The organization of 
the yarns within the unit cell (that defines different armours, such as satin, serge) and the 
interactions between yarns (contact, friction) play an important role at both mesoscopic and 
macroscopic scales, as they respectively determine the constitutive law and the shape forming 
capacity of the initially flat structure. It is therefore important to develop reliable and accurate 
micromechanical models, in order to set up reliable constitutive models accounting for the 
geometrical nonlinearities due to crimp interchanges between yarns and to predict the 3D 
deformation of woven structures during real forming processes.  

There is accordingly a need for reliable simulation tools for predicting the overall 
mechanical behavior of textile composites, accounting for informations relative to the fiber 
orientations and fibre density, which strongly determines how the composite part will behave, 
especially with regards to stiffness, damage, fatigue, and rupture [4-6]. Despite the great 
amount of existing works and modelling strategies and due to the multiscale aspects, no 
unitary model exists yet in the literature, as mentioned in Hamila and Boisse [7]; the existing 
families of models can be summarized as follows:  

 
I. The mechanical behavior of the meso structure can be homogenized assuming textile 

behaves as an anisotropic continuum [8-12]. Those models can next be incorporated 
into large strain finite element analysis at the structural scale using shell or 
membrane elements. The drawback of this first class of models lies in the fact that 
they largely ignore the discrete nature of textile (the continuity of the geometry is 
questionable, as well as the notion of continuum strain and stress; there are 
interactions between yarns, including sliding, which are not included). The evolving 
anisotropy due to the change of orientations of the material fibers and yarns during 
the service life of the structure is also not incorporated; hence the traditionally 
assumed fixed orthotropic behavior is no more a valid assumption.  

II. Discrete approaches accounting for the multi-scale nature of the woven textile in 
which each yarn or fibre is individually modelled constitute a second modelling 
strategy [13-15]. Due however to the very large number of fibers being generally 
present, the representation of the meso-structure is usually oversimplified, especially 
in view of simulations. Those simulations are most of the time restricted to a small 
domain, typically a representative unit cell, and involve simple rheological models 
(such as networks of springs or rods). 
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III. The semi-discrete approach achieves a compromise between the two previous 
modeling strategies [7, 11]: the components at the micro or meso scale are here 
considered as part of finite elements. The kinematics of those discrete elements 
(yarns, fibers) is prescribed by the nodal displacements within the element, leading to 
the continuity between warp and weft fibers that remain in contact if this were the 
case in their initial state. These models usually retain only the significant mechanical 
properties of the yarns, such as fiber tension and in-plane shear rigidities.  

 
The mechanical behavior of the dry fabric before the impregnation with a resin is very 

specific. In the case of yarns made of thousands of fibers, despite the relative sliding between 
fibers, the tensile stiffness in the yarn direction is still much larger compared to those in other 
directions. Due to the small diameter of the yarns, the flexional rigidity is at least one order of 
magnitude smaller than the tensile rigidity, as the quadratic moment is very small. This means 
that flexion of yarns and the induced crimp changes may be a dominant deformation 
mechanism, responsible for the large strains observed at the macroscopic scale. This 
geometrical non linearity (the geometry of the yarn changes, whereas it may still undergo 
small deformations due to the high tensile rigidity) at the mesoscopic scale of the armour is 
enhanced by the rather complex interactions between yarns, as a result of the contact between 
the warp and the weft, which involves yarn transverse compressibility and possible yarn-yarn 
sliding.  

The assembly of yarns within the armour of woven textiles entails a specific overall 
mechanical behavior in terms of equivalent properties in different directions (tensile rigidities, 
Poisson’s ratio). Very few models and analyses of the interactions between yarns at the 
mesoscopic scale have been performed in the literature; especially, the prediction of the 
effective mechanical behavior of textiles from the geometry and mechanical behavior of the 
yarns – including their mutual interactions - within the armour is still a challenging task. 
Recent contributions from the literature accounting for interactions between yarns include the 
model developed in King et al. [16], based on a representation of yarns as a network of 
trusses, with ‘crossover springs’ connecting the pin joints at the yarn crossover points, and the 
multiscale model in Ben Nadler et al. [17] describing overlapping crimped yarns as extensible 
elastica mutually coupled by a constraint of non-penetration. As underlined in King et al. 
[16], those interactions include the so-called crimp interchange (elongation of the fabric in 
one direction accompanied by a contraction in the transverse direction), locking (resistance to 
deformation), and resistance to yarn relative rotation when in-plane shear behavior becomes 
important.  

Tracing back to the original works devoted to trellis approaches, Weissenberg [18] 
introduced the trellis model and treated the yarns as inextensible and inflexible rods; yarns are 
pinpointed at their nodal points with lines of zero elongation in the pattern by offering no 
resistance to the allowed changes in the lines orientations. The same author also stated that 
the Poisson’s effect and sliding are observed under the action of external forces. In a 
contemporary period, Chadwick et al. [19] investigated the bias deformation of a woven 
fabric with the application of the trellis model submitted to a simple traction. Kilby [20] soon 
after developed a simple trellis model and analyzed the planar stress-strain relationship, based 
on the continuum mechanics for anisotropic elastic lamina. He admitted later the deficiency 
of this theoretical model for not including the Poisson effect. He was the first to derive the 
fabric tensile modulus in any direction other than the warp and weft directions. A good 
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Figure 3. Uniaxial tensile of fabric. Effect of yarn-yarn interactions. 

 

 

Figure 4. Tensile response of fabric. Evolution versus the applied load of the extensional and flexional 
contributions to the overall displacement. 

In order to asses the effect of the mechanical and geometrical properties on the fabric 
traction behavior, simulations of the traction behavior of the fabric in the warp direction are 
performed for different values of the transverse yarns rigidity. Figure 5 shows that a stiffer 
transverse yarn increases the reaction forces, thus leads to a stiffer response of the warp. At 
the end of this stiffening, the reaction force tends toward a limit value, which indicates that 
the yarn has exhausted its possibilities of crimp changes. We further analyze the effect of the 
transverse extension load weP on the fabric mechanical behavior, in the warp direction (x-
direction); specialization of previous general equations in the case of fabric give the reaction 
force of the transverse yarn as 
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Figure 8. Fabric extension in the warp direction. Effect of the weft modulus. 

 

Figure 9. Measured and simulated tensile responses of Polyethylene terephthalate weave fabric.  

The response of serge contrasts with that of fabric, and exhibits a linear feature (Figure 
10), due to the dominant contribution of the straight part of the warp. Hence, the geometrical 
nonlinearities which could appear because of the curved part of the warp beam line are not 
present here. The horizontal error bars (Figure 10) are the variations due to the initial 
population size in the genetic algorithm. 
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Figure 10. Uniaxial force-strain response of serge (5 transverse yarns) for one period.  

 

Figure 11. Deformation of serge. Arrows indicate the reaction forces. The initial shape is superposed on 
the deformed shape. 
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The equivalent tensile modulus increases in a monotonous manner versus the unit cell 
longitudinal strain measure (Figure 23); note that the tensile rigidity of the contact beam 
linking the warp and weft has a weak influence on the overall simulated response. 
Applications to more complex textile armours are envisaged.  

 

 

Figure 23. Evolution of the equivalent tensile modulus obtained by discrete homogenization. 

Homogenization techniques prove a powerful technique to access the equivalent 
mechanical properties of discrete media such as textiles [50], and can be applied to a wide 
variety of discrete structures, including biological networks [51].  

 
 

CONCLUDING REMARKS 
 
Micromechanical analyses of textiles realize a good compromise between the 

computational cost and accuracy; they provide a quantitative assessment of the impact of the 
geometry of the armour within the unit cell and of the mechanical properties of the yarns on 
the macroscopic behavior. Their main advantage lies in a straightforward incorporation of the 
interactions between yarns, in comparison to the complexity and computational cost of finite 
element analyses. Nevertheless, as the yarn itself is a structure made of multiple filaments, it 
is clear that the physical mechanisms responsible for yarn-to-yarn contact and friction are 
very complex (strongly non linear, prone to instabilities) and occur at a finer scale of a few 
microns. Due to this heterogeneous structure, the setting up of a rheological model of a 
complex yarn accounting for the couplings between various modes of deformation remains a 
challenging task. The biggest challenge for the future of textile modeling is the understanding 
of the physics specific to those structures, starting from the microscopic scale and its 
transcription in terms of multiscale models.  
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ABSTRACT 
 

This chapter reviews the research that has been done for the functionalization of 
textile with inorganic nanoparticles (Ag, CuO, ZnO, MgO, Al2O3) by sonochemical 
method. Sonochemistry is one of the most efficient techniques for creation of nanosized 
compounds. Ultrasonic waves in the frequency range of 20 kHz - 1 MHz are the driving 
force for chemical reaction. The sonochemical reaction is dependent on the acoustic 
cavitation, which means creation, growing and explosion collapse of a bubble in the 
solution. Extreme conditions (temperature >5000 K, pressure >1000 atm and cooling 
rates >109 K/sec) are developed when this bubble collapses, and that is the reason of 
break and formation of chemical bonds.  

The nanoparticles have been deposited on the surface of various fabrics (cotton, 
nylon, polyester) using ultrasound irradiation. This process produces a uniform coating of 
nanoparticles on surfaces with different functional groups. The coating can be performed 
by an in-situ process where the nanoparticles are formed and immediately thrown to the 
surface of the fabrics. This approach was used for Ag, ZnO and CuO. In addition, the 
sonochemical process can be used as a "throwing stone" technique, namely, previously 
synthesized nanoparticles will be placed in the sonication bath and sonicated in the 
presence of the fabric. This process has been shown with MgO and Al2O3 nanoparticles. 
The nanoparticles are thrown to the surface by the microjets and strongly adhered to the 
textile. This phenomenon was explained because of the local melting of the substrate due 
to the high rate and temperature of nanoparticles thrown at the solid surface by 
sonochemical microjets. 

                                                        
* E-mail: gedanken@mail.biu.ac.il 
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The antibacterial activities of the nanocoated fabric composites were tested against 
Gram negative and Gram positive cultures. A significant bactericidal effect, even with 
low concentration of the nanoparticles, less than 1wt%, was demonstrated.  
 
 

1. NANOPARTICLES 
 
Nanoparticles are of great scientific interest as they are effectively a bridge between bulk 

materials and atomic or molecular structures. A bulk material should have constant physical 
properties regardless of its size, but at the nano-scale ('nano' derives from the Greek word 
"nanos", which means dwarf or extremely small. It can be used as a prefix for any unit to 
mean a billionth (10-9) of that unit) this is often not the case. Size-dependent properties are 
observed such as quantum confinement in semiconductor particles, surface plasmon 
resonance in some metal particles and superparamagnetism in magnetic materials. 

The properties of materials change as their size approaches the nanoscale and as the 
percentage of atoms at the surface of a material becomes significant. For bulk materials larger 
than one micrometer the percentage of atoms at the surface is relative to the total number of 
atoms of the material. The interesting and sometimes unexpected properties of nanoparticles 
are partly due to the aspects of the surface of the material dominating the properties in lieu of 
the bulk properties. 

Nanoparticles exhibit a number of special properties relative to bulk material. For 
example, the bending of bulk copper (wire, ribbon, etc.) occurs with movement of copper 
atoms/clusters at about the 50 nm scale. Copper nanoparticles smaller than 50 nm are 
considered super hard materials that do not exhibit the same malleability and ductility as bulk 
copper. The change in properties is not always desirable. Ferroelectric materials smaller than 
10 nm can switch their magnetisation direction using room temperature thermal energy, thus 
making them useless for memory storage. Suspensions of nanoparticles in the solution are 
possible because the interaction of the particle surface with the solvent is strong enough to 
overcome differences in density, which usually result in a material either sinking or floating 
in a liquid. Nanoparticles often have unexpected visible properties because they are small 
enough to confine their electrons and produce quantum effects. For example, gold 
nanoparticles appear deep red to black in solution. 

Nanoparticles have a very high surface area to volume ratio. This provides a tremendous 
driving force for diffusion, especially at elevated temperatures. Sintering can take place at 
lower temperatures, over shorter time scales than for larger particles. This theoretically does 
not affect the density of the final product, though flow difficulties and the tendency of 
nanoparticles to agglomerate complicates matters. The large surface area to volume ratio also 
reduces the incipient melting temperature of nanoparticles.  

At the small end of the size range, nanoparticles are often referred to as clusters. 
Nanospheres, nanorods, and nanocups are just a few of the shapes that have been grown. 
Metal, dielectric, and semiconductor nanoparticles have been formed, as well as hybrid 
structures (e.g., core-shell nanoparticles). Nanoparticles made of semiconducting material 
may also be labeled quantum dots if they are small enough (typically sub. 10 nm). It is called 
size quantization and arises because the size of a nanoparticle is comparable to the “de 
Broglie wavelength” of its charge carriers (i.e. electrons and holes). Due to the spatial 
confinement of the charge carriers, the edge of the valence and conduction bands split into 
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discrete, quantized, electronic levels. These electronic levels are similar to those in atoms 
and molecules. The spacing of the electronic levels and the bandgap increases with 
decreasing particle size. This is because the electron hole pairs are now much closer 
together and the Coulombic interaction between them can no longer be neglected giving an 
overall higher kinetic energy. Such nanoscale particles are used in biomedical applications as 
drug carriers or imaging agents. 

 
 

1.1. Nanosynthesis 
 
To date, pioneering synthetic approaches have been invaluable in establishing the new 

field of scientific endeavor, i.e. that of nanostructured materials. There are a few widely 
known methods for producing nanomaterials, e.g. sol-gel, aerogels, aerosol spray pyrolysis, 
inverse micelle methods, reactive evaporation of metals, zintyl salts, inert gas condensation, 
mechanical alloying or high-energy ball milling, plasmas synthesis, sonochemical, 
microwave, and electrodeposition etc. All these processes synthesize nanomaterials to varying 
degrees of commercially – viable quantities [1]. To date, only sol-gel synthesis is widely used 
since it is easy, economical, can form various homogeneous, bulk, purity nanoproducts at 
relatively low temperatures, and is comparatively more understood.  

 
 

1.2. Classification of Nanomaterials 
 
If we consider that the periodic table of the elements is a "puzzle" that contains a huge 

treasure of new materials (nanomaterials), every known substance and every material yet to 
be discovered will yield a new set of properties, depending on size. The thousands of 
substances that are solid under normal temperatures and pressures can be subdivided into 
metals, ceramics, semiconductors, composites, and polymers. These can be further divided 
into biomaterials, catalytic materials, coatings, magnetic and electronic materials [2]. All of 
these solid substances, with their widely variable properties, take on another subset of new 
properties when produced in nanoform. The possibilities are endless. Chemistry and chemists 
have a leadership role if this new field is to prosper. The field of nanostructured materials has 
evolved; many names and labels have been used. Their definitions [3] are briefly given below. 

 
I. Nanoparticle: A solid particle in the 1-100 nm range could be crystalline, amorphous, 

or an aggregate of crystallites. ii. Nanocrystal: A solid particle that is a single crystal 
in the nanometer size range. 

II. Nanostructured, nanoscale or nanophased material: Any solid material that has a 
nanometer dimension (<100 nm): three dimensions - particles; two dimensions – thin 
film; one dimension - thin wire.  

III. Quantum dots: A particle that exhibits a size quantization effect in at least one 
dimension. 

IV. Cluster: A collection of units (atoms or reactive molecules).  
V. Colloid: A stable liquid phase containing particles in the 1-100 nm range.  
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1.3. Application of Nanomaterials  
 
Since nanomaterials possess unique and beneficial chemical, physical, and mechanical 

properties, they can be used for a wide variety of applications. These applications include [4], 
but are not limited, to the following: next-generation computer chips, better insulation 
materials, phosphors for high-definition TV, low-cost flat-panel displays, tougher and harder 
cutting tools, elimination of pollutants, high energy density batteries, high-power magnets, 
high-sensitivity sensors, longer-lasting medical implants, solar cells, self cleaning and 
unusual coloring in paints. 

 
 

2. APPLICATION OF NANOTECHNOLOGY  
FOR "SMART" TEXTILES 

 
Nanotechnology is an emerging interdisciplinary technology that has been booming in 

many areas during the recent decade, including materials science, mechanics, electronics, and 
aerospace. Its profound societal impact has been considered as the huge momentum to usher 
in a second industrial revolution. 

The impact of nanotechnology in the textile finishing area has brought up innovative 
finishes as well as new application techniques. Particular attention has been paid in making 
chemical finishing more controllable and more thorough. Ideally, discrete molecules or 
nanoparticles of finishes can be brought individually to designated sites on textile materials in 
a specific orientation and trajectory through thermodynamic, electrostatic or other technical 
approaches. 

“Nano functional” textiles are those designed and engineered on the nanoscale to create 
specific functions. These nano functions are very diverse and can be used for: 

 
• UV protection 
• Flame retardant 
• Moisture management 
• Antibacterial functions 
• Antistatic  
• Stain  
• resistant 
 
Nowadays, there are growing requirements for high quality textiles with antibacterial 

properties for hygienic clothing, active wear, and wound healing. The control on 
microorganisms extended from the hospital institutions to house holds. It is recognized that 
neither synthetic, nor natural fibers have resistance to bacteria and pathogenic fungi [5]. An 
explosive growth is expected in the wound care production. The wound care market of the US 
healthcare system was in excess of $7 billion in 2007 [6]. The consumers' demands cause a 
significant growth in the production of the antibacterial textile. The worldwide industry 
reports estimate the wound care market to exceed $ 11.8 billion by 2009 and project a yearly 
growth for all products (devices for wound closure such as sutures and staples, dressings, etc.) 
in excess of 7%. European markets have accounted for about half of the spending [7]. The 
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of this treatment on the growth of bacteria (Bacillus subtilis) was estimated. On the basis of 
microbial detection, it was found that the ZnO formulation causes a net reduction in the 
bacterial cells, which amounts to 78 and 62% in the case of treated cotton and 
cotton/polyester fabrics, respectively. However, it was found that the treatment with ZnO 
formulation caused a reduction in the thermal stability of the fabrics as indicated by 
thermogravimetric analysis.  

One of the widely used techniques for coating the textile substrates is the combination of 
sol-gel synthetic procedure with the "pad-dry-cure" method [29, 30]. The synthesis process 
usually involved two main steps. For instance, the hexagonally ordered ZnO nanorod arrays 
might be grown onto fiber substrates in the same way as zerogel ZnO [31]. The growing 
seeds were formed by coating ZnO nanosol using dip-coating, dip pad-curing or spraying 
methods by natural solvent evaporation. In order to stabilize the precursor solution, 
triethenamine, with the same molar ratio as zinc acetate was added to form a transparent 
homogeneous solution. The TiO2 and TiO2/SiO2 nanocomposites prepared by the low 
temperature sol-gel synthesis were coated onto cotton fabrics by a dip-pad–dry-cure process 
[32, 33]. The sol-gel immobilization and controlled release of various bioactive liquids from 
modified silica coatings were investigated [34]. The deposition of nano-ZnO onto cotton 
fabric was performed by padding of the textile in the colloid formulation of zinc oxide–
soluble starch nanocomposite to impart the material the antibacterial and UV-protection 
functions [35]. 

Very recently some new publications appeared for deposition of "in situ" formed metal 
oxide NP on the textile fabrics. A superhydrophobic ZnO nanorod array film on cotton 
substrate was fabricated via a wet chemical route and subsequent modification with a layer of 
n-dodecyltrimethoxysilane [36]. ZnO nanoparticles were in-situ grown on SiO2 coated cotton 
fabric through hydrothermal method. After water treatment at 100oC or higher, the cotton 
fabric was covered with approximately 24 nm diameter needle-shaped ZnO nanorods, which 
had an excellent UV-blocking property [37]. ZnO particles were prepared by wet chemical 
method using zinc nitrate and sodium hydroxide as precursors and solubilized starch as 
stabilizing agent [38]. These NP were impregnated onto cotton fabrics by the "pad-dry-cure" 
method using acrylic binder. 

Copper is one of a relatively small group of metallic elements, which are essential to 
human health. These elements, along with amino and fatty acids and vitamins, are required 
for normal metabolic processes. Copper is considered safe to humans as demonstrated by the 
widespread and prolonged use of copper intrauterine devices (IUDs) [39]. At the same time, 
there are not many publications on production and application of CuO-textile composite with 
the exception of Gabbay et al. [40, 41]. The copper containing fibers of cotton and polyester 
prepared by these authors demonstrated significant antifungal and antimicrobial properties. 
They inserted the preliminary synthesized copper oxide powder into the polymer fibers during 
the master-batch stage, and impregnated in the cotton by a multi-phase soaking procedure 
including treatment in formaldehyde.  

To summarize, most of the methods employed for the deposition of nanostructured 
materials on the textile are based on the multistage procedure including the preliminary 
synthesis of the NP and the application of some templating agents for their anchoring to the 
substrates. This approach is rather complicated and can result in the release of some toxic 
compounds into the wastes. Therefore, the current research is focused on the fabrication of in 
situ coated fabrics via ultrasound irradiation. The sonochemical method prevents the use of 
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toxic binders and makes the coating procedure shorter, effective, and environmentally 
friendly. 

 
 

3. A SONOCHEMICAL METHOD FOR THE  
SYNTHESIS OF NANOSTRUCTURED MATERIALS AND THEIR 

ADHERENCE TO SOLID SUBSTRATES 
 
Sonochemistry has been proven as an efficient method for the synthesis of various kinds 

of nanoparticles [42, 43]. In this chapter, we will describe the unique properties that make 
ultrasound irradiation an excellent technique for the adherence of nanoparticles (NPs) to a 
large variety of substrates. Ultrasonic chemistry is a research field where waves in the 
frequency range of 20 kHz - 1 MHz are the driving force for chemical reactions. The reaction 
is dependent on the acoustic cavitation, i.e., the formation, growth, and implosive collapse of 
the bubbles in the solution. Extreme conditions (temperature >5000 K, pressure >1000 atm 
and cooling rates >109 K/sec) are developed when the bubble collapses, resulting in chemical 
reactions [44].  

A theoretical explanation as to how 20 kHz ultrasonic radiation can break chemical bonds 
is given in several works [45, 46]. The question arising is how such a bubble can be formed, 
considering the fact that the forces required to separate water molecules to a distance of two 
Van-der-Waals radii would require a power of 105 W/cm. On the other hand, it is well known 
that in a sonication bath with a power of 0.3 W/cm, water is readily converted into hydrogen 
peroxide. The explanation of this phenomenon is based on the existence of unseen particles or 
gas bubbles that decrease the intermolecular forces, enabling the creation of the void. The 
experimental evidence for the importance of unseen particles in sonochemistry is that when 
the solution undergoes ultrafiltration before the application of ultrasonic power, there is no 
chemical reaction and chemical bonds are not ruptured. The second stage is the growth of the 
bubble, which occurs through the diffusion of the solvent and/or solute vapours into the 
volume of the bubble. The third stage is the collapse of the bubble, which occurs when the 
size of the bubble reaches its maximum value. From here on we will adopt the hot spot 
mechanism, one of the theories that explain why upon the collapse of a bubble, chemical 
bonds are broken. This theory claims that very high temperatures (5,000-25,000 K) [47] are 
obtained upon the collapse of the bubble. Since this collapse occurs in less than a nanosecond, 
very high cooling rates in excess of 1011 K/sec are obtained. These extreme conditions 
develop when the bubble's collapse causes the chemical reactions to occur. The high cooling 
rate prevents the crystallization of the products. This is the reason why amorphous 
nanoparticles are formed when volatile precursors are used and the gas phase reaction is 
predominant. However, from this explanation the reason for the formation of nanostructured 
material is not clear. Our explanation for the creation of nanoproducts is that the fast kinetics 
does not permit the growth of the nuclei, and in each collapsing bubble a few nucleation 
centres are formed whose growth is limited by the short collapse. If the precursor is a non-
volatile compound, the reaction occurs in a liquid phase in a 200 nm ring surrounding the 
collapsing bubble [46]. The products are sometimes nano-amorphous particles and in other 
cases nanocrystalline, depending on the temperature in the ring region where the reaction 
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takes place. In fact, when the sonochemical reactions were used for the synthesis of inorganic 
products, nanomaterials were obtained. 

Over the last 15 years we have reported on the ultrasound-assisted synthesis of about 100 
nanomaterials and on the deposition/insertion of nanoparticles on/into ceramic and polymer 
bodies (see previous reviews) [43, 48]. Other review articles on similar topics have also been 
published [42, 49, 50].  

In the current chapter we report on the development of a sonochemical technique for the 
doping of the produced nanoparticles into the textile materials. We benefit from a well-known 
property of the acoustic bubbles, i.e. when they collapse near a solid surface, microjets and 
shock waves are among the after effects of the bubbles' collapse. These microjets throw the 
newly-formed nanoparticles onto the textile at a very high speed, causing them to be 
embedded in the fabric.  

Typically, the doping procedure is as follows. The textile substrate is introduced into the 
sonication cell containing the precursor solution, leading to the fabrication of nanoparticles 
under ultrasonic waves. The ultrasonic irradiation passes through the sonication slurry under 
an inert or oxidizing atmosphere for a specified time. This synthetic route is a single-step, 
effective procedure. The excellent adherence of the nanoparticles to the substrate is reflected, 
for example, in the lack of leaching of the nanoparticles from the substrate surfaces after 
many washing cycles. Another way of embedding the nanoparticles into the solids is the 
sonochemical irradiation of preliminary synthesized or commercial nanoparticles in the 
presence of the corresponding materials. This technique is called the “throwing stones” 
mechanism, because the ultrasonic waves cause the throwing of the already existing 
nanoparticles onto the fabric. In both cases the nanoparticles strongly adhere to the substrate 
and the coating/incorporation is stable.  

This chapter will include the research on the sonochemical embedding of inorganic 
nanoparticles such as metal and of metal oxides, as well as sonochemically-prepared protein 
microspheres, into textiles, thus imparting them with the antibacterial activity. The 
advantages of sonochemistry as a one-step, environmentally-friendly method for the 
deposition of nanoparticles on different kinds of textiles such as cotton, wool, nylon, 
polyester, etc., will be demonstrated.  

 
 

4. EMBEDDING OF NANOSILVER INTO DIFFERENT KINDS OF 
TEXTILES BY THE SONOCHEMICAL TECHNIQUES 

 
We have demonstrated that sonochemistry is an effective method for the incorporation of 

silver nanoparticles into ceramic and polymer supports [51-53]. The Ag/nylon yarns were 
produced by an ultrasound-assisted technique [54]. The work was based on coating nylon 
chips (2-3 mm) with nanosilver. The silver–nylon nanocomposite was used as a master batch 
for the production of nylon yarns by a melting and spinning process. Antibacterial tests of the 
final silver–nylon fabrics showed very promising results. Our further aim was to avoid the 
fiber production stage and to develop a direct method for coating natural and synthetic fabrics 
with silver NPs. 

The growing interest in the safety of natural yarns with antimicrobial properties 
stimulated an extensive search for new technologies for the modification of wool fibers [55, 
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56]. Different types of antimicrobial treatments were studied for the protection of wool 
products from the damage caused by pathogenic microorganisms. Among these treatments, 
there are the coating of wool with resin-bonded copper-8-quinolinolate, chlorinated phenol 
and its derivatives, sodium dichloroisocyanurate, quaternary ammonium compounds, metal 
ions, and organic tin compounds in finishing processes [57, 58]. A biotemplate redox 
technique was employed for the deposition of silver nanoclusters on another type of a natural 
fiber, silk fibroin [59].  

We demonstrated the deposition of small silver nanoparticles on woolen fabrics by the 
coating of neat fibers with silver nanoparticles via ultrasound irradiation without the use of 
any special binding or templating agent [60]. The process is performed in a one-step, 
sonochemical procedure with the slurry-containing wool fibers, silver nitrate, and ammonia in 
an aqueous medium. The produced silver-coated wool fabrics maintained the high flexibility 
and elasticity typical of wool. The study of silver-coated wool fiber by physical and chemical 
methods demonstrated the presence of highly-dispersed silver nanoparticles (~5 nm) 
incorporated into the natural wool. Some of the silver particles were aggregated into clusters 
and located mainly at the fiber crossovers. X-ray photoelectron spectroscopy (XPS) studies 
demonstrated that silver nanoparticles are attached to the keratin fibers as a result of the 
interaction between both Ag 1+ or Ag clusters and sulfur. The origin of these sulfur atoms is 
most likely the partial disconnection of the S-S bond in the keratin fibers. The stability of the 
coating is satisfactory: even after several cycles of thermal treatment and simulating 
laundering, no change in the silver concentration was detected. 

Later on, we applied the sonochemical method for the incorporation of silver NPs into 
different fabrics (nylon, polyester and cotton) [61] to investigate the interaction between the 
fiber surface and the metallic silver as a result of the sonochemical irradiation. The options 
that can result from the sonication are the formation of a chemical bond between the silver 
and the functional groups of the substrate, and/or the physical adsorption of the silver 
nanoparticles on the surface of the fabric. We performed experiments on three types of 
fabrics, nylon, polyester and cotton. These fabrics differ in their functional groups, which are 
amide, ester and alcohol, respectively. All these fabrics were exposed to the same reaction 
conditions, i.e. reagent concentration, reaction time, temperature, and sonication power. The 
silver content in the fabrics was determined by volumetric titration and the results are 
presented in Table 1. 

 
Table 1. Silver content in the fabrics 

 
Type of fabric Silver content (% wt) 

Nylon 1.4 

Polyester 1.2 

Cotton 1.1 

 
The amount of silver deposited on the three different fabrics is almost the same. This 

indicates that the amount of deposited silver is independent of the nature of the substrate. This 
also indicates that most probably the mechanism of coating by ultrasound irradiation is not 
involved in the creation of new bonds between the silver and the functional groups of the 
substrate. In addition, Raman spectroscopy has been applied for the characterization of a 
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The morphology of the fibers before and after deposition of Ag nanoparticles was studied 
by HRSEM (Figure 1). After the sonication, the homogeneous deposition of silver 
nanoparticles on the cotton yarn is obtained. The calculated average size of the silver 
nanoparticles deposited on the surface of the cotton fibers is 80 nm, and it matches well with 
the XRD results. 

 

 
 

 
 

 

Figure 1. (a) HR-SEM images of pristine fibers, (b) fabrics coated with Ag nanoparticles at a low 
magnification (x20K), (c) fiber coated with Ag nanoparticles at a high magnification (x50K). 
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The sonochemical irradiation of a liquid causes two primary effects, namely, cavitation 
(bubble formation, growth, and collapse) and heating. When the microscopic cavitation 
bubbles collapse near the surface of the solid substrate, they generate powerful shock waves 
and microjets that cause effective stirring/mixing of the adjusted layer of liquid. The after 
effects of the cavitation are several hundred times greater in heterogeneous systems than in 
homogeneous system. In our case, the ultrasonic waves promote the fast migration of the 
newly formed zinc oxide nanoparticles to the fabric's surface. This fact might cause a local 
melting of the fibers at the contact sites, which may be the reason why the particles strongly 
adhere to the fabric. To further support the coating mechanism, the FTIR spectra of the 
pristine cotton bandage and the ZnO coated bandage have been recorded. Both spectra show 
the characteristic bands of cellulose. The recorded spectrum of ZnO-coated bandages revealed 
an additional sharp single band at 464 cm-1

, which is attributed to a Zn-O vibrational band. 
The coating assisted by ultrasound irradiation is a physical phenomenon that occurs 
regardless of the surface properties, especially when there are chemical interacting groups on 
the surface. 

In this aspect, the question rises if the sonication doesn't damage the fabric substrate. 
Thus, the tensile mechanical properties of a cotton impregnated fabric were studied on a 
universal testing machine, Zwick 1445. The tensile force for the zinc oxide-coated sample 
observed to be ~11% less than that of the pristine. The observed changes in the mechanical 
behavior of the yarn are in a range that is acceptable for standard cotton fabrics. According to 
this result, we conclude that the sonochemical treatment of the bandage doesn't cause any 
significant change in the structure of the yarns (Figure 4). 

 

 

Figure 4. Mechanical properties of the cotton bandage before and after the deposition.  

One of the factors influencing the commercial exploitation of the antibacterial fabrics is 
the release of NPs into the surrounding environment. In light of a recent paper that found that 
silver NP of 10 to 500 nm in diameter leach from sock textile, we attempted to find leached 
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ZnO NP in the washing solution. We have carried out the leaching experiments in 0.9% NaCl 
(pH~7) solution for 96 hours, checking the presence of nanoparticles/ions in the solution after 
each 24 hours.  

Figure 5 presents the change of percentage of remained ZnO on fabric during the time. 
After 96 h, 30% of the initial concentration of Zn2+ have been found in the solution. The 
reason for presence of Zn2+ in the washing solution can be explained by the constant of 
solubility (Ksp) of the material that estimated to be ~10–10 .  

DLS and TEM studies did not reveal the presence of any nanoparticle in the washing 
solution after 96 hours. That means that sonochemically deposited ZnO nanoparticles are 
strongly anchored to the textile substrate. 

 

 

Figure 5. Change of percentage of remaining ZnO on bandages. 

ZnO-coated bandages were taken one step further – for sterilization. 8 samples have been 
prepared, coated with ZnO nanoparticles, in two concentrations: 0.8% and 1.65% (%wt). The 
samples were tested by 4 different sterilization techniques: (1) gamma, (2) damp heat at 
134°C, (3) steam at 121°C, and (4) Ethylene Oxide. After sterilization the samples were 
characterized for the quantity of ZnO coating, the morphology of the NP, and for their 
antibacterial activity. Table 1 summarizes the quantity results before and after sterilization. It 
can be seen that there is no significant change in the amount of coating after sterilization. 

The morphology of the coating after sterilization was tested by SEM (Figure 6). All 8 
samples were tested, and Figure 2 presents only 2 of the obtained results (a) sterilized by EO, 
and (b) sterilized by steam at 121°C. No significant damage such as aggregation of 
nanoparticles was observed after expositing of the ZnO-coated bandages for different types of 
sterilization.  

The results indicate that the above-mentioned sterilization techniques don't influence the 
quantity and the morphology of the sonochemical coating. The nanoparticles strongly adhered 
to the fabric surface and remain stable after expositing to extreme conditions.  
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of the small NPs. Thus, the small size and large specific surface area endow them with high 
chemical reactivity and intrinsic toxicity. Interestingly, combining gram-negative bacterium 
E. coli and ZnO NPs suspensions immediately enhanced the generation of •OH for up to an 
average of 142% (Figure 7).  

 

 

Figure 7. ESR spectra demonstrating changes in hydroxyl radical concentrations upon antibacterial 
treatment of E. coli with a water suspension of ZnO. 

The antibacterial activity of the sonochemically-coated cotton fabrics [65] determined 
with 0.75 wt% ZnO against the gram-negative bacterium E. coli and the gram-positive 
bacterium S. aureus is shown in Table 2. The treatment for 1h with the coated cotton leads to 
the complete inhibition of E. coli growth. Regarding S. aureus, a 100% reduction in viability 
was reached after 3 h, while after 1 h of treatment a reduction of 60% could be seen. 

 
Table 2. Antibacterial activity test of ZnO-coated cotton* 

 
E. coli 
 
 
Sample 

Duration of treatment 
1h 2h 
CFU 
(ml-1) 

N/N0 viability 
reduction (%) 

CFU 
(ml-1) 

N/N0 viability 
reduction (%) 

Pristine fabric 1.02.10-7 0.98 0.98 1.34.10-7 1.28 -28.23 
No fabric 1.17.10-7 1.14 -28.57 1.23.10-7 1.35 -35.16 
0.75wt%ZnO 
on fabric 

1.71.10-7 1.58.10-3 99.84 0 0.9.10-8 100 

S. aureus 
 
 
Sample  

Duration of treatment 
1h 3h 
CFU 
(ml-1) 

N/N0 viability 
reduction (%) 

CFU 
(ml-1) 

N/N0 viability 
reduction (%) 

Pristine fabric 0.7.10-7 0.71 20.46 0.99.10-7 1.125 -12.5 
No fabric 0.98.10-7 1.10 -10.11 0.67.10-7 0.75 24.72 
0.75wt%ZnO 
on fabric 

 3.9.10-6 0.34 66.4 7.6.10-3 6.55.10-4 99.93 

* The viable bacteria were monitored by counting the number of colony-forming units (CFU); N/No: 
survival fraction. 
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Figure 9. Antibacterial test of CuO-coated cotton against E.coli. 

This result indicates that the Cu2+ ions have no influence on the antibacterial activity. 
Thus, the antibacterial effect can be attributed to the copper oxide NPs. Although CuO 
nanoparticles were not found in the solution, they can generate some active species that are 
responsible for damaging of the bacteria's cells. These active species were detected in ESR 
studies conducted with and without the bacteria present in the ESR tube. 

 
 

5.3. Deposition of MgO and AL2O3 Nanoparticles 
 
MgO is well known to have strong antibacterial activity [76, 77]. Different methods have 

been reported on the synthesis of magnesium oxide NPs, such as the controlled speed of 
formation following the heating procedure [76], microwave-assisted synthesis [78], formation 
of MgO from aqueous droplets in a flame spray pyrolysis reactor [79], sonochemically-
enhanced hydrolysis followed by supercritical drying [80] etc. However, there is nothing in 
the literature related to the deposition of magnesium oxide on textiles.  

The deposition of magnesium oxide and aluminum oxide nanoparticles on fabrics in a 
one-step sonochemical reaction is impossible. The sonication of M-acetate (M =Mg, Al) leads 
to amorphous phases of corresponding M – hydroxides. Antibacterial tests towards S. aureus 
and E. coli show that these M-hydroxides are not active as a bactericide. Only the heating of 
the amorphous product up to several hundreds degrees allows the formation of crystalline 
nanooxides. This action is not possible when the nanoparticles are deposited on textiles, 
because at such temperatures the textile will be destroyed. In the current study, we apply the 
ultrasound irradiation as a "throwing stones" technique for deposition of commercial MgO or 
Al2O3 NP on the textile. Namely, we used commercial nanopowders of MgO (< 50 nm), and 
Al2O3 (< 50 nm) and sonicated them in the presence of the cotton fabric. 

One of the aims of this research was to reach a minimal effective concentration of the 
deposited metal oxide nanoparticles on the fabrics, which will still demonstrate an 
antibacterial activity. Optimal conditions such as: reaction times, type of the solvent, amount 
of the reagents were found in order to obtain the high quality coating.  
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for the two strains, the difference between the two strains after 60 minutes is highly 
significant P<0.005. After 180 minutes, the difference is for sure not significant. 

 

 

Figure 12. SEM images of a) pristine cotton bandage; b) MgO -coated bandage. 

 
Table 3. Antibacterial activity test using E. coli and S. aureus.  

The viable bacteria were monitored by counting the number of  
colony forming units (CFU); N/No: survival fraction 

 

 
 
Using the chemiluminescence method [81] showed that the dominant ROS generated on 

MgO surfaces were superoxide anions. As mentioned above, these ROS are not very reactive 
themselves to bacterial cells; however, these species are in equilibrium, as shown in the 
following reaction:  
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•O2
_
 + H+ �'  HO2•        (Equation 10) 

 
When •O2

_
 species are generated near the bacterial membrane during the respiratory process, 

hydroperoxyl radicals (HO2•) are produced. The HO2• is much more reactive than •O2
_
 and is 

able to penetrate the cell's membrane. This concept will support the fact that contact between 
bacterial cells and MgO powders is important for MgO-induced bacterial death. Moreover, as 
a consequence of this contact, a local alkaline effect due to basic sites on MgO surfaces may 
also enhance the antibacterial activity of MgO [82]. 

These results obtained in the current work confirmed that the sonochemcial method is 
effective for the production of antibacterial fabrics, irrespective of the mode of the 
nanoparticles deposition, i.e., the creation of NPs in the sonochemcial reaction and their 
simultaneous deposition or sonochemical-assited deposition of the preliminary synthesized 
NPs.  

 
 

CONCLUSION 
 
Nanoparticles with intrinsic antibacterial properties (Ag2O, ZnO, CuO, MgO, Al2O3) can 

be synthesized and uniformly deposited onto the surface of different kinds of textiles by the 
sonochemical method. The coating was performed by a simple, efficient, one-step procedure 
using environmentally friendly reagents. The physical and chemical analyses demonstrated 
that nanocrystals are finely dispersed onto the fabric surfaces without any significant damage 
of the structure of yarns. The mechanism of nanoparticles formation and adhesion to the 
textile was discussed. It is based on the local melting of the substrate due to the high rate and 
temperature of nanoparticles thrown at the solid surface by sonochemical microjets. The 
strong adhesion of metal nanooxides to the substrate was demonstrated in terms of absence of 
leaching of the NP into the washing solution. The performance of fabrics coated with low 
content of active nanomaterial (<1 wt%) as an antibacterial agent was investigated and their 
excellent bactericidal effect was demonstrated.  

Coated fabrics can have potential applications in wound dressing, bed lining and as 
bandages. They can be also recommended for the purification of medical and food equipment, 
domestic cleaning, etc.  
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ABSTRACT 
 

New technologies are emerging nowadays in industrial practices and the textile 
industry could not be omitted from this technical progress. From this industry, technical 
textiles are designed to satisfy particular needs in different fields of activity. Among 
these, one of the most important and rapidly expanding sectors is that of medical textiles. 
The use of textiles in medicine has a long tradition. Because there are a huge number of 
diverse applications of medical textiles, in this chapter only the new trends in this field 
will be attained.  

First of all, the attention will be focused on biopolymers as alginate, collagen, chitin, 
chitosan, cellulose and bacterial cellulose, gelatine and others which have already their 
place in advanced biomedical applications. The use of fibers and textiles in medicine has 
increased exponentially as new types of fibers, new innovative structures and new 
therapies have been developed. 

Secondly, the progress accomplished in the new emerging technologies like 
nanotechnology, electrospinning and biotechnology will be underlined.  

There will be also presented the progress achieved in the advanced materials for 
regenerative medicine, wound healing and drug delivery. The development of wound 
dressing has changed from passive to actives types, having some specific functions in 
order to enhance wound healing without trauma for the patient. Textile structures for 
wound dressing can contain specialized additives with various properties, such as 
antibacterial properties. Among these, silver in different forms is the most well known, 
being used in medical applications.  

The future will select the best of the solutions proposed in our days, but it is sure that 
the era of smart textiles or even intelligent textiles has already begun. 
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1. INTRODUCTION 
 
The textile industry is rapidly moving from traditional textile products towards advanced 

and high value-added medical textiles. These materials can be classified into four areas of 
application: implantable medical textiles, non-implantable materials, extracorporeal devices 
and healthcare/hygiene products. A new generation of medical textiles is emerging and the 
new products are already created by adding modern functionalities to traditional textile 
materials and even transforming these materials using new technologies.  

The aim of this chapter is to present some innovations in the medical textile field, starting 
from various biopolymers which can be used in regenerative medicine, wound dressing and 
drug delivery. These biopolymers belong to the classes of polysaccharides, proteins, 
biopolymers produced by microbial fermentation and biopolymers chemically synthesized 
from bio-based monomers. 

Biotechnology, nanotechnology and electrospinning were chosen as representative 
techniques in order to illustrate the technological progress in the field of medical textiles.  

Advanced biotechnology procedures or new processing methods have led to significantly 
improved properties of fibers like cotton, silk, flax and hemp, offering the possibility to 
obtain new materials by using genetic engineering. Nanotechnology can be used to create new 
nanofibers and yarns and to improve fabric finishing. It can produce textiles which are able, 
on the one hand, to prevent the growth of microorganisms, to remove unpleasant odor and to 
protect from UV radiation, and on the other hand to have properties of self cleaning surfaces, 
affording protection both for the user of the textile material and for the textile itself. 
Electrospinning is a broadly used technology for electrostatic fibers formation which offers 
unique capabilities for producing novel natural nanofibers and fabrics with controllable pore 
structure. It also seems to be a promising technology for tissue engineering and other related 
applications. Because there are a huge number of diverse applications of medical textiles, in 
this chapter only the new trends in this field will be attained, including wound dressings and 
tissue engineering scaffolds.  

 
 

2. BIOPOLYMERS USED IN TEXTILE MEDICAL APPLICATIONS 
 
Biopolymers are a versatile class of materials having a lot of applications in practically 

all sectors of economy. Many of their properties are superior to synthetic polymers, for 
example biodegradability, biocompatibility, and versatility. They can be produced from 
renewable resources, especially by-products of agricultural, forestry, seafood industry and 
other industrial activities. Yet, there are some drawbacks when it comes to their intensive 
industrial utilization. The most important is their price, commercially available biopolymers 
being more expensive than synthetic polymers. Nonetheless the good news is that the price of 
biopolymers has continued to fall over the past ten years. Their competitiveness over 
synthetic polymers will continue to increase, because many researchers from different 
companies or universities are involved in the innovation of this field. A lot of biopolymers 
can directly replace synthetically polymers in many traditional applications. In the mean time, 
there are new materials from this class, which have new properties that could be used in new 
applications, and such an opportunity should not be neglected. Table 1 presented a 
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comparison between the two classes of polymers: synthetic polymers obtained from fossil 
resources and biopolymers produced from renewable resources.  

It is rather difficult to classify the biopolymers, because they are encountered not only in 
industry, but also in the cycle of our life as nucleic acids, for example. Figure 1 depicted a 
classification of biopolymers which emphasizes those which can be used as biomedical 
textiles.  

 

 

Figure 1. Biopolymer classification. 

 
Table 1. Comparison between biopolymers from renewable  

resources and synthetic polymers obtained from fossil resources 
 
Biopolymers from 
renewable resources 

Synthetic polymers from fossil  
resources (crude oil or gas) 

Advantages 
-Use renewable resources, especially by-products of 
others human activities 
-Could reduce the dependence on import of fossil 
resources  
-Are biodegradable 
-Their price continue to fall 
-Government programs exists to promote the market 
introduction of biopolymers 
-Some biopolymers can directly replace synthetic 
polymers 
-Can create new commercial opportunities 

-Are produced of very high scale 
-Are technically mature 
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extraordinary mechanical properties, interesting for various applications, including 
biomedicine. In order to obtain MCC a necessary step is the hydrolysis of cellulose using 
mineral acid, enzymes or microorganisms, the conventional method being acid hydrolysis. 
Microcrystalline cellulose is now used in various fields such as pharmacy, cosmetics, food 
industry, and plastics processing industry [24-26]. The surface of the MFC can be also 
modified using different chemical treatments [27]. MFC can be encountered in drug released 
formulations and it is considered an ideal component of different composite materials, which 
could be used also for medical applications.  

From the nanosized forms of cellulose, cellulose whiskers enjoy a great popularity. 
Cellulose nanowhiskers are manufactured from renewable materials: not only natural plants, 
but also bacteria, fungi, algae, and marine animals [28, 29]. Cellulose nanowhiskers, with 
excellent mechanical properties, are extracted from a purified cellulose source material by 
hydrolytic degradation, using strong mineral acid such as sulfuric acid. They are described as 
elongated rod-like nanoparticles and are also known as cellulose nanocrystals [22, 30, 31]. 
Cellulose nanowhiskers have been used as reinforcement in many synthetic polymers and 
biopolymers matrices (i.e. poly(vinyl alcohol), poly(3-hydroxybutyrate-co-3-
hydroxyvalerate), starch, cellulose acetate butyrate, polylactic acid), and are considered to 
have a huge potential in obtaining bionanocomposites, out of which some can be used in 
medical applications, for example for wound dressing and tissue engineering [21, 23, 29, 32-
40].  

Another new field related to the use of cellulose or cellulose derivatives for high value-
added materials concerns the incorporation of inorganic nanoparticles into a cellulose fiber 
assembly, especially for enhancing antibacterial properties, but also for obtaining auto-self 
cleaning materials [41, 42]. Silver and silver-based compounds are well-investigated 
antimicrobial agents. It has been shown that silver bound on a solid surface, as well as in 
solution, acts as a very effective biocide. It is biocompatible and non-toxic to human cells at 
concentrations which are effective against microorganisms. The antimicrobial efficiency of 
silver depends directly on its concentration, which should not drop under the limit value 
required for minimal inhibition [43-46]. From the new developed processes to obtain nano 
silver particles, there may be mentioned a “green process” using natural extracts of 
Eucalyptus citriodora and Ficus bengalensis. The size of silver nanoparticles was found to 
have 20 nm [47]. Silver was also incorporated by adsorption onto cotton microfibres after 
what a chelating monomer (glycidyl methacrylate–iminodiacetic acid (GMA–IDA)) was 
grafted onto cotton fibers by UV-polymerisation [48]).  

Even though silver is the most well investigated antimicrobial agent for cellulose and its 
derivatives, other antimicrobial substances are also tested, for example miconazole nitrate, 
triazine derivatives and chlorhexidine [35,49-51]. 

Self-cleaning textiles containing cotton have been obtained, by modifying their surfaces, 
especially with TiO2 using different techniques, as sol-gel process, RF (radio-frequency) or 
MW (microwave) plasma and UV (ultraviolet) irradiation. Another objective was to introduce 
not only TiO2, but also silver, as antibacterial agent, in order to produce antibacterial and 
photochromic textiles [52-54].  
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nanoparticles loaded with silver ions were used to improve bactericidal efficacy when applied 
on polyester fabrics [88]. Cotton fabrics were chemically modified using chitosan followed 
by incorporating silver nanoparticles in the fabrics, which exhibit excellent antibacterial 
action against model bacteria E. coli. [89]. Chitosan can be used as reducing agent for silver 
nitrate in order to obtain chitosan-based silver nanoparticles with antimicrobial activity [90]. 
A great deal of progress has been made in the understanding the antimicrobial effect of 
chitosan [91].  

The biomedical applications, in regenerative medicine, of chitin and chitosan and their 
derivatives and composites are well known. These materials have a wide variety of 
applications in tissue engineering, wound dressing, drug delivery and targeting, gene therapy 
and in the area of nanobiotechnology. Biocompatible wound dressings and bandages derived 
from chitin and chitosan are already commercially available. The promise for these 
biomaterials in medical field is vast and will continue to extend to nerve guides, cartilage 
regeneration and as osteogenic bone substitutes [92-96]. In order to improve the bioactivity of 
chitosan in bone tissue engineering chitosan/HA composite scaffolds were reported, 
containing also carbon nanotubes [97-101]. For orthopedic applications there were obtained 
composite materials containing chitosan and calcium phosphate [97,102-105]. At present, 
chitosan and its derivatives and composites are among the most promising biopolymers for 
biomedical applications. 

 
 

2.2. Proteins 
 
Many natural polymers containing proteins were used in the production of medical 

textiles. Well known examples are: silk, wool, collagen, gelatin, casein, zein and elastin. 
These materials were darkled by the synthetic polymers derived from petroleum feedstock, 
even though they have properties which are superior to synthetic materials. The key to 
synthetic polymers’ success was their price and the large scale production. Today, when we 
face major fluctuations of the price of fossils resources and we are concerned about the 
toxicity of the industrial products and environmental pollution, the natural polymers can offer 
a good guarantee for a sustainable development. At the same time, the large scale production 
of natural protein fibers requires either the development of large cultivation methods, or the 
discovery of alternative methods of production using, for example, genetic engineering. 

 
2.2.1. Collagen/Gelatin 

Collagen is a protein complex arranged in a fibrous form and is normally found in bone, 
skin, and various connective tissues of higher animals. Collagen fibrils are arranged in 
different ways, depending on the biological function of the particular type of connective 
tissue [106]. The main function of collagen is to provide structural support to the tissue in 
which it is present, but it is also known to sequester many factors required for tissue 
maintenance and regeneration. There are several different types of collagens, which can be 
isolated from a variety of sources. More than 80% of collagens in the body consist mainly of 
type I, II and III and share similar features in all species [107]. In human bodies, for example, 
25 distinct collagen types have been identified up to date on the basis of protein and/or DNA 
sequence information [108]. Gelatin is also a natural polymer that is derived from collagen by 
means of controlled hydrolysis, and is commonly used for pharmaceutical and medical 
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2.3. Biopolymers Produced by Microbial Fermentation 
 
Even if microbial fermentation is very well known, and if it has a wide range of 

applications, microbial biopolymers are not produced in high quantities, because of the high 
capital and energy costs. Two examples, with certain future application in medical textiles are 
given bellow.  

 
2.3.1. Bacterial Cellulose 

Cellulose can be produced by certain species of bacteria by fermentation, yielding a very 
pure cellulose product with unique properties. Bacterial cellulose (BC) is synthesized by 
several bacterial genera, like Sarcina, Agrobacterium, Rhizobium and Acetobacter. Among 
these, Acetobacter xylinum (reclassified as Gluconacetobacter xylinum) is the only species of 
bacteria known to be capable of producing cellulose in commercial quantities. BC is secreted 
as a ribbon-shaped fibril, less than 100 nm wide, which is composed of much finer 2–4 nm 
nanofibrils [147]. Bacterial cellulose is a water-insoluble material that has a very large surface 
area because of its large network of fibers. BC has an ultrafine, nanofibril network structure. 
BC microfibrils have a density of 1600 kg m-3, Young’s modulus of 138 GPa and tensile 
strength of at least 2 GPa, which are almost equal to those of aramid fibers [46]. It has also 
high water-holding capacity and a good biocompatibility. BC differs from plant cellulose in 
its higher purity, crystallinity (above 60%) and degree of polymerization (between 2000 and 
6000), having a very good potential as biomedical material [148]. Bacterial cellulose can be 
obtained in static cultures or agitated cultures, the structure and properties of BC depending 
on the cultivation methods. For example, static culture is suitable on a small scale and 
agitated culture is more suitable for commercial scale production [149]. Figure 2 and Figure 3 
present a BC pellicle obtained in a static culture and, respectively, a SEM image of a bacterial 
cellulose dry sheet.  

 

  

Figure 2. BC pellicle obtained in a static culture (University Politehnica of Bucharest-Romania). 

Because the production costs of bacterial cellulose are high, due to the low efficiency of 
the bacterial process, new cheap carbon sources are being tested, like fruit juices, konjac 
powder and waste from beer fermentation broth, to mention only the most recent 
contributions [150-152]. 

The physical properties of microbial cellulose can be controlled during synthesis. BC 
structure could be modified in combination with other substances, especially organic 
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produced using the melt spinning technique [178, 183]. There is no doubt that properties of 
the fibres are influenced by the processing methods. Electrospinning is also used to obtain 
PLA fibres with a diameter varying from micrometer to nanometer. Electrospun fibres of 
PLA have been successfully used for tissue engineering and for biomedical applications 
[183].  

The advantages and disadvantages of different methods are intensively discussed in many 
papers [178, 179]. For example, even electrospinning is intensively investigated in different 
research laboratories, though for the moment it is not a commercial technique, but there is no 
doubt that in the future electrospinning will be used to obtain PLA nano-fibers in 
pharmaceutical and biomedical applications [183].  

PLA fibers are used in different textile applications as, for example, non-woven textile 
for clothes, and as resorbable surgical sutures and meshes. PLA can be used alone or also in 
composites with nanoclay and TiO2 as potential reconstruction matrices in tissue engineering 
[183-185]. It can be fabricated in different shapes like filament, braided, knitted, nonwoven or 
film, as required by the organ construction [178]. PLA can be also used in micro and 
nanoparticles for delivery systems used in medicine [186]. Among its copolymers, PLGA 
(copolymer of PLA with glycolic acid) is an ideal biomaterial for temporary medical 
applications, such as controlled drug/protein delivery systems and as scaffolds for tissue 
engineering [179, 187, 188]. 

 
 

2.5. Emerging Techniques for Biomedical Textiles  
 

2.5.1. Biotechnology 
Before offering a definition of biotechnology in connection with textile industry, perhaps 

we should start with a question which gives the title of a recent paper: Is biotechnology a new 
alchemy? Even though it is difficult to find the correct answer, one argument is that both 
alchemy and biotechnology promise to provide a transformation of fundamental aspects of the 
human condition [189]. Biotechnology comprises three distinct fields of activity, namely 
genetic engineering, protein engineering and metabolic engineering. A fourth discipline, 
known variously as biochemical, bioprocess and biotechnology engineering, is required for 
commercial production of biotechnology products and delivery of its services [190]. For 
textile industry, biotechnology can act in the following directions: development of new types 
of textile fibers and other textile materials, application of enzyme technology in textile 
processing and treatment of textile effluents [191]. Only the first and the second directions 
will be discussed, these ones being related with medical textiles.  

New materials with potential applications in the biomedical field could be obtained 
through fermentation. Microbial fermentation was already presented for bacterial cellulose 
and poly(hydroxyalkanoates) production. Even though they remain relatively expensive, their 
production and use are environmentally sustainable. Substantial effort is underway in 
developing improved production of poly(hydroxyalkanoates) (PHAs), bacterial cellulose and 
other biodegradable, renewable, biopolymers [190]. There are also plans to synthesize PHA 
in transgenic plants [192].  

In view of the recent progress in molecular plant biology, it is expected that new textile 
plants varieties will be generated in the future, among these being flax and hemp [193]. 
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Fibrous protein could also be obtained using genetic engineering, spider silk being the first in 
line [128, 194].  

The most rapidly growing biotechnology sector for textile industry is by far the use of 
enzymes in textile processing. Advances in biotechnology have made it possible to tailor 
special enzyme mixtures for specific applications. The possibility of replacing alkaline 
scouring with the enzymatic decomposition of cotton impurities, using various types of 
enzyme—cellulases, pectinase, lipases and proteases under different applications, has been 
studied [195]. The uses of the enzymes have benefited both the textile industry and the 
environment [196]. The most well known enzymes used in textile industry are: cellulase, 
amylase, pectate lyase, catalase and laccase. The use of laccase in the textile industry is 
growing very fast, since laccase is used not only to decolourise textile effluents but also to 
bleach textiles and even to synthesize dyes. Two earlier commercial products can be 
mentioned: DeniLite®, the first industrial laccase and the first bleaching enzyme acting with 
the help of a mediator molecule from Novo Nordisk (Denmark) and Zylite, developed by 
Zytex company (Zytex Pvt. Ltd., Mumbai, India), capable of degrading indigo in a very 
specific way [197]. Cellulases have achieved their worldwide success in textile and laundry 
because of their ability to modify cellulosic fibers in a controlled and desired manner, in order 
to improve the quality of fabrics [198]. Today several commercial preparations are available 
for biostoning and biofinishing cotton fabrics [199, 200]. Even if the greatest number of 
enzyme applications is focused on cotton, wool fibers could also benefit from enzymatic 
treatment in order to improve their physical and mechanical properties [201, 202]. 

 
2.5.2. Nanotechnology 

Nanotechnology is a revolutionary technology which has a multidisciplinary character, 
affecting many traditional technologies, scientific disciplines and industries. It represents a 
technology which changed the scale from micro to nano, having a huge potential in many 
areas of scientific research and technological applications. The unique properties of 
nanomaterials and structures on nanometer scale have sparked the attention of many 
researchers and materials developers. At nano-scale the properties of the materials are 
significantly different from those of the same materials in bulk or macroscopic form [203, 
204]. Nanotechnology is considered the second industrial revolution of the world. It is no 
wonder that nanotechnology by its innovative character has spread in many fields of activity. 
Nanotechnology offers a large portfolio of products and textile industry can benefit of this 
offer. Using nanotechnology production techniques, one can obtain atomic 
clusters/compounds like carbon nanotubes, nanoparticles, nano-thin films (e.g. nanocoatings, 
self-assembling monolayers and nanowires), nanofibers (as carbon fibers, polymer fibers, 
textiles, nanoyarns) and nanostructured materials (nanocomposites which are in conjunction 
with all of above) [205].  

In the medical textiles field, nanotechnology could be applied for obtaining nanofibers 
and nanocomposites with a great added value, for obtaining nanoparticles and nanocrystals 
which are very useful in drug delivery, for enhancement of mechanical, chemical and 
functional properties of fibers and yarns and for improving fabric finishing also by creating 
nanomaterials which are additives in textile production. There are two ways to approach the 
nanoscale: the ‘top-down’ approach, by reducing the size of the smallest structures towards 
the nanoscale and the ‘bottom-up’ techniques which involve manipulating individual atoms 
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and molecules. Bottom-up nano usually implies controlled or directed self assembly of atoms 
and molecules into nano structures [205].  

Because the number of nanotechnology applications in medical textiles field is 
increasing, only the most important research directions will be emphasized: obtaining 
nanofibers, enhancing the mechanical and functional properties of fibers and yarns (e.g. 
nanocoating, developing antimicrobial properties, UV protecting, auto-self cleaning), 
producing nanostructures for drug delivery and nanoscaffolds for tissue engineering. Only a 
few words will be dedicated to nanocomposites, because this is another large field of 
nanotechnology.  

Nanofibers and nanofiber matrix composites have been studied extensively for their use 
in drug delivery and tissue engineering applications. Several fabrication methods for 
nanofibers have been developed, these ones including drawing, tubes by fiber templates 
synthesis, membrane/ template-based synthesis, phase separation, electrochemical 
polymerization, self-assembly, co-electrospinning and electrospinning. These techniques are 
largely discussed in a comprehensive review from 2007 [206]. Because the most part of these 
nanofibers are synthesized by electrospinning polymers from their solutions, this technique 
will be described separately. Several materials which can be electrospun into nanofiber were 
already presented. A brief enumeration is: biodegradable polymers such as PLGA and 
poly(caprolactone) (PCL), water-soluble materials such as poly(ethylene oxide) (PEO), 
polyvinyl alcohol (PVA), and natural polymers such as collagen, silk protein and others. 

Nanotechnology can also develop diverse fiber functionalities for special applications, 
including medical field. A first and very large class of functional textiles is that of 
antimicrobial textiles.  

Several different types of antimicrobial agents, such as oxidizing agents, coagulants, 
diphenyl ether (bis-phenyl) derivatives, heavy metals and metallic compounds, chitosan and 
quaternary ammonium compounds (QACs) could be used in textile industry for obtaining 
antimicrobial textiles [207]. Two different routes were tested in order to produce 
antimicrobial fibers or fabric. The first one is the addition of an antimicrobial agent to the 
polymer melting or solution before extrusion or spinning [208]. The second one is the post 
treatment of the fiber or fabric during finishing stages. From the antibacterial agents already 
presented, the most investigated, until now, are inorganic nano-particles and their nano-
composites. An excellent recent review discusses the advances of the application of inorganic 
nano-structured materials for textile modification [209]. The inorganic nano-structured 
materials include titanium dioxide, silver, zinc oxide, copper, gallium, gold nano-particles, 
carbon nanotubes, nano-layered clay and their nano-composites. The most widely used are 
silver and titanium dioxide nano-particles. Several methods have been developed for surface 
modification of fibers or fabrics such as sol-gel process, RF (radio-frequency) or MW 
(microwave) plasma, UV (ultraviolet) irradiation, ultrasound irradiation, pad-dry-cure 
method, and polyelectrolyte self-assembled multi-layers to quote only a few [209-212]. An 
innovative method to obtain nano-particles, method which concerns silver, is to use 
nanobiotechnology. Silver nanoparticles colloid was prepared by making use of biomass 
filtrate of fungus Fusarium solani [213]. 

Perhaps the greatest immediate impact of nanotechnology in medicine is drug delivery. 
Nanoparticles have been widely used to deliver drugs, polypeptides, proteins, vaccines, 
nucleic acids, genes and so on. As a drug delivery system, nanoparticles can entrap drugs or 
biomolecules into their interior structures and/or absorb drugs or biomolecules onto their 
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exterior surfaces. Though there are several drug systems available, the most of the research 
studies are focused on biopolymer materials, due to their biocompatibility and 
biodegradability. From the anorganic systems used in drug delivery, carbon nanotubes (after 
chemical modification) and silica nanorods could be mentioned [206]. Many polymeric 
materials have been tested with success for drug delivery, including poly(lactic acid), 
poly(glycolic acid), poly(caprolactone), polysaccharides (particularly chitosan), poly(acrylic 
acid) family, proteins or polypeptides (such as gelatin, collagen). Among them, 
polysaccharides are the most popular polymeric materials able to prepare nanoparticles for 
drug delivery [214, 215]. 

Nanotechnology, there is no doubt, has the potential for the development of new 
materials, including biomedical textiles, but it is necessary to discuss also the adverse effects 
of nanomaterials on biological systems. Recent research has proved that there may be 
significant unhealthy effects associated with exposure to carbon nanotubes, to give only one 
example [206, 216].  

 
2.5.3. Electrospinning 

The interest for electrospinning is increasing every year, because it is a very promising 
technique due to its versatility. A large variety of polymers and copolymers were transformed 
via electrospinning in fibers in the submicron range, a performance which is difficult to 
achieve by other spinning technologies. Very comprehensive review articles mentioning not 
only the fundamentals of electrospinning, but also the recent developments and applications 
of this technique, were already published [96, 107, 217, 218]. Briefly, in electrospinning, a 
high electric field is applied to create electrically charged jets of a polymer solution or melt. 
These jets are accelerated between the electrodes, leading to the formation of continuous 
fibres with diameters ranging from 2 nm to several micrometers [219]. This process offers 
unique possibilities for producing novel natural nanofibers and fabrics with controllable pore 
structure with many applications. Some selected examples related to biomedical field are: 
tissue engineering, wound dressings, drug delivery, and enzyme immobilization. The process 
of ‘electrospinning’ was first investigated by Zeleny in 1914 and regained attention in the 
1990s partly due to an interest in nanotechnology, as the process allowed the easy fabrication 
of fibers with nanoscale diameters from various polymers [107]. The factors that significantly 
affect the process of electrospinning are numerous, being discussed in many papers [218, 220, 
221]. A brief enumeration is: substrate and solution related parameters, process related 
parameters and environment related parameters. The principal parameters to control fibres 
characteristics are: the polymer solution properties, the applied field, the distance between 
electrodes and the flow rate of solution during electrospinning. It is thus very important to 
know as much as possible about the correlations between the parameters which are directly 
controlled in electrospinning and the secondary ones which define the performance of the 
nonwovens. The results obtained until now suggest that one is able to design electrospun 
nanofiber based nonwovens with predetermined properties and functions in a highly 
controlled way [218, 222]. The most important applications of electrospun fibers are in the 
field of regenerative medicine. They have been used to fabricate scaffolds for various tissues 
such as bone, cartilage and cardiac muscle [223, 224]. Electrospinning generates loosely 
connected 3D porous mats with high porosity and high surface area which can mimic extra 
cellular matrix structure, their aspect having a crucial importance for tissue engineering. Two 
main directions are now followed by the researchers which are working in this field: 
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formation of non-woven mats of different biomaterials to biomimic physical dimensions of 
native extracelular matrix and modification of the electrospinning process for the mimicking 
of extra cellular matrix [217]. A lot of synthetic and natural polymers have been electrospun 
for obtaining non-woven materials for biomedical applications. Typical natural polymers 
include collagen, chitosan, gelatin, casein, cellulose acetate, silk protein, chitin, fibrinogen, 
hyaluronic acid, etc. [107, 217, 225-229]. Some representative synthetic polymers elctrospun 
for biomedical applications are the following: poly(lactide) (PLA), poly(glycolic acid (PGA), 
poly(caprolactone) (PCL), polycarbonate, poly(ehyleneglycol) (PEG), poly(ethyleneimine), 
poly(urethane) (PU), poly(vinylalcohol) (PVA) [107, 217].  

Despite the several advantages offered by electrospinning, some disadvantages should be 
also underlined. The scales up of nanofibers through single jet are not very feasible and for 
several of its applications require large quantities of fibers. Other disadvantages are: it is 
difficult to obtain fibers with the same diameter, the productivity is quite low, the range of the 
resulting fibers is usually limited to the upper range of natural extra cellular matrix and it is 
difficult to control the complex architecture of these matrices. But in spite of these drawbacks 
the conclusion is an optimistic one, electrospinning process being a promising candidate for 
tissue engineering and regenerative medicine [107]. 

 
2.5.4. Wound Dressings 

Wound management products constitute a growing field, due to the fact that basic health 
care services have been improved in the last decade and more and more people all over the 
world became interested in healthcare. A wound can be defined as a trauma caused by 
physical means whose result is the disruption of normal continuity of tissues and structures. 
This tissue break can be produced by different injuries, surgical operations or chronic 
diseases. There are a wide-ranging amount of devices for wound care, and they continue to 
diversify, as the number of wound dressings and adhesives is rapidly increasing [230]. This 
multitude of wounds and wound care products complicates the dressing selection process. At 
present there are a great number of different dressings and techniques available for managing 
wounds. For this reason, a classification of wound dressings is rather difficult to be done. 
Because modern dressings are designed to help the healing wound process, a good criterion 
may be the interaction between wound and wound dressing. From this point of view, wound 
dressings could be divided into main groups: inert/passive and interactive which contain a 
dynamical subclass of bioactive dressings [231]. Inert dressing can be sub-classified into 
absorbing and non-absorbing dressings. The interactive dressings can be absorbing, non-
absorbing and moisture donating [232].  

Another classification was proposed by Food and Drug Administration of the United 
States of America (FDA) in 1999. After FDA there are 5 categories of wound dressings: (1) 
Non-resorbable gauze/sponge dressing for external use, (2) Hydrophilic wound dressing, (3) 
Occlusive wound dressing, (4) Hydrogel wound and burn dressing and (5) Interactive wound 
and burn dressings.  

If one considers the dressing structure (one layer, multi-layer), the dressings may be 
classified in (1) primary dressing (it comes in physical contact with the wound), (2) multi-
layer dressings with a very large subclass of bi-layers dressings and (3) island dressings (a 
dressing that is constructed with a central absorbent portion surrounded by an adhesive 
portion).  
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However, the most frequently used classification is based on the nature of the material 
used for wound dressings. Following this way, the wound dressing can be made of natural, 
synthetic or semi-synthetic materials. Modern wound dressings are increasingly demanding 
modern textile products. Textiles used for wound dressings include: fibers and nanofibers, 
filaments, yarns, woven, knitted, non-woven materials and other materials [233]. Fibers used 
in wound care can be grouped into two main classes: biopolymers and synthetic polymers. 
From the first class, the most important fibers are: cotton, silk, linen, cellulose, alginates, 
chitin/chitosan, hyaluronan, collagen, silk (spider, silkworm), polylactides and bacterial 
cellulose. From the second class, there can be mentioned: polyester, polyamide, 
polypropylene, polyurethane, etc. A brief review, especially of the advanced wound 
dressings, will be done in this chapter. 

For many years, the dressings were passive or inert dressings. The traditional materials 
used were gauze (a woven fabric of absorbent cotton) and tulle. Now, these materials are not 
that common, because of some disadvantages as: inability to prevent microbial invasion, 
adherence to the wound surface, low absorption of wound exudates, not proper permeability 
of gases, dry environment for wound and usage only for minor wounds [230]. Even if they 
have very limited use as primary dressing, some of them can be helpful as secondary 
dressings. Gauze is now available in a large number of formats and materials, including 
cotton or synthetic, non-impregnated, and impregnated with different substances designed to 
help sterility or to speed healing process [230].  

It was believed, at first, that one of the most important aspects in the process of wound 
healing was to keep the wound dry. But in a dry wound, the production of granulation tissue 
is reduced and the advancing epithelium must burrow beneath the eschar or scab. A 
revolutionary idea was the concept of moist wound healing, this changing the nature of 
wound dressing materials [234]. From a historical point of view it is necessary to mention the 
pioneering works of Winter (1962) [235] and of Hinman and Maibach (1963) [236], who 
enunciated for the first time the principles of moist wound healing. A moist environment 
encourages granulation, reduces tissue, and results in improved rates of healing. Today, the 
most modern wound dressings keep wound tissues moist. These types of dressings can be 
divided in three performance categories: dressings that absorb excessive wound exudate, 
dressings that maintain the existing level of tissue moisture and those that add moisture to the 
tissue [234].  

The most important and growing class of wound dressings belong to the interactive/ 
bioactive dressings. These interactive wound dressings play a major role in healing, because 
they interact with the biochemical environment of the wound. From the first generation of 
interactive dressings one can enumerate the following types: semi-permeable films, foams, 
alginates, hydrocolloids, hydrogels and hydroactive.  

Semi-permeable films are thin transparent polyurethane or other synthetic polymer 
sheets, which are permeable to gas and water vapor, but are a barrier to bacteria and water. 
Onto these films there is a special adhesive, which does not come in physical contact with the 
moist surface of the wound. As dressing brand names, the following should be mentioned: 
Aqua protects film, Transeal, Tegaderm, Bioclusive, Opsite, Polyskin, etc. [232]. 

Foams dressings are highly absorbent synthetic foams, especially polyurethane foams, 
being an attempt to solve the problem of wound adherence encountered with perforated film 
dressing. Foams are available in sheet or cavity filling shapes. Their main application is to 
absorb excess exudates, reducing the risk of maceration and the need for dressing changes 
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poly(propylene fumarate)). Specific applications, like bone regeneration, demand composite 
materials containing polymers or copolymers and inorganic materials as hydroxyapatite or 
tricalcium phosphate [244, 248].  

A number of techniques have been explored to fabricate biodegradable polymers into 3D 
porous scaffolds with different properties. One of the most common techniques is particulate -
leaching, also named solvent-casting method. This technique implies that a porogen material 
(salt, sugars, or polymer spheres) be dispersed in a matrix consisting of the scaffold material 
dissolved in an organic solvent. After solvent evaporation, there remains a composite of the 
polymer and of porogen. The composite is then immersed in water until complete dissolution 
of the porogen occurs, resulting in a porous scaffold. To prepare scaffolds with well-
controlled interconnected porous structures, there are used paraffin spheres or sugar spheres 
as alternative porogen materials to salt particles. In this case, a thermal treatment was applied 
to form a bound template. Other techniques are: emulsion freeze-drying, thermally induced 
phase separation, 3D printing, gas foaming, solid free-form [244, 248, 249]. Collagen is the 
primary structural protein of the native ECM and for this motive it was widely investigated as 
scaffold for cell attachment, proliferation and differentiation. Collagen is hard to process, the 
extent and rate of degradability is hard to control and it has weak mechanical properties. 
Because of these disadvantages researchers have enhanced their efforts to obtain scaffolds 
which mimic the physical architecture of natural collagen. In this way, a new generation of 
nanofibrous scaffolds for tissue engineering was born. As technologies for nanoporous 
scaffolds fabrication there can be mentioned: self-assembly, modified TIPS (thermally 
induced phase separation) and electrospinning [244, 249-251]. A chitosan nanoscaffold in the 
form of a colloidal solution was obtained from the deacetylation of chitin whiskers under 
alkaline conditions by using a microwave technique [252]. From the multitude of applications 
of tissue engineering, only the most important will be shortly described.  

Tissue engineering bone is one of the areas that have gained considerable attention, 
because there are a lot of diseases and traumas which can affect bone structure and 
functionality. Bone is a composite material consisting of minerals, matrix, cells, and water. 
Type I collagen is the principal component of the organic matrix of the bone, accounting for 
approximately 30% of the dry non demineralized matrix. There have been significant 
advances in the development of bone scaffolds with various compositions and 3-dimensional 
configuration. Numerous artificial tissue substitutes containing biomaterials were used for 
bone repair. According to their composition they can be classified mainly in three categories: 
bioactive inorganics, degradable polymers and their composites/hybridized forms [250]. 
Among bioactive materials are inorganic compounds such as bioceramics, including selected 
compositions of silicate glasses and glass-ceramics, as well as hydroxyapatite (HA) and 
related amorphous or crystalline calcium phosphates. Properties of ceramic materials can be 
influenced by the fabrication process. Like most ceramic materials, the major disadvantage of 
bioactive ceramics is their low fracture toughness (i.e. brittleness) [253]. They are thus often 
used combined with other polymers and especially for tissue engineering applications with 
biodegradable polymers. From the class of polymers, the most widely used is collagen. 
Nevertheless, collagen is a poor bone graft material when used alone.  

Since collagen extracted from natural sources is known to elicit immunogenic responses 
upon implantation, the direct use of natural collagen has become limited. Instead, purified 
collagen or reconstituted collagen, which causes relatively low immunogenic responses, can 
represent a solution [244]. Other polymers which can be used extensively for the preparation 
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of bone and cartilage scaffolds belong to the class of polyhydroxyacids-for example 
polylactides, polyglycolides and their copolymers [254]. On the lowest level, bone 
extracellular matrix (ECM) consists of a highly organized nanocomposite of collagen type I 
fibrils and mineral phase hydroxyapatite (HAP). For this reason, in order to mimic this matrix 
only composite materials are successful. The first choice was biomineralized collagen with 
hydroxyapatite. Using the mineralized collagen fibrils as a starting material, several types of 
2D and 3D scaffolds have been developed over the past years [255]. Other biocomposites 
containing polymer and inorganic materials are: PDLLA/Bioglass®, PLGA/hydroxyapatite, 
poly(hydroxybutyrate-cohydroxyvalerate)/inorganic phase composite [253].  

Skin plays a crucial role in protecting the human body against the environment, 
dehydration, and infectious agents, being the body’s largest laminar organ. Loss of large 
portions of skin integrity from burns, wounds, or diseases may produce significant disabilities 
or even death. Tissue-engineered skins provide an option to treat skin loss in many different 
forms: autologous and allogenic keratinocyte grafts, accellular biological matrices and 
cellular matrices including biological substances [218]. Conceptually, skin substitutes may be 
classified as permanent or temporary; epidermal, dermal or composite; and biological or 
alloplastic (synthetic) [256]. To obtain skin substitutes the material choice is a serious 
challenge, because from the many natural and synthetic existing materials, only a small 
number have interesting properties. From the class of biological materials, collagen is widely 
investigated and commercial products containing collagen have been produced. For example, 
Integra Life Sciences developed Integra® which consists of a collagen layer in a matrix with a 
silicon overlay. Bilayered collagen gels seeded with human fibroblasts in the lower part and 
human keratinocytes in the upper layer have been used as the ‘dermal’ matrix of an artificial 
skin product, being commercialized by Organogenesis in USA under the name of Apligraf® 
[2]. Biobrane® consists in a nylon film and hydrophilic type I porcine collagen, which is 
covalently bound to the hydrophobic inert nylon [257].  

It is obvious that even if a lot of commercial applications of tissue engineering are 
already on the market, being successfully used, the discoveries in the field of tissue 
engineering and regenerative medicine will continue.  

 
 

CONCLUSION 
 
The future of biomedical textiles is rising from the activities of research of our days, 

research which has permanently in view the fact that biomedical textiles are essential for 
human healthcare. New materials and new technologies are already available and they will 
transform medical textiles into innovative products. But there is no doubt that tremendous 
efforts are still necessary in the next years in order to transform scientific research in 
commercial products and in new therapies for healthcare. What matters the most is that the 
first steps were already done and the new generation of biomedical textiles is already born. 
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ABSTRACT 
 

Anatase containing TiO2 sols are prepared by a solvothermal process and used as 
liquid coating agents for textiles. This solvothermal process is driven at temperatures of 
140°C and 180°C, which are adequate process conditions for the formation of the 
crystalline TiO2 species anatase out of an amorphous TiO2 pre-compound. By using this 
liquid coating agent for textile treatment, functionalized textiles with photoactive and 
antimicrobial properties are realized. For these materials different potential applications 
are thinkable as for example the wastewater treatment in a process with photoactive 
functionalized textiles or medical applications with antimicrobial functionalized textiles.  

In this chapter, the pure TiO2 sol is modified by copper doping. To perform this 
modification, a copper containing precursor was added to the sol before the solvothermal 
process. Under the chosen solvothermal conditions the copper precursor is proposed to be 
transformed to antimicrobial active copper containing compounds, probably a Cu-Ti 
crystalline phase. The formation of the crystalline TiO2 type anatase is clearly determined 
by XRD. Also by XRD at least one unidentified copper containing phase is determined 
which could be probably an intermetalic phase of Cu:Ti as oxide, nitride or carbide. 
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Additional hints for the formation of those species are also found by UV/VIS-
spectroscopy. The modified TiO2-sols are applied as coating agent onto textile fabrics. 
The photoactivity of coated textile is determined by degradation of the organic dye stuff 
Acid Orange 7. The effect of photocatalytic dye degradation is also investigated in 
presence of H2O2. The antimicrobial property of the coated textiles can be clearly verified 
and is mainly the result of the metal component added to the TiO2 coating. The high 
photoactivity observed in presence of H2O2 could be of high interest for applications in 
oxidative wastewater treatment. The developed high antimicrobial active textiles should 
also be of great relevance for the application in the medical sector to avoid the spreading 
of harmful germs.  
 
 

1. INTRODUCTION 
 
As general definition, photocatalysts are materials which accelerate chemical reactions in 

case of illumination with light. In many cases reported in the literature or for practical 
applications, such photocatalytic processes are processes of photooxidation, which concern 
the oxidation by oxygen from air. As catalyst for photooxidation, mostly crytalline titanium 
oxide phases or modified titanium oxide is used in different arrangements [1-3]. TiO2 is 
especially favored for this purpose for several reasons, it contains a high photoactivity, it is 
not toxic and the catalytic reaction works with light in the near UV range. Many different 
applications are suggested for TiO2 used as photocatalyst, e.g. for degradation of organic dyes 
in wastewater [3], for degradation of chlorophenol [4, 5] or for the oxidation of gaseous 
benzene [6]. An interesting topic also is the application of TiO2 as coating on fiber materials 
to reach self-cleaning fabrics, which eliminate dirt by photooxidative processes. Examples are 
given for different fiber materials like cotton [7], keratins [8] or polyester [9]. Beside the 
degradation of dye, toxic compounds or dirt, also bacteria can be degraded, and thus 
eliminated, by photooxidation. This degradation of bacteria is also named as the antimicrobial 
effect caused by a photooxidative process [10, 11]. In many cases, TiO2 is modified by 
different types of materials to enhance the photocatalytic activity especially in view on the 
usage of visible light. Examples for materials for modification are phosphorous, nitrogen, 
molybdenum, iron oxide or aluminium oxide [12-13]. Aside, for the same reasons, titanium 
oxide is also modified in different preparation processes using elementary noble metals as 
platinum [15, 16] or gold [17-19]. However probably due to cost reasons more applications 
and examples are reported on composites of TiO2 containing the less noble metals palladium 
[20-22] or silver [23-28] or even with copper [29-32]. The combination of TiO2 and a noble 
metal in composites can be realized in different forms, as e.g. core-shell systems, combination 
of nanoparticles or the doping of TiO2 with some metal atoms. TiO2 composites combined 
with two different noble metals are also reported [33, 34]. 

Beside the optimization of the photocatalytic activity from TiO2 containing composites, 
there is the practical challenge to incorporate the TiO2 in the application as well. For 
applications like cleaning of dye containing wastewater from textile industry it is e.g. possible 
to use powders of TiO2-composites, which are homogenously dispersed into the wastewater. 
The disadvantage of this procedure is obviously that the dispersed TiO2 has to be removed 
after the cleaning of the wastewater is finished. For this, it is most advantageous to use TiO2-
composites coated on substrates, which can be easily removed after the task is fulfilled. An 
interesting point concerning the combination of TiO2 with nanoparticles of copper oxide is 
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that nanoparticular copper compounds can act as strong antimicrobial agents, as it is for 
example described with silver and copper containing SiO2 coatings on textiles [35-37]. By 
using the combination of TiO2 and copper it is therefore expected to realize strongly enhanced 
antimicrobial coatings onto textiles, which antimicrobial effect is independent from the 
photocatalytic effect of the TiO2. These textile materials seem to be of high interest for 
applications where low light illumination is expected or in the medical section, where a strong 
antimicrobial effect is desired to avoid the spreading of harmful germs.  

As substrates for such TiO2 coating applications textiles or other fiber materials can be 
used - with several advantages [38-41]. Textiles, especially as carriers employed for 
wastewater treatment, have the advantages that they can be easily designed and cut as it is 
necessary for the particular application. Also liquids can flow through textiles which lead to 
an improved contact between the liquid and the photocatalytic coating due to the larger 
available surface of textiles. However, a significant disadvantage of using textiles for TiO2 
coatings is the low thermal stability of fiber materials in general. Anatase, the crystalline TiO2 
phase with high photoactivity, is formed from amorphous TiO2 at temperatures usually higher 
than 350°C. For this, a subsequent transformation of an amorphous TiO2 coating to crystalline 
anatase cannot be realized for most textile substrates. If the sol-gel technique is used for 
preparation of TiO2 coatings onto textiles, the TiO2 has to be present as anatase already in the 
coating solution. Such anatase containing coating solutions can be for example prepared by 
solvothermal processes or by addition of commercial anatase containing particles like P25 
[40, 41]. For preparation of liquid coating agents containing composites of TiO2 in anatase 
phase form together with particles of other metal compounds especially the solvothermal 
preparation method is of interest. The reason is, under solvothermal process conditions 
simultaneously anatase and metal compound particles can be formed from different 
precursors (see e.g. Scheme 1). Also the doping of TiO2 by atoms of noble metals should be 
possible by using this method. 

 

 

Scheme 1. Example for the preparation process of a copper/anatase-composite for the use as liquid 
coating agent for textile treatment. 
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With this background, the aim of the here presented work is the solvothermal preparation 
of copper containing TiO2 composites for photocatalytic purposes as well as to investigate, if 
the addition of copper can enhance the photoactivity. The photoactivity is evaluated for 
related textile coatings. Because several publications as well as applications, report the 
utilization of H2O2 beside O2 as oxidative agent for the photocatalysed reaction [43-50], the 
addition of hydrogen peroxide will be also taken into account in the presented work. The dye 
degradation in wastewater from textile industry is of high economic relevance. Therefore, the 
enhancement of oxidative degradation with H2O2 by using photocatalytic materials could 
have good chances for the implementation in industrial processes. A special attention is also 
paid in this chapter to the antimicrobial properties of these coated and functionalized textiles, 
which is determined in different testing arrangements with and without illumination with UV 
light. 

 
 

2. EXPERIMENTAL PART 
 

2.1. Materials and Preparation 
 
TiO2 sols are prepared starting from a mixture of 7 g Ti(OC3H7)4, 113 ml ethanol, 1g of 

the triblock co-polymer P123 from BASF and (finally added) 0.9 mol of 1N HNO3. These 
mixed solutions are modified by addition of cupric nitrate trihydrate (Cu(NO3)2·3H2O from 
Fluka), which is added in amounts up to 0.6 g. For reference, a TiO2-sol is also prepared 
without any addition of noble metal salt. 15 minutes after these solutions are prepared, they 
are treated in a solvothermal process at 180°C in a 500 ml steel autoclave with Teflon vessel 
(Berghof instruments GmbH, Germany; Hochdruck-Laborreaktor BR-500) (Figure 1).  

 

 

Figure 1. Steel autoclave system for preparation of TiO2 sol coating solutions (supplied by Berghof, 
Germany). This autoclave is equipped with an electric oven, a mechanical stirrer and sensors for 
measurement of process parameters like temperature and pressure.  
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dye decomposition in presence of H2O2 the same arrangement was used. Solely to the 15 ml 
of dye solution an amount of 0.05 ml H2O2 solution (35%) is added, resulting in a H2O2 
concentration of 0.1%. The concentration remaining organic dye is determined by UV/Vis-
spectroscopy using a spectrometer MCS 400 (Zeiss) in arrangement of transmission by 
measurement of the absorption at the maximum in the visible area (see optical spectra of the 
used dyes in Figures 3a and 3b). Reference measurements are conducted with samples that 
have not been illuminated with any kind of light at all. To evaluate photoactivity the 
remaining dye concentration for treatments with and without UV light exposure are 
compared. From these values the photoactivity A can be calculated as percentage value using 
the relation A (%) = 100 × (C-Cr)/Cr – with C as the final dye concentration in the UV 
illuminated arrangement and with Cr as dye concentration without light exposure. As 
reference the same procedures are performed with an uncoated textile and with a dye 
containing solution without any textile added. 

 

 

Figure 2. Intensity spectrum of the UV-lamp (OMNILUX 18Watt, Eurolite) used for measurements of 
photoactivity. 

 

 

Scheme 2. Chemical structure of the dye Acid Orange 7. 
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Scheme 3. Chemical structure of the dye Rhodamin B. 

 

 

Figure 3a. UV/Vis-spectrum of the organic dye Acid Orange 7 (2.5 10-5 mol l–1 solution in water) as 
used for measurements of photoactivity. 

 

 

Figure 3b. UV/Vis-spectrum of the organic dye Rhodamin B (5 10-6 mol l–1 solution in water) as used 
for measurements of photoactivity. 



Frank Schmidt, Anja Fischer, Helfried Haufe et al. 446 

2.3. Antimicrobial Tests 
 
To investigate the antimicrobial properties of the coated textile fabrics two different test 

regimes are used. With the first regime the antimicrobial properties are tested in absence of 
UV light. In the second regime the influence of UV-light is tested. Both tests are performed 
with Escherichia coli which is a gram-negative bacterium. In the first test regime, the coated 
viscose fabrics are shaken with bacteria suspension and inoculated for 24 hours at a 
temperature of 30°C. Afterwards the fabrics are leached in phosphate buffer (pH=7) and the 
buffer is inoculated on agar plates. After 24 hours the colony forming units CFU are counted. 
In the second test regime, the coated viscose fabrics are shaken with bacteria suspension and 
inoculated for 3.5 hours, 6 hours or 24 hours at a temperature of 30°C and under illumination 
with UV-light. The UV-light is gained from six UV-lamps with a maximum of intensity at 
360 nm (OMNILUX 18Watt, 60 cm – supplier Eurolite). The UV lamps are placed in a 
distance of 45 cm from the textile sample. After this illumination the fabrics are leached in 
phosphate buffer (pH = 7) and the buffer is inoculated on agar plates. Finally, after 24 hours 
the colony forming units CFU are counted.  

 
 

3. RESULTS AND DISCUSSION 
 
The results for the copper modified TiO2 composites and coatings on textiles are 

presented below. This presentation starts with a description on the material properties of the 
prepared composites and coatings, which are related to the optical properties, crystallinity and 
surface structure. These results are mainly obtained by UV/VIS-spectroscopy in arrangement 
of diffuse reflection, XRD measurements and scanning electron microscopy (SEM). After 
description of these basic material properties, the properties of the composite coatings 
adhered to the textiles are presented in respect to photocatalytic applications and 
antimicrobial activity.  

 
 

3.1. Properties of Composite and Coatings 
 
The application of copper containing TiO2 coating agent lead to brown coloration of 

treated textile fabrics compared to a white/yellow coloration after coating with pure TiO2 
(Figure 4). The change to brown colored textiles increases with increasing the copper content 
in the applied coating. However with low copper content of smaller than 1% the change in 
coloration is small and should not influence the usability of the prepared coated fabric. This 
brown coloration gives a first hint that copper containing compounds are formed during the 
solvothermal preparation process of the coating agent. The complete reaction of Cu(NO3)2 to 
other copper compounds can be estimated, because the copper precursor Cu(NO3)2 exhibits a 
blue coloration and its application to the textile lead to a light blue coloration instead of a 
brown coloration, which is gained for example after deposition of copper oxide species [37]. 
The optical properties of the prepared coated textiles are more intensively investigated by 
UV/VIS-spectroscopy in arrangement of diffuse reflectance (Figures 5 and 6). For the pure 
TiO2-coatings a drastic reduction of reflectance is observed for UV-light with wavelengths 
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smaller than 380 nm (Figure 5), which is probably caused by the optical properties of the 
applied TiO2 [2]. With increasing the copper content in the TiO2 coating the reflectance of the 
coated textiles decreases further over the whole range of visible light (Figure 5). These optical 
reflectance curves do not exhibit any maximum or minimum, so the formation of elementary 
copper is unlikely and the formation of copper oxide compounds or other copper compounds 
are more reasonable [55]. Compared to Figure 5, Figure 6 presents the results for the textiles 
coated with the TiO2 prepared at 180°C. Here, besides a general decrease of the reflectance 
with increasing copper an increase for low copper contents is observed in the UV as well as in 
the near infrared region.  

 

 

Figure 4. Viscose fabrics with coatings of copper containing TiO2 composite, solvothermally prepared 
at 140°C or 180°C. The composites contain copper in amounts of 0% up to 8%. 

 

 

Figure 5. UV/Vis-reflectance spectra of TiO2 and copper containing TiO2-coatings on viscose. The 
coating agent is solvothermally prepared at 140°C. 
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Figure 6. UV/Vis-reflectance spectra of TiO2 and copper containing TiO2-coatings on viscose. The 
coating agent is solvothermally prepared at 180°C. 

However, by optical spectroscopy the copper-containing compound or copper oxide, 
which is formed during the solvothermal preparation process and is applied as coating 
component onto the textile fibers, cannot be clearly identified, so additionally XRD 
measurements are performed (Figures 7 and 8). Alternatively, with XRD measurements a 
phase analysis can be performed for the prepared materials. It can be stated, that beside the 
crystalline TiO2 species anatase also crystalline Cu-Ti compounds are formed.  

The formation of the crystalline TiO2-type anatase is clearly verified by the XRD 
measurements (Figure 8). Under solvothermal preparation conditions at 140°C a beginning of 
anatase formation is observed. However, the individual reflections exhibit small intensities. 
This observation shows that only a minor part of the TiO2 coating material is transformed into 
the anatase phase. In comparison, if the solvothermal preparation is performed at 180°C, the 
anatase reflections are more distinct and it can be concluded that the major part of the coating 
material is anatase-type TiO2. The crystallite sizes of the anatase phase as well as the 
additional phase are summarised in Table 1. 

As can be seen from Table 1, the size of formed anatase crystallites decreases with 
increasing the amount of copper compound added as additional precursor to the solvothermal 
reaction. For this, it can be suggested that the added copper inhibit the formation of 
crystalline anatase during the solvothermal process (cf. Figure 7). However, in case of the 
powders synthesized at 180°C, even for the highest copper content of 8%, the formation of 
anatase is clearly verified (Figure 8).  
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Figure 8. XRD measurements of powders obtained by solvent evaporation of Cu/TiO2-composite 
coating solutions at 180°C. The copper content in the composite is set in the range of 0 % up to 8.0 %. 
Reflection positions of the anatase phase (ICSD [52]: coll. code 154601) are indicated by lines. The 
copper content cCu is calculated out of the amount m of Cu and TiO2 used for preparation.  

Regardless, an intermetallic phase with composition Cu-Ti (see for instance [58]) or Cu-
Ti-X (X = O, N, C) seems probable. This is due to the following facts: (i) additional 
reflections firstly occur at high diffraction angles, typical for small, high-symmetric 
intermetallic compounds (organic materials usually generate high-intense Bragg reflections at 
low diffraction angles but is not observed), (ii) Cu-Ti compounds exhibit a diffraction pattern 
similar to the observed one (amount of reflections and intensity relations are comparable; 
scattering angles slightly differ), (iii) the additional reflections exhibit small full-width at 
half-maximum (FWHM) values and, in respect to the low amount of copper, high intensities, 
also typical for intermetallic compounds. 

The evaluation of coated viscose textile, in respect to the morphology, is done by SEM 
(Figure 9, 10, 11). It can be seen that in addition to a smooth more regular coating also larger 
agglomerates occur and are fixed onto the fibers. The SEM images show viscose textiles 
coated by composites solvothermally prepared at 140°C (Figure 9) and 180°C (Figure 10). 
With both different process temperatures a regular coating and additional larger agglomerates 
are observed after coating on viscose. The presence and deposition of larger agglomerates 
seems, qualitatively, not to be significantly influenced by the process temperature. 

Furthermore, as is indicated by SEM, the applied composite coating lead to a bridging 
between the fibers. Such a bridging/connection of fibers is typical for the application of a sol-
gel coating agent [59, 60]. The extent of bridging is determined by the amount of applied sol-
gel coating and can result, in case of application of high concentrated sols, in the formation of 
cracks in the coating [59]. For other applications, e. g. water repellent or soil repellent 
coatings of fibers, the formation of cracks in the protecting coating, will erase inhibit the 
wished desired effect of reppelency. However, for purposes of antimicrobial or photoactive 
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applications the formation of cracks in the functional coating is not a disadvantage. A crack 
formation may lead to an increase of surface area and thus to distinct properties. In any case, 
a bridging of fibers cause a certain increase of the stiffness of the coated fabric, which may 
limit the usability of the coated textile for clothing purposes [61, 62]. However, for 
applications in the technical sector for wastewater treatment or filter materials this is not a 
disadvantage. For the development of antimicrobial wound bandages for use in the medical 
sector certain stiffness could also be helpful to reduce the sticking of the bandage to the 
healing wound [63]. 

 

 

Figure 9. SEM-images of viscose fibers coated with TiO2 with and without the copper component 
(solvothermal preparation of the coating agent at 140°C). Low resolution images are shown left, 
magnified ones right.  
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Figure 10. SEM-images of viscose fibers coated with TiO2 with and without copper component 
(solvothermal preparation of the coating agent at 180°C). Low resolution images are shown left, 
magnified ones right.  

From SEM images with higher resolution follows that the deposited TiO2 composite 
contains a porous structure with typical dimension of less than 100 nm (Figure 11). A 
reference to an uncoated viscose fabric containing a smooth surface is also depicted in Figure 
11. Such porosity may be an advantage to obtain certain photoactivity, again due to a larger 
surface area inherent to the porous structure and compared to analogous smooth coatings.  
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Figure 11. High-resolution SEM-images of viscose fabric with and without composite coating. 
Solvothermal preparation of the coating agent was done at 180°C. 

 
3.2. Photocatalytic Activity of Coated Fabrics 

 
The photocatalytic activity of the coated fabrics is determined as photodegradation of two 

organic dye stuffs in presence of oxygen and UV-light. Reference measurements are 
performed with the same testing procedure under dark conditions. In any case under dark 
conditions no significant reduction of dye concentration was detected. The tests were 
performed with the two dyes Acid Orange 7 and Rhodamin B. It is reported earlier that 
Rhodamin B is more sensitive for photodecomposition catalysed by TiO2 as Acid Orange 7 
[41]. This higher sensitivity probably explains the higher rate of photodecomposition of 
Rhodamin B compared to Acid Orange7 in presence of the viscose fabrics coated with TiO2 

(Figure 12).  
It has to be noted, that the photodegradation of Rhodamin B in the chosen set-up lead to a 

shift of the absorption maximum of the dye solution and therefore to a change in coloration 
(Figure 13). This shift of the absorption spectrum is probably caused by deethylation 
reactions of the Rhodamin B during photodegradation [64-66]. In contrast by testing the 
photoactivity with Acid Orange 7 no shift of the absorption maximum at 484 nm is observed.  

By testing with Acid Orange 7 a significant photodegradation is only observed for pure 
TiO2 coatings and a solvothermal preparation of the TiO2 coating agent at 180°C. If the 
solvothermal preparation is performed at the lower temperature of 140°C or only a small 
amount of copper are added to the TiO2 composite, the photoacitivity is drastically decreased 
to values smaller than 10%. Even if the testing is performed with the more sensitive dye 
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Rhodamin B, also for the composites prepared at 140°C no significant photodegradation was 
determined. In comparison, composites prepared at 180°C lead to certain photoactivity, even 
if copper is present in the TiO2 coating. In this case, also the photoactivity decreases with 
increasing copper content in the composite coating (Figure 12).  

The lower photoactivity of composite coatings prepared with the lower solvothermal 
process temperature of 140°C, can be easily explained. Under the chosen preparation 
conditions, the lower process temperature is insufficient for the formation of anatase, so 
mostly amorphous TiO2 is deposited onto the viscose fabrics. However to gain a certain 
photoacitivity the presence of TiO2 in anatase modification is necessary. For the composites 
solvothermally prepared at higher temperature of 180°C, the situation is different. As could 
be shown by XRD, significant amounts of anatase are found in these composites and hence a 
significant photoactivity is observed for the pure TiO2 coating.  

By addition of copper to the composite the formation of anatase is hindered in the 
solvothermal process. Thus, the photoactitivity decreases with increasing copper content in 
the composite. However, even with the highest copper content investigated, the formation of 
crystalline anatase can be clearly verified while the determined photoactivity is near zero. For 
this, it should be concluded that the addition of copper to the TiO2 composite has two results. 
First, the formation of anatase is hindered. Second, even if crystalline anatase is formed, its 
photoactivity is low, so it could be concluded that the formed copper compounds inhibit the 
photoacitivity of anatase. This observation, that the addition of copper to photoactive TiO2 
lead to a decrease of photoacitivity is in contrast to several reports in literature which report 
an increase of the photoactivity in presence of copper component [29, 67]. However, in both 
references the active copper species is suggested to be in the oxidation state of Cu (I), e.g. as 
Cu2O on the surface of TiO2 particles. The solvothermally prepared Cu/TiO2 composites are 
proposed to contain Cu in the oxidation state (II) and this as part of a Cu:Ti intermetallic 
phase and not as copper oxide. For this, it can be proposed that the formation of different 
Cu/TiO2 composites is the reason for the inhibition of the photoactivity of TiO2.  

 

 

Figure 12. Photoactivity of Cu/TiO2 composite coatings on viscose fabric as a function of increasing Cu 
content in the composite. The solvothermal preparation of the composites is performed at 140°C and 
180°C. The photoactivity is tested as degradation of the dyes Acid Orange 7 and Rhodamin B. 
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Figure 13. Optical spectra of solutions of Rhodamin B after photodegradation after 4 hours illumination 
with UV light. The changes of the absorption maxima are indicated.  

Besides the testing of photoacitivity in presence of oxygen, the photoacitivity is tested 
additionally in the presence of the more reactive oxidative agent hydrogenperoxide. Without 
the presence of a photocatalyst the used dye solutions are stable in presence of H2O2 under 
dark conditions (Figure 14). For Acid Orange 7 also by illumination with UV-light only a 
small decomposition is observed. For Rhodamin B this decomposition is significant in 
presence of H2O2 and UV-light but without a photocatalyst (Figure 14). Also a nearly 
complete decolouration of Rhodamin B is observed in presence of the composite coated 
viscose and H2O2 in dark conditions. Due to this high sensitivity of Rhodamin B against 
decomposition with H2O2, the investigation of photoacativity of the prepared textile coatings 
in presence of H2O2 are only performed with the more stable dye Acid Orange 7. 

 

 

Figure 14. Reference measurements of dye decomposition in presence of H2O2 and UV light. The 
reference measurements are performed in presence of uncoated viscose fabrics and in absence of any 
TiO2 composite. The absorption measurements are performed at the maximum absorption in the visible 
range – for Acid Orange 7 at 484 nm, for Rhodamin B at 554 nm. 
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If the photoactivity of the Cu/TiO2 composite coated viscose is tested as 
photodecomposition of Acid Orange 7 in presence of H2O2, a totally different photoactive 
behaviour is observed (Figure 15). All TiO2 composites solvothermally prepared at 140°C or 
180°C contain a significant photoactivity. The photoactivity of the pure TiO2 coatings is 
moderate between 20% and 30% and is increased drastically by addition of copper. The 
Cu/TiO2 composites prepared at 140°C contain the highest photoactivity with 
photodecomposition rates of around 80%, which is nearly the plateau value between a Cu 
content of 1% up to 8%. The Cu/TiO2 composites prepared at higher temperature of 180°C 
lead to less photoactive coatings onto viscose with a rate of photodecomposition of 70% 
which is reached with a copper content of 1% to 2.5%. The higher photoactivity of the 
composites prepared at lower temperature of 140°C surprises especially in the background, 
that under these preparation conditions nearly no anatase is observed by XRD measurements 
and the amorphous type of TiO2 is not supposed to lead to strong photoactivity. A similar 
observation was made recently for SiO2/TiO2 composites prepared in a similar solvothermal 
process and used as coating agent for textile substrates [65]. 

The different behaviour of different TiO2 modifications in presence of H2O2 is earlier 
described in the literature for a comparison between the modifications anatase and rutile [47]. 
It was observed that rutile does not cause a photoactive reaction with O2 which has been 
explained by a higher stability of O2

- species adsorbed on the rutile surface. When H2O2 is 
present next to rutile a reactive OH radical is formed leading to further photodecomposition 
reactions. Such a process may also be an explanation for the strong dye decomposition in 
presence of solvothermally prepared amorphous TiO2 and H2O2. Additional to the stronger 
photoactivity of the prepared amorphous TiO2 with H2O2, it should be proposed that this 
process is enhanced by copper doping of the TiO2-composites.  

 

 

Figure 15. Photoactivity of Cu/TiO2 composite coatings on viscose fabric as a function of increasing Cu 
content in the composite. The solvothermal preparation of the composites was done at 140°C and 
180°C. The photoactivity is tested as degradation of the dye Acid Orange 7 by photooxidation with 
hydrogenperoxide H2O2. 
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The photoactivity of the coated fabrics is determined as the difference in dye 
decomposition measured after illumination with UV-light compared to the dye decomposition 
under dark conditions. If the photoactivity is determined without H2O2, under dark conditions 
nearly no decomposition of Acid Orange 7 is observed. In case of determining the 
photoactivity in presence of H2O2, a different behaviour with a certain decomposition of Acid 
Orange 7 under dark conditions is observed (Figure 16). Viscose fabrics coated with Cu/TiO2-
composites solvothermally prepared at 140°C lead to a dye decomposition under dark 
conditions which is enhanced with increasing copper content in the composite. In comparison 
the Cu/TiO2-composites prepared at higher temperature of 180°C nearly exhibit no reaction 
under dark conditions. Also it has to be stated that after treatment in dark conditions the 
coated viscose fabrics nearly do not contain coloration after this dye exposition, so an 
adsorption of dye by Cu/TiO2 coated textile can be excluded. For this reason the reduction of 
dye concentration is basically not a result of dye adsorption but should be attributed to dye 
decomposition. Since for this process of dye decomposition only the presence of Cu/TiO2-
composite but not the illumination with UV light is necessary, it could be suggested that in 
presence of H2O2 the here prepared Cu/TiO2-composite coating acts additionally as a catalyst 
instead of a photocatalyst for dye decomposition. For practical application in wastewater 
treatment this property could be of high interest. A photoreactor for wastewater treatment 
based of textiles coated with this Cu/TiO2-composite will keep a certain rate of 
decomposition even in case that the light source is not present. This is of particular interest 
for photoreactors using sunlight as light source, which light intensity varying depending on 
the daytime but also on the weather conditions. 

 

 

Figure 16. Decomposition of organic dye (Acid Orange 7) by H2O2 in presence of viscose fabrics 
coated with Cu/TiO2-composites with increasing Cu content in the composite. The solvothermal 
preparation of the composites is performed at 140°C and 180°C. The decomposition is determined 
under dark conditions without light and under illumination with UV-light. Given is the absorption value 
at the absorption maximum at 484 nm. 
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3.3. Antimicrobial Activity of Coated Fabrics 
 
The antimicrobial activity of fabrics coated with copper/TiO2 composites is tested in two 

different test arrangements with and without illumination with UV-light. The composites used 
for coating preparation are solvothermally prepared at 140°C or 180°C and the antimicrobial 
activity is determined as function of increasing copper content in the composite (Tables 2 and 
3).  

Under conditions of no illumination with UV-light the antimicrobial effect is clearly 
related to the amount of copper in the composite (Table 2). The pure TiO2 coating does not 
lead to an antimicrobial effect and the number of CFU counted is nearly the same as for the 
uncoated fabric used as reference. However even the addition of very small amounts of 
copper to the composite leads to a drastic decrease in CFU which indicates a strong 
antimicrobial effect. Even an amount of only 0.3 copper in the TiO2 composite seems to be 
sufficient to inhibit the growth of E.coli bacterium after a contact time of 24 hours.  

From these results it can be concluded that the pure TiO2 do not contain any 
antimicrobial properties under dark conditions and that the copper containing composites in 
contrast exhibit a strong antimicrobial property. Because of measurements under dark 
conditions, it is clear that the antimicrobial effect of the copper component is not caused by a 
photocatalytic effect. Instead of antimicrobial properties caused by a photocatalytic effect it 
could be proposed that the antimicrobial effect of the copper containing composites is the 
result of the release of copper ions [37]. Copper belongs to a group of metals which inhibites 
the growth of microorganism. This antimicrobial effect of metals is often named 
oligodynamic effect and is observed for elementary metals but also with metal compounds 
[69]. This oligodynamic effect is not influenced by illumination and could explain the high 
antimicrobial activity of the coated textiles even if only small amounts of copper are present 
in the TiO2 composite coating.  

 
Table 2. Antimicrobial properties of viscose fabrics coated with copper/TiO2 

composites of increasing copper content. The composites are solvothermally prepared at 
140°C and 180°C. The antimicrobial property is reflected by the amount of colony 

forming units CFU of the bacterium E. coli after 24 hours growing in dark conditions 
 
Ratio Cu/TiO2 [%] Colony forming units CFU; after 24 hours dark conditions 

Solvothermal preparation at 
140°C 

Solvothermal preparation at 
180°C 

0 >500 >500 
0.3 17 63 
0.7 0 0 
1.3 0 0 
2.7 0 0 
8.0 0 0 
Uncoated reference >500 

 
If the antimicrobial tests are performed in presence of UV-light the antimicrobial effect is 

related to the amount of copper in the composite, the temperature used during solvothermal 
preparation of the composite and the duration of UV-illumination (Table 3). Beside the values 
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given in table 3 also the photographs of the agar plates used for antimicrobial testing are 
depicted in Figure 17.  

By using this test regime it is also clearly seen that with increasing copper content in the 
composite the antimicrobial effect of the composite coating increases. This can again be 
easily explained by the intrinsic high antimicrobial property of copper compounds. However, 
if the antimicrobial tests are performed under UV-illumination, also a significant germ 
reduction can be observed with the pure TiO2 composite coatings or TiO2 coatings with only 
small amounts of copper compound added.  

This antimicrobial effect of the pure TiO2 coating is only detectable with UV-
illumination and increases also with increasing duration of UV-illumination. This is a 
significant hint, that the antimicrobial effect of the here used TiO2 textile coatings is the result 
of a photocatalytic reaction. By this photocatalytic reaction the oxidation of germs by oxygen 
is driven and by this the germ spreading is inhibited. A further hint for the antimicrobial 
photoactive reaction is that TiO2 composites solvothermally prepared at lower temperature of 
140°C are less effective than the composites prepared at higher temperature of 180°C. Only 
the composites prepared at 180°C contains clearly the crystalline TiO2 type anatase and lead 
also to a significant photodegradation of organic dye stuff. For this, these materials prepared 
at 180°C should contain a strong photocatalytic activity which also should lead to a more 
significant antimicrobial effect. However also a small antimicrobial effect based on the 
photoactivity could be estimated also for TiO2 solvothermally prepared at 140°C, if the 
growth of E. coli on the agar plates is compared visually with the plates after testing the 
uncoated reference (Figure 17). 

 
Table 3 Antimicrobial properties of viscose fabrics coated with Cu/TiO2  

composites with increasing copper content. The composites are  
solvothermally prepared at 140°C or 180°C. The antimicrobial property is  

reflected in the amount of colony forming units CFU of the bacterium  
E.coli after growing under illumination with UV light with increasing duration.  

For uncoated viscose a number of >200 CFU is counted  
under the chosen test conditions 

 
Ratio 
Cu/TiO2 
[%] 

Solvothermal preparation at 140°C Solvothermal preparation at 180°C 
CFU; 3.5h 
UV light 

CFU; after 6h 
UV light 

CFU; after 
24h UV light 

CFU; 3.5h 
UV light 

CFU; after 
6h UV light 

CFU; after 
24h UV light 

0 >200 >200 >200 >200 3 0 
0.3 >200 >200 0 >200 19 0 
0.7 >200 4 0 188 0 0 
8.0 1 0 0 3 0 0 

 
Altogether it can be stated, that the antimicrobial effect of the used composite coatings is 

the result of two effects, the photoactivity of the anatase and the oligodynamic effect of the 
copper compounds. The addition of copper lead to a decrease of photoactivity, determined by 
photodegradation of organic dyes, so it can be estimated that the influence of the 
photoactivity on the antimicrobial properties decreases with increasing copper content. The 
antimicrobial effect of those samples with higher copper content is probably only the result of 
the oligodynamic effect. In contrast the influence of the photoactivity on the antimicrobial 
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effect is higher, if no or only small amounts of copper compounds are present in the 
composite coating. 

Both effects photoactive and oligodynamic are supposed to act contradictorily for the 
here used copper containing TiO2 composites, because with increasing copper content the 
photoactivity of the composite decreases while the oligodynamic effect gets higher influence 
on the whole antimicrobial activity. With this background, the slightly increased number of 
CFU in case of low amount of 0.3% Cu/TiO2 compared to the pure TiO2 composite is may be 
explainable. With addition of small amounts of copper the photoactivity of the TiO2 
composite is drastically decreased and this small amount of copper is not enough to 
compensate fully the loss in photoactivity by the oligodynamic effect.  

 

 

Figure 17. Agar plates after testing of antimicrobial properties of viscose fabrics coated with 
copper/TiO2 composites with increasing copper content. The composites are solvothermally prepared at 
140°C and 180°C. The antimicrobial properties are reflected in the amount of colony forming units 
CFU of the bacterium E. coli after growing under illumination with UV light with duration of 6 hours 
and 24 hours. The agar plates for uncoated viscose as reference are given below.  
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CONCLUSION 
 
It was demonstrated that a solvothermal preparation procedure can be used to prepare 

TiO2 coating agents for the treatment of textiles. These TiO2 coated textiles exhibit a certain 
photoactivity as determined by the decomposition of dye under UV light irradiation. TiO2 
particles in solution are modified by copper compounds leading to composite coating agents 
for textiles. The aim of this modification was to enhance the photoactivity of the coatings and 
to reach a significant antimicrobial property. However if the photoactivity is determined as 
dye decomposition in presence of O2 as oxidative agent, the photoactivity is strongly 
decreased, if the TiO2 is combined to a TiO2/copper composite coating. A different behaviour 
is observed, if the photoactivity is determined with H2O2 as oxidative agent. In this case, 
textile fabrics coated with copper containing TiO2 can be realized with high photoactivity. 
These composite coatings catalyse effectively the dye decomposition by oxidation with H2O2. 
Applications of these coated textiles can be found for example as filter material for 
wastewater treatment and decoloration of wastewater from textile dyeing industry. 

By combination of TiO2 coatings with copper compounds textile coatings with high 
antimicrobial activity can be realized. These coated textiles could be of interest for the 
medical sector, where a contamination with hazardous germs needs to be avoided. Also, 
applications for filter materials are of interest, if a biological contamination of the textile filter 
is not wanted.  

For every type of mentioned application it is easily possible to optimize the Cu/TiO2-
composite used for textile coating by adjusting the copper content in the composite or the 
temperature of the solvothermal process for composite preparation. 
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ABSTRACT 
 

The presented research thematic focuses on cellulose fibres’ functionalization by 
means of introducing new, naturally alternative polysaccharides as coatings for natural 
cellulose material. In this way, new advanced sanitary and medical cellulose materials 
could be developed with significant absorption, antiviral, and antimicrobial properties.  

This chapter covers the physico-chemical and structural properties of cellulose fibres 
(natural and regenerated) and the influence of both properties on the adsorption of 
polysaccharides, in order to introduce new bioactive functionalities. It examines which 
properties predominately influence specific fibre functionality. Moreover, relevant 
methods are presented for revealing the structural and physico-chemical properties (with 
an emphasis on the charge determination) of non-functionalised, as well as 
functionalised, cellulose fibres (natural and regenerated). Finally, the applicability of 
these new materials for different hygiene and health care segments (skin and hygiene 
care, skin and gynaecological infections, wound treatment, etc.) are discussed. 
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structure can be considered the counterpart to the fibril morphology of celluloseand is 
considerably important for accessibility during chemical reactions.  

The natural cellulose fibres are less reactive as the regenerated ones; the hydrophilicity of 
cotton can be improved by the mercerisation process, but not as highly as in the case of 
regenerated cellulose fibres [19]. As the skeletal component in all plants, cellulose is 
organized as a cellular hierarchical structure. In combination with the accompanying 
substances, hemicelluloses, lignin, and pectin, this structure leads to the extraordinary 
properties of native composite materials, such as wood, cotton, flax, and hemp. Figure 4 
schematically illustrates the molecular, supramolecular structure and morphology of cotton 
fibre with differently structured layers, in which the secondary cell-wall layer contains the 
main quantity of cellulose [20]. 

 

 

Figure 4. Schematic presentation of cotton fibre structure [20]. 

In the field of man-made fibres there are many commercial methods for manufacturing 
man-made cellulose fibres: the viscose, cuprammonium and several new alternative 
processes. Conventional regenerated cellulose fibres are generally produced by the indirect 
viscose process based on the derivatisation of cellulose using carbon bisulphide (viscose 
fibres), whilst high-tenacity modal fibres are produced using a modification of the basic 
procedure [21-23]. It is only recently that new processes have been developed, mainly due to 
considerable environmental problems in the viscose process. Lyocell fibres are produced by a 
more environmentally friendly procedure, from a solution of non derivated cellulose using a 
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Figure 6. Voids diameter d , voids volume Vp and specific inner surface Sp of voids in viscose, modal 
and lyocell fibres [30]. 

 

 

Figure 7. Correlation between the structural characteristics and the water adsorption of regenerated 
cellulose fibres [21]. 

It is well-known that the charge of cellulosic fibres is an essential feature of their 
chemical and physical properties and, hence, it is of great importance for the final properties 
and functionalization possibilities of cellulose fibres. It has been shown that fibre charges 
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It has to be taken into account that cellulose fibre pre-treatment processes may also 
modify the fibres both structurally and chemically and, consequently, change the total charges 
[31, 32], which may clearly influence the fibre adsorption capacity and/or fibre reactivity. 

In one of our previous researches a detailed study of the influences of bleaching and 
slack-mercerisation on dissociation properties of different types of regenerated cellulose 
fibres was performed [31, 32]. For all three types of fibres (viscose, modal, and lyocell) the 
content of accessible carboxyl groups is lowered by an increase in the degree of crystallinity, 
i.e. a reduction in the fraction of amorphous fibre domains. Bleaching with hydrogen peroxide 
causes some oxidative cellulose damage, thus obtaining, therefore, a larger amount of 
carboxyl groups (presumably formed at the ends of cellulose chains). Slack-mercerization 
does not significantly change the total amount of the acidic groups in the fibres, but their 
accessibility to cationic polyelectrolytes is substantially lowered, in particular to polymers 
with high molecular weight. It became clear that the amount of carboxyl groups within the 
regenerated cellulose fibres decreased throughout the pre-treatment processes, with the 
increase of fibres’ crystallinity (Figure 9). The amount of carboxyl groups accessible to 
titration is reduced when the fraction of amorphous fibre regions is reduced. Assuming that 
there are no carboxyl groups within the crystalline regions, it can be concluded that 
crystallinity is of great importance for the amount of carboxyl groups formed during the 
different processing stages of the cellulose regenerated fibres. 

 

 

Figure 9. Comparison of –COOH groups amounts with the crystallinity degree determined by the 
Iodine sorption values (ISV) for non-treated and pre-treated (b-bleached, a-alkaline treated) regenerated 
cellulose fibres. Bars: carboxyl groups; Line: crystallinities [31].  

Fras et al. [35] presented the selective oxidation of cotton fibres as a powerful treatment 
that causes the elimination of low molecular fractions (non-carbohydrate material), that cover 
the cotton cellulose fibres. This work indicates that the use of selective oxidation as pre-
treatment results in cleaner fibre surfaces because non-carbohydrate material is removed 
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Chitosan is a natural product gained from chitin. Chitin is a carbohydrate, similar to 
cellulose, which is the base component of the skeletons of crayfish, mussels, and other 
shellfish. Chitin is a polysaccharide, combined of 2-acetamino-2-deoksi-ß-D-glucosic units, 
connected with ß-1,4 linkages. It is the second more common biopolymer on earth, after 
cellulose [40]. 

Chitosan is a common name for a large group of chitins, deacetylated to different 
degrees. It is mainly combined of 2-amino-2deoksi-D-glycol pyranose units, connected with ß 
(1-4) linkages (Figure 11). The name chitosan is normally used for products with a degree of 
deacetylation higher than 70%. The reaction from the deacetylation of chitin in hot alkaline 
solutions mostly reaches only a deacetylation degree of 95%, even under very rigorous 
conditions. The methods for the deacetylation of chitin have been presented in detail already 
in 1973 by Muzzarelli [41]. 

  

 

Figure 11. Chemical structures of cellulose (a), chitin and chitosan (b) – chitin mainly consists of 
monomers in the form of »m« (N-acetyl form), while chitosan, according to the degree of deacetylation, 
consists mainly of monomers in the »n« form (amine form) [42]. 

The chemical structures of chitin and chitosan are very similar. Both polymers include 
reactive hydroxyl groups; nevertheless the crystallinity degree of chitosan is usually lower in 
comparison to chitin, which makes it more sensitive to reagents and solvents. There are only a 
few solvents, which dissolve chitin but on the other hand, almost all the water solutions of 
acids dissolve chitosan. Formic and acetic acids are mostly used for dissolving of chitosan. 
Similar to celluloses, chitin and chitosan do not have a melting point, since in the process of 
heating both of them decompose before melting [43-46]. 

Chitin and chitosan are weak acids and, as such, they are subject to the reactions of 
neutralization in alkaline media. Chitosan is a potential nucleofilic, owing to free electron 
pairs on the primary amine group, which easily reacts with most aldehydes and forms imines. 
The molecules of chitosan have a highly-positive polarity and attract negative molecules.  

Although most of the reactions with chitin and chitosan occur primarily on amino groups, 
there is also the possibility of a selective substitution of hydroxyl groups. The hydroxyl group 
on the C6 atom is more reactive than the group on the C3 atom [43]. 

The molecular mass of natural chitin is usually higher than one million, whilst the 
products of commercial chitosan have a molecular mass between 100000 and 1200000. 
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resource, chitosan is a polycationic biopolymer that has well-documented antibacterial and 
antifungal activities. In addition to deacetilation degree and molecular weight, the amount and 
location of amino groups are the driving forces for chitosan's antimicrobial effectiveness [51]. 

Cellulose fibres treatment with chitosan is considered to be effective in the case of the 
optimal number of reductive cellulose groups onto which chitosan can bind permanently. It 
has also been demonstrated that the carboxyl groups within the cellulose, in comparison with 
aldehyde groups, have different effects on chitosan binding [52]. On the other hand, the 
introduction of adequate functional groups into cellulose fibres could have diverse influences 
on fibre properties [50]. 

In one earlier studies, the aim was to find out what kind of pre-treatment is more 
appropriate for later permanent chitosan binding, and the effective antimicrobial properties of 
the cellulose fibres.  

 

 

Figure 12. The influence of reducing groups’ amount of KIO4 (VII) oxidised samples (A, B, C) on the 
amount of accessible amino groups in chitosan treated samples before and after the washing procedure 
(N – nonoxidised cotton). 

Different pre-treatments of cellulose fibres were applied in order to produce appropriate 
amounts of anchoring aldehyde or carboxyl groups, respectively. The fibres were oxidized by 
KIO4 (VII) solutions in order to produce appropriate amounts of aldehyde groups, and an 
adequate amount of free carboxyl groups was achieved by the treatment of the fibres with 
BTCA. The amounts of accessible aldehyde, carboxyl and, after chitosan treatment the amino 
groups within the fibres, were evaluated using spectroscopic and titration techniques. 

It was discovered that the amounts of aldehyde, as also the amounts of carboxyl groups 
within the fibre samples were inversely proportional to the amounts of accessible amino 
groups in the samples after chitosan treatments (Figures 12 and 13). 
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range of applications for the case of cellulose materials: e.g. enhancement of wettability and 
soaking capacity of fibres [50], enhancement of adhesion properties (e.g. adhesion of silver 
antibacterial coatings) [54, 55], improvement of dyeing, printing, for better impregnation etc. 
In the case of low pressure plasmas which are often used in laboratories, treatment of 
cellulose fibres can be performed in two different regions - either directly in glow region or in 
afterglow region. Afterglow region allows more gentle surface modification without 
damaging cellulose fibres which may happen during treatment in glow region when using 
more powerful plasmas.  

 

 

Figure 14. Apparatus for viscose fabric treatment by oxygen plasma. 

From practical point of view are more popular atmospheric discharges (like dielectric 
barrier discharge – DBD) which do not require vacuum systems and are the only option for 
industry for batch processing in the case of large volume production. 

Fras et al. concluded [49] that increasing the number of aldehyde and carboxyl groups 
due to plasma activation within the cellulose surface enabled more efficient chitosan 
adsorption (higher quantity) and consequently better antimicrobial properties. 

In the latest study, different regenerated cellulose fibres that differed in charge behaviour, 
as well as in their structural parameters were used as a vehicle for irreversible chitosan 
adsorption. The following regenerated viscose fibres were used: viscose, lyocell, and modal. 
The aim of this research was: (i) to evaluate which type of tested regenerated cellulose fibres 
is the most appropriate for antimicrobial treatment; which means it is able to possess as much 
as higher amounts of accessible amino groups as a consequence of chitosan adsorption, and 
(ii) to analyze the influence of accessible amino group amounts on the final antimicrobial 
fibres’ properties. The results were compared to those obtained for cotton cellulose, as the 
only representative of natural cellulose fibres about which plenty of similar research has been 
performed. The pre-treated viscose, modal and lyocell fibres were functionalised by 1% of 
chitosan solution using a classical impregnation procedure. When using chitosan as an 
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ABSTRACT 
 

Clothing is composed by textile fibers, coupling and fixer agents, finish products, 
dyes and complements. Contact dermatitis is produced by the contact between these 
clothing components and the skin. Two types of textile contact dermatitis have been 
reported; irritant and allergic, being irritant contact dermatitis more frequent than allergic.  

Dyes are the main cause of allergic contact dermatitis. Disperse dyes are the most 
frequent sensitizers among textile dyes, followed by the reactive dyes. Acid, direct and 
basic dyes are less common sensitizers. The use of the different dyes depends on the kind 
of fiber used in the fabric. Disperse dyes are more common in industrialized countries, 
because people from these countries usually wear clothes with nylon and polyester/cotton 
fibers. 

Finish products are the second most common textile sensitizers; they are used in 
natural and mixed fibers. Resins belong to this group, being Kaurit and Fix the most 
allergenic formaldehyde resins. 

Exact incidence of textile dermatitis is unknown because of the lack of controlled 
epidemiological studies. Textile dye sensitization has an estimated incidence rate from 
1.4% to 5.8%. Women have a greater prevalence of allergic reactions to textile dyes and 
resins than men; this may be due to the use of tighter fitting synthetic and dark-colored 
clothing. Contact textile dermatitis is increasing, probably as a result of the wide use of 
new dyes in clothes production.  

Many clinical manifestations of textile dermatitis have been described. Usually, 
patients are affected by an acute or chronic dermatitis, of localized or generalized 
distribution of lesions. Unusual forms can also be seen: purpuric lesions, hyperpigmented 
patches, papular rash, papulopustular lesions, urticaria, erythema multiforme-like lesions, 
nummular-like lesions, lichenification and erythroderma.  

Topical or systemic corticosteroids can be used in the treatment of textile contact 
dermatitis. In addition, the patient should avoid the offending allergen or irritant source, 
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wearing 100% natural based fabrics, use loose fitting clothing, and avoid synthetic 
spandex, lycra, acetate, polyester fibers and nylon. It is recommended washing clothes 
three times before wearing them the first time.  

Contact textile dermatitis may be undiagnosed because the atypical clinical 
manifestations do not give rise to suspicion of textile dermatitis. Clinical history, clinical 
findings and patch test are the best elements in the diagnosis. Therefore, the physician 
should suspect a contact dermatitis in patients showing suggestive clinical signs, which 
might lead to an early diagnosis and appropriate treatment. 
 
 

1. INTRODUCTION 
 
The use of clothes is a universal fact. They are used to protect individuals from external 

agents such as cold, but they are as well a beauty tool. Fashion is continuously changing, and 
this change depends on geographic region and cultural customs, for this reason, the industry 
uses many chemical agents such as resins and new dyes. This is causing an increasing 
frequency of contact dermatitis which can show different manifestations. Clothing is 
composed by different materials, which may cause skin problems. Contact dermatitis is 
produced by the contact between different components of clothes and the skin. Two types of 
textile contact dermatitis have been reported; irritant and allergic. Irritant is more frequent 
than allergic [1]. 

Exact incidence of textile dermatitis is unknown because of the lack of controlled 
epidemiological studies. Textile dye sensitization has an estimated incidence rate from 1.4% 
to 5.8% [2, 3]. Recent studies demonstrate that contact dermatitis produced by allergic or 
irritant reactions to clothes is more frequent than previously thought. It has also been shown 
that the frequency of textile-dye allergy is increasing [4]. Female patients had a greater 
prevalence of allergic reactions to textiles dyes and resins than men, perhaps due to thigh 
clothes [3]. 

Clothes are composed by textile fibers, coupling and fixer agents, finish products, dyes 
and complements. Dyes and finish products are the most frequent sensitizers [1]. 

 
 

2. TEXTILE FIBERS 
 
Textile fibers are a rare cause of contact dermatitis. There are two kinds of textile fibers: 
 
(i) Natural fibers are used less frequently than synthetic fibers in clothes. There are two 

kind of natural fibers: cellulosic fibers (cotton, flax, yuta, pitta, hemp) and protein fibers (silk, 
wool, angora, cashmere, mohair…) [1]. 

Wool, silk and nylon have all been known to cause allergic contact urticaria in textiles. 
However, allergic reactions to silk products are rare. Silk fiber consists of fibrous protein 
filaments, fibroin, glued together with sericin. The sericin is usually removed from silk during 
manufacture in the degumming process. In finished silk, there may be sericin in incompletely 
degummed silk fibers and contamination with material from silkworms, which can produce a 
contact dermatitis [5]. 
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Wool fibers are frequently used in human clothes but can be irritant in direct contact with 
the skin. Wool fiber has frequently been shown to be irritant to the skin of atopic patients 
producing itching or burning sensation, and for this reason wool intolerance was included as a 
minor criterion in the diagnostic criteria of atopic dermatitis by Hanifin and Rajka in 1980. 
Wool fabric may produce an allergic or irritant contact dermatitis, being irritant dermatitis 
more frequent than allergic dermatitis. Usually, when a patient shows allergic dermatitis to 
wool fibers is due to additives [6, 7]. 

The occurrence of contact dermatitis to cotton is also rare. Cotton clothes occasionally 
cause itch or erythema, but this is usually an irritant dermatitis. However, a case of skin 
allergy to cotton has been described [8]. Traditionally, allergy to cotton has always been 
related to occupational asthma, exposure to airborne cotton dust that could lead to byssinosis, 
or airway obstruction.  

(ii) Synthetic fibers are made by the polymerization of monomers obtained from 
petroleum and tar (polyester nylon acetate, polyethylene, vinyl resins). This kind of fiber 
causes irritant contact dermatitis more frequently than allergic contact dermatitis [1].  

 
 

3. DYES 
 
Allergic reactions to dyes are more frequent than allergic reactions to finish products. 

Two dyes classifications have been described: 
 
I. Dyes classification according to chemical structure; azo, anthraquinone and azine 

(Table 1). The most common dye sensitizers belong to azo and anthraquinone 
structures [9]. 

II. Dyes classification according to their union with the fabric:  
a)  Disperse dyes are the most frequent sensitizers between dyes group. They are 

used for coloring synthetic and mixed fibers such as polyester, acrylic, acetate 
and polyamide. Disperse dyes link to the fiber through weak bonds. They are not 
water-soluble, however, their release from fibers can be increased by sweat, 
friction and pressure, promoting the contact between the dye and the skin, and 
consequently developing allergic contact reactions [10].  

b)  Reactive dyes have been used in the textile industry for the past 40 years. 
Currently, they are mainly used in natural fibers such as cotton (T shirts, polo 
sweaters, underwear), silk and wool (high-quality casual wear), in mixed fibers 
and polyamide. Reactive dyes consist of a direct colourant, with an azo or, more 
rarely, anthraquinone structure or phthalocyanine derivative group, connected to 
a reactive group, capable of linking through covalent bonds to fibers. This strong 
union does not allow the release of the reactive dye from the fibers; for this 
reason, the union of the dye to the skin is difficult. Therefore, reactive dyes have 
been considered potential sensitizers only at the beginning of the production 
stage [10]. However, some cases of textile reactive dye allergic contact 
dermatitis after wearing clothes have been reported [11]. 

c)  Direct dyes: they are directly absorbed by the fibers in aqueous solutions [12]. 
Two types of direct dyes are differentiated: acid dyes are salts of sulfuric or 
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carboxylic acids which precipitate on the fiber. They are used in nylon, wool and 
animal fibers. Basic dyes are ammonium salts or complexes formed by zinc 
chloride and amines. They are used in natural fibers such as cotton [13]. 

 
Table 1. Dyes classification according to their chemical structure 

 
Dyes chemical structure 
AZO  Anthraquinone  
 Disperse yellow 3  Disperse Blue 1 

Disperse yellow 4 Disperse Blue 3 
Disperse Red 1 Disperse Blue 7 
Disperse Red 17 Disperse Blue 26 
Disperse Red 19  
Disperse Red 137 Disperse Blue 35 
Disperse Orange 1 Disperse Red 11 
Disperse Orange 3 Disperse Red 15 
Disperse Orange 76 

Disperse Black 1 

Disperse Black 2 Metilamino-4-(2-
hidroximetilamino 
antraquinona) 

p-amino-acetianilida-p-
cresol 
Disperse Blue 106 
Disperse Blue 124 Vat Green 1 
Disperse Blue 102 Acid Black 48 
Disperse Blue 85  
Acid Yellow 23 Azine Basic Black 1 
Supramide Yellow   
Supramide Red   
Basic Red 46   

 
Disperse dyes are the most frequent sensitizers among textile dyes (Disperse blue 106 

and disperse blue 124), followed by the reactive dyes. Acid, direct and basic dyes are less 
common sensitizers [12]. 

Two concepts must be differentiated: staining action occurs when a coat of liquid dye or 
tint is used to penetrate the surface of a material and impart a rich color. In contrast, dyeing 
process gives color to materials by soaking in a coloring solution. Dyeing techniques usually 
ensure that the appropriate dye goes into the appropriate component of the blend, but if 
dyeing is carried out incorrectly, the dye may stain the fabric. This portion of the dye might 
have poor fastness on the fiber and would leach easily in washing or in wear, particularly in 
the presence of perspiration. Moreover, in dye-houses, unsuitable dyes may be used as a 
shading component for final color adjustments on any type of textile, this fact may induce 
releasing between the dye and the fabric, with an increased risk of dye allergic contact 
dermatitis [13]. 

Several dyes have a high percentage of cross-reactivity due to their close structural 
similarity [2]. There is cross-reactivity between multiple azo disperse dye sensitization and 
cross-sensitization between azo dyes and paraminophenylenediamine compounds [3, 11, 14]. 

Most dyes are used in combination; red, blue and yellow dyes are commonly combined. The 
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industry standard “best practice” for navy or black is to choose a dye close to the color 
required and then to add shading components to achieve the required match [13]. 

 
 

4. COUPLING AND FIXERS AGENTS 
 
These agents are used to reduce the loss of dye from the dyed fabric during the washing 

process. Tinofix S ® and Naphtol AS belong to this group, however these agents rarely cause 
contact dermatitis, being Naphtol AS (3-hydroxy-2-naphthalinide, 3-hydroxy-2-naphthoic 
acid anilide) more sensitizer than Tinofix S [1]. Naphtol was first reported as a cause of 
pigmented contact dermatitis in textile worker in Mexico in the 1970s. It was identified as the 
cause of hand dermatitis in a needlewoman probably occupationally sensitized from clothes, 
and occasionally in other cases of textile dermatitis [15]. 

 
 

5. FINISH PRODUCTS 
 
Finish products are used to impart wrinkle resistance during wear and laundering. They 

can also facilitate bleaching and dyeing, make fabrics waterproof, non-shrinkable, and moth-
proof; they can ameliorate nylon and make it electrically antistatic. They give textile body, 
and improve their quality, touch, and appearance [16]. Finish products are the second most 
common textile sensitizers; they are used in natural and mixed fibers. Resins belong to this 
group, being Kaurit and Fix the most allergenic formaldehyde resins.1 Formaldehyde resins 
are also named durable-press resins or permanent-press resins [17]. The cause of textile-resin 
dermatitis is usually free formaldehyde released from the resin which links to the skin, 
producing contact dermatitis. Formaldehyde resins rarely cause occupational disease; it has 
been scarcely documented in the literature in the past 30 years. However, cases of 
occupational allergy associated primarily with uniforms (water-resistant laboratory coats, zip-
up greens worn by machinists and military wool garments) are still being described. There are 
also many individuals who own old clothes (including vintage clothes), which are expected to 
release higher levels of free formaldehyde. Finally, cotton upholstery may contain old textile 
resins that release higher amounts of free formaldehyde, and direct contact of skin with such 
furniture is an important source of potential contact allergy [16, 18]. 

The types of formaldehyde resins used in durable-press fabrics can be classified into 
high, medium and low formaldehyde releasers [16, 19, 20]. Based on this fact, two different 
chemical agents have been used:  

 
I. Urea-formaldehyde and melamine/formaldehyde products: urea-formaldehyde resins 

are derived from the polymerization of urea and formaldehyde with a curing agent 
and melamine/formaldehyde resins result from the condensation of formaldehyde 
and melamine. They were used until 1950s and they belong to high formaldehyde 
releaser resins group. Therefore, contact dermatitis due to formaldehyde present in 
textiles was commonly reported until that date, especially in Europe (1950 and 
1960s), being the most frequent sensitizers in textile dermatitis at that time [16, 19]. 
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II. (ii)Cyclic urea derivatives: Formaldehyde-containing finishes. During the 1960s and 
1970s, concern about formaldehyde encouraged development of cellulose cross-
linking finishes with low free formaldehyde levels and later products completely 
formaldehyde free. The current textile finish resins are the cyclized urea derivatives, 
because they release small amount of formaldehyde, being less sensitizers than the 
other group [16]. 

 
Formaldehyde-free finishes. This group do not contain formaldehyde, the best known of 

them is 1,3-dimethyl-4,5-dihydroxyethylenurea. It has, however, a poor cost performance 
ratio, which is a reason for a relatively small market penetration. Another reason is that a 
completely formaldehyde-free finish is not so commercially important since the advent of the 
ultralow formaldehyde products [16]. 

Miscellaneous cross-linking agents: other chemical cross-linking agents used to provide 
durable press properties to cellulose include diglyoxal urea, carbamate derivatives, 
diepoxides, diisocyanates and polycarboxylic acid systems. However, due to either high cost 
or limited technical advantages, they are nowadays poorly used in the industry. Sometimes 
they are contained as minor components or mixtures for special effects [16]. 

Although, since 1960, textile industry began to use low formaldehyde releaser resins, 
clothing dermatitis cases continued increasing, perhaps in consequences to the widespread use 
of textile dyes, which are the most frequent textile sensitizers [16, 19]. 

 
Table 2. Examples of international limits for formaldehyde in  

clothing and other textiles (ppm) 
 

Country Infants and 
babies 

Textiles in direct 
contact with the skin 

Textiles not in direct 
contact with the skin 

Australia 30 100 300 
Austria Textiles that contain 1500 ppm or above 

must be labeled 
<300 

China <20 <75 <300 
Finland 30 100 300 
France 20 100 400 
Germany Textiles that contain 1500 ppm or above 

must be labeled 
 

Japan Not detectable 75  
The 
Netherlands 

 120  

New Zealand 30 100 300 
Norway 30 100 300 

 
There are few studies of the prevalence of durable press chemical finishes. In North 

America, prevalence rates in the 1990s range from 5 to 7.2%. Since 2001, the rates are stable 
at a level slightly over 2% [20]. In Israel, the prevalence is around 6% [2]. The frequency of 
reports of formaldehyde textile dermatitis from Scandinavian countries is sharply contrasted 
to the scarcity of such reports from USA. Suggested explanations were the extensive use of 
formaldehyde antiperspirants in Scandinavia but not in the USA, lower amounts of free 
formaldehyde in clothes in the USA, and more thoroughly washing the clothes by American 
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manufacturers before they were sold (the potential for formaldehyde-release from resins 
usually decreases with the number of washes) [16, 19]. Some countries have legally limited 
the formaldehyde content of textile products to reduce the risk of contact dermatitis and other 
adverse effects among their populations. Japan was the first in 1973 (which led to a sharp 
decrease in the prevalence of sensitization to formaldehyde in the years thereafter), followed 
by Finland. Other countries with legal limitations include China, Norway, France, Japan and 
the Netherlands [16]. The regulations differ, but usually garments for babies and infants 
should contain < 20-30 ppm formaldehyde, for clothes in direct contact with the skin a 
maximum of 75-100 ppm, and for clothing and textiles without direct skin there are upper 
limits of 300-400 ppm formaldehyde in textiles (Table 2) [16]. 

 
 

6. COMPLEMENTS 
 
Agents such as rubber, adhesives, nickel, chrome used in the manufactured of 

complements (buttons, zip, buckles…) may cause contact dermatitis.1 Contact allergic 
reactions due to rubber components in textiles are exceptional, despite of their widespread 
use. However, some cases of contact dermatitis caused by different components of rubbers 
have been described, such as mercaptobenzothiazole contained in the rubber bands of the 
socks or bikinis. Moreover, water and sweat might have solved mercaptobenzothiazole 
molecules, prompting the link between the allergen and the skin, eliciting contact textile 
dermatitis [21]. 

 
 

7. DETERGENT 
 
When fabrics are not properly rinsed after washing, detergent residues may remain in the 

fabric. However, biocides, bleaching agents and detergent residues are a rare cause of contact 
dermatitis [17]. Moreover, the exposure to fragrance allergens used in laundry products and 
associated with washed fabrics, even under exaggerated exposure conditions, seems highly 
unlikely to be a cause of the induction of sensitization [22]. 

Many clinical manifestations of textile dermatitis have been described. Typical clinical 
presentations are acute or chronic dermatitis, patients are usually affected by erythematous 
patches, associated or not with fine desquamation [2, 4] (Figure 1 and 2). No correlation has 
been found between specific clinical patterns or distribution of the lesions and the type of 
sensitizing allergen [2]. 

The distribution of the dermatitis is often widespread, usually corresponding to areas that 
come into contact with clothing. Often, the dermatitis is worse in areas with increased friction 
and sweating. In men, this is often the collar area on the neck. In women, this includes the 
axillary folds and suprapubic area. In both sexes the waistband area, buttocks and extremities 
mainly the inner, thighs or popliteal fossae, are commonly involved [12]. Less frequently, the 
lesions appear in hands, face, genital area and soles [2, 4]. Foot dermatitis is often assumed to 
be caused by shoes, and patch testing to dyes in socks is not always performed [13]. 
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Figure 1. Acute dermatitis affecting the trunk.  

 

 

Figure 2. Example of chronic dermatitis. 

Unusual forms can also be seen:  
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(i) Purpuric lesions, extravasation of blood from cutaneous vessels into skin or mucous 
membranes results in reddish-purple lesions included under the term purpura [23]. Purpura 
related to hypersensitivity to textile dyes and resins has been described (Figure 3) [4]. 

 

 

Figure 3. Example of purpuric lesions in the legs. 

 
(ii) Papular lesions: a papule is a solid, elevated lesion less than 0.5 cm in size in which a 

significant portion projects above the plane of the surrounding skin [23]. Papular lesions have 
been described due to hypersensitivity to formaldehyde and disperse blue dye (Figure 4) [4].  

 

 

Figure 4. Example of rash papular. 
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(iii) Pustulars lesions: a pustule is a circumscribed, raised cavity in the epidermis or 
infundibulum containing pus [23]. Pustulars lesions may be due to dyes and resins (Figure 5) 
[4]. 

 

 

Figure 5. Pustulars lesions in the leg. 

(iv) Hyperpigmented patches: are atypical manifestations of textile contact dermatitis 
occasionally described.  They have been related to hypersensitivity to disperse dyes and to an 
azo dye coupling component agent, Naphtol AS (Figure 6) [4]. 

 

 

Figure 6. Hyperpigmented patches in the back. 

(v) Urticaria: the lesions are due to swelling of the skin that is characteristically 
evanescent, disappearing within hours (Figure 7) [23]. 
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Figure 7. Urticarial lesiones in the abdomen. 

(vi) Erythema multiforme-like lesions: it is a localized or widespread eruption formed by 
redness plaques. It may be an atypical manifestation of hypersensitivity to disperse dyes 
(Figure 8) [4]. 

 

 

Figure 8. Erythema multiforme lesions in a child.  
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(vii) Contact depigmentation from the textile dyes has been reported (Figure 9) [4]. 
 

 

Figure 9. Example of depigmentation in the back. 

(viii) Pruritus and excoriations are a rare form of hypersensitivity to textile dyes and 
resins [4]. Excoriations are surface excavations of epidermis that result from scratching and 
are frequent findings in patients experiencing pruritus (Figure 10) [23]. 

 

 

Figure 10. Excoriations and eczema patches in a patient. 

(ix) Nummular-like lesions: these lesions are well-demarcated, coin-shaped plaques form 
from coalescing papules and papulovesicles (Figure 11) [23]. 
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Figure 11. Nummular eczema in a patient.  

(x) Lichenification: repeated rubbing of the skin may induce a reactive thickening of the 
epidermis, with accentuated markings, which may resemble tree bark. Lichenified plaques 
may also show signs of scratching, such as excoriations and crusts (Figure 12) [23]. 

 

 

Figure 12. Example of lichenification in a leg. 

(xi) Erythroderma is a generalized deep redness of the skin involving more than 90% of 
the body surface within days to weeks (Figure 13) [2, 4, 23].  

 

 

Figure 13. Example of erythroderma in the back. 



Araceli Sánchez-Gilo, Enrique Gómez de la Fuente, Marta Andreu Barasoain et al. 502 

Airborne contact dermatitis can have an allergic and irritant origin; chlorothalonil-treated 
fabrics should be used in open spaces or with sufficient ventilation and industrial vacuum 
cleaning at the source of the exposure [24]. Moreover, work related respiratory symptoms are 
not uncommon among dyehouse workers. Reactive and disperse dyes can cause rhinitis, 
asthma, bronchitis and conjunctivitis [14, 25]. 

When textile dermatitis assumes atypical appearance, the diagnosis may be delayed. 
Being familiar with textile contact dermatitis is important, because it allows a faster and 
precise diagnosis of clothing-related contact dermatitis [4]. 

The diagnosis is based on the clinical findings and confirmation with patch-test which is 
the gold standard method for the diagnosis of allergic contact dermatitis. The patch test 
determines if a specific substance causes allergic inflammation of the skin. It is intended to 
produce a local allergic reaction on a small area of the back where the diluted chemicals were 
applied. When the skin is exposed to an allergen, the triggered inflammatory response causes 
a reaction on the skin. The patch test is applied on the back of the patient for 48 hours, and the 
results are read in 96 hours. In order to avoid false negative reactions, late readings at day 7 
are recommended, particularly if a special metal series is tested. The patch test is positive if 
we find an inflammation in the skin localized in the area where the allergen was applied 
(Figure 14). Between positive reactions, we may distinguish irritant from allergic reactions, 
the first ones usually improve between 48 and 72 hours after first reading, and allergic 
reactions worsen. However, it is very difficult to differentiate a mild allergic reaction from a 
mild irritant reaction. Negative results occur when we do not observe any lesions on the skin 
after 96 hours after allergen application. Relevance establishes the existence of the causal 
relationship between the positive test and the dermatitis and it is rated as definitive, probable, 
possible, past or unknown. 

 

 

Figure 14. Positive result in patch test. 

The chemicals included in the patch test kit are the offenders in approximately 85-90% of 
contact allergic eczema. The International Contact Dermatitis Research Group was formed in 
the late 1960s from an amalgamation of European organizations to coordinate and standardize 
patch testing worldwide. This organization inspired the formation of a domestic group, the 
North American Contact Dermatitis Group (NACDG), which became active in the validation 
and efficacy studies needed to gain Food and Drug Administration (FDA) approval for 
commercial patch testing. The most common test used for ACD screening today and the only 
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FDA-approved patch test is the Thin-Layer Rapid Use Epicutaneous (T.R.U.E.) Test (Table 
3). Since the 1980s, the NACDG has worked to study and test new allergens suspected in 
eliciting ACD and now, it has 65 allergens.  It has been demonstrated that NACDG series 
detects all the allergens in 65% of patients and at least one allergen in 90% of patients, so it is 
more effective than the commercially available T.R.U.E. Test. Moreover, it is possible to 
apply allergens from different specific batteries [26]. 

 
Table 3. Standard Spanish serie 

 
l.  Nickel sulphate  16. Black rubber mix  

2.  Wool alcohols 17. Kathon CG  

3.  Neomycin sulphate  l8. Quaternium 15 

4.  Potassium dichromate  l9. Mercaptobenzothiazole-kathon 

5.  Caine mix 20. p-Phenylenediamine 

6.  Fragance mix 21. Formaldehyde  

7.  Colophony 22. Mercapto mix  

8. Epoxy resin 23. Thiomersal 

9. Quinoline mix 24. Thiuram mix 

9. Thiuram mix 25. Diazolidinyl urea 

l0. Balsam of Peru 26. Imidazolidinyl urea 

ll. Ethylenediamine dihydrochloride  27. Budesonide 

l2. Cobalt chloride 28. Pivalate 21 

l3. p-t- Butylphenol formaldehyde resin 29. hydrocortisone butyrate 17 

l4. Parabens  30. Mercury 

15. Carba mix  31. Lactones 

 
We must consider that many allergens are not included in the different specific batteries, 

such as textile dye battery. For this reason, textile contact dermatitis may remain undiagnosed 
and underreported [27]. However, p-amino-phenylenediamine (C6H4(NH2)2), which 
historically has been considered to be a screening allergen for textile dye dermatitis, is 
included in most baseline patch test series. Despite we may observe cross-reactivity between 
multiple azo and p-amino-phenylenediamine compounds; it is not a good marker for textile 
dyes allergy [28].  Although studies are limited, disperse blue 106 and 124 may serve as good 
screening allergens for dye textile allergy, with positive reactions in approximately 80 and 
57% of dye-related cases in two separate reports [12]. Several dyes have a high percentage of 
cross-reactivity due to their close structural similarity such as disperse blue 106 and 124 and 
azo compounds [2, 3, 11, 14]. One person may be sensitized for several dyes, because most 
dyes are used in combination with other dyes [13]. 

Formaldehyde and some resins are included in T.R.U.E. Test and in standard series. For 
example, the NACDG series includes three resins which may allow the diagnosis of contact 
dermatitis to finish products.  

The treatment of contact dermatitis to textile consists of topical or systemic 
corticosteroids according to the seriousness of the lesions. Textile contact dermatitis can be 
generalized or localized; the generalized contact dermatitis to clothing is a severe condition, 
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which might require systemic corticosteroid treatment. The localized distribution includes 
areas of friction or contact with the sensitizer allergen, this form improves with topical 
corticosteroid treatment. The time of full recovery after discontinuing the exposure to the 
allergen is about 20 days [2]. 

 In addition, the following procedures should be followed: preventing the offending 
allergen or irritant source, wearing 100% natural based fabrics, use of loose fitting clothing, 
and avoidance of synthetic spandex, lycra, acetate, polyester fibers and nylon. It is 
recommended washing clothes three times before wearing them the first time [2]. 

 
 

CONCLUSION 
 
The use of clothing is a universal fact. They are composed by textile fibers, coupling and 

fixer agents, finish products, dyes and complements. These materials can cause a contact 
dermatitis and among them dyes are the most common sensitizers, being disperse dyes the 
most frequent, followed by reactive dyes. Finish products are the second most common textile 
sensitizers, although they were the most frequent sensitizers in the past. 

Dyeing techniques usually ensure that the appropriate dye joins the adequate fiber. If 
unsuitable dyes are used on any type of textile, a release between the dye and the fabric is 
produced, which consequently increases the risk of dye allergic contact dermatitis [13]. Some 
cases of textile dye allergic contact dermatitis seem difficult to diagnose, due to the lack of 
up-to-date patch test series; this is further complicated by the continuous introduction to the 
market of new dyes, with chemical characteristics often inadequately specified for reasons of 
trade secrecy. A close relationship with the textile industry is necessary to obtain detailed and 
up-to-date information on newly introduced textile coloring agents [10]. 

The diagnosis of contact dermatitis caused by clothing may be difficult in some cases 
because of the wide spectrum of clinical presentations, including unusual clinical patterns and 
atypical localization, which could lead to a delayed diagnosis. Being familiar with the typical 
and unusual forms of textile contact dermatitis allows more rapid and precise diagnosis of 
clothing-related contact dermatitis, which is not uncommon [4]. 

Different textile components may cause respiratory and other general problems among 
dyehouse workers. Patients with work related symptoms probably have an increased tendency 
to change occupation or stop working and this fact may influence in the economy of the 
country [25]. 

Some countries have legally limited the formaldehyde content of textile products to 
reduce the risk of contact dermatitis and other adverse effects among their populations [16]. 
The European Union, through Directive (2002/61/EC) to restrict the marketing and use of 
certain dangerous substances and preparations (azo colorants) in textile and leather products, 
has taken the worldwide lead in restricting some dyes as a result of their carcinogenic nature. 
It is important to be vigilant for new and unexpected sources of allergens from textiles [29]. 

Because of the public health legislation in the European Union, the prevalence of textile dye 
dermatitis and durable-press finishes has probably decreased more quickly in the European 
Union than in the USA [18]. 
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ABSTRACT 
 

Textile materials have many advantages which make them useful for clothing and 
technical applications. They can be used in different forms, be permeable to air or fluids 
if needed, and additionally textiles have good mechanical parameters. They have a large 
surface in comparison to their mass. In many cases they offer a solution to problems, 
which are beneficial in terms of price and given application parameters. That is why 
surface modification, significantly increasing the range of textiles’ applications, is an 
important research topic in textiles materials. Systematically grows a need to produce 
new materials or products with improved characteristics. In this chapter the latest 
methods which improve surface properties in a more effective way than conventional 
were described. 

One of the newest methods of textile surface modification is the layer-by layer 
method. Initially this method has been used for different materials than textiles; however 
it is currently implemented in the textile industry. The use of multilayered polymeric 
films offers the possibility of creating new type of materials with great levels of 
reproducibility and controlled architectures. Fundamental and representative methods 
used for textile surface modification on the basis of layer-by-layer method were 
characterised. Theoretical assumptions, textile characteristic and practical conditions 
were discussed. Methods for specific applications were analysed as far as application and 
difficulties in their usage are concerned.  
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1. LAYER-BY-LAYER METHOD 
 
The synthesis of thin, mainly organic layers containing functional groups, designed for 

modifying the surface properties of different objects, is now the subject of a wide interest [1-
15].  

The most important principle of the layer-by-layer (lbl) method consists in alternately 
depositing oppositely charged layers of polyelectrolytes, which react between themselves 
owing to electrostatic forces. Nanolayer films are usually deposited using solution 
concentrations of several milligrams per milliliter. The adsorption step is followed by a 
rinsing or an excess removal procedure. The rinsing stage is used to avoid contamination with 
the next adsorption solution and to remove weakly adsorbed molecules. The coated material, 
which now posses an outer layer of a polyelectrolyte, can now adsorb an opposite layer. The 
strong electrostatic attraction is the dominant factor in the adsorption of polyions. Multilayer 
structures may be composed of polyions, charged molecular substances or colloidal objects. 
Adsorption times per layer vary from minutes for polyelectrolytes to hours for some colloids. 
Operational factors such as: electrolyte concentration, ionic strength, temperature, adsorption 
time, rinsing and drying time may also influence the nanolayer structure and its thickness.  

The creator and pioneer of this method was Gero Decher who published a series of works 
describing this technique in the nineties of the 20th century [1-6]. Since then such method has 
been investigated by different researchers [7-11] and by Decher himself [12-15]. By using 
such type of modification it is possible to obtain products that combine the properties of the 
main object with the superficial parameters of a new external layer. Through an appropriate 
selection of the layer to be deposited one can very precisely control the surface properties of 
the given product adjusting them to concrete requirements and needs.  

Appropriate electrolyte or polyelectrolyte nanolayers can be deposited on various flat 
surfaces such as mica [16-17], glass [6, 13, 18-20], quartz [6], gold [21], titanium [22], silicon 
[15, 18, 23-25], pigment particles [26], polymeric membranes [25, 27-28], microspheres [29], 
or finally fibres and textiles.  

The lbl method has greatly increased in popularity due to its simplicity and the fact that 
not only polyelectrolytes but also almost any type of charged nanomoieties can be used to 
create the nanolayers in a controlled way. The adhesion of the layer to the base substrate is 
more dependent on the properties of the polymer than on those of the substrate. 

There are no formal limitations with respect to substrate topology; nanolayers have been 
created on objects of various sizes.  

In general the lbl technique exhibits several advantages over similar surface modification 
methods leading to the production of multilayered films. The main advantage is that a wide 
variety of different materials can be used to prepare a multilayer structure, hence creating 
really multicomposite films. Another advantage of the lbl adsorption is that film architecture 
is almost completely determined by the deposition conditions.  

 
 

2. APPLICATION OF THE LAYER-BY-LAYER METHOD FOR TEXTILES 
 
The surface of textile materials is much different in comparison with the standard 

materials used for lbl modification. In case of foil, mica, gold, glass, etc., the modified area 
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Every object interacts with surroundings through intervention of its surface. Therefore 
changes in its structure and character play a particular part in the modification process of 
structure and properties of a textile fabric. The lbl deposition process has no limitation on 
substrates, thus even textile substrates with nonplanar surfaces are suitable for this technique. 
The modification of fabric surface by the lbl method results in multi-component materials 
with complex structure and precisely selected properties. Initially, this method was used for 
other types of materials than textiles but now its implementation in the textile industry is in 
progress. 

The first step of textile modification with the lbl method is activation, thus forming 
functional groups on the outer surface, whose purpose is to attach the first layer. The 
activation process may be carried out by a chemical reaction using appropriate reagents or 
surface grafting. These processes are usually carried out in a liquid environment, most often 
in an aqueous solution.  

The process of layers deposition on fiber or fabric surface by the lbl method has been 
preliminary described in the scientific literature only in recent years [7, 24, 28, 31-39].  

The deposition of layers on the surface of a single straight fiber from regenerated 
cellulose (rayon) placed on a silicon plate is reported in [24]. Partially acetylated poly(vinyl 
alcohol) and cationic partially acetylated poly(vinyl alcohol) were used as modifiers (Figure 
1).  

 

 

Figure 1. Synthesis of partially acetylated PVA and partially acetylated PVA: 1. Reaction PVA and 
acetaldehyde, 2. Cationisation of PVA [24].  
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A thermo-sensitive material was obtained and its topography was examined by the AFM 
technique. It has been observed that the lbl modification changes the roughness of fiber 
surface and the heating of modified samples at a temperature of 60oC causes the deposited 
particle to agglomerate. Depending on the type of the last layer, the fiber properties become 
more or less hydrophilic. Partially acetylated PVA shows small negative charges because of 
the residual hydroxyl group. Cationisated derivative shows positive charges in neutral 
aqueous solution. The modified polymer can be used for a wide variety of applications such 
as sensors, switches, and recording materials.  

Wang and Hauser [28] applied the lbl technique to modify the surface of cotton fabric 
using poly(4-styrene sulfonate) (PSS) and poly(diallyldimethylammonium chloride) (PDDA) 
(Figure 2).  

 

 

Figure 2. Chemical structures of: 1. PSS, 2. PDDA, 3. Direct Red 80 and 4. Methylene blue [28]. 

Dyeing tests of the fabrics after lbl deposition with anionic Direct Red 80 and cationic 
Methylene Blue (Figure 2) show regular and observable changes in terms of color depth (K/S 
value). Assessment of the variation of surface electric property of the cotton substrate 
depends on the alternate fabrication of PSS and PDDA on it. The authors observed a linear 
increase in UV absorbance at 226 and 261 nm of treated cotton fabrics. The layer-by-layer 
multilayers could be controlled by UV spectra monitoring of assembled cotton specimens. On 
the other hand attenuated total reflectance Fourier Transform Infrared Spectroscopy (ATR 
FT-IR) spectra did not show any identifiable differences between cotton substrates with and 
without polyelectrolyte deposition. 
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nonwoven. Authors made quantitative tests of bacteriological activity of the modified woven 
fabric and nonwoven showed both bacteriostatic and bactericidal activities. The most 
effective activity against Escherichia coli are the modifications leading to the formation of 
quaternary ammonium salts. 

The electrokinetic properties of polypropylene nonwoven modified using lbl method 
were the main subject of paper [43]. Polyelectrolytes such as PAA and PAH with opposite 
charges have been deposited on a polypropylene surface previously grafted with acrylic acid. 
It has been found that there is a direct relation between the type of polyelectrolyte layer 
deposited on a nonwoven surface and the electrokinetic properties of this fabric. Based on the 
results obtained, it was concluded that the deposition of succeeding polyelectrolyte layers 
fails to provide a complete coverage of the modified surface. It was also concluded that the 
result of electrokinetic potential measurement is not affected by the molecular weight of 
polyelectrolyte and the value of Zeta potential depends exclusively on the type of the top 
layer rather than on the substrate, on which the layer is deposited. 

Nonlinear polyelectrolyte structures of well defined comb polymers consisting of 
branched homo poly(ethylene imine), or poly(ethylene imine) with grafted poly(2-ethyl-2-
oxazoline), having different degrees of polymerization and branches have been deposited 
using a layer-by-layer technique on a polypropylene nonwoven [44]. The surface properties 
of the materials have been analyzed by FTIR and XPS spectroscopy. Changes in the surface 
structure have been studied by employing electrokinetic and electrostatic measurements. The 
deposition of the polyelectrolytes increased the thermal stability of the nanomaterials and 
enabled the absorption of copper ions from solution. 

The deposition of polyelectrolyte layers (PAA and PAH) by the lbl method significantly 
strengthens the thermal resistance of the modified fabric [45]. The effect is connected with 
the type and number of deposited layers. Thermal effects were also observed in both dynamic 
and isothermal analyses under air atmosphere. The authors suggest that these effects are due 
to the formation of a barrier by the deposited layers that insulates the main polymeric matter 
from oxygen access. 

Additionally some papers recently published details new methods of lbl assembly with 
reduced deposition times and improved layer uniformity [46, 47]. Kim et al. [46] described a 
new technique for lbl deposition, which makes use of the standard lbl process and fluidic 
devices. In this procedure the multilayer structure can be produced in 90 s of processing time. 
In paper [47] the substrate is vertically oriented and polyelectrolytes are simultaneously 
sprayed on the surface. The new material position leads to continuous drainage and helps 
removing any substance that is not fixed on the surface. This technique does not include a 
drying step and can improve the uniformity of the film.  

 
 

CONCLUSIONS 
 
The use of multilayered polymeric films offers the possibility of creating new type of 

materials with great levels of reproducibility and controlled architectures.  
To sum up the use of the lbl method for the modification of textiles, one should notice 

that according to the literature data this kind of modification has been just initiated. So far, 
only the basic methods for the confirmation of deposition on narrowly selected objects have 
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ABSTRACT 
 

Several haute couture contemporary textiles from museum collections exhibit serious 
conservation problems due to the high complexity of materials and production methods 
used in their conception. Conservation of contemporary textiles with new materials and 
production methods requires scientific research into the identification of materials and 
new conservation techniques. This was the case of the spectacular golden coat made by 
the French fashion designer Jean-Paul Gaultier, currently in MUDE (Museum of Fashion 
and Design), in Lisbon. The coat is an excellent example of Gaultier’s eclectic selection 
of materials and technical versatility. It was created with a golden combined textile, with 
several attached golden polymeric and glass materials. Despite the importance of this 
piece, little information was available in the archives of MaisonGaultier. In order to 
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understand the creative processes and identify the coat’s materials that could provide 
important information for the stabilization and treatment of the piece, an interdisciplinary 
research was carried out. 

Characterization of the coat’s materials with several analytical techniquesrevealed 
that the golden combined textile was apoly(ethylene terephthalate) canvas covered with 
apoly(dimethylsiloxane) (PDMS) layer and a yellow brass pigment hand-stitched to a 
yellow silk lining. The golden coat exhibits several pathologies, namely oxidation of the 
brass pigment and a significant deterioration of the PDMS layer due to humidity action. 
Indeed, the cohesion and adhesion properties of the PDMS layer are fragile inducing 
considerable material loss of the attached materials. The consolidation of the PDMS layer 
as well as its protection from a humidity environment was considered fundamental to 
stabilize the degradation of the golden coat. 

With a similar PDMS chemical nature, sol-gel silica was considered a potential 
candidate for a coating application in order to enhance the PDMS properties.Silica sols 
were prepared by the sol-gel method with tetraetoxysilane using ethanol, water and an 
acid and/or a base as catalyzers. Different additives were used to improve the PDMS 
properties such as hydrofobicity, flexibility and adherence. The films containing SiO2 
were applied to test samples. Homogeneous thin films with few micro-cracks were 
obtained using spin coating and vapor-spraying on the film deposition. Moreover, 
minimal differences in pH and color were observed. The contact angle value improved 
slightly, indicating that the films exert in some extent a protection against the humidity. 
Further work is necessary to optimize the silica sol-gels process at room temperature and 
ensure that the film application will not change other coat properties. 
 
 

2. INTRODUCTION 
 
Currently, the conservation issues raised by contemporary haute couture from museum 

collections are quite challenging. Creators are eager to experiment with new materials and 
technologies in order to give form to their ideas. Their main interest is the expressive 
potential of these materials which are used to create ephemeral models to be shown in 
catwalks and not exactly to join a museum collection. Thus, despite their relatively young 
age, sometimes less than thirty years, these haute couture models, like what happens to other 
contemporary works of art, usually reveal substantial conservation problems. Many modern 
materials are quite unstable and will rapidly deteriorate [1]. On the other hand, the usual 
conservation materials and techniques that are used on traditional works of art are often 
inappropriate for contemporary haute couture. Therefore, in order to preserve these pieces 
along to future generations, it is essential to design a methodology in which art-historical and 
technical research can provide the information to develop a conservation project. When 
working with an object of a living artist, the research method should have specific features. 
First, it is crucial to identify and characterize the creative process that was in the origin of the 
work. A survey of the published material, including historical sources, criticism and 
interviews should be the first step. Departing from that, it is possible to identify technical 
training, main influences of the artist and general creative processes behind his/her oeuvre. 
This information also constitutes a starting point to develop a script to interview the artist as 
well as other persons involved in the materialization of the work, namely assistants, curators 
or other collaborators. This detailed art-historical and technical study should be accompanied 
by research into the materials, using analytical techniques. It is important to understand the 
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materials used in works of art and the way in which these materials react with one another, 
with environmental conditions, and with conservation treatment in order to understand as 
comprehensively as possible the factors that govern their behavior and stability, and those that 
could contribute to their deterioration[1]. 

After this thorough study, it is possible to design an adequate plan for preserving haute 
couture from museum’s collections to next generations. This is an extremely complex task 
that requires expertise and experience in a wide range of disciplines, bringing together 
curators, art historians, conservators, designers, conservation scientists, chemists, etc.  

The Design and Fashion Museum of Lisbon (MUDE, Portugal) holds a collection 
(Francisco Capelo collection) with more than 1,000 design and 1,200 fashion pieces, mostly 
haute couture. The collection portrays the history of design and fashion from 1930s until 
today, being one of the most important collections in Portugal and in the international scene 
from this period.This renowned collection range from furniture to small everyday objects, 
both unique and mass-produced.They reflect the 20th century’s major design trends and 
movements, revealing the look of each decade. MUDE’s collection is also a reflection of 
social developments, cultural transformations and outlooks in which the transformations in 
cutting techniques, research in new fabrics and materials, stylistic trends and the revolution of 
the silhouette may be observed. Most of the objects combine styles and materials, including 
handicrafts, luxury and minimalism, high-tech and recycling. In the fashion collection, it is 
noticeable the breakdown of the traditional barriers between ready-to-wear clothes, street 
clothes and haute couture as new stylists and design studios use elements from all these 
categories. 

From this collection, a spectacular couture golden coat made by the French fashion 
designer Jean-Paul Gaultier, with several unstable pathologies, was selected to perform a 
detailed study and a conservation project. Jean Paul Gaultier (b. 1952) has been at the 
forefront of fashion for over twenty years. He is now considered one of the most significant 
designers of our time. Famous for having brought high fashion to the masses and street style 
to the catwalk, Jean Paul Gaultier has an unrivalled ability to create a harmonious balance 
between the radical and the traditional. Gaultier never received formal training as a designer 
but he worked in important couture houses like Pierre Cardin (1970 and 1974-75), Jacques 
Esterel (1971) and Jean Patou (1972-74) where he acquired skills and technical knowledge. 
Since his first collection, in 1976, Jean Paul Gaultier's have drawn inspiration from eclectic 
sources, from French cultural icons to the London street scene. His first Haute Couture is 
from 1997, the year he opened his own couture house, becoming the second designer in three 
decades to create couture under his own label [2].  

The luxurious kimono style coat selected for this work (MUDE.M.D0040) was an 
important piece of 99/2000 Autumn/Winter Gaultier’s collection (Figure 1). In fact, it was the 
last piece to be shown in the catwalk right before the wedding dress that usually closes the 
show. The coat is an excellent example of Gaultier’s eclectic selection of materials and 
technical versatility. It is a large and heavy, ¾ length coat (1.08 × 0.68 × 0.02 m, circa 4 Kg), 
with kimono sleeves and two pendant flaps. It was created with a golden combined textile, 
latex façond’or, displaying a wide range of textures with several attached golden polymeric 
and glass materials. 
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PDMS surface. A second approach to the sol-gel production was studied by preparing a sol-
gel solutioncontainingn-octylamine, a surfactant agent used as a porosity template [17,18]. 
The main purpose of this surfactant is to improve the flexibility of the coating and avoid the 
film cracking. Another different methodology developed in this work, was the application of 
silicone nanofilaments obtained from trichloromethylsilane to create super-hydrophobic 
coatings [7]. 

In order to assess the final quality of the coatings, as well as their feasibility and 
application in the golden coat, different methods of applying the sol-gel solutions anddrying 
temperature of film (curing temperature) were investigated. 

 
 

3. EXPERIMENTALSECTION 
 

3.1.Materials Identification 
 

3.1.1. Samples 
Analyses in situ and in micro samples of the golden coat were performed. The micro 

samples were preferably taken in several detached elements from the golden coat or non-
visible areas under Leica KL 1500 LCD microscope, equipped with a 12x objective and a 
Leica Degilux 1 digital camera. 

Circa 30 micro samples from the PDMS and three micro samples from the plain-weave 
support of the PDMS coating were collected for FT-IR analysis; three samples from the 
PDMS layer and the lining textile with circa 0.5-1mg were taken for ICP-AES analysis and 
two yellow fiber samples from the lining, with circa 0.2 mg each, were selected for dye 
analysis with HPLC-DAD/MS. 

 
3.1.2. Instrumentation and Methods 

A detailed characterization of the materials present in the Gaultier’s golden coat using 
different analytical techniques was performed.  

FTIRwith a Nicolet Nexus spectrophotometer interfaced and a Continuum microscope 
was used to identify the organic materials of the golden coat. Spectra were obtained in 
transmission mode, using a diamond compression cell as described in [19]. Circa sixty in situ 
analyses of the coat and in some decorative elements were also performed using attenuated 
total reflectance [19] and µ-EDXRF. Mordant and metallic ions analyses were performed 
with a Horiba Jobin-YvonUltima ICP-AES [20] andusing aµ-EDXRFwith an ArtTAX 
spectrometer of Intax GmbH, with a molybdenum (Mo) anode, Xflash detector refrigerated 
by the Peltier effect (Sidrift), with a mobile arm[19]. Theexperimental parameters used were: 
40 kV of voltage, 300 µA of intensity, for 200 s.Circa 20 areas of the golden coat were 
submitted to color coordinate measurements (CIELAB system), with three measurements in 
each area,using a portable Datacolor international spectrophotometer with D65 illuminant and 
10º of observation angle, as described in [20]. The yellow synthetic dye present in the lining 
of the golden coat was extracted with the oxalic soft extraction method (oxalic acid (0.2M): 
acetone: water: methanol, 0.1:3:3:4, (v/v)) as reported in [21], prior to HPLC-DAD analysis. 
Dye characterization was performed with aThermofinnigan Surveyor HPLC-DAD system, 
using a RP-18 Nucleosil5µm particle size column (250 × 4.6 mm), with a solvent gradient of 
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4.3. Trying to Regain the Gaultier’sCoat Performance:  
Silica Sol-Gels Tests 

 
4.3.1. Testing the Efficacy 

The first step was to ascribe the sol-gels efficacy in obtaining films with good adhesion, 
cohesion and hydrophobic properties in which concerns the method of application and 
thermal treatment. 

 
4.3.1.1. Silica Sol-Gel Sols  

The different sol-gel solutions were all prepared using TEOS as silica precursor but 
containing different modifiers in their composition. The first solution contained only TEOS, 
the second and the third contained the TEOS and modifiers OTEOS and GPTS, respectively 
and, the fourth solution contained a surfactant (n-octylamine). The addition of the compounds 
OTEOS and GPTS to the sol-gel system is used to confer high water repellency. Furthermore, 
the existence of non-reactive organo-functional chains in these compounds are responsible for 
the enlargement of the pores and, thus for the improvement on the flexibility of the film. The 
addition of the surfactant n-octylamine to the sol-gel solution was also used to increase the 
flexibility of the film. The surfactant promotes a rearrangement of the pores of sol-gel 
network for a better adjustment to the substrate where it is applied [17]. 

The water repellency of the sol-gel is significantly influenced by the size of the carbon 
chain of alkoxysilane present in solution [14]. The introduction of OTEOS, an alkoxysilane 
with a larger chain than TEOS on the sol-gel solution could lead to an increase of the 
hydrophobicity of the film. However, this additive did not have a significant effect on this 
property when compared with the sol-gel without additive, for more details see next sections. 
The SEM image of the replica coated with this solution (Sol II, Table 3) by spraying 
application method, shows that the film is quite homogeneous with few micro-cracks, 
revealing a considerable cohesion and adhesion to the substrate. The addition of GPTS (Sol 
III, Table 3) to the silica solution also had no effect on the contact angle. From the SEM 
observation of the replicas applied by spin coating it is visible that the films cover the surface 
homogeneously. However a significant increase in the adhesion of the film was not observed. 
The results were similar to the previous one for the solution containing the surfactant n-
octylamine (Sol IV, Table 3). Apparently, the films with surfactant are relatively 
homogeneous and adherent as demonstrated by SEM images. However, the increase of 
flexibility was not as high as expected, since the films still present micro cracks on the 
surface and grooves. 

From the results obtained it may be conclude that it is possible to obtain sol-gels with a 
good adhesion to the PDMS surface and a reasonable cohesion. The flexibility of the films 
obtained need to be further improved probably with modifiers that contain larger alkyl chains. 
Indeed It were not noticed differences on the flexibility of films containing only TEOS (more 
glass nature) and those containing the modifiers with a polymer nature more close to the one 
of PDMS. Nevertheless, these properties are related with the method of application as it will 
be described below. 
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times of spraying, fairly homogeneous films were formed and detected even at microscopic 
level. Spraying for 2 minutes was considered the best option, since it has returned good 
results and for longer times (5, 10, 20 min) the spraying solution is affected by the difficulty 
of maintaining a continuous stream flow due to the rapid solution solidification.  

 
Table 4.Optical microscopy and SEM images for the replica samples  

before and after coating with sol-gels using different methods of application.  
The temperature of cure was 100ºC for all the tests 

 

Method of 
application 

Micro-photography 
Observations Optical 

Microscopy SEM 

Before coating 

  

Surface without cracks. 
White spots are dirt and the 
gray are pigments 
embedded in the PDMS 

Dipcoating 
N=2 
Sol I (TEOS) 

  

Very thick and brittle film. 

Spin coating 
Sol II 
(OTEOS), Sol 
III (GTPS) 
and Sol IV 
(surfactant) 

  

Homogeneous thin film 
with micro-cracks. Stretch 
marks are visible on the 
PDMS surface. The film 
formed with Sol II was 
heterogeneous and brittle. 

Spraying 
coating 
(20 min) 
Sol I (TEOS)  

- Homogeneous but thick 
film. 

Spraying 
coating 
(2 min) 
Sol I (TEOS)   

Thin homogeneous film 
with superficial micro 
fissures. 

 
Films obtained through both spin coating and spraying methods present some micro-

cracks formed during the cutting and handling the sample or by the thermal shock of the SEM 
electron beam. The presence of these micro-cracks indicates that perhaps the films have a 
reduced flexibility. In some areas near the cracks, the golden coat has stretched under the sol-
gel film. Nevertheless, detachment or flaking of the silica coating was not observed indicating 
that reasonably good adhesion properties were obtained in the films using spraying methods.  

The results obtained, suggest that both application methods, spin-coating and spraying 
method, can be used for improving the adhesion and cohesion of the PDMS coating from the 
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ABSTRACT 
 

The polymer-derived SiC fiber is one of the most important reinforcing materials for 
high performance ceramic matrix composites (CMC). Three generation of SiC fibers 
have been developed over the past thirty years. The first generation fiber produced was 
an amorphous SiC fiber, next was a low-oxygen content SiC fiber, and nearly 
stoichiometric SiC fiber was developed. In this chapter, the preparation method, 
microstructure, and performance of three generation fibers are reviewed here. The 
representative properties of these fibrous materials and their expected applications are 
described. 
 
 

1. INTRODUCTION 
 
Regarding inorganic fibers, glass fibers and carbon fibers are well known all over the 

world. In addition, alumina-silica fibers, single crystalline oxide fibers and silicon carbide 
fibers, which show excellent oxidation resistance at high temperatures in air, have been 
developed and commercialized except for single crystalline oxide fibers [1]. Of these, silicon 
carbide (SiC) fibers have made a lot of progress over the past thirty years. SiC fibers exhibit 
an excellent high-elastic modulus, high-tensile strength, and high-temperature stability, 
excelling over carbon fibers, and are expected to be used as extreme materials in the space 
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Figure 3. Proposed routes for formation of products based on methanol trapping experiment. 

An improved preparation for allyhydridopolycarbosilane (AHPCS), an allyl-substituted 
HBPCS, was subsequently developed by Star-fire Systems, Inc. and sold under the trade 
name SMP-10 [22]; it is currently of strong interest as a precursor to a SiC matrix for making 
ceramic composites. Xia et al prepared a novel AHPCS by a one-pot synthesis with 
Cl3SiCH2Cl, Cl2Si(CH3)CH2Cl and allyl chloride (CH2@CHCH2Cl) as the starting materials, 
and the compositions of this AHPCS could be tailored by controlling the amounts of the 
starting materials [23, 24].  
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Figure 4. Reaction sequences of AHPCS and EHPCS. 
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They found that the AHPCS was partially modified with 9-BBN via a conventional 
hydroboration. The molecular weight of the as-synthesized B-AHPCSs significantly increased 
over that of the parent AHPCS. As expected, the B-AHPCS retained its hyperbranched 
structure after the 9-BBN modification. The thermal properties of B-AHPCS were 
investigated by TGA and FTIR. The TGA indicated that the 1000°C ceramic yield of B-
AHPCS reached 75%, 15% higher than that of the parent AHPCS. The B-AHPCS underwent 
cross-linking, an organic-to-inorganic transition and a conversion of amorphous to crystalline 
SiC during the heat treatments. At high temperatures, the introduction of <1 wt. % boron 
significantly inhibited SiC crystallization. The 1800°C ceramics derived from B-AHPCS 
were found to be significantly denser than that from AHPCS [25]. 

Polymer cross-linking prior to pyrolysis, conventionally by heating the polymer in 
atmosphere, is required to increase the ceramic yield. Froehling [26] reported that the final 
ceramic yield of a branched polyhydridocarbosilane was significantly improved via a 
previous cross-linking treatment before pyrolysis. As aforementioned HPCS, due to its 
relatively high cross-linking temperature (ca. 300°C), loss of volatile oligomeric components 
occurs on unconfined pyrolysis in a flowing nitrogen atmosphere, leading to a ceramic yield 
of ca. 55%. Xia found the cross-linking process markedly reduced the evaporation of low-
molecular weight oligomers, which accounted for the difference in the overall ceramic yields 
between non-cross-linked and cross-linked HPCS. For the HPCS/10 wt% divinylbenzene 
(DVB) system, the maximum of reaction degree of HBPCS was obtained, which might be 
responsible for the highest ceramic yield of 70.1 wt. % at 1000°C. However, the ceramic 
yield of the non-cross-linked HPCS was only 45 wt. % at 1000°C [27].  

 
 

3. PREPARATION AND MICROSTRUCTURE OF SIC FIBERS 
 

3.1. Conversion of PCS to SiC 
 
The conversion of PCS to ceramic is generally attained by heating the precursor polymer 

to temperatures above 1000°C in an inert atmosphere. This pyrolytic conversion process of 
PCS and oxidation-cured PCS has been found to involve a number of stages. During pyrolysis 
up to ca. 800°C, degradation of low molecular weight molecules and decomposition of 
organic side groups occurs. Large weight losses and gaseous evolution of mainly H2 and CH4 
are associated with these reactions. Si-H and C-H bonds are readily broken. With increasing 
temperature, connectivity of Si-C-Si bonds increases and a network structure can form via 
condensation reactions between CH4 and CH3 units [28]. In the pyrolysis residue after 700°C, 
the presence of C=C bonds has been confirmed, possibly arising from dehydrogenation in -
CH-CH- fragments [29]. The increase in density is most rapid between ca. 550 and 800°C, 
when the organic PCS transforms into a more inorganic state. By 800°C, this transition is 
essentially complete and an amorphous residue is obtained. Soraru et al. [30] reported the 
presence of hydrogen as CH groups in this amorphous residue. Oxygen introduced in 
oxidation cured PCS is not eliminated by this stage of pyrolysis [29]. Absence of this oxygen 
is expected in uncured PCS, whereas none was mentioned by Soraru et al. [31]. Si-O bonds 
were reported by Hasegawa [32] and Okamura and Bouillon et al. [33]. Residual CH or CH2 
units in the amorphous residue decompose with increasing temperature but the structure 















Development of Polymer-Derived SiC Fibers and their Applications 551 

chemical-vapor-infiltrated (CVI) SiC matrix composites with multilayered interphase. Results 
indicate excellent axial and off-axial tensile fracture behaviors for the satin woven 
composites. In contrast, the braided composites failed at unexpectedly lower stresses. The 
primary cause for this difference was the varied in-plane shear properties on which off-axial 
tensile properties significantly depend. Superior in-plane shear properties for the satin woven 
composites were achieved by increasing the volume fraction of transverse fibers normal to the 
fracture plane. Considering the failure modes depend on the off-axis angle the anisotropy of 
proportional limit tensile stress and fracture strength were preliminary evaluated by a simple 
stress criterion model. It is worth noting that specimen size effect on axial and oft axial tensile 
properties seems very minor for nuclear grade SiC/SiC composites with rigid CVI-SiC 
matrix. 

 
 

CONCLUSION 
 
Polymer-derived SiC fiber Nicalon has been produced commercially and widely used as a 

reinforcement of Polymer Matrix Composites (PMCs) and Ceramic Matrix Composites 
(CMCs). Main applications of Nicalon fibers are PMC for structural materials of aerospace 
and CMC for high temperature components of aerospace engine. In recent years, it has been 
increasing in demand for high performance CMC for high temperature application. CMCs are 
most promising materials for high temperature structural materials of gas turbines for 
aerospace and power generation. By reducing oxygen, this fiber has a higher elastic modulus 
and creep resistance, and thermal stability up to 1,600°C than those of Nicalon fiber. High 
temperature mechanical properties of CMCs using Hi-Nicalon have significant improved. 
However, creep resistance of Hi-Nicalon CMC is not satisfactory as structural materials at 
high temperature, because Hi-Nicalon mainly consists of SiC micro-crystals and excess 
carbon. Recently, the SiC fiber (Hi-Nicalon type S) having stoichiometric SiC composition 
and high crystallinity have been developed by Nippon Carbon. By reducing excess carbon 
and putting C/Si ratio close to stoichiometric composition, Type S fiber has high elastic 
modulus of 420 GPa, high thermal conductivity, and excellent creep resistance. Hi-Nicalon 
Type S fibers should be the best candidates for the reinforcement of ceramic matrix 
composites. Hi-Nicalon Type S fiber/BN/SiC composites are being developed as the 
components of gas turbine for aerospace and power generation such as shrouds and 
combustor. 
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ABSTRACT 
 

This chapter explores ways to improve the properties of polyester material in the 
processing of its surface temperature plasma at atmospheric pressure. The plasma 
discharge was generated in a sodium hydroxide solution. During the modification process 
a fiber was extend through the diaphragm which placed into electrolyte solution. Electric 
current was passed through the diaphragm which caused the appearance of the gas-vapor 
bubble. If the voltage applied to the diaphragm was 0.5 – 1.5 kV, a breakdown of the gas-
vapor case is generated and discharge is allowed. The method of surface modification of 
polymers requires relatively low voltage, and allows concentrating zone of plasma near 
the surface of the sample. It is shown that plasma in the liquid environment is non-
equilibrium and contains the components from the liquid substance. The influence of 
diaphragm size and broaching speed of polyester fiber through the plant for the plasma-
chemical modification to the physical-mechanical characteristics of the finished polyester 
fibers was studied. The main criterion for successful modification of polyethylene 
terephthalate material was considered to be a formation the maximum possible number of 
active groups on its surface with the maximum preservation of strength parameters. It is 
shown that the use of such method of modification provides a formation of active 
hydroxyl and carboxyl groups on the surface of the polymeric material which are 
required for fixation of functional products. Their application on the surface of fibrous 
material can give it some new properties (hydrophobic, antimicrobial, deodorizing, etc.). 
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1. INTRODUCTION 
 
Application of a polyester yarn is one of the most important trends in the textile industry. 

Polyester yarns have several advantages: high esthetic properties and high chemical, thermal 
and bio stability. Products from polyester have high wrinkle resistance and form stability. All 
of the above mentioned features of polyester yarns and yarns ensure the priority of their 
application in the production of consumer goods and industrial products. Along with valuable 
consumer properties the polyester textile materials have imperfections. The list of polyester 
yarn imperfections should include: 

 
• Slight dye ability due to compact structure of polymer;  
• A small number of functional groups capable to chemical interaction;  
• Increased dirt retention of products from these yarns;  
• Hard by touch; 
• Glass glitter;  
• High hydrophobic (water sorption at a relative humidity of 63% is only 0.4%), which 

makes products from polyester uncomfortable to wear [1-3]. 
 
Therefore, there is a problem of modification of polyester yarns and textile materials to 

improving their consumer properties. Currently part of the polyester yarns are manufactured 
with a modification leading to improve their functional (consumer) characteristics [4-6]. 

Modification of yarn is one of the simplest and most promising ways to control their 
properties. All methods of modification can be divided into three groups:  

 
a) Physical - without changing the chemical composition, but with a change in 

supramolecular structure and the outer surface of the yarn. Typically, this method is 
applied at the stage of spinning or subsequent processing of yarns;  

b) Chemical - with a change in chemical structure by copolymerization upon receipt of 
the initial polymer or introducing new functional groups by the processing of already 
squeezed yarns, as well as textile fabrics or materials;  

c) Compositional - by the introduction of additives in the initial melt (solution) before 
or simultaneously with process of the yarn forming. 

 
One promising direction in giving the surface of textile materials new properties is to 

modify them by the low temperature plasma. The plasma surface modifications in low 
pressure conditions (<5 Torr) are well known. The gas breakdown results in non-equilibrium 
“cold” plasma [7, 8]; such ionized media, are powerful surface-modification tools in Material 
Science and Technology. Low-pressure plasmas allow modifying the surface composition and 
properties of materials compatible with low-medium vacuum, through the following three 
general classes of processes:  

 
a) Plasma Enhanced Chemical Vapor Deposition (PE-CVD), deposition of organic and 

inorganic thin films on the initial surface with composition and properties tune able 
with the deposition conditions;  
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b) Plasma Treatments grafting of the very thin layers (1-3 nm) of polymers (or other 
materials) with chemical functionalities; plasma-induced cross-linking and 
branching;  

c) Plasma Etching Trough-mask ablation of materials for material patterning by means 
of reactive species generated in the plasma, with formation of gas products. 

 
The technologies of polymer materials modification by low-pressure plasma and the 

equipment for industrial application of plasmas have been already created [9]. Technology 
developments of surface modification at atmospheric pressure have been done too [10]. As a 
rule the plasma surface modifications are attractive for the application of adhesion 
improvement because they avoid the use of toxic chemicals, only the surface is treated while 
the bulk properties remain unchanged, oxygen and/or nitrogen containing functional groups 
are easily introduced into the surfaces, surface cleaning and weak-layer elimination can be 
performed simultaneously with the surface modification [11]. Though the most of plasma-
chemical modification of polymeric materials are non-selective or poorly selective, that is 
their major drawback, since the selectivity of process is a very important for modification of 
textile materials. Consequently, improving a selectivity of plasma action and simplifying 
technological approaches is essential. This chapter explores ways to improve the properties of 
polyester material in the processing of its surface temperature plasma at atmospheric pressure.  

 
 

2. TYPES OF LOW-TEMPERATURE PLASMA AT  
ATMOSPHERIC PRESSURE 

 
A non-equilibrium plasma that can be operated without the need for expensive vacuum 

apparatus, thus making large-scale cost-effective continuous plasma processing readily 
available. There are several types of discharge at atmospheric pressure and ways to organize 
the interaction of plasma and the polymer sample. Mean parameters of the operating modes 
for different types of low-temperature plasma at atmospheric pressure are presented in Table 
1. 

It is supposed that the increasing of selectivity of plasma action is available under 
plasma-solution treatment conditions [53]. This opinion is based on the assumption that the 
active plasma particles entering the solution from a set of secondary particles which react 
with the surface of the polymer material in milder conditions and as a consequence, more 
selectively than in the case of “dry” plasma. 

The additional reasons for selection of the diaphragm glow discharges for textile 
treatment application are also [54]: 

 
a) Relatively low voltage (0.5-1.5 kV) required for igniting the discharge; 
b) The possibility of concentrating the low-temperature plasma zone near the surface of 

the treated sample;  
c) High degree of non-equilibrium of the plasma, which allows treating the polymer 

samples without destruction by the thermal effect of the plasma; 
d) Transfer of the components of the solution into the gas phase, which allows operating 

by the plasma composition under treatment process. 
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Table 1. Electrical Characteristics and Technological Effects of  
Discharges at Atmospheric Pressure 

 
type Current, 

mA 
Voltage, V Technological effect 

Corona discharges 0,02 20000 Disinfection and air purification [12,13]; 
Modification of polymers surface [14, 15];  
Initiation of chemical processes in solutions 
[16,17]* 

Dielectric Barrier 
Discharges 

1 6000-10000 Disinfection and air purification [18 – 21]; 
Modification of polymers surface [21 – 28] 

Glow discharges, 
stabilized by 
airflow 

10 20000 Initiation of chemical processes in gases [29, 
30];  
Initiation of chemical processes in solutions 
[31]*; 
Modification of polymers surface [32, 33] 

Electric pulse 
machining 

- 30000-
50000 

Extracting plant material [34]* Disinfection 
of liquids [35]*  

Glow discharges 
with electrolyte 
cathode 

20-200 400-1500 Initiation of chemical processes in solutions 
[17, 36 – 40]*; 
Modification of polymers surface [41]*; 
Initiation of chemical processes in gases 
[42]* 

“Gliding arc” 6 4000-6000 Initiation of chemical processes in gases [43 
– 45]; 
Initiation of chemical processes in solutions 
[46]*; Disinfection of liquids [47]* 

Contact glow 
discharges 

200 600-800 Initiation of chemical processes in solutions 
[17, 48 – 50]* 

Diaphragm glow 
discharges 

100-300 700-1500 Initiation of chemical processes in solutions 
[51]*; Disinfection of liquids [52]* 

* Indicates works devoted to investigation of plasma-solution systems.  
 
It should be noted that the diaphragm glow discharge initiation does not reverse 

electrochemical process on a metal electrodes in the liquid. In particular, it is likely that the 
described [12-52] changes of the liquid phase are caused not only by the plasma. In general, 
changes induced by the electrochemical stage on a solid electrode have the same direction as 
the plasma action. For example, influence only of electrochemical process on wastewaters 
allows reducing the amount of heavy metal ions [55, 56], as well as decolorize and remove 
the dyes or phenolic compounds [57-63]. So, the development of a method of polymer surface 
modification has combined nature. Chemically active agents are formed directly during the 
processing both in plasma and at the solid electrode placed in solution. In this method, the 
prospect of using the small concentrations [53] of relatively safe chemical agents for surface 
modification of polymers is also very attractive from both economic and environmental 
positions [55-65]. 
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the cathode current density [66,67].The spectral dates demonstrate this form discharge is non 
equilibrium plasma with gas temperature in the range 900-2000 K, and electron temperature 
about 5000 - 8000 K, but estimates of temperatures near the liquid surface are quite different 
[66-69].  

 

 
Figure 2. The images of DC discharge with 0.025 mol l–1 NaOH solution as cathode. Current - 150 mA, 
gap - 7 mm. Different zone of discharge are shown: 1 - cathode spot; 2 - anode spot; 3 - dark space; 4 - 
plasma channel; 5 – surrounding glow. 

If the electrolyte solution is used as anode the discharge is quite different: the dark space 
is near the liquid again, the discharge channel disappeared, and anode area looks like a lot of 
blue spots moved on the surface. The anode fall is around 200 V that evokes the much weaker 
velocity of evaporation than on the cathode border. The differences between the cathode and 
anode boundary leads to the fact that in the diaphragm discharge (Figure 3) the substance 
evaporating in the field of liquid cathode are condensed on the surface of liquid anode. So, if 
diaphragm glow discharge is ignited the plasma are a "pump" for the substance of the cathode 
to the anode moved ("Pumping" effect is highly dependent on the geometry of the diaphragm 
[70]). At the same time the gas-vapor bubble are displaced from anode to cathode if the 
shapes of diaphragm allow it. The accuracy measurements of the gas or electron temperature 
in the plasma of diaphragm glow discharges are difficult due to fast dynamic behavior. 
Though the estimation are shown that temperatures of plasma components are similar to 
plasma with electrolyte cathode under the same current.  
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Figure 3. The images of DC discharge with 0.025 mol l–1 NaOH solution as anode. Current - 150 mA, 
gap - 7 mm. 

 
4. THE TREATMENT PROCESS 

 
4.1. Technical Aspect 

 
The device used to treat textiles by the diaphragm glow discharge is shown in Figure 4. 

The apparatus is a container consisting of discrete modules of metal (1) and (2) 
interconnected insulating septum (3). In the septum inserted diaphragm (4) special forms 
through which the stretch yarn (5). For plasma-chemical treatment process the yarn coiled on 
the slave cylinder (6), is passed through guide rollers and a diaphragm (4) and fixed on the 
head drum (7). Voltage are applied to the stainless steel electrodes (8,9), located in the 
modules (1) and (2) after broaching the thread is enabled to adjust the speed. 

 

 

Figure 4. Schematic diagram of the processing of yarn into diaphragm discharge. 
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The treatment process using cylindrical aperture in the form presented in the photo 
(Figure 5). The shape of the diaphragm has a significant influence on the treatment process. 
First of all the changing the length and diameter or aperture leads to a change in average 
current density and voltage. Besides, the size and shape of the aperture affects the dynamics 
of gas-vapor bubble boundary and the hydrodynamics of the surrounding solution. More over, 
the mechanical loads exerted on the thread of the passage of the diaphragm at a given speed 
extremely depend on shape of aperture. In particular, during the process using the aperture of 
cylindrical shape at yarn feed speed more 20 m min–1 evokes disarranges of the yarns (Figure 
6b) due to its mechanical contact with the diaphragm.  

 

 

Figure 5. Photo of treatment process using diaphragm glow discharge with cylindrical aperture. 

 

Figure 6. Photos original yarn (a); mechanically damaged by pulling the yarn through the diaphragm 
(b). 

The nozzle tape diaphragm (Figure 7) allows avoiding mechanical damage of polyester 
yarns at high speed broaching the thread through the diaphragm. Additionally, high speed of 
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yarn in the discharge region leads to short time contact with a hot gas region, therefore the 
high temperature destruction of polymer are eliminated.  

 

 

Figure 7. Aperture for high speed broaching (a) and process at high speed broaching of yarn (b). 

The average voltage applied to the electrodes of the cell for the quasi stationary 
diaphragm glow discharge treatment increase if increase in speed broaching threads 
(Figure8). (This is understandable, on the one hand, the stand with the yarns is heated, 
therefore, actively dissipates the energy deposited in the discharge. On the other hand, 
moving the thread deforms the vapor-gas shell, extending the discharge). This is 
understandable when one considers that extend a thread from one side, heats up, therefore, 
actively dissipates the energy deposited in the discharge. On the other hand, moving the 
thread deforms the vapor-gas shell, extending the discharge gap (Figure 5, 7). 

 

 

Figure 8. Effect of feeding speed of polyester yarns to the voltage necessary to maintain the discharge. 
Electrolyte - a solution of NaOH with a concentration of 0.075 mol l–1, electrolyte temperature 25ºC. 
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of the polyester (poly(ethylene terephthalate)-PET) yarns. The appearance of active groups on 
the surface of the polymer material was demonstrated by IR spectroscopy (MFTIR) and they 
were identified in the same way. Due to the fact that the IR spectroscopy of yarn by the 
MFTIR method leads to large errors, we did the IR spectroscopy of PET film treated as a 
narrow band.  

The number of surface-localized active groups was estimated by colorimetry [76] adapted 
by us for estimating the hydroxyl group content on the surface of polyester materials. It is 
based on the capacity of active dichlorotriazine dyes to form a covalent bond with the 
poly(ethylene terephthalate) hydroxyl group. The dye active dichlorotriazine bright blue KX 
was used in the study. The samples were dyed by standard technology for active dyes with 
index X [77]. The amount of dye fixed in the yarn was determined by the difference in the 
dye intensity of modified and unmodified polyester yarn. The dye intensity was evaluated 
with the color characteristics of samples of dyed polyester material, determined with the 
color-measuring complex in the Kolorist program (version 4.2.1994, 99, by V. S. Pobedinskii, 
F. Yu. Telegin, and I. A. Danilin).The strength of the treated thread was evaluated by the 
breaking load, measured with a RM-3-1 tensile testing machine according to GOST 6611.2-
73. 

The change in the chemical composition of the surface layer was judged with the IR 
spectra of the polyester film undergoing plasma-chemical treatment obtained by MFTIR 
(Figures 9, 10). The values of the relative intensity of the fundamental vibrations of the bands 
in the IR spectra are reported in Table 1. 

 

 

Figure 9. Vibration spectra (2600-3600 cm-1 range) of untreated polyester film (1) and film undergoing 
plasma-chemical modification (2). 

The appearance of a band in the 3200-3500 cm-1 region (Figure 9) indicates the formation 
of OH groups. The spectra obtained are the basis for concluding that the processes that take 
place in poly(ethylene terephthalate) in combined treatment with sodium hydroxide and 
plasma are not limited to breaking of complex ester bonds. The increase in the intensity of the 
vibration bands characterizing C=O groups (1697 and 1712 cm-1, Figure 10) is evidence of 
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the formation of carbonyl and/or carboxyl groups. Their formation can be considered an 
advantage of the plasma-chemical method in comparison to the chemical method [78], since 
many functional preparations are fixed on carboxyl groups. In addition, the intensity of the 
characteristic band of the CH2—O—CH2 oxygen bridge in the 1066 cm-1 region (indicated by 
the arrow in Figure 10) increases. 

 

 

Figure 10. Vibration spectra (900-1800 cm-1 range) of untreated polyester film (1) and film undergoing 
plasma-chemical modification (2). 

The degree of ordering of the polymer can be judged by the ratio of the intensities of 
conformation-sensitive bands. The differences in the spectra of amorphous and partially 
crystallized obtained are the basis for concluding that the processes that take place in 
poly(ethylene terephthalate) are related to the predominant state of the —OCH2—CH2O— 
group in the gauche conformation for the amorphous phase and in the trans conformation for 
the crystalline phase. According to this, the bands at 1473, 1343, 1120, 937, and 845 cm-1 
characterize the ordered state of the polymer, while the bands at 1455, 1370, 1100, 1042, and 
897 cm-1 characterize the disordered state. The bands are related to each other by pairs due to 
the possibility of conformational transitions: 1343 and 1370, 973 and 1042, 897 and 8435 cm-

1 [79]. 
As the analysis of the ordering and disordering bands in the IR spectra showed, a 

tendency toward a slight increase in the amorphism of the surface layer of the polymer 
appears as a result of plasma-chemical modification. 

The effect of the conditions of plasma-chemical treatment of poly(ethylene terephthalate) 
thread on the number of active groups formed was judged with the dependences in curves 1-3 
in Figure 10. As we see, the maximum number of hydroxyl groups on the surface of the yarn 
is formed at a low (15-20 min) speed of drawing the thread through the plasma zone. This 
speed ensures a prolonged exposure time of the polymer material to the modifying factors. 
Changing the concentration of sodium hydroxide in the solution in significantly affects the 
number of active groups formed. The formation of hydroxyl groups could be the result of 
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Figure 12 shows, important formation of an additional number of active groups does not 
occur with a significant decrease in the breaking load. This is probably due to so-called 
“scouring” of the surface of the yarn forming the thread, whose essence consists of rapid and 
intense degradation of the surface layers of the polymer material with formation of low-
molecular-weight products of hydrolysis that pass into the solution. As a result of this 
process, most of the active functional groups are removed from the surface. This same event 
can also explain why the conditions of maximum degradation of poly(ethylene terephthalate) 
and consequently the greatest decrease in the breaking load of the thread do not coincide with 
the conditions of formation of the maximum number of hydroxyl groups (see Figure 11) — 
the number decreases, in all probability, as a result of “scouring.” A similar event is observed 
in chemical activation of the surface of polyester materials made by treating them with 
solutions of bases of much higher concentration for 10-30 min [78]. However, in milder 
conditions of plasma-chemical treatment (high thread speed and low concentration of alkali), 
“scouring” does not take place, which preserves a relatively large number of active groups on 
the surface. The analysis of the data in Figs. 11 and 12 allows selecting the conditions of 
plasma-chemical modification of poly(ethylene terephthalate) thread that ensures an 
acceptable level of loss of strength (maximum of 15%) in formation of a larger number of 
active groups on the surface of the thread than in alkaline activation of the polyester material 
[78]: 0.75 M concentration of sodium hydroxide, 30-50 m min–1 speed of passage of the 
sample through the plasma zone. 

 

 

Figure 11. OH group content (1-3) and breaking load (1’-3’) of poly(ethylene terephthalate) thread as a 
function of drawing speed through the plasma zone in sodium hydroxide solutions of different 
concentration (in M): 1, 1’) 0.05; 2, 2’) 0.075; 3, 3’) 0.125. 
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Figure 12. Breaking load of poly(ethylene terephthalate) thread as a function of its hydroxyl group 
content in treatment with diaphragm discharge in sodium hydroxide solution of varying concentration 
(in M): 1 - 0.05; 2 - 0.075; 3 - 0.125. 

 
CONCLUSION 

 
We have developed the plasma-chemical method of the polyester surface modification. 

The method like the chemical way of polyester modification is based on the controlled 
hydrolysis of poly(ethylene terephthalate) macromolecules in the surface layer of polymer 
yarns. As a result active functional groups are generated in the surface layer. The hydrolysis 
is initiated due to plasma treatment of the polymer surface. The atmospheric pressure 
discharge is generated in a diaphragm placed into electrolyte solution. 

The suggested method was realized for the purpose of plasma-solution modification of 
the polyester yarns. The characteristics of the method are: (1) rather low voltage necessary for 
the discharge firing; (2) discharge localization which allows to concentrate low-temperature 
plasma zone near the polymeric surface; (3) high degree of non-equilibrium state of plasma 
that allows to treat yarns without thermal damage; (4) the possibility to form the composition 
of the orifice gas due to the transfer of solution components through the interphase boundary. 
The authors have studied the influence of the diaphragm size and treatment duration on the 
mechanical and chemical properties of yarns. The optimal treatment parameters for the 
effective formation of a new functional group and simultaneous minimization of mechanical 
properties degradation are obtained. 
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ABSTRACT 
 

Cleaning of solid rigid materials is one of the older applications of high-intensity 
ultrasound. Nevertheless the use of ultrasonic energy for washing textiles was explored 
over several years without achieving successful development. Besides the specific 
problems related with softness of the fabric material, the strategies for ultrasonic washing 
of textiles were generally directed towards the production of washing machines to wash 
laundry by generating high-intensity ultrasonic waves in the entire volume of the basket 
containing the fabrics to be washed. Such strategies offer significant inconveniences 
because of the practical difficulties to achieve a homogeneous distribution of the 
ultrasonic energy in the entire washing volume. Then in the areas of low acoustic energy 
the cleaning effect is not reached and it causes the washing to be irregular. 

During the last twenty years the use of ultrasonic technologies for cleaning textiles in 
domestic and industrial washing machines has been reinvestigated and new important 
advances in this area has been achieved. In fact, it has been found out that by diminishing 
the amount of dissolved air or removing the big bubbles in the wash liquor the 
application of ultrasonic energy improved wash results in comparison to conventional 
methods. It has been also shown that a high proportion of water with respect to the wash 
load is required to assure efficiency and homogeneity in the wash performance. The 
application of such requirements in domestic washing machines or even in large scale 
machines similar in design to them doesn’t seem a realistic and economically viable 
option. However for specific industrial applications a new ultrasonic process has been 
developed in which the textiles are exposed to the ultrasonic field in flat format and 
within a thin layer of liquid by applying specific ultrasonic plate transducers. Such 
process has been implemented at laboratory and semi-industrial stage. This chapter deals 
with the progressive advances in the use of the ultrasonic energy for washing textiles and 
in particular with the new process and the structure and performance of the systems 
developed for its implementation.  
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1. INTRODUCTION 
 
The cleaning action of ultrasonic energy is mainly due to cavitation and acoustic 

streaming. Ultrasonic cavitation may be defined as the formation, pulsation and/or collapse of 
vapour or gas cavities inside a liquid under ultrasonic stresses [1]. Ultrasonic waves applied 
to a liquid may produce small cavities or bubbles because of the fluctuations of hydrostatic 
pressure they produce. Depending on the wave intensity two types of cavitation are generally 
produced: stable and transient cavitation. The stable cavitation is generated at moderate 
intensity levels and the bubbles inside the liquid oscillate around their equilibrium size. The 
second type of cavitation, which is known as transient or inertial cavitation and is the 
effective cavitation for cleaning, is generated under high-intensity ultrasonic waves. During 
the negative pressure of the ultrasonic cycle, the restoring force produced in the bubble/cavity 
by the gas becomes negligible with respect to the acoustic pressure and the bubble or cavity 
expands to several times its original size. Then during the compression half-cycle the bubble 
collapses violently. The collapsing bubbles develop very high localized pressures (thousands 
of atmospheres) and temperatures (thousands of degrees) which produce erosion on the 
surface of the solids submerged in the liquid and favour the cleaning effect by separation of 
the soiled material from the dirty solid. Such action may be done even in the small hidden 
parts of the solid material promoting a very effective and unique cleaning. The onset of 
inertial cavitation is only produced over a certain acoustic intensity threshold that mainly 
depends on the characteristics of the liquid and the frequency of the ultrasonic wave.  

The application of high-intensity ultrasonic waves may produce other phenomena, such 
as acoustic streamings, that may contribute to the dispersion of the particles of contaminant 
removed from the soiled surface. Acoustic streaming [2] is a nonlinear acoustic effect in 
which steady fluid flows are induced by the high-intensity waves both in the free ultrasonic 
beam and near the obstacles. Microstreamings may also been produced by stable cavitation, 
that is, by the oscillation of bubbles without implosion during many cycles of the acoustic 
field. Such fluid flows play a determinant role in heat and mass transfer mechanisms, which 
help to remove impurities.  

The application of high-intensity ultrasound for cleaning of solid rigid materials is very 
well known and it is already established as one of the most popular uses of ultrasonic energy. 
Nevertheless the extension of this technique for washing soft materials such as textiles offers 
specific problems to be solved. In fact, it has been explored for several years without 
achieving commercial development. The softness of the fabric material makes cavitation to 
produce small erosion effect on textiles. In addition, the reticulate structure of the fabric 
favours the formation of layers of big bubbles that obstruct the penetration of the ultrasonic 
waves.  

The majority of the efforts developed for the application of ultrasonic energy in textile 
washing were generally directed towards wash laundry. The most common way explored was 
the production of cavitation in the entire volume of the bath in which the fabric load is 
submerged in the washing liquid [3-5]. Nevertheless such systems offer significant 
inconveniences. First of all, it is very difficult to achieve a homogeneous exposure of the 
wash load to the ultrasonic field. Another problem is the high attenuation of the ultrasonic 
wave when penetrating the multiple textile layers of the fabric load. Then in the areas of low 
acoustic energy the cavitation threshold is not reached and the washing effect results to be 
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very irregular. Therefore to overcome such difficulties in a wash system it would be needed to 
use a small wash load and a high water level. In addition, the fabric has to be continuously 
moved so that it passes through the areas of high acoustic intensity of the washing cavity to 
assure the production of “strong transient cavitation” on the fabric surface [6]. Such 
requirements made difficult the application of ultrasonics in conventional domestic washing 
machines. 

From the investigations about the use of ultrasonic technologies for cleaning textiles in 
domestic washing machines we carried out at the beginning of the 90s, in the frame of an 
European project, it was found out that the detergency achieved by using ultrasound and 
partially degassing the wash liquor, was much better than the conventional washing [7- 9]. 
The same situation is for institutional cleaning where the washing process is carried out in 
large scale machines similar in design to domestic washing machines. Large commercial 
laundries use cleaning equipment of the tunnel-washer type which comprises a series of 
drum-type segments in which textiles undergo a sequence of wash steps. 

However there exists a potential of the ultrasonic washing technique for industrial 
applications. This is, for example, the case of the textile manufacturing industry [10]. Fabric 
processing in textile manufacturing is a wet processing to improve the appearance and 
serviceability of the fabric. It includes several operations that usually require washing the 
fabric in a flat format. Another useful potential application is the process of cleaning roller-
towels in large scale laundry. The use of ultrasonic energy in such operations may help in 
speeding up the process and in improving the quality of the final product. On the other hand, 
the development of an ultrasonic washing unit can be applied to improve the effectiveness of 
conventional industrial processes, such as the tunnel-washer type, by introducing a 
complementary ultrasonic pre- or post-treatment step. This would possibly result in less re-
washing of unsatisfactory cleaned articles, and thus lower operating costs. 

Looking for such industrial applications, a new process and system has been developed 
and patented [11] in which the textiles are successively exposed to the ultrasonic field in flat 
format and within a thin layer of liquid. Such process has been implemented at laboratory and 
semi-industrial stage [12].  

 
 

2. THE WASHING PROCESS 
 
The new process tries to overcome the problems regarding homogeneous exposure of the 

wash items to the ultrasonic energy as well as the attenuation of the ultrasonic waves, by 
successively exposing the textiles to the ultrasonic field. It is based on the application of the 
ultrasonic energy to the textiles to be washed by means of special vibrating plate radiators in 
direct contact or very close to them. The textiles are submerged in a shallow layer of liquid 
and conveyed in a flat format through the ultrasonic radiator by means of a roller-type system 
(Figure 1). The plate radiator is designed to vibrate with one of its simpler flexural vibration 
modes to avoid as much as possible great differences in the vibration amplitudes of the 
different areas of the plate. 
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Figure 1. Basic scheme of the ultrasonic washing process. 

The new procedure offers notable characteristics to be underlined. The cleaning effect is 
produced by the intense cavitation field generated by the plate radiator within the thin layer of 
liquid which is very favourable to produce high cavitation effect [13]. From the practical 
point of view, such liquid layer is very convenient for the low consumption of washing liquid 
required. The homogeneity of the washing effect is achieved by the fact that the fabric is 
passed along the surface of the plate radiator in such a way that all its parts are exposed 
during the same time to the areas of intense acoustic field. Finally, the radiation force 
produced by the high intensity ultrasonic beam directed over the surface of the textiles helps 
to remove the big bubbles formed within the reticulate structure of the fabric that impede the 
penetration of the ultrasonic wave.  

The new washing process was initially implemented at laboratory stage by means of the 
simple set-up shown in Figure 2. The ultrasonic transducer developed for this laboratory set-
up basically consisted of a rectangular aluminium plate radiator driven by a length expander 
piezoelectric vibrator (Figure 3a). The vibrator itself is constituted by a piezoelectric element 
of transduction in a sandwich configuration and a solid horn which acts as a vibration 
amplifier. The extensional vibration generated by the transducer element and amplified by the 
mechanical amplifier, drives the radiator which vibrates flexurally in one selected mode. The 
transducer was designed to operate at about 20 kHz with a vibration mode of the plate 
radiator with two nodal lines (black lines) almost parallel to the longer side of the plate 
(Figure 3b). The vibration of the plate clearly shows two zones at both sides of the nodal lines 
where the amplitude distribution is quite homogeneous. The maximum power capacity of this 
transducer was of about 200W which, according to the electroacoustic efficiency of the 
transducer (over 90% in water) and the surface area (110 cm2) of the radiator corresponds to 
an average acoustic intensity of about 1.5 W/cm2. Such intensity is a little over the value of 
the cavitation threshold in tap water. For strong cavitation effect would be required to reach 
levels three or four times higher [6]. 
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Figure 2. Laboratory set-up for the implementation of the washing process. 

To increase the power capacity, a semi-industrial washing system was developed in a 
second stage. The basic objectives for the development of this system were: to improve the 
performance of the plate transducer aiming at industrial operation, to increase the number of 
transducers in order to speed up the washing process and to control and optimize the 
parameters of the process (liquid layer thickness, transducer-fabric distance, etc...).  

 

 

Figure 3. Basic scheme of the plate transducer (a) and operating vibration mode of the plate radiator (b). 
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The plate transducer constitutes the core of the system. Therefore, it requires to be 
provided with high power capacity to safely produce strong cavitation in the washing liquid. 
The main drawback of the flat plate transducer designed and constructed for the laboratory 
set-up was the significant number of vibration modes existing in the range of the operating 
frequency. This fact is particularly important at high excitation levels in liquids when the 
frequency band of the transducer becomes wider and, in addition, the driving signal may 
suffer distortion. In this case, undesired vibration modes easily interact with the operating 
mode causing serious disturbances and even damages in the transducer. To avoid this problem 
the design of the plate radiator was modified by using finite element methods (FEM) and 
following a procedure previously developed to control the vibration mode of stepped plate 
radiators [14]. Such procedure has been successfully applied for the development of the 
stepped-grooved plate transducers commercialized by the spin-off company PUSONICS for 
different power ultrasonics applications [15]. It basically consists of designing the plate 
radiator with a grooved profile on its back side. This profile is designed in such a way that the 
impedance of the operating vibration mode is diminished while the other modes are 
obstructed or moving away from the operation range. In fact, while in the flat plate radiator of 
the laboratory set-up appeared several modes within the range 19-22 kHz [12], in the grooved 
plate radiator (Figure 4a) only appear the operating mode (Figure 4b). The grooved-plate 
radiator was constructed in titanium alloy. The resulting transducer has a power capacity of 
about 600W with a radiating surface of about 110 cm2. It means a capability for reaching 
acoustic intensities of up to about 4.5 W/cm2.  

 

 

Figure 4. The grooved-plate transducer (a), and its frequency response(b). 
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Two of such transducers are installed in the washing section of the semi-industrial unit 
(Figure 5). Each transducer is driven by an electronic system consisting of an electronic 
controller to generate and control the driving signal, a power amplifier and a matching 
impedance circuit (Figure 6). The washing unit is mainly constituted by a soaking bath to 
previously wet the fabric and the washing section where the cleaning action is produced 
(Figure 7). The unit is provided of several rollers to convey the fabric in a flat format parallel 
to the radiator surface. The fabric is moved in a perpendicular direction to the nodal lines of 
the plate radiator (Figure 8). A motor is moving the whole system. The distance between the 
plate radiators and the fabric as well as between the plate radiators and the bottom of the 
container, which act as a reflector, may be adjusted by high-precision mechanical devices. 
Such distances are electrical and mechanically controlled and optimized by respectively 
measuring the transducer admittance at different distances, to adjust the resonance, and the 
cavitation activity, to maximize the cleaning effect. 

 

 

Figure 5. Washing section of the semi-industrial system. 

 

 

Figure 6. Electronic system to drive the ultrasonic transducers. 
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Figure 7. Semi-industrial washing unit. 

 

 

Figure 8. The fabric is conveyed perpendicularly to the nodal lines of the vibrating plate. 

 
3. WASHING TESTS 

 
By using both laboratory and semi-industrial set-ups the influence of the ultrasonic 

energy on the washing performance was studied for a number of representative standard test 
pieces: EMPA 101 (cotton soiled with carbon black and olive oil), AS9 (polyester/cotton 
soiled with fatty material and solid particles) and WFK30D (polyester soiled with skin fat and 
pigments). Figure 9 shows the cleaning results obtained by using the ultrasonic system 
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compared with those achieved with a conventional washing machine. For the WFK30D test 
piece probably a higher acoustic intensity was needed. 

Even if the domestic washing machines generally work above 25ºC there are some 
delicate synthetics with non-fast colours and woollen garments which must never be washed 
above 40ºC and in certain cases the labels specify to wash under 30ºC. Therefore the 
comparison of both conventional and ultrasonic washing at this temperature makes sense 
particularly if we bear in mind that the new process pretends to avoid heating or degassing the 
wash liquor. The influence of the temperature in the production of cavitation is controversial 
[16] and would require a specific study.  

 

 

Figure 9. Comparison of wash performance between the ultrasonic system and domestic washing 
machines. 

The washing solution used was a simple solution in standard tap water containing 1.75 g 
l–1 of SDBS (sodium dodecylbenzenesulphonate) surfactant and 3.5 g l–1 of STP (sodium 
triphosphate) a builder to enable surfactant to be more effective. The temperature of the 
washing solution was kept constant at about 25ºC. Such temperature was chosen for practical 
reasons (the objective is a simple and low energy consumption process) and because 
according to our experience and the literature [16] this value is within a range (20-30ºC) in 
which the cavitation intensity has not great variations. The layer of washing liquor was 
frequently refreshed. No chemical changes in the components of the washing solution due to 
the ultrasonic action were detected. 

Washing tests carried out with typical EMPA-101 samples in the semi-industrial set-up 
confirmed the good cleaning effect previously obtained at the laboratory set-up. Such effect 
depends on the acoustic intensity and the treatment time. Figure 10 shows the reflectance of 
washed samples at 2 cm s–1 and different acoustic intensities. As it can be seen the cleaning 
performance, measured through the reflectance, increases almost linearly with the acoustic 
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intensity up to a certain value in which saturation starts. It means that for a certain washing 
time, which is controlled by the fabric speed, the ultrasonic intensity needed to produce a 
determinate cleaning effect can be fixed. The washing performance achieved even at 
relatively moderate acoustic intensities is clearly much higher than that obtained with a 
conventional washing machine. In fact, a typical reflectance value after washing an EMPA-
101 sample in a conventional washing machine at 25ºC programme is about 23%. The energy 
consumption of the ultrasonic washing process is very low: of the order of 0.1 kWh kg–1 of 
textile. 

 

 

Figure 10. Ultrasonic washing performance versus acoustic intensity (EMPA-101 samples at 2 cm s–1). 

The evidence of the best washing performance achieved by the ultrasonic system is 
shown in Figure 11. The picture presents a visual comparison of the washing effect on 
EMPA-101 samples by using the ultrasonic system with two transducers at 400W and sample 
speed of 1 cm s–1, with the washing result on the same kind of samples after two successive 
conventional washes in a domestic washing machine at 20ºC and 50ºC. In both cases the 
washing solution was a common commercial detergent in tap water. 

The confirmation of the cleaning efficiency of the ultrasonic washing, have also been 
done by some tests on real stains like blood, chocolate, grass, etc. As the stains were difficult 
ones, and the detergent solution was a simple one, without enzymes, the time of exposition to 
ultrasonics was 60 seconds. For all the stains, the wash results achieved with an acoustic 
intensity of 1.4 W cm–2 are better than those achieved in a domestic washing machine with 
the same detergent and temperature after 30 minutes (Figure 12). Some stains (Curry, Cherry, 
Cook oil, Gravy and Dirty Motor Oil) are washed better than the domestic machine after only 
20 second ultrasonic washing [17].  
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Figure 11. Visual comparison of the wash performance on EMPA-101 samples between the ultrasonic 
system (two transducers at 400W and sample speed of 1 cm s–1), and a domestic washing machine (two 
successive washes at 20ºC and 50ºC). 

 

 

Figure 12. Cleaning efficiency of ultrasonic washing on different types of stains. 

 
CONCLUSIONS 

 
The ultrasonic energy for washing textiles represents a potential powerful tool for 

specific applications. It seems evident that the direct application of ultrasonics to the 
conventional existing washing devices doesn’t result technically and economically viable. On 
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the contrary it is required to develop proper systems to efficiently use this source of energy. 
In this chapter a new ultrasonic washing procedure and specific developed systems for the 
continuous washing of textiles in liquid layers and flat format have been presented. The good 
washing performance obtained with very low energy consumption and short washing 
treatment times demonstrate the possibilities of the new technique. In addition, other 
important characteristics of the application of ultrasonic energy for the washing process are 
the use of low quantity of detergent solution of very simple composition and at low 
temperature. Such characteristics made the ultrasonic washing to be considered a green and 
sustainable process.  
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